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Research interest in stimuli-responsive polymer surfaces and interfaces is due to their wide 

range of applications for materials, biology or medicine fields. To name a few, wetting, 

permeability or adhesion properties, can be improved and controlled with suitably 

switchable systems. Polymer brushes and self-assembled layers are so far examples of 

materials most studied in this field. Our study goes beyond and focuses on stimuli-

responsive hydrogel films. The hydrogel thin films are attractive since they associate both 

advantages of hydrogels and films. 

Why advantage of hydrogels? The architecture of hydrogel in thin films, inspired from the 

versatile architecture of macroscopic hydrogels, offers much potential in competition with 

layer-by-layer (LbL) assemblies and grafted polymer layers. On the one hand, the polymer 

networks are much more stable surface coatings when compared with LbL systems due to 

their covalent attachment to the surface and their chemical cross-linking. Furthermore, the 

fabrication of hydrogel thin films is a one-step process and there is no need of cyclic steps as 

for multilayer systems. The range of thickness reached with hydrogel films or multilayer gel 

films is of the same order of magnitude. On the other hand, hydrogel films are also more 

stable when compared with polymer brushes, where polymer chains are grafted to the 

surface via only one functional group while the polymer network is linked to the surface by 

multiple anchoring points. Another advantage is that the thickness of the hydrogel layer is 

not limited by the number of units in a polymer chain as for polymer brushes. In addition, if 

needed, the hydrogel thin film can be used as a free-standing film thanks to its 3D cross-

li ked et ork stru ture hile pol er rushes a ’t. In summary, hydrogel thin films are 

very promising as an approach to responsive surfaces and interfaces: they can be easily 

rendered multifunctional and multiresponsive without compromising their mechanical 

stability, which is secured by a 3D cross-linked network structure.  

Why advantage of films? The decrease of the feature size in thin films is an appropriate way 

to create structures with fast response without corruption of the mechanical properties of 

the bulk materials. As known, the swelling/collapse phase transition of hydrogels is a 

diffusion-limited process, so bulk hydrogels often result in long response time, which is too 

slow for many applications. Actually, the dependence of the response time, T, required for 

the volumetric change, is expressed as T = L
2
/D, where L is the smallest dimension of the 

hydrogel, and D is the collective diffusion constant of the gel network defined as a ratio of 

the longitudinal bulk modulus of the network to the coefficient of friction between the 

network and the solvent. This equation indicates that a small size of hydrogel would give a 

faster response, for example, the response time is 1 ms for one micron-thick gel films. For 

this purpose, one straightforward way is to downside the hydrogel structures by using thin 

films. This approach allows the development of devices with fast responses while 

maintaining their mechanical robustness.  
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The properties of these s art  aterials a  e interestingly explored for the fabrication of 

miniaturized devices with fast response time. Since the chemical groups (i.e. polymer chains) 

define the type of stimulus to which the hydrogels respond, and the physical properties (size 

and structure) determine the response time, hydrogels can be tuned to desired applications 

with a wide range of chemi al a d ph si al properties. These s art  h drogel thi  fil s are 
then promising materials for a broad range of applications, from sensors to actuators. They 

can offer endless opportunities for the development of coatings for drug delivery systems, 

tunable optical systems and many other advanced applications. Among the numerous 

possibilities of applications, hydrogel thin films served as microfluidic valves and flow 

switches are very attractive. A stimuli-responsive hydrogel thin film embedded inside a 

microfluidic channel can work as a valve (functional gate) which opens or closes the channel 

for a ater flo . “ art  h drogel al es eli i ate the eed of ulk  e ter al o trol a d 
thus allo  the reatio  of ha d  a d auto o ous la -on-a- hip  s ste s for analytics.  

 

The hydrogel films we are interested in are chemical polymer networks that are covalently 

grafted to the surface, with the size ranging from nanometers to hundred of microns. One of 

our objectives is to develop surface-attached hydrogel films with a wide range of thicknesses 

and with the desired responsiveness nature. 

Which strategy for the synthesis of hydrogel films? The strategy adopted should be very 

simple and very versatile. It should allow easily the adjustment of chemical properties (e.g. 

responsiveness) and physical properties (e.g. size and structure) of the films. The strategy 

chosen to synthesize chemically cross-linked hydrogels consists in cross-linking preformed 

and functionalized polymers through thiol-ene click chemistry. It is preferred to the synthesis 

starting from monomers which are then polymerized and cross-linked at the same time. Our 

approach allows a better control of the synthesis because there is no caution of controlled 

atmosphere and no addition of any initiator. 

Which stimuli-responsive properties? Among different external stimuli, we choose the 

temperature, the light and the electric field. Though the temperature is not a local stimulus, 

it is a handy parameter to control and it can be easily varied on a wide range. The thermo-

sensitive hydrogel films are obtained using PNIPAM for its LCST (around 32°C) properties. As 

the temperature is convenient to control as external stimulus, we will always use hydrogel 

films containing PNIPAM networks to study the phase transition of model networks films. 

The electric field and the light stimuli have the advantages of rapid and local activation 

which is very helpful for applications such as the function of hydrogel-based microvalves in 

microfluidic devices. The microfluidic geometry renders the possibility to show for the first 

time the sensitivity of polymer films to electric field.  
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The range of thickness targeted in this present study goes from nanometer to microns, 

which allows the characterization by usual reflectivity techniques such as ellipsometry or 

neutron reflectivity.  

We investigate the structure of these stimuli-responsive hydrogel films to make clear the 

effects of confinement and lateral constraints on their responsive behaviors. Actually, the 

swelling of hydrogels in the confinement state such as films is likely rather anisotropic than 

isotropic as for macroscopic hydrogels. The constraints on lateral swelling due to the 

covalent attachment of the hydrogel film on the solid substrate may induce a mechanical 

stress which causes the deformation of the free surface of the hydrogel film. Taking thermo-

responsive hydrogel films as an example, we try to tackle these fundamental aspects: what is 

the effect of the confinement on the swelling of the gel films? How does the surface-

attachment affect the free surface of the gel films? 

Correspondingly, systematic studies will be carried out with three different and 

complementary techniques: ellipsometry, neutron reflectivity and atomic force microscopy. 

Ellipsometry is employed to determine the swelling ratio of the hydrogel films in the 

direction normal to the substrate. Neutron reflectivity experiments are performed for 

defining the interface width on the free surface side of the hydrogel films. The density 

profile of the gel films obtained from neutron reflectivity is coupled with a topographic (in-

plane) description of the free surface, resulting from AFM experiments. 

 

The promising feature of the hydrogel films is the development of new and complex 

hydrogel films with various architectures of the polymer networks, inspired from the 

versatile architecture of macroscopic hydrogels. The objective is to achieve multifunctional 

hydrogel films with targeted architecture of the network. We aim to elaborate architectures 

such as multilayer hydrogel films through layer-by-layer assembly, interpenetrating 

networks (IPN) hydrogel films and hybrid hydrogel films containing solid particles such as 

silica nanoparticles. Multilayer hydrogel films are very promising as simple way to achieve 

multifunctional films with long-terme stability. For example, they can be rendered the 

responsive properties to various stimuli. They hopefully are as versatile as layer-by-layer 

assemblies. Along with that, the interpenetrating networks (IPN) hydrogel films are the 

alternative architecture to bilayers hydrogel films. Interpenetrating networks have two 

cross-linked structures which are not joined together. The properties of each network can be 

interestingly maintained within the interpenetrating networks. The IPN architecture can be 

exploited to develop double networks (DN) hydrogel films, which are expected to be 
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mechanically strengthened by analogy with macroscopic DN hydrogels. Meanwhile, silica-

polymer hybrid hydrogel films are also supposed to have their mechanical behaviors 

reinforced similarly to macroscopic hybrid hydrogels. 

 

This manuscript is divided into four chapters. 

The first chapter is devoted to an overview of hydrogels and polymer assemblies at 

interfaces. The main characteristics of hydrogels are presented, along with their various 

architectures and responsive properties to different stimuli. Polymer assemblies at 

interfaces, in particular layer-by-layer assemblies and polymer brushes, are described. The 

overview allows then the introduction of the objectives of the thesis. 

The second chapter is dedicated to the strategy of synthesis of hydrogel films with 

responsive properties to different stimuli. In this chapter, we describe the synthesis and 

characterization of stimuli-responsive polymers and finally the formation of single-network 

hydrogel films. 

In Chapter 3, effect of confinement and lateral constraints on the swelling behavior of single-

network hydrogel films is studied, in terms of the swelling ratio of the hydrogel films in the 

direction normal to the substrate by ellipsometry, the interface width on the free surface 

side of the hydrogel films by neutron reflectivity, and a topographic (in-plane) description of 

the free surface by AFM.  

In Chapter 4, development of various architectures such as multilayer hydrogel films, 

interpenetrating networks hydrogel films and hybrid hydrogel films containing silica 

nanoparticles are presented, together with the studies on their structures and swelling 

properties. 

Finally, the main contributions of this work will be recalled and summarized in a concluding 

part, along with the prospects. 
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1. Polymer hydrogels 

Synthetic polymer hydrogels have been developed for the past several decades. Due to their 

significant water content, polymer hydrogels possess a degree of flexibility very similar to 

natural tissue, which renders them special attention in biology engineering. In addition, their 

diverse important properties, such as responsive behavior to external stimuli, ability to store 

chemical or biological species, and low interfacial tension at gel-water interface, make them 

become promising candidate materials in numerous application fields. 

1.1. Definitions and main characteristics 

Hydrogel is a three-dimensional cross-linked network of hydrophilic polymer chains, which 

can absorb up to 90% (by weight) water when submerged in water. One of the most 

remarkable properties of hydrogels is the very low polymer content. Due to the special 

structure, hydrogels are soft materials behaving as soft solids, with the properties ranging 

from soft and weak to hard and tough. In water, the hydrogel system can be treated as a 

dispersion of water molecules within a solid in which the solid is the continuous phase and 

the liquid is the discontinuous phase. 

Owing to specific interactions between the polymer chains and water and many possible 

structures of the networks, kinds of complex polymer hydrogels are available. These two key 

parameters can be initially designed to obtain particular materials with required properties. 

Based on the type of cross-linking, hydrogels are classified in two groups: chemically cross-

linked hydrogels and physically cross-linked hydrogels. For chemically cross-linked hydrogels, 

the polymer chains are cross-linked through covalent bonds, which are irreversible if no 

chemical degradation occurs. These hydrogels behave as elastic solids, with the conservation 

of the permanent shape under self-weight (no flowing phenomenon) and no physical 

modification. On the contrary, in the case of physically cross-linked hydrogels, the 

interactions between the polymer chains at the cross-linking points are reversible, including 

Van der Waals interactions [1]: hydrogen bonding [2], ionic [3, 4] or hydrophobic 

interactions [5, 6], etc. 

In this study, we will focus on hydrogels based on covalently cross-linked polymer chains, as 

schematically represented in Figure 1. 

Many inherent properties of polymer hydrogels predetermine their irreplaceable position 

for numerous applications, among which the most important is their high water content that 

makes them biocompatible and allows the diffusion process of water soluble compound 

through the polymer networks [7]. This leads to the fact that hydrogels are able to absorb, 

store and release large amounts of water as well as aqueous solutions containing active 
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substances. Based on this property, various uses of hydrogels have been explored in 

biomedicine engineering, including contact lenses [8, 9], super-absorbants [10], and so on. 

 

Figure 1: Schematic representation of a (chemically or physically) cross-linked polymer 

network. 

Hydrogels are also employed in scaffolds for tissue engineering to control the distribution of 

cells or molecular species [11-13]. In addition, introduced into agriculture, hydrogels can 

hold moisture in arid areas [14]. The number of scientific publications and applications 

concerning hydrogels has been increasing drastically during the last thirty years. However 

one main limitation remains: the poor mechanical properties of hydrogels. 

Overall, hydrogels are highly swollen 3D cross-linked networks with a wide range of 

properties. Their mechanical and swelling properties are influenced by the life-time of the 

cross-linking points (infinite for chemical cross-linked gels, while temporary for physical 

cross-linked gels) and also by structural parameters of the networks (such as the mesh size, 

the presence and type of inhomogeneities). 

1.2. Various architectures of hydrogels 

As mentioned above, under some conditions hydrogels are not ideal materials because of 

their poor mechanical behaviors. Several strategies have been developed in order to 

reinforce their mechanical properties. Particularly, the design of hydrogels with various 

architectures has been a hot topic in recent years, as these complex systems allow to tailor 

their structures to obtain well-controlled properties over a large range [15]. According to 

Walter Richtering and Brian R. Saunders, well-studied hydrogels in recent years can be 

summarized in Figure 2 depending on their various structures [15]. 

In this part, we will focus on some of them that are mostly studied. 
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Figure 2: Depiction of the structures of well-studied hydrogels [15]. 

1.2.1. Interpenetrating networks (IPN) hydrogels 

An interpenetrating networks (IPN) hydrogel is a system composed of two or more cross-

linked polymer networks which are interlaced at the molecular scale but not covalently 

bonded to each other. The contained networks are supposed to be concatenated through 

entanglements. However, simply mixing two or more polymer networks cannot yield an IPN 

hydrogel. Here, we take IPN hydrogels comprising two polymer networks as an example to 

show their synthesis and characterizations. 

IPN hydrogels can be prepared while each of the two polymer networks is independently 

cross-linked at the same time using orthogonal chemistry [16]. Another way to produce IPN 

hydrogels is to prepare the second polymer network in the presence of the first one, which 

may result in the formation of interpolymer complexes due to physical interaction like 

hydrogen bonding [17]. In fact, as special IPN hydrogels, there are also semi-IPN hydrogels, 

in which one of the two components is in the form of polymer chains that are not cross-

linked [16, 18].  

Generally, IPN hydrogels have improved properties compared with the corresponding single-

network hydrogels, due to the integration of properties of the two polymer networks, 

various interactions between the two polymer networks, and so on. For example, Wen-

FuLee et al. developed PNIPAAm/chitosan semi-IPN and IPN hydrogels which had both 

temperature-sensitivity (resulting from PNIPAAm) and pH-sensitivity (resulting from chitosan) 



Chapter 1: Hydrogel thin films: a general survey 

12 
 

[16]. It is the same case for PMAA/PNIPAAm IPN hydrogels prepared by Jing Zhang et al., in 

which the properties of each polymer network were maintained [19]. Moreover, semi-IPN 

hydrogels based on cross-linked PAAm network containing PNIPAAm chains inside presented 

improved mechanical properties with a higher elastic modulus compared to PAAm hydrogels 

[18].  

1.2.2. Double networks (DN) hydrogels 

A few years ago, Gong et al. developed a new concept of strong hydrogels by introducing the 

double-network (DN) structure to combine various hydrophilic polymers. Their DN hydrogels 

exhibit excellent mechanical performances while containing 60-90% water [20]. The 

mechanically enhanced DN hydrogels consist of two polymer networks with totally 

asymmetric structures. The first network is made of tightly cross-linked rigid polymer chains, 

while the second one is a loosely, or even not, cross-linked flexible polymer network. In 

addition, it is required that the molar concentration of the second network is 20–30times 

that of the first network [21]. As schematically represented in Figure 3, the neutral 

poly(acrylamide) (PAAm) network (the 2nd network) is incorporated within the 

polyelectrolyte network of poly(2-acrylamido-2-methylpropanesulfonic acid) (PAMPS) (the 

1st network) [22]. The main idea is to find an optimal combination of the first rigid and brittle 

polyelectrolyte network and the second soft and ductile neutral network. 

 

Figure 3: Schematic representation of the structure of double network hydrogels [22]. 

The mechanical properties of double networks hydrogels are strongly improved compared 

with that of the composing single network hydrogels, in terms of stiffness (elastic modulus), 

strength and toughness. This mechanically reinforcement is due to the special structure of 

double networks with the optimized combination parameters of the two networks [21, 23-

25]. U ia ial te sile tests are applied o  Go g’s PAMP“/PAA  DN h drogels, showing a 

e ki g phe o e o : arro ed zo es e ks  appear alo g the sa ples a d the  gro  
up ith elo gatio . After the e ks’ propagatio , the gels e o e e tre el  soft [21, 24]. 
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Correspondingly, cyclic experiments of loading-unloading on double network hydrogels 

indicate a significant hysteresis during the first cycle, which is never observed in a second 

cycle [26]. These experimental findings can be explained as follows: the first PAMPS network 

breaks into small clusters, because of its intrinsic fragility, and then the formed clusters play 

a role of physical cross-linking points of the long flexible PAAm chains, behaving as sliding 

cross-linkers, due to the low cross-linking density of the PAAm network and the high 

molecular weight of PAAm [21].  

The highly enhanced mechanical performances have brought DN hydrogels great attention 

aiming for various useful applications, especially in biomedical area. Therefore, many 

different hydrogel systems with a double-network structure have been developed inspired 

 Go g’s o ept, su h as the io o pati le h drogels ased o  dou le et orks ith the 
combination of natural polymers (bacterial cellulose, jellyfish or alginate gels) and synthetic 

ones (gelatin or PAAm) [27-29]. Thanks to their high water content and relatively high 

mechanical strength, some DN hydrogels serve as advantageous candidates for cartilage and 

cornea replacement [30-34]. 

1.2.3. Hybrid hydrogels 

Hydrogels which contain two or more components are normally referred to as hybrid 

hydrogels. During the last decade, various hybrid hydrogels with improved properties have 

been developed by different research groups. Minko et al. exploited a kind of hybrid gel with 

gold nanoparticles contained in a responsive polymer gel, which enables the transduction of 

external stimuli into a strong optical effect [35]. Thermo-responsive PNIPAM was 

encapsulated in silica to form a hybrid gel membrane, whose permeability can be controlled 

by the swelling/shrinking behavior of PNIPAM, presented by López et al. [36]. Haraguchi et al. 

developed hybrid hydrogels with extraordinary mechanical properties, due to the 

introduction of exfoliated clay platelets into the polymer networks [37]. 

What we are interested in is hybrid hydrogels with silica nanoparticles. As known, classical 

organic hydrogels present poor mechanical properties because of inhomogeneities in their 

structures and low dissipation of energy, which limit their applications. As an inorganic 

component, silica nanoparticles are incorporated in the polymer networks to reinforce the 

mechanical properties of hydrogels. This idea is inspired by Haraguchi group, but compared 

with clay platelets, silica nanoparticles can be spherical, preventing any anisotropic effect. 

Moreover, silica nanoparticles have some other advantages, presented as follows: their 

aqueous colloidal suspensions are stable; they are commercially available with various sizes; 

their surface can be easily functionalized, leading to a wide range of grafting or interactions 

with polymers. 
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Different from the reinforced networks prepared by polymerizing the monomer in aqueous 

solution of inorganic particles [37], Van Durme et al. developed hybrid networks by stirring 

the mixture of PNIPAM and silica nanoparticles in water, which exhibit a much faster 

thermal response thanks to the interactions between PNIPAM chains and silica particles [38]. 

On the basis of this, Petit et al. succeeded in creating hybrid hydrogels based on the 

assembly of silica nanoparticles and a graft copolymer designed with adsorbing grafts in 

aqueous media [39]. Adsorption isotherms and calorimetric studies showed that N-

alkylacrylamide derivatives irreversibly interact with silica nanoparticles. So when PNIPAM 

was grafted onto a non-adsorbing and water-soluble poly(acrylamide-co-sodium acrylate) 

backbone, a binding process of the adsorbing side-chains was observed [39]. In addition, due 

to the thermo-responsive behavior of PNIPAM in water, the hybrid networks indicate 

responsive properties with a sol/gel transition upon heating. It is pointed out that both the 

amount of PNIPAM grafts between silica particles (acting as cross-linkers) and the 

concentration of silica particles have great influence on the viscoelastic properties of these 

physical networks [39]. 

Two different systems have been developed by Hourdet et al. on the basis of the elaboration 

of hybrid hydrogels. The first system is based on the hybrid hydrogels prepared by free 

radical polymerization of DMA in water in the presence of silica nanoparticles, without any 

chemical cross-linker. These hybrid gels present highly enhanced mechanical properties in 

terms of initial modulus, strain at failure and energy dissipation, thanks to the strong 

interactions between PDMA chains and silica particles. In fact, the silica particles perform as 

physical cross-linkers, and the cross-linking density can be tuned by varying the polymer 

concentration or the ratio between silica particles and polymer chains, which may induce 

changes in the mechanical behaviors correspondingly. However, a self-crosslinking 

phenomenon induced by transfer reactions has been observed in this system, which results 

in chemical cross-linking [40]. The second system is similar to the first one except that it 

contains a high concentration of chemical cross-li ker N,N’-methylenebisacrylamide, MBA), 

and it has been studied at swollen state [41]. Hybrid hydrogels developed with acrylamide 

(which does not adsorb on silica particles) have no specific reinforcement in their mechanical 

properties [42]. Based on the former work, Séverine et al. studied the time-dependent 

dissipative mechanisms and recovery process of hybrid hydrogel containing PDMA covalent 

network and silica nanoparticles [43]. Moreover, dynamic light scattering (DLS) was 

employed to investigate the dynamics of the network and the nanoparticles in PAAm/silica 

hybrid hydrogel and P(AAm-co-DMA)/silica hybrid hydrogel respectively [44, 45]. 

1.3. Stimuli-responsive hydrogels 

1.3.1. Main characteristics 

Thanks to their chemical diversity (coming from the composition) and the possibility to tune 
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their structures thus their properties, hydrogels have been employed to develop kinds of 

new materials. Polymer hydrogels with stimuli-responsive properties are interesting 

materials for a variety of different applications, due to their large volume change by 

absorption or expulsion of water upon receiving an external signal. The volumetric change is 

observed as a transition in the swelling degree of the gel in the solution, which may cause 

variation of many properties of the gel: permeability, elastic modulus, interfacial tension, 

adhesion, etc [46]. These smart hydrogels can respond to various stimuli such as pH, salt 

concentration, temperature, light, electric or magnetic field. A slight change in the 

environmental conditions may in turn generate great modifications of their macroscopic 

properties. The reversibility of the volume transition is an additional advantage for the 

applications of these hydrogels as responsive materials. 

As a matter of fact, the sharp volume phase transition of hydrogels is the key point during 

the responsive process. There are three major mechanisms that are responsible for the 

stimuli-induced volume change: changes in osmotic pressure or charge density (e.g., pH-

responsive hydrogels); changes in solvent affinity of the polymer chains (e.g., thermo-

responsive hydrogels); changes in the cross-linking density of polymer chains [47]. The 

reversible volume phase transition is often referred as swelling-shrinking transition in 

literatures. 

The responsiveness of hydrogels upon external stimuli in the form of changing their physical 

properties has been explored for numerous applications in various fields. For example, they 

can be employed as chemical valves to regulate flow or permeability [48], or for 

encapsulation and the triggered release of active substances in drug delivery systems [49-52], 

or as chemical sensors [53, 54] and actuators. 

1.3.2. Different stimuli-responsive hydrogels 

Volume phase transitions in stimuli-responsive hydrogels are induced via various physical 

and chemical stimuli. In fact, the responsiveness of hydrogels to changes in their surrounding 

environment is due to the natural properties of the polymer chains used to make the gels. 

Thus, by varying the cross-linked polymer chains which hold the initial responsive properties, 

we are able to develop hydrogels that can respond to different stimuli.  

Stimuli-responsive polymers are smart polymers which can respond to external stimuli in the 

form of changing their own properties. Usually, slight changes in the environment are 

sufficient to induce significant changes in the structures and/or properties of these polymers. 

Actually, their responsive properties lie in their inherent nature. The response of each 

individual unit in the polymer chains to the stimuli is weak. However, these weak responses, 

when compounded hundreds or thousands of times, can create a considerable change in the 
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pol er’s a ros opi  properties. The essence underlying the stimuli-responsive behaviors 

of these smart polymers is their conformational and chemical changes on receiving an 

external signal. At the macromolecular level, polymer chains can be modified in various ways, 

including changes in conformation or solubility, alteration of the hydrophilic/hydrophobic 

balance, degradation and so on. And these modifications, in turn, will cause detectable 

behavioral changes of the polymer [55]. 

The presence of various stimuli-responsive polymers makes it possible to explore different 

stimuli-responsive hydrogels. In this study, we will focus on the following three kinds of 

hydrogels: thermo-responsive hydrogels, light-responsive hydrogels and electro-responsive 

hydrogels. 

As one of the most widely studied smart materials, thermo-responsive hydrogels have 

attracted an increasing interest and been more and more studied in the past several years, 

because of the easy controllability of temperature and more importantly their promising 

applications in various fields [56]. Normally, thermo-responsive hydrogels are prepared from 

polymers which exhibit a critical solution temperature in water, around which the 

interactions between polymer chains and water vary between hydrophilic state and 

hydrophobic state dramatically within a small temperature range. Resulting from the 

expansion or contraction of polymer chains in water, thermo-responsive hydrogels indicate 

volume phase transition around the lower critical solution temperature (LCST) or upper 

critical solution temperature (UCST) depending on the polymers. For hydrogels made of 

polymers with LCST (e.g. poly(N-isopropylacrylamide), PNIPAM), when the temperature 

lowers below LCST, the gels swell due to the diffusion of water into the polymer networks, 

because water molecules form hydrogen-bonds with the polar groups on the polymer chains. 

However, the efficiency of the hydrogen-bonding decreases with the rise in temperature, 

and when the temperature is above LCST, the hydrophobic property of the polymer chains 

starts dominating, causing the hydrogels shrink. As a matter of fact, the LCST of thermo-

responsive polymers (thus hydrogels) can be strongly altered by incorporating certain 

comonomers into the polymer chains [46, 57]. Moreover, Franck Ilmain et al. developed an 

interpenetrating networks (IPN) hydrogel composed of poly(acrylamide) (PAAm) and 

poly(acrylic acid) (PAAc) which showed a UCST in aqueous solution, due to the cooperative 

zippi g  i tera tio s resulti g fro  h drogel o di g et ee  ole ules [2]. On the basis 

of this, Liang-Yin Chu et al. designed PAAm/PAAc-based IPN hydrogel membranes working as 

functional gates with reversible thermo-responsive permeation properties [48]. 

Light has become one of the most favorable stimuli thanks to the quick, easy and remote 

variation of its spatial, wavelength, and intensity parameters [58]. Taking advantage of this, 

researchers have developed different kinds of light-responsive hydrogels which are highly 
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advantageous for multiple applications. Actually, the light sensitivity of these smart 

hydrogels comes from the light-absorbing chromophores incorporated in the polymer chains, 

such as spirobenzopyran [59], azobenzene [60, 61], chlorophyllin [62]. Generally, upon the 

irradiation of light with certain wavelengths, these chromophores reveal changes in their 

properties, such as color, molecular polarity, molecular size and shape, or transform 

between ionic state and nonionic state. The variation of the merged chromophores in 

different forms induces macroscopic changes in the structures and thus the properties of the 

hydrogels, including adhesion, color, permeability, hydrophilicity, ionizability, etc. Base on 

this, light-responsive hydrogels have been employed to manage size-selective mass 

transport (electron, gas, inorganic and organic ions) [63], to trigger gel-to-sol and sol-to-gel 

phase transition [60], to realize swelling-shrinking transition [59], and to control cell 

adhesion [64]. In addition, spirobenzopyran and azobenzene groups render hydrogels 

reversible light-responsive property owing to the reversibility of their isomerization, which is 

of great use for their applications.  

Electric field is used as an external stimulus due to the precise control of related parameters, 

like the magnitude of the current, the duration of an electrical pulse, and the interval 

between pulses [65]. Accordingly, electro-responsive hydrogels have been the hot point 

studied by numerous researchers since long time ago [66-69]. The responsive behavior of 

hydrogels to an external electric field depends on the cross-linked polymer chains. Typical 

polymers employed to make electro-responsive hydrogels are polyelectrolytes, including 

polycations and polyanions, whose repeating units bear an electrolyte group. Once 

polyelectrolytes are dissolved in water, these groups will dissociate, resulting in charged 

polymers and counterions. So in the solution of polyelectrolyte hydrogels, the applied 

electric field can create osmotic pressure gradients of free mobile ions which may induce the 

shrinking or swelling of the hydrogels [67, 69]. And normally the responsive property of 

electro-responsive hydrogels to electric field is reversible. 

2. Polymer hydrogels at interfaces 

2.1. Polymer assemblies at interfaces 

Surfaces that provide specific properties (such as wettability, permeability, adhesive, 

adsorptive, and responsive properties) have drawn considerable attention in various 

research fields, including biomedicine, chemical engineering and so on. Correspondingly, 

different polymer assemblies at interfaces with dynamically modulated properties have been 

developed. We describe here the two most usual of them: layer-by-layer assemblies and 

polymer brushes. 
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2.1.1. Layer-by-layer assemblies 

Layer-by-Layer (LbL) assembly is a fabrication technique of thin films. The films are prepared 

by depositing alternating layers of oppositely charged materials with wash steps in between. 

This technique was firstly implemented by R. K. Iler, who succeeded in obtaining multilayers 

of colloidal nanoparticles in 1960s [70]. Afterwards, it was revitalized by Gero Decher in 

1990s, who extended its applicability from particles to a wide range of polyelectrolytes (PEs) 

[71-74]. Nowadays, layer-by-layer assembly has become a universal approach for the facile 

fabrication of multicomponent films on solid supports. It is important to note that during the 

preparation of LbL assemblies, apart from electrostatic attraction, some other interactions 

are involved in this process, including hydrophobic attraction [75]. Moreover, for water-

soluble non-ionic polymers and some polyelectrolytes, hydrogen bonding can also be 

exploited to produce multilayer films based on LbL assembly [76-78]. In fact, besides 

polyelectrolytes, a wide variety of materials can be deposited by LbL, such as nanoparticles, 

colloids, and biological molecules, to form functionalized conformal nanostructured 

interfaces. 

The LbL assembly technology has found widespread applications because of its simplicity 

and versatility for surface modification. In particular, polyelectrolyte multilayer films have 

attracted wide attention due to their pH-responsive properties. For example, PAH/PSS 

multilayer films showed pH-sensitive properties when assembled at a certain pH [79]. The 

mechanism of the pH-responsive swelling behavior exhibited by polyelectrolyte LbL films 

containing PAH was exhaustively studied by Rubner et al. [80]. It was found that the pH 

during assembly process played an important role in determining the swelling properties of 

the multilayer films, including swelling ratio, surface roughness and refractive index [80]. 

However, besides pH, some other stimuli have been exploited to trigger response of LbL 

films. For instance, based on hydrogen-bonding interactions, neutral thermo-responsive 

PVME was introduced to produce multilayer thin films with PMAA using layer-by-layer 

assembly method, which showed temperature-responsive properties when deposited onto 

porous support membranes [78].  

In addition to its simplicity and versatility, the main advantages of LbL assembly lie in that it 

is possible to control the structure and chemical composition of the film, and that it is 

adaptable on substrates of any shape and in confined environments [46]. Furthermore, it 

allows the fine control over the dry thickness of the multilayer film, which arises according to 

the linear growth with the number of layers. So if a single layer can be as thin as 1 nm, this 

method offers an easy control over the thickness with 1 nm resolution. Also the process of 

LbL assembly is not complicated and can be carried out easily. However, in some conditions, 

LbL films may become unstable due to large swelling force, dissociation of ionic bonds, etc., 
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leading to decomposition of films, film detachment from the substrate, or phase separation 

[81, 82]. In order to ensure their stability, the films can be prepared by forming internally 

crosslinked polymer networks which are chemically grafted to the substrate. For instance, 

PAH and PAA chains were firstly functionalized with photoreactive groups (benzophenone) 

separately, which enabled the crosslinking of multilayer polymer chains with UV light after 

LbL assembly [83]. Moreover, PAH/PAA LbL multilayer films could also be crosslinked via a 

heat-induced amidation reaction [84].  

2.1.2. Polymer brushes 

Polymer brush refers to a monolayer of polymer chains which are grafted by one end onto a 

surface or an interface. The grafting density is so high that the polymer chains are crowded 

and forced to stretch away from the surface or interface to avoid overlapping, exhibiting a 

stretched conformation [85]. Actually, the behavior of polymer brushes is dominated by the 

combination of strong entropic repulsion between polymer chains, entropic stretching costs 

and frozen constraints due to the irreversible grafting [86]. Generally, there are two ways to 

prepare polymer brushes: physisorption and covalent attachment, while the covalent 

attachment can be achie ed  either grafti g to  or grafti g fro  approa hes. The 
grafti g fro  ethod is prefera le e ause it allo s high grafti g de sit , a d the o trol 

over the length of polymer chains and thus the brush thickness, thanks to in situ surface-

initiated polymerization, usually surface radical polymerization such as RAFT or ATRP [87-89]. 

Howe er, it as sho  that the grafti g to  ethod allo s the for atio  of rushes ith 
arious t pes of pol ers a d o  a ide ra ge of grafti g de sities. Grafti g to  te h i ue 

has also the advantage of the simplicity since it does not require sophisticated chemistry [90]. 

Polymer brushes have been employed to stabilize colloids, reduce friction between surfaces, 

a d to pro ide lu ri atio  i  artifi ial joi ts i  arious fields. Re e t ears, s art  pol er 
brushes, which can respond to external stimuli reversibly, have drawn great attention, 

because they make it possible to fabricate adaptive and responsive surfaces and interfaces. 

Several examples of actuation and transduction based on polymer brushes have already 

been explored [91]. In particular, Jinghong Li et al. developed switchable PNIPAM, PAA and 

P(NIPAM-co-AA) brush interfaces which were able to reversibly respond to temperature, 

ionic strength and pH, independently or simultaneously [92]. Polymer brushes can be 

generated on planar and curved surfaces, which is a very useful advantage. Moreover, a 

wide range of possible chemical functionalities can be introduced into polymer brushes by 

controlling their chemical composition [91]. 

Some significant publications of Yim et al. dealt with thermo-responsive properties of 

PNIPAM brushes [93-96]. These brushes were s thesized o  gold a d sili o   a grafti g 
fro  ethod usi g ATRP. The te perature-dependence of chains conformation was 
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studied by neutron reflectivity. Other studies of the temperature transition of PNIPAM 

brushes were carried out by Surface Plasmon Resonance [97], Quartz Crystal Microbalance 

[98] or a combination of AFM and QCM or also by contact angle of air-bubble underneath 

PNIPAM grafted membranes in water. The temperature transition was also characterized by 

surface force measurements for PNIPAM brushes synthesized by surface-initiated ATRP [99, 

100] and brushes obtained by Langmuir-Blodgett deposition [101]. Although various studies 

have been reported on the synthesis of PNIPAM brushes and their conformational changes 

with temperature, only a few experimental works were devoted to the adsorption properties 

of brushes in the presence of added macromolecules or colloïds. The ability of grafted 

PNIPAM chains to trap, store and deliver microparticles was described by Chen et al. [102] 

Liu et al. [103] quantified the reversibility of the adsorption: they found that only 30 % of 

polystyrene particles adsorbed on PNIPAM brushes were released. The adsorption of bovine 

serum albumin (BSA) was investigated by Xue et al. by ellipsometry [104]. Burkert et al. [105] 

studied the adsorption of BSA on poly(2-vinyl pyridine) and PNIPAM mixed brushes using the 

combination of ellipsometry and ATR-IR spectroscopy.  

2.2. Hydrogel thin films: advantage of hydrogels and films 

Recent advances in nanotechnology have led to increased interest in hydrogel thin films, as 

they can be rendered multifunctional and multiresponsive. The hydrogel thin films are very 

promising since they associate both advantages of hydrogel and films. 

On the one hand, hydrogel thin films are attractive as an approach to responsive surfaces 

and interfaces, where the hydrogel architecture offers much potential in competition with 

layer-by-layer (LbL) assemblies and grafted polymer layers. 

On the other hand, the decrease of the feature size in thin films is an appropriate way to 

create structures with fast response. Actually, the swelling/collapse phase transition of 

hydrogels is a diffusion-limited process and so bulk hydrogels often result in long response 

time (minutes to hours), which is too slow for many applications. For this purpose, one 

straightforward way is to downside the hydrogel structures by using thin films. This 

approach allows the development of devices with fast responses while maintaining their 

mechanical robustness. 

To our best knowledge, hydrogel thin films are scarcely investigated despite their huge 

potential. In the following, we report the few works dedicated to the synthesis and the 

swelling of hydrogel thin films. We also describe the scaling laws for the swelling by detailing 

the Flory-Rehner theory extended to one dimension.  
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2.2.1. Synthesis methods of hydrogel thin films 

Thin films of chemically cross-linked hydrogels are usually prepared by the following two 

methods:  

i. cross-linking copolymerization by mixing monomers and multifunctional comonomers; 

ii. cross-linking functionalized (co)polymers with reactive groups or with high-energy 

irradiation. 

In the first approach, copolymerization and cross-linking take place simultaneously. Solvent-

based free radical polymerization techniques are widely employed. The reaction mixture 

containing monomers, the cross-linker and the initiator is confined between two planar 

substrates (one is functionalized to attach the hydrogel film and the other is non-sticky to 

detach the film) separated by spacers, and then is polymerized and cross-linked in situ [106]. 

Among all the free radical polymerization techniques, UV-initiated polymerization has drawn 

great attention because it realizes micro-patterning of hydrogel films by using a projection 

mask [106-109]. However, this technique may have its limits for thick hydrogel films due to 

the volume absorption of the UV beam. Plasma polymerization is another attractive 

deposition technique used to fabricate highly cross-linked hydrogel thin films (typical 

thickness ranging from tens to hundreds of nanometers), thanks to its advantageous 

features, like one-step, solvent-free and vapor-phase. Here crosslinkers are not needed 

because cross-linking results from the ion or electron bombardment of the material during 

deposition [110-113]. And the dry thickness of the hydrogel film can be conveniently 

controlled by varying the polymerization time and plasma power. 

In the second approach, crosslinking of polymer chains in dry state is carried out after 

coating a thin film of functionalized (co)polymers to obtain hydrogel. So far, various 

techniques for coating have been developed, like spin-coating, dip-coating, spray-coating, 

etc. As for crosslinking, different techniques are available according to the chemical 

composition of the polymer. For example, after spin-coating, thin layers of mixed PVA/PAA 

chains are dried and then thermally crosslinked at 130°C via esterification reaction to 

produce pH-responsive hydrogel thin films [114, 115]. 

While for copolymers that contain photo-reactive pendent groups or monomers, their 

crosslinking can be achieved either by the addition of photoinitiators [116] or by UV 

irradiation [47, 117-121]. The crosslinking technique based on UV irradiation is broadly used, 

because it is compatible with photolithography and allows the preparation of hydrogel films 

with a wide range of dry thickness (from nanometres to tens of microns) [122, 123]. As a 

matter of fact, high-e erg  irradiatio  e.g., ele tro  ea , γ-rays, UV-light) on polymer 

chains induces random chain scission resulting in free-radicals, which are then recombinated, 
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leading to the formation of a crosslinked polymer network [46]. The crosslinking density is 

supposedly decided by the ratio of crosslinkers and/or the irradiation dose. 

2.2.2. Swelling of hydrogel thin films 

The swelling of isotropic bulk hydrogels is uniform in all directions. In contrast, the swelling 

of surface-attached hydrogel thin films is highly anisotropic. In fact, their in-plane (lateral) 

swelling is restricted by the chemical attachment of the polymer networks to the surface, 

and their volumetric expansion is available only in the direction normal to the substrate 

plane [124]. Thus, the swelling behavior of the hydrogel thin films is strongly influenced by 

the surface confinement. 

It has been observed that the surface-attached polymer networks swell much less than the 

non-attached bulk networks of the same cross-link density. For example, bulk PNIPAM gels 

showed a total volume change of 100-fold compared to the 15-fold change for the 4 

microns-thick surface-attached PNIPAM gel films [106]. However, the swelling of the 

surface-attached polymer networks is larger than that suggested by simple geometric 

considerations for swelling in one dimension. In particular, the results found with surface-

attached poly(dimethylacrylamide) gel films are in good qualitative agreement with the 

Flory-Rehner theory [125] extended to one-dimension swelling [124]. 

Moreover, the transition temperature of the surface-attached PNIPAM gel films was found 

to be affected: it started to decrease above some critical film thickness. The constraints of 

the fixed substrate also limited the collapse of the hydrogel thin films at temperatures above 

the transition temperature [106, 126-129]. So far, only thermo-sensitive hydrogel films using 

PNIPAM were investigated, there is no study on the responsiveness such as UV-light or 

electric field. 

The surface confinement has also an effect on the surface topography of the hydrogel thin 

films apart from their swelling properties. Actually, the strong osmotic force in the lateral 

dimension can induce a mechanical stress which may cause the delamination of the hydrogel 

films from the substrate [130, 131] and the wrinkling of the free surface of the gel films. In 

particular, the wrinkling was observed in 100 mm-thick gel films [132] and 150 nm-thick gel 

membranes [133, 134].  

2.2.3. Flory-Rehner theory extended to one-dimension 

The extension of Flory-Rehner theory for the swelling of hydrogels to one dimension is 

described in the following. It is extracted from Toomey et al. [124]. 

1. Simple geometric considerations  
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For surface-attached gel films, the volumetric swelling ratio    is the ratio of the volume 

fraction of polymer in air    to the volume fraction of polymer in water   . If attached 

networks swell only perpendicularly to the surface with no swelling parallel to the surface, 

then the linear swelling ratio and the volumetric swelling ratio is the same, in other words: 

                                                                  
For bulk polymer gels, the swelling ratio    can be defined as the ratio of the mass of the 

polymer gel in the equilibrium swollen state to the mass of the polymer gel in dry state. 

Assuming the density of the polymer network is close to 1,    is also the ratio of volume 

fractions like in equation 1.  

If the swelling of bulk hydrogels is presumed to be isotropic, the swelling ratio is equal in the 

three dimensions. Therefore, from simple geometric considerations, it may be expected that 

the swelling ratios are linked by:         
 

2. Extension of Flory-Rehner theory to one dimension 

However, the swelling of surface-attached polymer networks is experimentally larger than 

what is suggested through simple geometric considerations for swelling in one dimension. It 

is consistently observed that the linear swelling ratio of the surface-attached networks 

exceeds the linear swelling ratio of the bulk networks. 

This observation is consistent by considering a simple phenomenological model based on a 

Flory-Rehner expression for the free energy. Upon immersion in a good solvent, the 

equilibrium structure of a polymer network is subject only to two opposing forces: the 

thermodynamic force of mixing, which favors swelling, and the elastic retractile force of the 

network, which opposes swelling. The free energy of the system can be written as 

                   

The mixing free energy is 

                       

where   is the Boltzmann constant,   is the absolute temperature,    is the number of 

solvent molecules,   is the polymer fraction in the swollen gel, and   is the Flory polymer-

solvent interaction parameter. The expression for the elastic free energy is 
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where   is the number of cross-links in the network and   is the number of dimensions in 

which the network can swell. Noting that the polymer volume fraction   in the swollen 

network is related to its linear deformation   through  

       

Minimization of the free energy    of the swollen network yields the following relationship 

between the equilibrium linear deformation of the gel   and the degrees of freedom in 

which the network can swell: 

                         
As swelling is confined to fewer dimensions,   shows a stronger dependence on the cross-

linking density     , where    is the number of segments between cross-linking points. 

Since the volumetric swelling degree     , the scaling laws of both   and   can be 

determined for three-dimensional and one-dimensional swelling in a good solvent: 

                                                                 
and                                                                   
Equations 2 and 3 predict that the volumetric degree of swelling in the surface-attached 

network should be approximately the square root of the degree of swelling in the 

unconstrained network:           

3. Objectives of the thesis 

The hydrogel films we are interested in are chemical polymer networks that are covalently 

grafted to the surface. One of our objectives is to obtain surface-attached hydrogel films 

with a wide range of thicknesses and with the desired responsiveness nature. Which simple 

and versatile strategy for the synthesis hydrogel films? Which responsive properties for the 

hydrogel films? What is the effect of confinement and constraints on the lateral swelling of 

hydrogel films? How to develop new hydrogel films with complex architectures inspired 

from macroscopic hydrogels? 
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3.1. A simple and versatile strategy 

We have developed a very simple and versatile strategy which allows easily the adjustment 

of chemical properties (e.g. responsiveness) and physical properties (e.g. size and structure) 

of the films. The strategy chosen to synthesize chemically cross-linked hydrogels consists in 

cross-linking preformed and functionalized polymers in preference to polymerizing and 

cross-linking monomers. This method is preferred as it allows a better control of the 

synthesis. Actually, the radical polymerization should be performed with caution and in 

particular with controlled atmosphere to avoid from oxygen. A lack of caution would have 

disastrous consequences on the formation of the hydrogel thin films much more than for 

macroscopic hydrogels. Also, we adopted the strategy of cross-linking reactive polymer 

chains through click chemistry which takes place efficiently without caution of controlled 

atmosphere and without addition of any initiator. 

The click chemistry selected is based on thiol-ene chemistry. The surface-attached hydrogel 

films are obtained by coating ene-functionalized polymers in the presence of dithiol 

molecules as cross-linkers on thiol-modified substrate. The thiol-ene reaction allows both 

the chemical cross-linking of the polymer chains and their covalent attachment to the 

surface. The thiol-ene reaction is performed under air atmosphere and can be activated 

without initiator by temperature or UV-irradiation (at 250 nm). In addition to the 

convenience of the activation, the use of thiol function is also judicious for surface 

modification: glass and silicon substrates can be usually functionalized with thiol and gold 

surfaces can be even more easily thiol-modified with dithiol molecules. In addition, dithiol 

molecules used for the cross-linking (and gold surface modification) can be widely purchased. 

The range of thickness targeted in this present study goes from nanometer to microns, 

which allows the characterization by usual reflectivity techniques such as ellipsometry or 

neutron reflectivity. The coating method suitable for this range of thickness is the spin-

coating which has the additional advantage to use a little polymer to obtain a film of 

polymer in the melt state.  

The response of the hydrogel films to external stimuli results from the polymer chains used 

for cross-linking. So, different polymers are chosen according to their specific responsiveness 

properties. Most synthesis process of ene-functionalized polymers is carried out in water, 

which is another advantage of the thiol-ene strategy. The ene-functionalized polymers are 

obtained after two steps: the copolymerization of acrylic acid and monomers with 

responsive properties and the ene-functionalization of the copolymers with simple peptide 

reaction using allylamine. The copolymerization can be performed by free radical technique 

because there is no need to obtain polymer chains with low polydispersity. The free radical 

polymerization is much less binding than controlled radical techniques for example since 
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extreme purification is not required. In fact, the purification of polymers is performed with 

the dialysis of synthesized polymers against water. 

3.2. Which responsive properties? 

We synthesize hydrogel films which can response to three different stimuli: temperature, 

light and electric field. 

The thermo-sensitive hydrogel films are obtained using PNIPAM for its LCST properties. Both 

steps of the synthesis, copolymeration of these acrylamide-like monomers and acrylic acid 

and ene-functionalization, can be performed in water. 

The light-responsive properties of the hydrogel films are achieved with the addition of 

azobenzene UV-activated groups on the PNIPAM chains. The UV-irradiation induces the 

change of trans-conformation to cis-conformation which renders the polymer more 

hydrophilic, resulting in the shift of the LCST to higher temperature, even with a small ratio 

of azobenzene in the hydrogel.  

The response to electric field is achieved using polyelectrolyte hydrogels. With the electric 

field applied on the hydrogel film, the change of the osmotic pressure due to the moving of 

the counterions from inside to outside of the hydrogel should induce the swelling to collapse 

phase transition of the hydrogel film. Weak polyelectrolyte such as PAA hydrogels used at 

high pH for a complete ionization and strong polyelectrolyte such as PAMPS are suitable. 

Ene-functionalized PAMPS chains can be synthesis in water like ene-functionalized PNIPAM. 

For PAA chains, they are even more easily to obtain since the ene-functionalization can be 

performed directly with (commercial) PAA homopolymers. 

Why the choice of these stimuli? The electric field and the light stimuli are easy to control. 

They have also the advantages of rapid and local activation which is very helpful for 

applications such as the function of hydrogel-based microvalves in microfluidic devices. The 

microfluidic geometry renders the possibility to show for the first time the sensitivity of 

polymer films to electric field. Actually, the electric field that should be applied to achieve 

the phase transition of polymer films is very high. For example, a field of 30 kV/m is required 

for the swelling-collapse transition of a micrometric polyelectrolyte hydrogel film. However, 

though a high value of electric field, the voltage applied is accessible since it less than 1 V for 

micrometric channels. 

Moreover, the hydrogel films can response to electric field at any work temperature, 

ambient temperature for example. While for photo-responsive hydrogel films, the transition 

can be observed for temperature close to the LCST, exactly between the shifted and no-

shifted LCST. 
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Though the temperature is not a local stimulus, it is very convenient because it can be easily 

varied on a wide range. In addition, as the LCST of PNIPAM is around 32°C, the phase 

transition can be comfortably investigated. As the temperature is easy to control as external 

stimulus, we always use hydrogel films containing PNIPAM networks to study the phase 

transition of model networks films. 

3.3. Effect of confinement and constraints on the lateral swelling 

We investigate the structure of these stimuli-responsive hydrogel films to make clear the 

effects of confinement and lateral constraints on their responsive behaviors. Actually, the 

swelling of hydrogels in the confinement state such as films is likely rather anisotropic than 

isotropic as for macroscopic hydrogels. The constraint on lateral swelling due to the covalent 

attachment of the hydrogel film on the solid substrate may induce a mechanical stress which 

causes the deformation of the free surface of the hydrogel film. Taking thermo-responsive 

hydrogel films as an example, we try to tackle these fundamental aspects: what is the effect 

of the confinement on the swelling of the gel films? How does the surface-attachment affect 

the free surface of the gel films? 

Correspondingly, systematic studies have been carried out with three different and 

complementary techniques: ellipsometry, neutron reflectivity and atomic force microscopy. 

Ellipsometry has been employed to determine the swelling ratio of the hydrogel films in the 

direction normal to the substrate. Neutron reflectivity experiments have been performed for 

defining the interface width on the free surface side of the hydrogel films. The density 

profile of the gel films obtained from neutron reflectivity is coupled with a topographic (in-

plane) description of the free surface, resulting from AFM experiments. 

As explained above, a few studies have been performed on the phase transition of thermo-

responsive PNIPAM films. But there was no interest in the effect of the confinement and 

lateral constraints through the study of hydrogel films with a wide range of thickness. In 

addition, there was a lack of combination of in-plane studies of the free surface of the 

hydrogels and studies in the direction normal to the surface. Using the three complementary 

characterizations, we attempt to answer the following questions. How is the scale affected 

by the surface attachment and the film geometry? How is the deformation of the free 

surface of the hydrogel? 

3.4. Development of new hydrogel films with complex architectures 

Last but not least, in order to achieve multifunctional hydrogel films and to improve their 

mechanical properties, we have exploited new and complex hydrogel films by targeting the 

architecture of the polymer networks. Thanks to the versatility of our hydrogel systems, we 



Chapter 1: Hydrogel thin films: a general survey 

28 
 

aim to elaborate various architectures such as multilayer hydrogel films through layer-by-

layer assembly, interpenetrating networks (IPN) hydrogel films and hybrid hydrogel films 

containing silica nanoparticles. 

Multilayer hydrogel films are very promising as a simple way to achieve multifunctional films 

with long-term stability. For example, they can be rendered the responsive properties to 

various stimuli. They hopefully are as versatile as layer-by-layer assemblies. The alternative 

architecture to bilayers hydrogel films is the interpenetrating networks for which both have 

cross-linked structures but are not joined together. The properties of each network can be 

interestingly maintained within the interpenetrating networks. The IPN architecture can be 

exploited to develop double networks (DN) hydrogel films, which are expected to be 

mechanically strengthened by analogy with macroscopic DN hydrogels. Meanwhile, silica-

polymer hybrid hydrogel films are also supposed to have their mechanical behaviors 

reinforced similarly to macroscopic hybrid hydrogels. 

The structure and swelling properties of these complex systems are investigated by the 

three techniques as for single-network (SN) hydrogel films, and then comparisons are made 

among them. 
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Introduction 

This first experimental chapter focuses on the synthesis of surface-attached hydrogel thin 

films. We choose the ethod of ross-li ki g hai s  hi h o sists i  starti g fro  
prefor ed a d fu tio alized pol er hai s i stead of ross-li ki g o o ers  hi h 
consists in starting from monomers and polymerizing and cross-linking them. The strategy is 

based on thiol-ene click chemistry. Ene-functionalized polymer chains are coated in melt 

state onto the thiol-modified surface with dithiol as cross-linkers. The thiol-ene reaction 

allows both the surface grafting and the cross-linking of chains. This method is appreciated 

for its simplicity and versatility. It allows the synthesis of gel film of well-controlled thickness 

and of targeted properties, the stimuli-responsive properties of gel film depending on the 

polymer used for cross-linking. In the following, we report the synthesis and characterization 

of different kinds of responsive hydrogel films (with temperature, light and electric field).  

 

 

 

1. Strategy of synthesis of surface-attached gel thin films 

1.1. Thiol-ene click chemistry 

Click chemistry is a term applied to chemical synthesis tailored to generate substances 

quickly and reliably by joining small units together. It is not a single specific reaction, but 

describes a way of generating products that follows examples in nature, which also 

generates substances by joining small modular units. Characteristics of a desirable click 

chemistry include high chemical yields with by-products (if any) that are easily removable by 

non-chromatographic processes, insensitivity to oxygen or water, solventless (or aqueous) 

reaction conditions, amenability to a wide variety of readily available starting compounds, 

and so on [1, 2]. 

Thiol-ene reaction involves the addition of a S-H bond across a double bond by either a free 

radical or ionic mechanism. It is essentially the sulfur version of the hydrosilylation reaction. 

Thiol-ene reaction is o sidered to e a li k  rea tio  as it carries all the desirable features 

of a click reaction, being highly efficient, simple to execute with no side products and 

proceeding rapidly to high yield [2]. 

We follow a straightforward strategy based on thiol-ene reaction [3] (see Figure 1) to 
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synthesize the surface-attached hydrogel films. The thiol-ene click chemistry offers many 

advantages. It is conveniently realized in air and there is no caution of controlled 

atmosphere. It can be activated by either temperature or UV-irradiation (usually at 250 nm) 

without any initiator. The principle consists in using thiol-modified silicon wafers, ene-

functionalized polymers, and bifunctional thiol molecules as crosslinkers, to obtain 

covalently cross-linked hydrogel networks which are covalently grafted onto the surface of 

silicon wafers. The polymers are copolymers containing ene-reactive groups and monomer 

units with stimuli-responsive properties. This new approach allows easily the variation of the 

chemical functions of the polymers, thus the responsive properties of the hydrogel films. 

 

Figure 1: Principle of the thiol-ene reaction. 

1.2. Spin-coating of polymers 

We choose the spin-coating as the method to coat polymer melt on a substrate with desired 

thickness. Spin-coating is the dominant technique employed to produce uniform thin films 

with a wide range of thickness. The controllability of the spin-coating process is excellent 

when it comes to creating a well-defined film with a homogeneous lateral and vertical 

polymer distribution. Compared with spin-coating, to get a polymer film of the same 

thickness dip-coating needs much more polymers, and it is more difficult to make a 

homogeneous film with dip-coating. Flow-coating and spray-coating have the same problem, 

i.e. it is harder to control the homogeneity of polymer films. The choice is motivated mainly 

by the high controllability and reproducibility of the film thicknesses [4]. And also the 

thickness of the gel films obtained from spin-coating ranges from nanometer to micrometers, 

including the thicknesses that are suitable for measurements with ellipsometry (hundreds of 

nms) and neutron reflectivity (tens of nanometers). 

After spin-coating of the polymer solution on the flat substrate, the viscous force and surface 

tension causes a thin residual film to be retained on the substrate. It has been established 

that the initial volume of the fluid dispensed onto the rotating disk and the rate of fluid 

delivery (i.e., dispense speed during a brief period of slow rotation preceding spinning to 

spread out the fluid) have a negligible effect on the final film thickness [5]. In fact the 

thickness of the residual film depends on the final spinning speed and the viscosity of the 

solution [6]. The viscosity of a polymer solution is decided by the molar mass of the polymer 

and the concentration [7]. That is to say, by controlling the spinning speed, the molar mass 

of the polymer and the concentration of the polymer solution, we can easily get the 

hydrogel film of desired thickness. 
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1.3. General strategy 

Based on thiol-ene click chemistry, the synthesis of hydrogel films does not require very 

sophisticated chemistry. It needs quite easy processes: free radical polymerization, polymers 

functionalization by ene group and surface modification by silane. The copolymerization of 

monomers (with responsive properties) and acrylic acid (necessary for the further 

functionalization) is performed by free radical technique. The radical polymerization is the 

best choice for acrylic acid and acrylamide derivatives. In addition, there is here no need to 

synthesized polymer chains with low polydispersity by controlled radical polymerization 

methods, for example, which are more binding. The polymers functionalization by ene group 

is obtained by a simple peptide reaction using allylamine. Both the free radical 

polymerization and the peptide reaction can be achieved in water, which is very convenient 

for the purification and the recovery of polymers since the copolymers can be purified by 

dialysis against water. The silanization of surface (silicon wafers or glass substrates) is now 

very usual even if a few cautions are required. 

Our general strategy (see Figure 2) is as follows:  

- synthesize and ene-functionalize the copolymer with stimuli-responsive property;  

- the ene-functionalized copolymer is solubilized in proper solvent and then the 

bifunctional thiol molecules are introduced into the solution as cross-linkers which 

are proportional to the ene groups in the polymer;  

- the solution is deposited on the thiol-modified silicon wafer and then spin-coated; 

- cross-linking and grafting-to-surface processes are achieved simultaneously by the 

thiol-ene reaction under certain conditions. 

 

Figure 2: Synthesis of hydrogel thin films based on thiol-ene reaction. 

Specially, the thickness of the hydrogel thin films can be easily controlled by adjusting 

polymers with different molar mass, the concentration of the solutions and the final spinning 

speed. The surface attachment and the cross-linking by the thiol-ene reaction occur in air 
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atmosphere at high temperature (typically 120°C) or under UV-irradiation (at 250 nm). The 

heat was necessary for the formation of the hydrogel film (under 80°C, there was no film). It 

probably both contributes to activate thiol-ene reaction and allows the mobility of polymer 

chains. As the hydrogel films we studied are macroscopically uniform (the size is usually 

more than cm2), all the samples were synthesized by heating at 120°C. Here, we were not 

interested in patterning hydrogels using local activation by UV-irradiation, which is involved 

in another thesis. 

2. Synthesis of stimuli-responsive polymers 

In the present study, we develop hydrogel thin films which can respond to external stimuli 

such as temperature, light and electric field. The responsive properties of hydrogel films to 

external stimuli come from the polymer chains used for cross-linking. So the polymers are 

suitably chosen for their responsive properties. The synthesis of stimuli-responsive polymers 

consists in free radical copolymerization and ene-functionalization of the polymers (and also 

functionalization with photo-reactive groups for the light-responsive polymer).  

2.1. General strategy 

The polymers are firstly synthesized by free radical polymerization at ambient temperature 

(see Figure 3). Since all the monomers exploited have carbon-carbon double bond (ene), and 

there is no need to specially control the polymer distribution index (PDI) of the polymer 

chains which are going to be cross-linked to form three-dimensional networks, free radical 

polymerization is the best choice, as it is already widely employed on polymer synthesis and 

it is much easier to realize compared to other polymerization methods (like ATRP, RAFT and 

so on). 

The initiator we apply to initiate the polymerization is the redox couple ammonium 

persulfate ((NH4)2S2O8)/sodium metabisulfite (Na2S2O5) or ammonium persulfate 

((NH4)2S2O8)/ N,N,N',N'-Tetramethylethylenediamine (TEMED). By varying the concentration 

of the reducing agent (Na2S2O5), which is inversely proportional to the molecular weight 

(Mw), we can obtain polymer chains with different Mw, as shown in Figure 4 [8]. 

The reactions take place in water as all the chemicals we used here are hydrophilic and it is 

facile to recover the copolymers after the polymerization simply by dialysis in water and 

freeze-drying. 

 

Figure 3: Synthesis of copolymers by free radical polymerization. 
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Figure 4: The weight-average molar mass, Mw, as a function of the concentration of the 

reducing agent in the redox couple used, as extracted from Bokias et al. [8]. 

 

Figure 5: Functionalization of ene or azobenzene groups by peptide reaction. 

After polymerization, the polymer chains are randomly functionalized with ene groups by 

peptide reaction. Ene groups are required for the cross-linking and grafting to the surface 

(see Figure 5). Because we have carboxyls (-COOH) in our polymer chains and allylamine has 

both amino (-NH2) and double bond which we need, peptide reaction is exploited to graft 

allylamine onto the polymer chains. This peptide reaction (between polymer chains and 

allylamine) can be easily carried out in water, in the presence of 1-(3-Dimethyl-

aminopropyl)-3-ethylcarbodiimide hydrochloride (EDC) as the dehydration. The excess of 

EDC and the byproduct EDU which is also hydrophilic are able to be removed by dialysis in 

water. 

For the light-responsive polymer, before ene-functionalization an additional step is required 

to graft the azobenzene groups to the polymer (using aminoazobenzene), which is also 

realized by peptide reaction for its light-responsive property. But as aminoazobenzene is not 

soluble in water, this peptide reaction takes place in N-Methyl-2-pyrrolidone (NMP) in the 

presence of N,N'-Dicyclohexylcarbodiimide (DCC) as the dehydration agent. 

We need to point out that polymerization happens before ene-functionalization, because if 

ene-functionalization is performed before polymerization, the grafted ene groups may take 



Chapter 2: Synthesis of hydrogel thin films 

46 
 

part in the free radical polymerization. So then there will be no more double bonds left on 

the polymer chains for the cross-linking. 

The chemical reactants used in this chapter are listed in Table 1. Their main characteristics 

are also presented here. 

All the chemicals are used as received without any further purification. All the salts used are 

analytical grade reagents. For all the experiments, water is purified with a Millipore system 

by reverse osmosis (Millipore filter Milli Ro3+) followed by deionization (MilliQ+). 

2.2. Thermo-responsive polymers 

To obtain thermo-responsive hydrogel films we choose poly(N-isopropylacrylamide) 

(PNIPAM) whose Lower Critical Solution Temperature (LCST) is around 32°C which is 

convenient for study with temperature. When the temperature is changed from below LCST 

to above LCST, aqueous solution of PNIPAM shows a phase separation between the polymer 

and water. So correspondingly, the hydrogel films made of PNIPAM present the 

swelling/collapse phase transition when temperature changes due to their large volume 

change by absorption or expulsion of water. In the following, we report the synthesis of 

copolymer poly(AA-co-NIPAM) in which acrylic acid (AA) is used for grafting ene groups, and 

the functionalization of ene groups onto the polymer chains by peptide reaction. 

2.2.1. Synthesis of poly(AA-co-NIPAM) 

The synthesis of poly(AA-co-NIPAM) is carried out in water by free radical polymerization initiated by 

the redox couple ammonium persulfate/sodium metabisulfite under nitrogen at room temperature 

(see Figure 6). After the dissolution of 53.5 mg NH4Cl, 10.74 g NIPAM (0.095 mol) and 0.36 g AA 

(0.005 mol) in 100 ml water, the pH of the solution is adjusted to 3-4 with NaOH solution at the 

concentration of 1 M. Then the mixture is deoxygenated with a bubbling of nitrogen for 1 h before the 

introduction of initiators (the amount depends on the molecular weight we aim, as shown in Figure 4), 

which are already dissolved separately in 2 ml water and deoxygenated beforehand. The reaction is 

allowed to proceed for 24 hours. The final solution is dialyzed in Milli-Q water changed twice a day 

during 4 days, and the polymer is recovered by freeze-drying. 

 

Figure 6: Synthesis of copolymer P(AA-co-NIPAM). 
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Table 1: Chemical reactants. 
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The reaction process can be followed in time by size exclusion chromatography (SEC). In 

Figure 7, the blue curve is the SEC result from passing the solution taken at the time t = 0, i.e. 

before the addition of the initiators. While the red curve is the SEC result from passing the 

solution taken at the time t = 24h, i.e. 24 hours after the addition of the initiators. Since the 

molecular weight of the copolymer is much bigger than that of the monomers, the peak of 

the copolymer should come out earlier than that of the monomers. By comparing the two 

curves, we can figure out all the peaks, as shown in the figure (the minus peak refers to the 

solvent). It tells that after 24 hours, there are no more monomers, which means that the 

polymerization is totally finished.  

 

Figure 7: Monitoring of the synthesis process of P(AA-co-NIPAM) by SEC. 

After synthesis, the copolymer P(AA-co-NIPAM) is characterized by (calibrated) SEC and 1H 

NMR spectroscopy. SEC provides the weight-average molar mass (Mw) and polymer 

dispersity index (PDI) of the copolymer, while 1H NMR gives the ratio of AA in the copolymer. 

The 1H NMR spectrum shown in Figure 8 is an example of spectra obtained with P(AA-co-

NIPAM) copolymers in D2O. 

In Figure 8, the peak at 1.0-1.2 ppm corresponds to the protons on the methyl group 

( arked as a , the peak at . -4.0 ppm corresponds to the proton connected to the 

secondary carbon of the isoprop l group ( arked as , a d the peaks at . -2.2 ppm 

correspond to the protons connected to the carbon on the main hai  ( arked as  a d 
d . 

The ratio of AA in the polymer can be determined by comparing the integral of the peak. The 

calculation process is shown as follows: 

http://en.wikipedia.org/wiki/Polydispersity_index
http://en.wikipedia.org/wiki/Polydispersity_index
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We found here a ratio of AA in the copolymer equal to 11.7%. 

 

Figure 8: 1H NMR spectra of copolymer P(AA-co-NIPAM) in D2O. 

2.2.2. Ene-functionalization of PNIPAM chains 

The copolymer P(AA-co-NIPAM) is ene-functionalized by allylamine in water at room temperature in 

the presence of EDC as the dehydration agent and NHS as the addition agent to increase yields and 

decrease side reactions (see Figure 9). After 4.54 g P(AA-co-NIPAM) (0.042 mol, if the ratio of AA in 

the copolymer is 10%) is dissolved in 150 ml water, allylamine is added into the solution under stirring. 

Then the pH of the solution is adjusted to 5 (as EDC is effective at pH 4-6) with concentrated 

hydrochloric acid (1 M), before the introduction of EDC and NHS. The molar ratio 

(AA)/(Allylamine)/(EDC)/(NHS) is set equal to 1/2/4/2. The reaction is allowed to proceed for 24 hours. 

The final solution is dialyzed firstly in NaCl solution (to remove the unreacted EDC) with the 

concentration of 0.1 mol/L for 4 days, and then in Milli-Q water for 4 days, solvent changed twice a 

day. Finally the polymer is recovered by freeze-drying.  

Like the polymerization, the ene-functionalization process can be followed in time by size 

exclusion chromatography (SEC). In Figure 10, the red curve is the SEC result from passing 

the solution taken at the time t=0, i.e. before the addition of EDC and NHS. While the green 

curve is the SEC result from passing the solution taken at the time t=20 min, i.e. 20 minutes 

after the addition of EDC and NHS. Other curves have similar meanings with the time to take 
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the solution different. Since the molecular weight of the copolymer is the biggest among all 

the solutes in the solution, the peak which comes out first should refer to the copolymer. 

Since the minus peaks refer to the solvent, from the red curve we can easily determine the 

peak for allylamine, as shown in the figure. By comparing all the curves, we can figure out 

that after the rea tio  starti g for  hour, there’s al ost o ore de rease i  the a ou t of 
allylamine, which is added in excess in the very beginning. It is reasonable as EDC is efficient 

only in the first hours.  

 

Figure 9: Ene-functionalization of copolymer P(AA-co-NIPAM). 

 

Figure 10: Monitoring the ene-functionalization process of P(AA-co-NIPAM) by SEC. 

The ene-functionalized copolymer P(AA-co-NIPAM) is also characterized by 1H NMR 

spectroscopy in D2O to determine the ratio of ene groups in the copolymer (see Figure 11).  

In Figure 11, the peak at 1.0-1.2 ppm corresponds to the protons on the methyl group 

(marked as a , the peak at . -4.0 ppm corresponds to the proton connected to the 

secondary carbon of the isopropyl group and the one connected to the primary carbon on 

the all l group ( arked as  a d e  respe tivel , the peaks at . -2.2 ppm correspond to 

the proto s o e ted to the ar o  o  the ai  hai  ( arked as  a d d , a d the 
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peaks at 5.8 ppm and 5.2 ppm correspond to the protons on the ene group (marked as f  
a d g  respe tivel . 

 

Figure 11: 1H NMR spectra of ene-functionalized copolymer P(AA-co-NIPAM) in D2O. 

The ratio of ene-functionalization can be determined with the following calculation process: 

                                                

                                                                   

                                                          
          

The result shows that the ratio of ene groups in the copolymer is 1%. 

2.3. Photo-responsive polymers 

The thermo-responsive phase transition of the PNIPAM hydrogels can also be tuned by light. 

The principle lies in that a shift of LCST of PNIPAM is observed when photo-active groups 

(such as azobenzene) are grafted onto the polymer chains [9]. Since azobenzene has two 

isomers (trans- and cis-conformation), the azobenzene-modified PNIPAM has two shifted 

LCST (LCSTtrans and LCSTcis). When irradiated by blue light or ultraviolet light, the 

isomerization of azobenzene groups occurs, and therefore the LCST of the azobenzene-

modified polymer changes which may induce the phase separation between the polymer 

and water. So if we fix the environmental temperature (T0) at a value which is between the 

two LCST (see Figure 12), the PNIPAM hydrogels can respond to light by the 
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swelling/collapse phase transition in water. 

 

Figure 12: Schematic representation of the principle for the photo-responsiveness of 

azobenzene-modified PNIPAM. 

To graft the azobenzene groups onto the PNIPAM chains by peptide reaction, we firstly 

make the synthesis of copolymer P(AA-co-NIPAM) in which acrylic acid (AA) is used for 

grafting both azobenzene groups and ene groups, like what has been done for thermo-

responsive polymers. As the yield of the reaction between AA and azobenzene groups is low, 

e i rease the ratio of AA i  the opol er to %, a d that’s also h  azo e ze e-

functionalization is carried out before ene-functionalization. Since azobenzene is not soluble 

in water, the azobenzene-functionalization takes place in NMP in the presence of DCC as the 

dehydration agent and HOBT used to suppress the racemization of single-enantiomer chiral 

molecules and to improve the efficiency of peptide synthesis. (see Figure 13). 

In a flask of 250 ml, 2.5 g copolymer P(AA-co-NIPAM) (0.024 mol) is dissolved in 50 ml NMP, and then 

the mixture is heated at 70°C for one night to help dissolution of the copolymer. 2.37 g 4-

Aminoazobenzene (0.012 mol) is solubilized in 3 ml NMP, heated for 5 minutes using the heating gun, 

and then introduced to the reaction solution under stirring. After the solution is homogeneous, 0.44 g 

HOBT·1H2O (0.0029 mol) is solubilized in 1 ml NMP, and then added into the reaction solution under 

stirring. At last, 0.74 g DCC (0.0036 mol) is solubilized in 1 ml NMP, and then added into the reaction 

solution under stirring. The molar ratio (AA)/(4-Aminoazobenzene)/(DCC)/(HOBT·1H2O) is set equal to 

1/2.5/0.6/0.75 as we aim to modify half of AA in the polymer chains with azobenzene groups (the 

other half of AA is kept for ene-functionalization afterwards). The reaction is allowed to proceed for 

24 h at 70°C with the solution stirred.  

The final solution is cooled down till room temperature and then diluted with Milli-Q water by 10 

times (volume of solution to 500 ml). The diluted solution is dialyzed in Milli-Q water for 4 days, water 

changed twice a day. Since there is precipitate (containing excess of azobenzene, DCC and HOBT) 

coming out in the solution, the solution is filtered to remove the precipitate. Then the filtered solution 

is dialyzed again in Milli-Q water for another 4 days, water changed twice a day. Finally the polymer 
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is recovered by freeze-drying.  

 

Figure 13: Modification of copolymer P(AA-co-NIPAM) by grafting azobenzene groups. 

The azobenzene-functionalized copolymer P(AA-co-NIPAM) is characterized by 1H NMR 

spectroscopy to determine the ratio of azobenzene groups in the copolymer (see Annex 1). 

After azobenzene-functionalization, ene-functionalization of the copolymer to graft ene 

groups onto the polymer chains is carried out like what has been done for thermo-

responsive polymers.  

The ene-functionalized copolymer P(AA-co-NIPAM) modified by azobenzene is also 

characterized by 1H NMR spectroscopy to determine the ratio of ene groups in the 

copolymer (see Annex 1). 

However, this experiment has been done once so that we cannot draw any conclusion about 

the effect of azobenzene groups on the ene-functionalization. 

2.4. Electro-responsive polymers 

The electro-responsive property can be achieved with polylectrolyte hydrogels. The 

response to electric field is due to the change of the osmotic pressure inside the gels. The 

application of an electric field, which is against the osmotic pressure responsible for the 

swelling of the gels, induces the displacement of the counterions confined inside the gels, 

resulting in the decrease of the osmotic pressure and thus the collapse of the gels (see 

Figure 14). 

 

Figure 14: Schematic representation of the principle for the electro-responsiveness of 

polylectrolyte hydrogels. 
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Poly(2-Acrylamido-2-methylpropane sulfonic acid) (polyAMPS) is a water-soluble and strong 

anionic polyelectrolyte. The hydrogels made of polyAMPS in their ionized form are 

polyelectrolyte gels which can respond to the electric field. Similar to polyAMPS, Poly(2-

methacryloyloxy ethyl trimethylammonium chloride) (polyMAETAC) is a strong cationic 

polyelectrolyte, the hydrogels made of whom in the ionized form are also able to respond to 

the electric field with the same principle as polyAMPS hydrogels. The chemical formula of 

AMPS and MAETAC in the ionized form is shown in Figure 15. Here we take the polyAMPS as 

an example to report the copolymerization and ene-functionalization of poly(AA-co-AMPS). 

Like thermo-responsive PNIPAM, we make the synthesis of poly(AA-co-AMPS) copolymer in 

which acrylic acid (AA) is used for grafting ene groups. 

           

AMPS                                                          MAETAC 

Figure 15: Chemical formula of AMPS and MAETAC in the ionized form. 

2.4.1. Synthesis of poly(AA-co-AMPS) 

The synthesis of poly(AA-co-AMPS) is carried out by aqueous free radical polymerization initiated by 

the redox couple ammonium persulfate/N,N,N',N'-Tetramethylethylenediamine (TEMED) under 

nitrogen at room temperature (see Figure 16). After the dissolution of 10.39 g AMPS (0.05 mol) and 

405.9 mg AA (0.0056 mol) in 100 ml water, 248.5 mg ammonium persulfate (0.0011 mol) is 

introduced into the solution. Then the pH of the solution is adjusted to 9 with NaOH solution at the 

concentration of 2 M. The solution is deoxygenated with a bubbling of nitrogen for 1 hour before the 

introduction of 250 mg TEMED (0.0022 mol). The reaction is allowed to proceed for 4 hours. The final 

solution is dialyzed in Milli-Q water changed twice a day during 4 days, and the polymer is recovered 

by freeze-drying. 

 

Figure 16: Synthesis of copolymer P(AA-co-AMPS). 

The reaction process can be followed in time by size exclusion chromatography (SEC), and 

the synthesized copolymer P(AA-co-AMPS) is characterized by (calibrated) SEC and 1H NMR 

http://en.wikipedia.org/wiki/Polyelectrolyte
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spectroscopy (see Annex 1). 

2.4.2. Ene-functionalization of PAMPS chains 

The copolymer P(AA-co-AMPS) is ene-functionalized by allylamine in water in the presence 

of EDC and NHS (see Figure 17). Except that the reaction takes place at 60°C, the others are 

exactly the same as what has been done for P(AA-co-NIPAM). 

 

Figure 17: Ene-functionalization of copolymer P(AA-co-AMPS). 

The reaction process can be followed in time by size exclusion chromatography (SEC) and the 

ene-functionalized copolymer P(AA-co-AMPS) is characterized by 1H NMR spectroscopy to 

determine the ratio of ene groups in the copolymer (see Annex 1). 

2.5. Deuterated polymers for neutron experiments 

Deuterated PAA chains are required for measurements with neutron reflector in liquid. 

2.5.1. Synthesis of deuterated PAA (PAA_D) 

The synthesis of homopolymer PAA_D is very similar to that of poly(AA-co-NIPAM), as shown 

in Figure 18, except that here the monomer is only deuterated AA. 

 

Figure 18: Synthesis of homopolymer PAA_D. 

The synthesis of PAA_D is carried out by aqueous free radical polymerization initiated by the redox 

couple ammonium persulfate/sodium metabisulfite under nitrogen at room temperature. After the 

dissolution of 13.9 mg NH4Cl and 2 g deuterated AA in 25 ml water, the pH of the solution is adjusted 

to 3-4 with NaOH solution at the concentration of 1 M. Then the mixture is deoxygenated with a 

bubbling of nitrogen for 1 h before the introduction of initiators (the amount depends on the 
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molecular weight we aim, as shown in Figure 4), which are already dissolved separately in 1 ml water 

and deoxygenated beforehand. The reaction is allowed to proceed for 24 h under nitrogen. The final 

solution is dialyzed in Milli-Q water changed twice a day during 4 days, and the polymer is recovered 

by freeze-drying. 

After synthesis, the homopolymer PAA_D is characterized by SEC which gives us the weight-

average molar mass (Mw) and polymer dispersity index (PDI) of the copolymer. 

2.5.2. Ene-functionalization of deuterated PAA (PAA_D) 

The ene-functionalization of PAA _D is almost the same as that of poly(AA-co-AMPS), as 

shown in Figure 19, e ept that there’s a differe e on the amount of allylamine added as 

PAA _D is a homopolymer with only deuterated AA molecular units.  

 

Figure 19: Ene-functionalization of homopolymer PAA_D. 

After polymerization, the homopolymer PAA_D is ene-functionalized by allylamine in water at room 

temperature in the presence of EDC as the dehydration agent and NHS as the addition agent to 

increase yields and decrease side reactions. After 0.3 g PAA_D is dissolved in 20 ml water, allylamine 

is added into the solution under stirring. Then the pH of the solution is adjusted to 5 with NaOH 

solution (1 M), before the introduction of EDC and NHS. The molar ratio (AA)/(Allylamine)/(EDC)/(NHS) 

is set equal to 10/1/2/1. The reaction is allowed to proceed for 24 h at 60°C. The final solution is 

dialyzed firstly in NaCl solution (to remove the unreacted EDC) with the concentration of 0.1 mol/L for 

4 days, and then in Milli-Q water for 4 days, solvent changed twice a day. The polymer is recovered by 

freeze-drying. 

The ene-functionalized homopolymer PAA_D is characterized by 1H NMR spectroscopy to 

determine the ratio of ene groups in the polymer (see Annex 1). 

 

All of the synthesis that has been carried out is listed in Table 2 and Table 3. 

From Table 2 and Table 3 we can see that all the polymers have small PDI (around 2) in 

consideration of free radical polymerization. And overall polymers with higher molecular 

weight (Mw) have smaller PDI. The ratios of AA in the copolymers are mostly well controlled 

as the ratio obtained is the same as the ratio expected. But the ratios of ene groups in most 

of the polymers are less than 3%, even an excess of allylamine is added, which means the 

http://en.wikipedia.org/wiki/Polydispersity_index
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yield of this reaction is low. While the grafting of azobenzene groups by peptide reaction in 

organic solvent is better, with a higher ratio (5%) of azobenzene groups obtained.  

 

Table 2: Characteristics of synthesized poly(AA-co-NIPAM). PDI is the polymer dispersity 

index, defined as the Mw/Mn ratio, where Mw is the weight average molecular weight and 

Mn is the number average molecular weight. 

 

Table 3: Characteristics of synthesized copolymers. 

3. Synthesis method for hydrogel thin films 

3.1. Functionalization of substrates 

Silicon wafers are used as the substrates. Besides its availability and relative low cost, the 

silicon wafer – made out of a monocrystal – is rough at the atomic scale and carries at its 

surface a 15 Å-thick layer of native silica. On top of it, silanol functions are chemically 

reactive with different types of small molecules including some silanes with which they form 

covalent bonds. As they are atomically rough and totally reflective for UV, visible light and 

neutrons at air and at water interface, the silicon wafers are perfectly suitable for techniques 

used to characterize the interfacial structure such as ellipsometry and neutron reflectivity. In 

expected obtained

681 1.9 10% 11% 3%

669 1.6 10% 10% 2%

629 1.8 10% 10% 1%

510 2.0 20% 20% -

474 1.8 5% 5% 3%

405 1.8 10% 12% 2%

254 1.8 5% 6% 3%

195 1.6 10% 9% 1%

67 2.5 20% 20% -

66 2.2 10% 12% 1%

Polymer PDI
Ratio of AA

Ratio of ene

P(AA-co-NIPAM)

Mw

(Kg/mol)

expected obtained

P(AA-co-NIPAM)_azo 510 2.0 20% 20% 0.4% 5%

P(AA-co-AMPS) 454 3.1 10% 10% 2% -

PAA_D 92 1.9 - - 5% -

P(AA_H-co-NIPAM_D) 38 1.9 5% 2% 1% -

Ratio of azoPolymer
Mw

(Kg/mol)
PDI

Ratio of AA
Ratio of ene
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addition, they are almost transparent for neutrons (whereas water absorb), so neutron 

reflectivity can also be applied to characterize the silicon-liquid interface, as ellipsometry.  

The geometry of the silicon wafers used for our study strongly depends on the 

characterization techniques used. For ellipsometry, rectangle silicon wafers with the size of 1 

cm x 2 cm and a 1-mm thickness, polished on a single side can be suitable. While for neutron 

reflectivity, classical silicon wafers with a 2-inch diameter and a 3 to 5-mm thickness, 

polished on a single side, are selected. Thick silicon wafers are required for silicon-water 

measurements since the neutron beam passes through silicon medium so that the edge 

should be thick enough for usually grazing incidence. 

Prior to any chemical modification of the silicon wafers, it is necessary to activate the silanol 

functions of the native layer of silica. The wafers are lea ed i  a freshl  prepared pira ha  
solution (70 vol% of sulfuric acid (>95%), 30 vol% of hydrogen peroxide (35%) heated at 

150°C. They are immersed in this very exothermic and oxidative solution until ebullition 

stops (20 to 30 min). Piranha is supposed to remove all traces of pollutants on the surface of 

silicon wafers. The wafers are then extensively rinsed in Milli-Q water and sonicated in Milli-

Q water during 1 min and finally dried with nitrogen flow. Afterwards the thickness of the 

silica layer is measured by ellipsometry: different measurements performed on the same 

sample must give a thickness ideally close to 0.2 nm with a standard deviation lower than 10% 

of the mean thickness. 

Silanization with mercaptopropyltrimethoxysilane is carried out on the piranha-cleaned 

silicon wafers to realize the thiol-modification of the surface for thiol-ene reaction which is 

responsible to form surface-attached hydrogel films, as shown in Figure 20. After irradiated 

by UV for 15 minutes to activate the silanol functions, the silicon wafers are quickly 

transferred into a sealed reactor in which N2 flow is then introduced to remove the air inside. 

Once the reactor is all filled with N2, the solution of dry toluene with 3 vol% of 

mercaptopropyltrimethoxysilane which is already deoxidized before is introduced into the 

reactor under nitrogen. The wafers are kept immersed in the solution under nitrogen for 3 

hours. Once the reaction finishes, the wafers are rinsed in toluene immediately and 

sonicated in toluene during 1 min and finally dried with nitrogen flow. Afterwards the 

thickness of the thiol layer is measured by ellipsometry, which is supposed to be around 1 

nm with a standard deviation lower than 10% of the mean thickness. 

3.2. Coating of polymer films 

For the spin-coating process of the polymer solution on the thiol-modified silicon wafer, the 

polymer is first solubilized in a certain solvent (blend) at a certain concentration. Then the 

polymer solution is infused slowly onto the wafer fixed on the disc (which is either static or 
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rotating at a low angular velocity), and when the solution is well dispersed over the wafer 

without any bubbles, the disc is rapidly accelerated to a certain angular velocity, lasting for a 

certain time. During this process, the film thins by the combination of the outward fluid flow 

of the polymer solution and the evaporation of the solvent [10]. Several parameters are 

crucial in order to get a homogeneous film with a certain thickness, such as the solvent 

(blend), the concentration, the final angular velocity and the spinning time. 

  
Figure 20: Thiol-modification of the silicon wafer. 

The choice of the solvent is very important. Former studies indicate that the thickness of the 

film is qualitatively related to the volatility of the solvent [11, 12]. Solvents with higher 

volatility result in thicker films for a given viscosity of the polymer solution. But too high 

volatility of solvents can also cause non-uniformities in the films due to the significant 

chilling effect. In order to decrease the defects in the films, we can use a bi-solvent blend, 

which contains a high- and a low-volatility solvent [13]. Furthermore, greater 

solvent/polymer compatibility results in more uniform films, i.e. less topographical variation 

on the surface of polymer films [12, 14]. Besides that, the solvent/substrate interaction, 

which is affected by the surface tension of the solvent on the substrate, is also a key factor in 

obtaining a homogeneous film. For example, if the wettability of the solvent on the 

substrate is not good, there will be no film left on the substrate after spin-coating. 

Except the volatility of the solvent, the film thickness is also strongly affected by the solution 

viscosity and the final angular velocity [11]. For a given polymer solution, higher angular 

velocity gives thinner films. While for a given angular velocity, polymer solutions with higher 

viscosity give thicker films. 

In fact, the spin-coating process is not only influenced by the angular velocity and the 

physical properties of the solution, but can, in addition, be very sensitive to parameters such 

as temperature, airflow velocity, relative humidity and thermal surroundings for the 

evaporating solvent (heat transfer). Thus in order to perform systematic studies or 

reproduce polymer films, it is necessary to obtain a fixed set of operational conditions for a 

given spin-coating apparatus [4].  

Considering all of the parameters, bi-solvent blend is chosen with proper boiling point and 
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surface tension for each solvent. For example, we choose the mixture of butanol and 

methanol (V/V = 1/1) as the solvent blend for P(AA-co-NIPAM) and azobenzene-modified 

P(AA-co-NIPAM) for spin-coating. The final spinning speed is fixed at 3000 rpm during 30 s. 

So by changing the polymer molecular weight and the polymer concentration, we can easily 

obtain films with different thickness. 

3.3. Cross-linking and grafting of polymers 

After spin-coating, the thiol-ene reaction is carried out to accomplish the cross-linking and 

grafting of the polymers, using dithioerythritol (DTE) as the cross-linker. DTE has the 

structure of two thiols (-SH) in one molecular, which makes it work as a bridge to connect 

the polymer chains by covalent bonds through thiol-ene reaction.  

The films are subsequently annealed at 120°C for 12 hours in vacuum after spin-coating to 

relax the film and to remove the residual solvent. If the annealing time is not enough, the 

thiol-ene reaction cannot finish completely, which may result in the detachment of the film 

from the substrate or the decrease of the thickness of the film or the inhomogeneity in the 

thickness of the film. 

We have also made some preliminary tests for the time and temperature needed to get a 

homogeneous gel film which is well-attached to the substrate. After spin-coating of the 1% 

solution of PNIPAM chains (Mw=400Kg/mol),  hours’ a eali g at °C can make a 

homogeneous gel film. But if it is annealed at 80°C, even 3 hours’ a eali g is not enough. 

Correspondingly, after spin-coating of the 0.3% solution of PNIPAM chains (Mw=400Kg/mol), 

 hours’ a eali g at °C is e ough. It is consistent that the annealing time is related to 

the amount of the polymer chains left on the substrate after spin-coating. Unfortunately, 

only a few experiments on the effect of time and temperature were performed but not 

systematic studies. 

4. Formation of single network gel films 

4.1. Synthesis of single network gel films 

Based on the ene-functionalized polymers and the thiol-modified silicon wafers, the 

synthesis of single network gel film contains two main steps: spin-coating of the polymer 

solution on the silicon wafer, and then cross-linking of polymer chains and simultaneously 

grafting of the polymer onto the silicon wafer. We will take the thermo-responsive P(AA-co-

NIPAM) as an example to show how to make the single network gel films. 

Firstly the polymer is dissolved in the mixture of butanol and methanol (V/V = 1/1) at a certain 

concentration, the solution stirred for one night to help dissolution. Then the cross-linker, of an access 
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with respect to a certain ratio (typically 30 times) of the ene groups in the polymer chains, is added 

into the solution. The solution is spin-coated on the silicon wafer at 3000 rpm for 30 s. After spin-

coating, the wafer is put under vacuum at 120°C. The cross-linking process is allowed to proceed for 

one night. The silicon wafer is taken out of the oven and cools down naturally. It is rinsed in methanol 

(or water) using ultrasonic bath for 1 minute to remove the unreacted polymers and then dried with 

N2 flow. The thickness of the obtained film is measured by ellipsometry.  

In Table 4, we list out some of the PNIPAM single network gel films and their characteristics. 

 

Table 4: Formulation of PNIPAM single network gel films. The number in the name is the 

value of the thickness of the SN gel film in air. 

From Table 4, we can see that single network gel films made from copolymers of different 

molar mass or at different polymer concentrations are available, resulting in various 

thicknesses. These samples are stored at room temperature for later use. 

In Table 5, we list out the solvent blends which are suitable for spin-coating to get uniform 

gel films. The solvent blends used to solubilize different polymers are preferably organic 

solvents with low surface tension and high volatility. 

 

Table 5: Solvent for spin-coating for all the polymers synthesized. 

4.2. Dry thickness 

Figure 21 displays the variation of the film thickness as function of the concentration of the 

polymer solution used for spin-coating. The ene-functionalized P(AA-co-NIPAM) is prepared 

in the mixture of butanol and methanol (V/V = 1/1) with concentrations varying from 1% to 

10%. For all solutions, the excess of cross-linkers is kept 30 times. We show that for a given 

Name of

samples

Mw of polymer

(Kg/mol)

Concentration of

polymer (wt%)

Thickness in air

(nm)

SN65 400 1.0% 65

SN80 400 1.0% 80

SN83 681 1.0% 83

SN93 66 1.5% 93

SN149 681 1.5% 149

SN248 681 2.5% 248

SN421 681 3.5% 421

Polymer PNIPAM PAMPS PMAETAC PAA

Solvent for 

spin-coating

Butanol + 

Methanol

(V/V=1/1)

Methanol + 

Formic acid

(V/V=7/3)

Butanol + 

Methanol

(V/V=4/6)

Methanol + 

Formic acid

(V/V=7/3)
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molecular weight, higher polymer concentration gives thicker films; while for a given 

concentration, polymer with higher molecular weight results in thicker films. So, the 

thickness of the film is controlled by the molecular weight of the polymer and the 

concentration of the polymer solution. We demonstrate that hydrogel films can be obtained 

with a very wide range of thickness from nanometer to more than 1 micron. This large range 

of thickness is achieved with a comfortable variation of molecular weight (from 60 to 700 

kg/mol) and of concentration of spin-coating solutions (from 0.1 to 10%). 

 

Figure 21: Dry thickness of films as function of polymer concentration for different polymers. 

4.3. Synthesis of single network gel films for neutron experiments 

Very thin single network PNIPAM gel films are required to determine their swelling 

behaviors in liquid by neutron reflectivity. In Table 6, we list out all the single network 

PNIPAM gel hydrogel films prepared for neutron experiments. 

 

Table 6: Formulation of PNIPAM single network gel films for neutron experiments. The 
number in the name is the value of the thickness of the SN gel film in air. 

Name of

samples

Mw of polymer

(Kg/mol)

Concentration of

polymer (wt%)

Thickness in air

(nm)

SN6 681 0.1% 6.4

SN7 681 0.1% 6.9

SN9 66 0.5% 8.8

SN12 681 0.2% 12.4

SN36 681 0.5% 36.2

SN63 681 0.8% 63.4
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From Table 6, we can see that very thin single network gel films made from PNIPAM chains 

with various thicknesses in air are available. These samples are stored at room temperature 

for later use.  
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Introduction 

The structural investigation of the surface-attached hydrogel thin films with responsive 

properties tackles a fundamental aspect of confined and constrained systems. We study the 

effects of confinement and lateral constraints on the swelling/collapse phase transition of 

the gel films in two aspects: the one-dimensional swelling behavior in the direction 

perpendicular to the substrate and the in-plane observation of the free surface of the gel 

films. Correspondingly we apply three different experimental techniques to characterize the 

swelling behavior of the gel films. 

Ellipsometry is chosen to determine the swelling ratio of the films in water in the direction 

normal to the substrate as a function of various physico-chemical parameters. We try to 

make clear: what is the effect of the confinement on the swelling ratio of the gel films? Are 

the experimental data consistent with the scaling laws of Flory-Rehner theory for the 

swelling of hydrogels extended to one-dimension swelling? 

The one-dimension (normal to the substrate) swelling behavior is further studied by neutron 

reflectivity to obtain the density profile of the gel films both in air and in liquid. We attempt 

to answer the following questions: how is the interface width of the free surface of the gel 

films both in air and in water? How smooth or abrupt is the profile of the gel film in the 

direction perpendicular to the surface?  

The lateral (or in-plane) exploration of the free surface of the gel films is achieved using 

Atomic Force Microscopy (AFM). If the characterization of the hydrogel films in air seems to 

be unproblematic, what about the study in water? How is the topography of the free surface 

of the gel? Ho  is the rough ess  of the free surfa e?  

Since PNIPAM hydrogel is interesting for its thermo-responsive properties and temperature 

is easier to control as an external stimulus, here we choose PNIPAM hydrogel thin films as 

the studied object to investigate their swelling behavior and responsive properties. 

 

 

 

 

 

 



Chapter 3: Swelling behavior of single network films 

68 
 

1. Swelling ratio 

The swelling ratio is defined as the ratio between the mean thickness of the gel film in water 

and its thickness in air. It is determined at various temperatures to find out the transition 

temperature. The effect of the film thickness on the transition temperature is also 

investigated. Another physico-chemical parameter considered is the molecular weight of 

polymer chains used for the synthesis of the gel films by spin-coating. 

The swelling ratio of the surface-attached hydrogel films in water was obtained using a 

spectroscopic ellipsometer. The measurements were performed with a liquid cell which can 

be regulated in temperature to determine the swollen thickness of the gel films in water. 

The swelling ratio of the films was then deduced. All the liquid experiments were achieved 

by recording the data after 30 minutes of immersion of the gel films in water at a fixed 

temperature, the equilibrium being undoubtedly reached. Actually, the time required for the 

volumetric change of the gel network is expressed as T = h2/D where h is the smallest 

dimension of the hydrogel or the thickness of the gel film and D the collective diffusion 

constant of the gel. Taking h ~ 1 m and D ~10-9 m2 s-1 (water diffusion), we have T ~ 1 ms. 

1.1. Measure by ellipsometry 

The swollen thickness of the hydrogel thin films was measured using an Accurion 

spectroscopic ellipsometer (see Annex 2).  

The thickness of all the gel films is in the optical range, giving rise to sufficient features in the 

recorded data to infer the swollen thickness and the refractive index. A multilayer model of a 

flat film is applied for the fitting of the experimentally measured ellipso etri  a gles Ѱ a d 

Δ, i ludi g the ative sili a la er, the thiol la er a d the gel la er fro  the su strate to the 

film-liquid interface. The refractive index of the native silica layer and thiol layer is the same, 

equaling to 1.46, while that of PNIPAM chains is 1.52. To simplify the fitting, a simple model 

of the refractive index profile of the gel films in water is generated (see Figure 1). The one-

step function is employed to approximate the real density profile of the gel films in water, 

which is very soft due to the large volume fraction of water in the films. During the fitting 

based on the model, the swollen thickness and the refractive index of the gel film are 

adjusted to minimize the difference between the fitting and the experimental data. 

From the swollen thickness in water (hw) and the thickness in air (ha), we can then deduce 

the swelling ratio r of the gel film, which is defined as r = hw/ha, giving the stretching degree 

of the polymer chains in water. The swelling ratio of PNIPAM hydrogel films as a function of 

temperature is also investigated. 
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Figure 1: Model of the refractive index profile of the gel films in water. n is the refractive 

index of the film, h the thickness of the film, hw the swollen thickness of the film in water. The 

refractive index of PNIPAM chains is 1.52 and that of water is 1.33. 

Since the gel films are attached to the substrate by covalent bonds, the amount of the 

polymer chains in the films should always keep the same when immersed in water. Based on 

this, we are able to use a numerical test to ensure that the fitting of the experimental data 

from ellipsometry is reliable. 

               

Figure 2: Sketch of the gel film in air and in water. na is the refractive index of the gel film in 

air, ha the thickness of the gel film in air, a the volume fraction of the polymer chains in air; 

nw the refractive index of the gel film in water, hw the swollen thickness of the film in water, 

w the volume fraction of the polymer chains in water. 

In Figure 2, the sketch of the gel film in air and in water is shown, with all the related 

parameters listed out. If the variation of the refractive index is considered as linear with the 

fraction of polymer, we have (the refractive index of PNIPAM chains and water is 1.52 and 

1.33 respectively): 

                         [eq. 1] 

In air, it is found that the volume fraction of the polymer chains in the film a is about 0.90. 

Using equation [1], we can calculate the refractive index of the gel film in air na which is 

equal to 1.50. When the film is immersed in water, since the film swells by absorbing water, 
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both the refractive index of the film and the volume fraction of the polymer chains in the 

film change. Since the gel films are attached to the substrate by covalent bonds, the amount 

of the polymer chains in the films should always keep the same when immersed in water. So 

we have:                             

                                                        [eq. 3] 

Using these equations, we are able to use a numerical test to ensure that the fitting of the 

experimental data from ellipsometry is reliable. Once we adjust the swollen thickness hw and 

the refractive index of the film in water nw, we can deduce the thickness of the film in air ha 

(a is fixed at 0.9). We compare then the calculated ha with the measured ha. If the two are 

close, it means that the fitting is reliable; otherwise we need to redo the fitting. 

Figure 3 displays an example of fitting of the ellipso etri  a gles Δ a d Ѱ. The sa ple is a 
PNIPAM gel film (with ha = 421 nm) measured in water at three different temperatures. 

 
        (a) 25°C (hw = 1695 nm, nw = 1.37) 

 
            (b) 35°C (hw = 970 nm, nw = 1.40) 

[eq. 2] 
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            (c) 40°C (hw = 655 nm, nw = 1.44) 

Figure 3: A  e a ple of fitti g of the ellipso etric a gles Δ a d  . The sa ple is a PNIPAM 
gel film (with ha = 421 nm) measured in water at (a) 25°C, (b) 35°C and (c) 40°C. 

For the three fittings shown in Figure 3, the difference between the calculated ha and the 

measured ha is within 5%, which means that the fittings are reliable. It could be observed 

that o pari g to Ѱ, the fitti g of Δ is loser to the e peri e tal data. I  fa t, eve  if the 
average value of Ѱ of the fitti g is lower than that of the experimental data, the fitting of the 

os illatio s of oth ellipso etri  a gles, Δ a d Ѱ, is uite satisfa tor . As the thi k ess of 

the layer is directly relied to the oscillations, the thickness extracted from the fitting can be 

considered as reliable. Moreover, the difference between the fitting and the experimental 

data for 40°C (collapsed state) is smaller than that for 25°C (swollen state) and 35°C (volume 

transition process), because at 40°C in collapsed state, the refractive index profile (Figure 1) 

is closer to the one-step model. The proximity of the box model in collapsed state rather 

than swollen state will be also demonstrated with the other techniques, AFM and neutron 

reflectivity. 

1.2. Thermo-responsive properties of PNIPAM hydrogel films 

1.2.1. Effect of the film thickness 

The swelling ratio of PNIPAM hydrogel thin films of various thicknesses is measured by 

ellipsometry to make clear the effect of the film thickness on their thermo-responsive 

properties. Single network PNIPAM gel films SN149 (ha = 149 nm), SN248 (ha = 248 nm) and 

SN421 (ha = 421 nm) (see Chapter 2) are used for study, with results shown in Figure 4. 

Note that the normalized representation in swelling ratio instead of swollen thickness allows 

the comparison of samples with various thicknesses (in air). 
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Figure 4: Swelling ratio of PNIPAM hydrogel films of different thickness. The swelling ratio is 

investigated as a function of temperature. 

In Figure 4, the swelling ratio of PNIPAM hydrogel films is plotted as a function of 

temperature for films of different thickness. The error bars just give an indication of the 

reliability of the fitting. The error bars include the fitting results which are estimated to be 

reasonably close to the experimental data (considering oscillations for example). The three 

samples exhibit very similar swelling ratio and responsive behavior to temperature, showing 

that the swelling behavior of the gel films is independent of the film thickness in the range 

from 150 nm to 420 nm. The swelling ratio decreases from about 4 at 25°C to about 1.5 at 

40°C, showing a LCST around 34°C. The swelling ratio of the gel films is high at temperatures 

below the LCST, where the gel films are hydrophilic and highly swollen with a large volume 

fraction of water (77.5%). The swelling ratio is low at temperatures above the LCST, where 

the gel films are hydrophobic and collapsed, containing less water (40%). The swelling ratio 

around 1.5 at 40°C indicates that the films are unable to fully collapse as in air (only 10% of 

water). 

With the increase of temperature, the phase transition of the PNIPAM gel films starts at 33°C 

and ends at 36°C. Outside the range of temperature 33-36°C, the swelling ratio is quite 

constant (4 below the LCST and 1.5 above the LCST). This range is much smaller than that 

found by Vidyasagar et al. [1]. They studied the collapse with temperature of a 25 nm-thick 

(in air) PNIPAM gel film using neutron reflectivity. They showed that the gel film collapses 

abruptly at 32°C containing 35% water. The thickness of the film in water decreases almost 
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linearly with temperature from 15°C to 30°C: about 110 nm to 70 nm. It was explained by a 

decrease of the osmotic pressure which favors the dilution against the entropic penalty of 

chains stretching opposing the dilution. However their PNIPAM film is much thinner and in 

our case, the results were obtained on three samples with different thickness. Moreover, 

PNIPAM brushes [2-5] are shown to collapse around 32°C on a temperature range of 5°C at 

the maximum, the less dense brushes collapsing more abruptly. 

 

Figure 5: Swollen thickness of PNIPAM hydrogel films as a function of the film thickness in air, 

at three different temperatures: 25°C, 34°C and 40°C.  

In Figure 5, the swollen thickness of each PNIPAM hydrogel film is plotted as a function of 

the film thickness in air at three different temperatures. At each temperature, the swollen 

thickness of the gel films increases linearly with the growth of the film thickness. Actually, 

the slopes of the lines give out the swelling ratio of the gel films. Therefore, gel films of 

different thicknesses indicate the same swelling ratio at a given temperature, which shows a 

decrease when the temperature rises. 

1.2.2. Effect of the length of polymer chains 

The swelling ratio of PNIPAM hydrogel thin films of similar thickness made from polymers of 

different molecular weights is also measured by ellipsometry to make clear the effect of the 

length of polymer chains on their thermo-responsive properties. Single network PNIPAM gel 

films SN93 (Mw = 66 Kg/mol), SN80 (Mw = 405 Kg/mol) and SN83 (Mw = 681 Kg/mol) (see 
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Chapter 2) are used for study, with results shown in Figure 6. 

 

Figure 6: Swelling ratio of PNIPAM hydrogel films of similar thickness but made from 

polymers of different molecular weights as a function of temperature.  

In Figure 6, the swelling ratio of each PNIPAM hydrogel film is plotted as a function of 

temperature for films of similar thickness but made from polymers of different molecular 

weights. The three samples exhibit very similar swelling ratio and responsive behavior to 

temperature, showing that the swelling behavior of the gel films is independent of the 

length of polymer chains used for the synthesis. Here, the swelling ratio decreases from 

about 3.5 at 25°C to about 1.4 at 40°C, showing a LCST around 34°C. A swelling ratio of 3.5 

for temperatures below the LCST is obtained here for PNIPAM gel films with thickness in air 

is 80 to 93 nm whereas the value of 4 was found for films with thickness in air higher than 

100 nm. Note that the range of the transition temperature, from 32°C to 36°C, is the same as 

that observed previously for thicker films. 

2. Topography of the free surface 

The topography of the free surface (in dry state and in water) of the hydrogel is investigated 

in this section. The swelling of a film (covalently attached to the substrate) immersed in 

water could induce lateral constraints on the free surface. This could cause the deformation 

of the free surface of the hydrogels. Observations of the free surface (in-plane topography) 

by Atomic Force Microscopy have been performed in air and in water in order to address this 
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question. 

The AFM experiments in water are not straightforward for hydrogels and require the 

determination the good imaging conditions: indeed, hydrogels are very soft and easily 

indented by almost all cantilever. The first part will be devoted to the determination of the 

experimental conditions for hydrogels imaging. In the second part, the different 

morphologies of the film and their change with temperature will be analyzed. 

PNIPAM hydrogel films are expected to show a swollen/collapsed phase transition across the 

LCST. It will be then interesting to observe the variation of the topography of thermo-

responsive films around the phase transition temperature. These studies are complementary 

with those performed by neutron reflectivity. AFM imaging experiments will be carried out 

on hydrogel films with a higher range of thicknesses (hundreds of nanometers) than those 

studied by neutron reflectivity (50 nm at the maximum) because the effect of the solid 

substrate is strong for ultra-thin films less than 100 nm.  

2.1. Measurement by AFM 

Three AFM techniques can be used for the imaging of the PNIPAM hydrogel film in air or in 

liquid state: the tapping mode, the contact mode and the so-called QNM or Quantitative 

Nano-Mechanics measurement. All techniques will be used in this study while the last one 

(QNM) is preferred when imaging the soft gel in water. The QNM mode is supposed to 

enable an on-line quantitative measurement of a set of properties such as elastic modulus, 

adhesion of the tip on the surface, deformation of the sample and dissipation of energy. 

These properties are extracted from high frequency on-line approach-retract curves through 

a defi ed odel ( DMT  or “ eddo . Due to the parti ular o ditio s of our stud  (ver  lo  
values of You g’s odulus of the PNIPAM h drogel i  ater, t pi all  a fe  te s of kPa), the 

QNM mode is employed only to probe the surface topography. The other properties 

( odulus et …  are ot take  i to a ou t i  this stud .  

A QNM experiment can be viewed as a succession of approach-retract of a cantilever on the 

surface at high frequency (typically 1 kHz or 2 kHz). Each approach of the cantilever on the 

surface is limited by a force setpoint. Once the force setpoint is reached, the cantilever 

begins to retract away from the surface. In a simplistic view, the force setpoint is equivalent 

to a deflection setpoint of the cantilever. Before presenting the results, two definitions need 

to be specified: the approach-retract curve and the indentation. A schematic representation 

of the approach-retract curve is displayed in Figure 7.  

Δh is the variation of height imposed to the cantilever and Δd is the deviation of the 

cantilever (expressed in Volt). The curve Δd = f(Δh) measured at one point of the sample is 
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called approach curve (respectively retract curve) in the case of decreasing Δh (respectively 

increasing Δh). An approach-retract curve obtained on a rigid sample (as a silicon wafer) 

allows the determination of the relationship between the deviation Δd in Volt and the 

deviation in nanometer through a calibration factor. In the following, Δd will be expressed in 

nm. The value of the slope of the approach curve is equal to 1 on a rigid sample and lower 

than 1 on a soft surface indented by the tip-cantilever system. If the cantilever is viewed as a 

simple spring, the force imposed to the cantilever is the product of k and Δd, where k is the 

stiffness of the cantilever. The value k, usually provided by the manufacturer, can be 

properly measured through the acquisition of frequency spectrum of the cantilever 

thermally excited. The indentation δ is equal to Δh-Δd and represents the deformation of the 

sample or the depth of penetration of the tip in the material. During the approach 

experiment, the value Δh0 is defined as the contact point between the tip and the surface. 

Just before the contact between the tip and the surface, the tip is attracted by the surface by 

Van der Waals forces, displaying a jump to contact at Δh0. 

 

Figure 7: Schematic representation of the approach-retract curve. Black line: approach; red 

li e: retract. Δh is the variatio  of height i posed to the ca tilever a d Δd is the deviatio  of 
the cantilever.  

In situ imaging of the grafted PNIPAM hydrogel thin films on silicon wafers is performed 

using an ICON microscope equipped with a Nanoscope V controller (Bruker). The QNM mode 

is used with the lowest possible force set point in order to minimize the damage to the gel 

film, especially in the liquid state. Triangular cantilevers of different stiffness with a silicon 

nitride tip (NanoProbe, Olympus) are used. All of the measurements in liquid are conducted 

in Milli-Q water. For the measurements in water, the gel films grafted to the silicon wafers is 

positioned on a specially designed temperature-controllable cell with a few of water 

droplets on them, and the temperature is regulated within ± 0.1°C. At each temperature, the 

system is left during 15 minutes for equilibration to ensure the stability of the gel surface. All 

the AFM images displayed below are height images. Along with each AFM height image, we 

also show the height histogram of the image at the top, and the cross-sectional plot of the 

image along the diagonal direction (called X) at the bottom, in which Z refers to the direction 
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of the height. In addition, the value of full width at half maximum (FWHM) of the height 

histogram curve is also indicated in the histogram image. 

2.2. Study of measurement conditions 

2.2.1. In air 

The easiest way to study the topography of the PNIPAM hydrogel film in air is the well-

known tapping mode. This technique allows a very high lateral resolution and is suitable to 

get simple topographic information. In Figure 8, a typical image obtained is displayed. The 

half width of the height histogram is 0.5 nm. The cantilever used is a budget Sensor Tap 300 

with a resonance frequency equal to 300 kHz and a stiffness of 40 N/m. The amplitude 

reduction is equal to 0.95. The phase image is not displayed. Indeed, the sample is very 

homogeneous and no particular phase contrast is expected. Concerning the study of the 

topography of the film in dry state, QNM mode can also be used, giving very similar results 

as showed on the Figure 9.  

 

 

 

Figure 8: AFM images of SN233 (single network film with thickness equal to 233 nm) in air 

probed in tapping mode with a standard tapping cantilever (k = 40 N/m) and a resonance 

frequency equal to 300 kHz. 
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Figure 9: AFM topography image of SN182 in air obtained with QNM (force set point equal to 

100 pN, the stiffness of the cantilever is equal to 0.06 N/m.  

2.2.2. In water: approach-retract curves 

AFM is extensively used to image in situ soft matter in liquid state. In particular AFM has 

been employed to probe the topography of PNIPAM hydrogel films and its variation with 

temperature [6]. However, measuring the topography of hydrogels in water is rather more 

complicated than in air for several reasons. In our case, tapping experiments in water are 

avoided. Even if the tapping mode in water is usually expected, we believe that this 

experiment is not so easy to interpret; the main difficulty comes from the shape of the 

resonance curve of the cantilever excited in water. Two other techniques are then available: 

the contact mode and the QNM mode. Both could be suitable to measure the topography. 

But imaging a material as soft as a hydrogel film raises a fundamental problem: the stiffness 

of most standard AFM cantilevers is too high for the gel in liquid state. Using a cantilever 

with a stiffness k equal to 0.1 N/m, Kuckling et al. [7] showed that the cantilever indents the 

sample on a distance of 300 nm: the indentation  can be almost equal to the height 

variatio  Δh. It ea s that i  su h conditions, the sample is crashed under the action of the 

cantilever during the measurement. What is then the meaning of the topography 
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measurement in these conditions? And how to observe a surface which is deeply modified 

by the AFM tip during imaging? The same problem is encountered by Ishida et al. [8] and 

Wiedemair et al. [9]. Montagne et al. [10] prefer to study the free surface with very soft 

cantilever (k = 0.06 N/m) with the amplitude modulation mode. Some authors, interested in 

mechanical properties of hydrogels used colloidal tips. It is then possible to extract 

properties su h as the You g’s odulus fro  approach-retract curves when experiments are 

made with colloidal modified tips (curvature radius of few micrometers) [7]. With this kind of 

tip, the Herzia  odel is used to o tai  relia le values for the You g’s odulus. But the 
imaging problem is not solved. Indeed, the use of a colloidal tip with large tip radius induces 

a loss of image resolution. In our study, we aim to evaluate the topography with different 

AFM techniques. 

Effect of the stiffness of cantilevers 

We checked the ability of the QNM mode to image the PNIPAM hydrogel films in water. In 

order to find out the proper conditions, different approach-retract curves are acquired on 

the sample SN237 in water at 25°C (Figure 10) with cantilevers of different stiffness. The red 

curve corresponds to the approach curve on a silicon wafer in water to calibrate the 

cantilever (the slope is equal to one by definition). Actually, for each cantilever, the exact 

calibration factor in nm/V is determined on a silicon wafer before approach-retract 

measurements on the hydrogel films in water. The value of the stiffness displayed in Figure 

10 is the one given by the probe manufacturer and was not independently measured.  

In Figure 10a, all curves have ee  positio ed so that the o ta t poi t Δh0 between the tip 

and the surface matches. On the Figure 10b, all the curves are superposed so that their 

poi ts after the o ta t ju p oi ide (at this poi t, all the derivative Δh’(Δd  are the sa e . 
We first note that the jump to the contact is higher than expected in water. This jump clearly 

depends on the stiffness of the cantilever: 40 nm for k = 0.01 N/m, 30 nm for k = 0.03 N/m 

and 5 nm for k = 0.1 N/m. We attribute this jump to an adhesion between the hydrogel-

polluted tip and the surface of the hydrogel film. Just after the jump, we observe in all cases 

an indentation with constant force (contact stiffness equal to zero) on a range of 5 nm and 

then an increase of the contact stiffness. For high values of indentation, the slopes of the 

curves are equal to 0.7 nm/nm. For a value of k typically above 0.01 N/m, we observe two 

regimes of indentation, the second one corresponding to the same slope 0.7 nm/nm. This 

behavior is expected for PNIPAM hydrogel in water [11]. 

The same kind of experiment is carried out on the same sample with another set of 

cantilevers (Figure 11). The same results are obtained, except that a weaker adhesion is 

o served. The dra a k is that the Δh0 value corresponding to the contact between the tip 

and the surface is not precisely known. Indeed, no contact jump is observed for k=0.06 N/m. 
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The slope of the urve orrespo di g to a stiff ess k = .  N/  is a out .  /  for a Δh 
height variation above 100 nm. These results are consistent with the previous ones, and the 

slopes are e pe ted to e the sa e for Δh e ual to ore than 250 nm.  

 

(a) 

 

(b) 

Figure 10: (a) Approach curves acquired in water at 25°C at 1 Hz with cantilevers of different 

stiffness. The blue curves correspond to the approach on the PNIPAM hydrogel film SN237 

(the swollen thickness hw is 950 nm). The red curve corresponds to the approach on a silicon 

wafer. (b) The same curves are displayed with a different vertical positioning of the curves.  
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Figure 11: Approach curves acquired in water at 25°C at 1 Hz with cantilevers of different 

stiffness. The blue curves correspond to the approach on the PNIPAM hydrogel film SN237 

(for which the thickness in air ha is 237 nm and the swollen thickness in water is hw is 950 nm). 

The red curve corresponds to the approach on a silicon wafer.  

Effect of the film thickness 

A thinner PNIPAM hydrogel film SN42 is studied in the same way (Figure 12). The red curve 

corresponds to the rigid reference with a slope equal to 1 for all the stiffness. The dark-green 

urve ( a tilever stiff ess k = .  N/  sho s t o regi es: for high Δh values, the o ta t 
stiffness is infinitely rigid. It can be easily explained by the effect of the silicon wafer which is 

a rigid surfa e at a depth e ual to  . For lo er values of Δh, the i de tatio  of the tip 
in the film is observed. It has to be noticed that even for very low cantilever stiffness k = 0.01 

N/m, the film is indented. Moreover, the curve k = 0.03 N/m (light green) is very close to the 

urve k = .  N/  (dark gree . The sa e slope for all stiff ess at high values of Δh is 
expected.  

The results obtained on the thin film can be compared to those obtained previously on a 

thick film. The Figure 12 shows that even a cantilever with a low k (0.01 N/m) indents the 

thin film. However two points have to be considered: 

(i) The stiffness k is ill-defined in the range of low stiffness values (typically 0.02 N/m). The 

difference between the stiffness measured in air with a thermal tune and the value 

given by manufacturer can reach 100%.  

(ii) There is precisely a critical value of stiffness around 0.01 N/m. Indeed, a cantilever with 

stiffness higher than this order of magnitude can definitely indent the hydrogel. For 

example, the approach curves obtained with a cantilever of stiffness k equal to 
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0.06 N/m are very similar whatever the film. A contrario, approach curves obtained with 

a labeled stiffness of 0.01 N/m present a high variability.  

 

Figure 12: Approach curves on the PNIPAM hydrogel film SN42 (the thickness in air ha is 42 

nm and the swollen thickness in water hw is 170 nm) acquired in water at 25°C at 1 Hz with 

cantilevers of different stiffness. Red curve: approach on a silicon wafer; blue curve: approach 

on the PNIPAM gel film with k = 0.01 N/m, light green: k = 0.03 N/m and dark green: k = 0.5 

N/m.  

Effect of the frequency 

In order to validate the QNM measurements, we performed the approach-retract curves at 

different frequencies varying between 0.1 Hz and 40 Hz and using a cantilever of stiffness 

k = 0.06 N/m (which is constant for different frequencies). The approach-retract curves are 

not readable above 40 Hz. On Figure 13, the red curve is typical of an approach curve: all 

approach curves obtained at different frequencies overlap. Retract curves for all frequencies 

(blue curves) are also very similar. The approach-retract curve at 80 Hz is not displayed but 

gives the same result. We conclude that the visco-elastic effects do not depend on the 

solicitation frequency in the range 0.1 Hz – 80 Hz. Secondly, approach and retract curves 

match for all frequencies indicating that visco-elastic effects are weak.  

The same kind of experiment can be done on the same sample, using another value of 

stiffness. The result is displayed on the Figure 14. Using a cantilever of stiffness 0.03 N/m 

(MLCT Bruker), approach-retract curves display visco-elastic effects and adhesion effects. 
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The difference between the Figure 13 and Figure 14 can be explained as following: in the 

case of Figure 14, the stiffness reaches a critical value for which visco-elastic effects begin to 

appear. It means that the approach curve and retract curve no longer match. The jump to 

contact of the tip during approach is attributed to a polymer pollution of the tip. Moreover, 

even if visco-elastic effects could depend on the frequency, the Figure 14 indicates that they 

are not. However, the adhesion effects strongly depend on the frequency.  

 

Figure 13: Approach-retract curves on the PNIPAM hydrogel film SN237 acquired in water at 

25°C with different frequencies (0.1 Hz up to 40 Hz), using a cantilever of stiffness k = 0.06 

N/m. The red curve corresponds to approach curve and the blue curves correspond to retract 

curves.  

This frequency study of approach-retract experiments are very useful to validate QNM 

experiment: indeed, the base of a QNM experiment is a succession of approach-retract 

experiments at high frequency (1kHz), so that we must know the response of the hydrogel 

under a solicitation at this frequency. It will be assessed in this study that the behavior at 

1 kHz is not drastically different from the behavior at lower frequency. This argument is 

supported by the results from Figure 13 and Figure 14 showing that between 0.1 Hz and 

about 100 Hz (3 decades), the visco-elastic effects do not depend on the frequency. Another 

conclusion is that the study of the topography by AFM results from a compromise between 

several effects. If the stiffness of the cantilever is higher than 0.03 N/m, the hydrogel surface 

is highly indented. If the stiffness is too weak, the dominating adhesion effects and the visco-

elastic effects can prevent from obtaining a reliable image. Images should be ideally acquired 

with a cantilever of stiffness lower than 0.03 N/m. However, the pollution of the tip after a 

first contact with the sample is difficult to avoid inducing difficulties to perform a QNM 
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experiment. Knowing all these problems, we now aim to properly evaluate the roughness of 

the free surface in water.  

 

Figure 14: Approach-retract curves on the PNIPAM hydrogel film SN237 acquired in water at 

25°C with different frequencies (0.1 Hz up to 80 Hz), using a cantilever of stiffness 

k = 0.03 N/m (MLCT Bruker). The red curves correspond to the approach curves, the green 

curve to the 0.1 Hz retract curve with 0.1Hz and the light blue to the retract curve with 80 Hz.  

2.2.3. Topography in water 

Effect of the cantilever stiffness on images obtained in contact mode 

The effect of cantilever stiffness on height images is investigated. The Figure 15 gathers two 

images acquired in contact mode with the same feedback set point value (which 

corresponds to a vertical deviation of 10 nm). The Figure 15 perfectly illustrates how the 

stiffness of the cantilever affects the height distribution, the measured roughness and the 

resolution. Using a cantilever of high stiffness leads to an under-estimation of the roughness 

of a factor 2. Actually, we find a half width of the height histogram equal to 6.0 nm for the 

stiffness k = 0.01 N/m and equal to 2.5 nm for k = 0.1 N/m. As expected from the results of 

the section 1.2.2 (approach-retract curves), the distribution of the height depends on the 

stiffness: with a value of k = 0.1 N/m, the indentation value can easily reach a value of 

200 nm. Using the contact mode with very soft cantilever would be suitable to probe the 

surface of PNIPAM hydrogel films in water.  
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(a) k = 0.01 N/m (b) k = 0.1 N/m 
 

Figure 15: AFM contact images of SN237 acquired in water at 25°C (the swollen thickness hw 

is 950 nm) with a cantilever of stiffness k = 0.01 N/m (a) and k = 0.1 N/m (b). The feedback 

set point equal to 0.3 V is the same for both experiments.  

Effect of the set point in contact mode 

The effect of the stiffness on the evaluation of the roughness has been evidenced in the 

previous section. We now have to check the dependence of the roughness as a function of 

the applied force, for a given stiffness. For this purpose, height images in contact mode with 

different values of set point using a cantilever of stiffness k = 0.05 N/m are displayed in 

Figure 16. The set point value has a weak effect on the height distribution.  
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SP:        -0.4V SP:        0.1V SP:        0.5V 

 

  

  

  

SP:          1V SP:          2V 
 

Figure 16: AFM contact images of SN182 in water at 25°C (the swollen thickness hw is 750 nm) 

probed with different set point values using a cantilever of stiffness k = 0.05 N/m. SP: 

setpoint. 

Effect of the cantilever stiffness in QNM mode 

The same area of the same sample was probed in QNM mode with a cantilever stiffness of 
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0.5 N/m, which is much higher than that in contact mode. The height image is displayed 

Figure 17. Surprisingly, the height distribution is of the same order of magnitude as that 

obtained in contact mode with low k, the half width of the height histogram being equal to 

6.5 nm. As a result, the QNM mode seems to be appropriate to probe the surface of PNIPAM 

hydrogel films in water. In comparison with the contact mode, it is expected to find an 

under-estimated roughness for high stiffness in QNM mode, which is not the case.  

 

 

 

Figure 17: AFM QNM images of SN237 acquired in water at 25°C (the swollen thickness hw is 

950 nm) with a cantilever of stiffness k = 0.5 N/m and the feedback set point equal to 0.3 V 

(about 4 nN in force).  

The imaging conditions have to be fully optimized: the roughness found in QNM found can 

also depend on the stiffness of the cantilever in the same way as for contact mode.  

Experiments were then carried out in QNM mode with a cantilever of lower stiffness 

(k = 0.04 N/m). In Figure 18, the height images (with the height histogram) obtained with 

cantilevers of stiffness k = 0.04 N/m and k = 0.8 N/m are compared. In the same conditions, 

the half width of the height histogram is 7.5 nm for k = 0.04 N/m while 6.4 nm for k = 0.8 

N/m. We can conclude that the order of magnitude of the roughness obtained with QNM is 

not so dependent on the imaging conditions.  
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(a) k = 0.04 N/m (b) k = 0.8 N/m 
 

Figure 18: AFM QNM images of SN182 probed in water at 25°C (the swollen thickness hw is 

750 nm). The images are obtained at the same area on the surface. (a) The image is obtained 

with a stiffness of 0.04 N/m. (b) The image is obtained with a stiffness of 0.8 N/m.  

  

Figure 19: QNM Rroughness measured on the hydrogel surface versus the stiffness of the 

cantilever used to acquire the QNM images. The sample is SN249 immersed in water at 25°C.  
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More precisely, the Figure 19 shows that if the value of the stiffness used to image the 

surface decreases of one order of magnitude, the QNM roughness increases of about 3 nm. 

Even it would be possible to use a cantilever softer than 0.01 N/m, the roughness would be 

close to the value obtained by our experiments.  

Experiments with different set point value using a cantilever with stiffness equal to 0.05 N/m 

were also carried out to determine its effect on the topography (Figure 20). The patterns 

observed are the same and the width of the height histogram around 4 nm is comparable for 

all conditions. The height images obtained do not depend on the set point value so that it is 

a proof that the experiments are properly carried out with suitable conditions. 

    

    

    

SP:   85pN SP:  0.3nN SP:  0.5nN SP:  2nN 
 

Figure 20: AFM QNM images of SN182 in water at 25°C (the swollen thickness hw is 750 nm) 

probed with different set point values using a cantilever of stiffness k = 0.05 N/m. All the 

images are obtained at the same area on the surface. SP: setpoint. 

2.3. Topography of PNIPAM hydrogel films in air 

PNIPAM single network films with different thickness are probed by AFM in air. The typical 

observed morphology is shown on Figure 21: seven different samples have been studied in 

air; for each observation, several areas were investigated. No particular pattern shows up 

except randomly distributed shallow holes. The half width of the height histogram found is 

around 0.6 nm. It can be noticed that the images obtained with a scan size of 20 micron 

present the same roughness value of 0.6 nm. The same morphology and the same value of 

half width are obtained in QNM mode using cantilevers with different stiffness, from 0.05 

N/m to 40 N/m. This morphology was also observed by Montagne et al. [10]. 
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Figure 21: height AFM tapping image of SN239 (with thickness in air ha equal to 239 nm) in 

air obtained with a cantilever of stiffness k = 40 N/m. 

Most of the samples have no particular patterns. Nevertheless on some samples the holes 

are clearly observable (Figure 22 (a)). In this case, the width of the height histogram is higher 

than the value of 0.6 nm obtained with the previous morphology. However, in all cases, the 

width of the height histogram remains under 5 nm. The morphology with holes has already 

been observed on similar systems by Beines et al. [12].  

The Figure 23 shows the height image and the height histogram for thinner films (with 

thickness in air ha equal to 36 nm and swollen thickness in water hw equal to 150 nm). The 

morphologies observed – no particular patterns - are similar to those obtained with thick 

films. The width of the histogram is 0.8 nm. 
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(a) SN237 (b) SN182 
 

Figure 22: AFM QNM images of SN237 (a), and SN182 (b) probed in air with the same peak 

force set point (100 pN) using a cantilever of stiffness k = 0.06 N/m. 

 

 

 

Figure 23: Height AFM QNM image of SN36 acquired in air with a cantilever of stiffness k = 

0.18 N/m. 
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2.4. Topography of PNIPAM hydrogel films in water 

2.4.1. Thick fims 

In order to study the effect of the swelling on the surface, we acquire images of the free 

surface in water at 25°C (below the LCST of the PNIPAM). The height images and the height 

histograms of PNIPAM hydrogel films in air and in water are displayed on the Figure 24. The 

images in air and in water obtained by QNM are compared. It is showed that if no pattern is  

observed in air, then there is no pattern in water. The same observation was also made by 

Montagne et al. [10] using tapping mode in water and by Ishida et al [8]. But the roughness 

(here defined by the width of the height histogram) in water is 4.5 nm which is 5 times the 

roughness measured in air for the same scan size of 10 microns. The increase of the 

roughness is consistent with the swelling of PNIPAM hydrogel films in water (the ratio of 

swelling is around 3 as shown in part 1). The swelling of the hydrogel emphasizes the 

irregularities at the free surface. Nevertheless, the roughness is weak (with FWHM around 

4.5 nm) in comparison with the thickness of the swollen film (close to 1 micron). One of the 

aim of this chapter is to answer the question: do we observe any change in morphology due 

to lateral stress? It seems that the swelling is rather homogeneous and axial.  

  

  

  

(a) in air (b) in water at 25°C 

 

Figure 24: AFM QNM images of SN249 in air (a) and in water at 25°C (b) probed with a 

cantilever of stiffness k = 0.7 N/m.  
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PNIPAM hydrogel films with morphology of hole-like patterns are also studied in water. As 

shown in Figure 25, the distribution and the size of the holes remain almost the same in 

water as in air. As expected, the holes become deeper when films are immersed in water, 

which yields to a histogram width of 10 nm. The swelling of the hydrogel leads to an increase 

of the roughness or an enhancement of the irregularities of the free surface, which is 

observable with the increase of the width of height histogram. On the contrary, the (lateral) 

size of the holes does not greatly change with the swelling of the hydrogel film. Indeed, if the 

holes grow 3 or 4 times in agreement with the (vertical) swelling ratio, it should have been 

detectable. It demonstrates that the swelling of the hydrogel is rather vertical than 

horizontal, which is consistent with the constraints of the covalent attachment of the 

hydrogel to the surface. 

  

  

  

(a) in air (b) in water at 25°C 
 

Figure 25: AFM QNM images of SN237 in air (a) and in water at 25°C (b) probed with a 

cantilever of stiffness k = 0.06 N/m.  

Experiments on the same sample with two different set point values using a soft cantilever 

(stiffness of 0.05 N/m) were also carried out to determine its effect on the topography 

(Figure 26). The same hole-like patterns are observed with a similar width of the height 

histogram around 8 nm.  
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(a) SP: 100 pN (b) SP: 1 nN 
 

Figure 26: AFM QNM images of SN237 in water at 25°C (the swollen thickness hw is 950 nm) 

probed with two different set point values using a cantilever of stiffness k = 0.06 N/m. Both of 

the images are obtained at the same area on the surface. SP: setpoint. 

2.4.2. Thin films 

Thin PNIPAM hydrogel films are studied in water in both contact mode and QNM mode. The 

example shown in Figure 27 and Figure 28 is a film with a swollen thickness of 150 nm. 

However, the topography obtained is the same for all experiments and the reduced images 

shown are just necessary for the determination of the height histogram and the cross-

sectional plot. The morphology observed with no particular patterns is the same as that 

observed with thick films. The values obtained both in contact mode and in QNM mode are 

about 2.5 nm for an image of scan size equal to 10 micrometer. These values are similar to 

those obtained on thicker films for which the swollen thickness of the hydrogel film is close 

to 1 micron. 
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SP:    0.5V SP:    1V SP:    1.5V SP:   2V 

 

Figure 27: AFM contact images of SN36 in water at 25°C (the swollen thickness hw is 150 nm) 

probed with different set point values using a cantilever of stiffness k = 0.18 N/m. All the 

images are obtained at the same area on the surface. SP: setpoint. 

    

   
 

    

SP:    0.2nN SP:   0.5nN SP:    1nN SP:   2nN 
 

Figure 28: AFM QNM images of SN36 in water at 25°C (the swollen thickness hw is 150 nm) 

probed with different set point values using a cantilever of stiffness k = 0.18 N/m. All the 

images are obtained at the same area on the surface. SP: setpoint. 

2.5. Effect of temperature 

The effect of temperature on the morphology of the free surface of the PNIPAM hydrogel 

films in water was investigated. The temperature is varied from 25°C (below the LCST) to 
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42°C (above the LCST) to determine the influence of the phase transition on the morphology. 

As shown in Figure 29, the width of the height histogram decreases from 4.5 nm to 1.6 nm 

with the rise of temperature from 25°C to 42°C. The width at 42°C is consistently much 

closer to the value observed in air. Above the LCST, the PNIPAM hydrogel collapses so that 

the irregularities of the free surface are reduced. These results are comparable to those 

found by other groups on PNIPAM films [6, 7, 13, 14].  

    

    

    

(a) 25°C (b) 32°C (c) 38°C (d) 42°C 
 

Figure 29: AFM QNM images of SN249 in water at different temperatures (a) 25°C, (b) 32°C, 

(c) 38°C and (d) 42°C probed with a cantilever of stiffness k = 0.7 N/m at the same area on 

the surface. 

Figure 30 shows the variation of the width of the height histogram with the study 

temperature. The width decreases with the rise of temperature. The maximum is reached at 

25°C below the LCST with the swollen hydrogel film. Nevertheless, the average value found 

is very weak since it is lower than 5 nm for films with thickness close to 1 micron. As 

temperature increases, the PNIPAM hydrogel swells to a progressively smaller degree so that 

the width of height histogram decreases. 

PNIPAM hydrogel films with morphology of hole-like patterns are also studied in water at 

different temperatures. As shown in Figure 31, the distribution and the size of the holes 

remain almost the same. The width of the height histogram decreases from 10 nm to 5.3 nm 

for increasing temperature to come close to the value obtained in air. The comments on the 

variation of the (vertical) roughness and the sameness of the (horizontal) size of the holes 

provided for the comparison between the experiments in air and in water at 25°C are also 



Chapter 3: Swelling behavior of single network films 

97 
 

applicable when comparing the swollen hydrogel at 25°c and the collapsed state at 42°C. The 

swelling of the hydrogel is rather vertical than horizontal. 

 
Figure 30: Full width at half maximum (FWHM) of height histogram as the function of 

temperature for SN249 in water. 

  

  

  

(a) 25°C (b) 42°C 

 

Figure 31: AFM QNM images of SN237 in water at different temperatures (a) 25°C, (c) 42°C 

probed with the same peak force set point (300 pN) using a cantilever of stiffness 

k = 0.06 N/m at the same area on the surface. 
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2.6. Conclusion 

Appropriate conditions were found to probe properly the free surface of the hydrogel films 

in air and in water. High resolution tapping mode is perfectly suitable for the study of gel 

films in air. For the studies in water, we evidenced that the value of the stiffness used for 

imaging the surface of hydrogel is a key parameter for the measure of the roughness. This 

has been clearly confirmed by contact mode images. We proposed a method to properly 

measure the roughness of hydrogel in water with the AFM QNM mode. The use of 

cantilevers of low stiffness (ideally less than 0.03 N/m) is required for the study in water as 

the h drogel fil  is ver  soft ith You g’s odulus lo er tha   kPa.  

The morphology of all hydrogel films shows no particular patterns and no structure. Some 

samples display shallow holes. The depth contrast between holes and the surface is 

accentuated when the hydrogel films are swollen in water. The hydrogel films are flat, the 

roughness being small in comparison with the thickness of the film. In air, the values of the 

width of the height histogram are a few nanometers for 300 nm-thick films for images of 10 

microns-size. For swollen hydrogel films in water, the width of the height histogram is at the 

maximum 10 nm for images of 10 microns-size (holes-like morphologies) while the thickness 

of the films can reach 1 micron. We also observe an effect of temperature on the roughness 

of the surface, with a decrease of the width of the height histogram at high temperatures 

above the LCST for collapsed hydrogels. 

The last point is that the topography of the free surface seems to demonstrate that the 

swelling of the hydrogel is rather vertical (in the z direction perpendicular to the surface) 

than horizontal (in the x-y plane). The comparison between the experiments in air and in 

water indicates that the swelling leads to an increase of the (vertical) roughness while it has 

no obvious effect on the (horizontal) size of the irregularities. It is consistent with the 

covalent attachment of the hydrogel to the surface. 

3. Density profile of monomers 

Neutron reflectivity was also used to characterize the gel films in air and in water. This 

technique allowed the determination of the composition of the film, its thickness and the 

width of the free interface of the gel layer. The density profiles of monomers in the direction 

perpendicular to the surface could be then deduced.  

As explained in detail in the annex, the analysis of the neutron reflectivity consisted of fitting 

the best the data experimental data with a model of layers characterized by a scattering 

length density Nbi, a fixed thickness hi for the layer i and a width i which connects two 

adjacent layers. As the reflectivity decreases sharply with the wave vector (as k-4), the log-log 
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representation was usually preferred. This representation allows a better evaluation of the 

relevance of the fit. Note that for all the samples studied in this part, a single-layer model 

provides very satisfactory fits. 

The gel films were measured in air (at silicon-air interface) and in water (at silicon-D2O 

interface). The measures in water were performed at various temperatures to make clear 

the LCST behavior. The gel films of different thickness (from 5 nm to 60 nm in air) were 

investigated. What is the effect of the film thickness on the swelling ratio and on the free 

interface width of the gel? 

3.1. Measures in air 

 

Figure 32: Neutron reflectivity curves of single-network films in air and their best fittings. The 

characteristics of the fittings are indicated in Table 1. Circle: data; line: fitting. 

The neutron reflectivity curves of different single-network films are displayed in Figure 32. 

The best fits of the experimental data are also represented. The samples studied have 

different values of thickness from 6 nm to 36 nm. The characteristics of the gel film 

corresponding to the neutron reflectivity curve that best fits the experimental data are 

shown in Table 1. The thickness ha measured in air by neutron reflectivity is compared with 

the value obtained by ellipsometry. Are also reported the free interface width  and the 

scattering length density Nb.  

The values of thickness measured in neutron reflectivity and ellipsometry are very similar for 

all samples with a little difference of a few angstroms. The width of the free interface of the 
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gel in air varies from 0.5 nm to 3 nm. It increases with the film thickness. For all samples, it is 

about 10% of the film thickness. 

Samples ha (nm) 
by ellipsometry 

ha (nm) 
by neutrons 

 (nm) Nb 
(10-6 Å-2) 

SN6 6.4 6.7 0.5 0.90 

SN7 6.9 7.5 1.7 0.88 

SN12 12.4 12.5 1.1 0.90 

SN36 36.2 36.4 3.0 0.94 
 

Table 1: Characteristics of the PNIPAM gel film measured in air. Neutron reflectivity allows 

the determination of the thickness ha (which is compared with the value found by 

ellipsometry), the free interface width  using erf error function and the scattering length 

density Nb of the PNIPAM layer. 

The scattering length density found is about 0.9 10-6 Å-2 (from 0.88 10-6 to 0.94 10-6 Å-2). 

From this value, the water content of the PNIPAM gel film in air can be calculated. The water 

content in the gel film was determined as function of the humidity ratio by ellipsometry. The 

results were discussed previously (see part 1 of the Chapter 3). It was shown that the water 

content is in order of 10% in air (with humidity ratio between 20% and 70%). To get water 

content of 10%, the scattering length density found for the PNIPAM gel film in air and in dry 

state (pure PNIPAM without any water) should be equal to 0.90 10-6 Å-2 and 1.05 10-6 Å-2 

respectively (as the scattering length density of water is -0.56 10-6 Å-2). 

The results obtained in neutron reflectivity are consistent with those found by ellipsometry 

even if it is difficult to calculate exactly the scattering length density of pure PNIPAM gel film 

for many reasons: (i) for the synthesis of PNIPAM gel films, we used linear chains containing 

95% of NIPAM and 5% of AA, 2% of AA being ene-functionalized to react with dithiol cross-

linkers (see chapter 2), (ii) the density of a PNIPAM gel film is not easily determined with 

precision, Vidyasagar et al. used 1.2 g/cm2 as the surface density whereas the volume 

density of PNIPAM chains given by Polymer Handbook is 1.1 g/cm3. Vidyasagar at al. 

estimated the scattering length density to be 0.96 10-6 Å-2 and their PNIPAM gel films were 

synthesized with a benzophenone UV-irradiated cross-linker. In our case, we obtained by 

calculation for PNIPAM a scattering length density equal to 0.89 10-6 Å-2 (using  = 1.2 g/cm3 

as the density), for polyacrylic acid 1.5 10-6 Å-2 ( = 1.3 g/cm3) and for poly(sodium acrylate) 

2.24 10-6 Å-2 ( = 1.6 g/cm3). It means that it is not possible to calculate with high precision 

the scattering length density but 1 10-6 Å-2 could be a reasonably estimated value. 

Neutron experiments under dry (nitrogen) atmosphere which could not be performed due to 

lack of time should allow the determination of the scattering length density of PNIPAM gel 

film in dry state and then the determination of water content with higher precision.  
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Figure 33: Profiles of volume fraction of monomers of single-network films in air. 

The profiles of the volume fraction of monomers in the direction perpendicular to the 

surface are plotted in Figure 33. The maximum of the volume fraction is fixed at 0.9, the 

mean thickness of the layer corresponding to ha and the free interface width , the 

continuous shape of the profile being defined by erf mathematical function (see Annex 4). 

3.2. Effect of temperature 

The neutron reflectivity curves of PNIPAM single-network films in water are displayed in 

Figure 34. The best fittings of the experimental data are also represented. The PNIPAM gel 

film, which is 36.4 nm-thick in air, is measured in water at three different temperatures: 

25°C, 32.5°C and 40°C. Note that the range of wave vector here goes from 4 10-3 Å-1 to 5 10-2 

Å-1 whereas it usually goes at least 0.1 Å-1. Actually, the silicon wafer used here is excessively 

thin (only 1 mm-thick instead of 5 mm-thick wafers which are more suitable) providing high 

background at wave vectors above 0.05 Å-1. 

The reflectivity curve at 40°C has highest number of Kiessig fringes which are most 

pronounced compared to 32.5°C and 25°C. It is the signature of a thicker layer with a steeper 

density profile at 40°C as shown by the profiles of the volume fraction of monomers in the 

direction perpendicular to the surface in Figure 35. Below the LCST at 25°C, the PNIPAM gel 

is swollen with a thickness equal to 110.7 nm and a free interface width equal to 18.8 nm 

whereas above the LCST at 40°C, the PNIPAM gel is contracted with a thickness equal to 81.2 

nm and a free interface width equal to 3.5 nm. The profile of the gel film at 32.5°C is 

reasonably between that at 25°C and 40°C. 
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Figure 34: Neutron reflectivity curves of the single-network film SN36 in water at three 

temperatures 25°C, 32.5°C and 40°C. Also are shown the best fittings of the experimental 

data. The corresponding volume fraction profiles are displayed in Figure 35. Circle: data; line: 

fitting.  

 

Figure 35: Profiles of volume fraction of monomers of the single-network film SN36 in water 

at three temperatures 25°C, 32.5°C and 40°C.  
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3.3. Effect of the thickness of the film 

The neutron reflectivity curves and their best fittings in water are displayed in Figures 36. 

The samples are measured in water at three different temperatures: 25°C, 32.5°C and 40°C. 

The thickness of the PNIPAM gel films in air is 6.7 nm (Figure 36, left) and 12.4 nm (Figure 36, 

right). Note that the range of wave vector of SN12 (12.4 nm) goes from 4 10-3 Å-1 to 5 10-2 Å-1 

for the same reason as SN36 (36.4 nm). 

As explained in the previous part with SN36, the reflectivity curve at 40°C has highest 

number of Kiessig fringes which are most pronounced compared to 32.5°C and 25°C 

providing thinner layer with steeper density profile. The profiles of the volume fraction of 

monomers are shown in Figures 37.  

 

Figure 36: Neutron reflectivity curves of the single-network films SN6 (left) and SN12 (right) 

in water at three temperatures 25°C, 32.5°C and 40°C. Also are shown the best fittings of the 

experimental data. The corresponding volume fraction profiles are displayed in Figure 37. 

Circle: data; line: fitting. 

All the characteristics of the PNIPAM gel films corresponding to the best fit of the reflectivity 

data are shown in Table 2. The thickness in air measured by neutron reflectivity ha is 

reminded. Three parameters are extracted from the fits: hw the thickness in water,  the 

free interface width and the scattering length density Nb. The volume fraction of the layer  

is calculated from Nb assuming that the scattering length density of pure PNIPAM is 10-6 Å-2 

and then -1.07 10-6 Å-2 at silicon-water interface with the scattering length density of silicon 

equal to 2.07 10-6 Å-2. As the polymer amount is constant, the product  x hw should be equal 

to a x ha (with a = 0.9). This comparison is a good tool to assess the accuracy of the fit.  

The interface width  obtained in water is higher at 25°C (and 32.5°C) than at 40°C. If  it 

increases with the thickness of the gel film, the ratio /hw decreases with the thickness hw. 
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The interface width was found to be about 10% of the thickness of the film in air. The ratio 

/hw is the same in water at 25°C and 32.5°C, it is about 36% for SN6, 28% for SN12 and 16% 

for SN36. It is much lower for collapsed film at 40°C, 25% for SN6 and 6% for SN12 and SN36. 

As observed with the density profiles shown in Figure 37, the thicker the gel film, the lower 

is the ratio /hw. The density profile is the sharpest for the thickest film in the collapsed 

state at 40°C.  

  

 

Figure 37: Profiles of volume fraction of monomers of the single-network films SN6 (top) and 

SN12 (bottom) in water at three temperatures 25°C, 32.5°C and 40°C. 
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Samples ha (nm) hw (nm)  (nm) Nb 
(10-6 Å-2) 

 hw/ha 

SN6-air 6.7  0.5 0.90   

SN6-25C 6.7 18.0 6.5 2.36 0.36 2.7 

SN6-34C 6.7 14.1 5.5 2.02 0.43 2.1 

SN6-40C 6.7 11.0 2.8 1.44 0.54 1.6 

SN12-air 12.5  1.1 0.90   

SN12-25C 12.5 35.4 9.9 2.50 0.34 2.8 

SN12-34C 12.5 25.0 7.0 2.00 0.43 2.0 

SN12-40C 12.5 22.6 1.1 1.65 0.50 1.8 

SN36-air 36.4  3.0 0.94   

SN36-25C 36.4 110.7 18.8 2.60 0.32 3.0 

SN36-34C 36.4 85.6 14.2 2.10 0.41 2.4 

SN36-35C 36.4 81.2 12.8 2.00 0.43 2.2 

SN36-40C 36.4 55.5 3.5 1.00 0.61 1.5 
 

Table 2: Characteristics of the PNIPAM gel film measured in water. Are reported the 

thickness hw (the thickness in air ha is reminded), the free interface width  using erf error 

function and the scattering length density Nb. The volume fraction of the layer  is calculated 

from Nb assuming that the scattering length density of pure PNIPAM is 10-6 Å-2 and that of 

silicon equal to 2.09 10-6 Å-2. The swelling ratio hw/ha is also calculated. 

In Figure 38, the thickness in water hw is plotted as function of the thickness in air ha. It 

seems that a same swelling ratio hw/ha (corresponding to the slope of the straight line) is 

found for each temperature. At 25°C below the LCST, the swelling ratio is about 2.8. Near the 

transition, it is around 2.2 and at 40°C above the LCST, it is 1.6. At 25°C, the swelling varies 

from 2.7 to 3.0 (Table 2) with increasing thickness, but it is difficult to interpret any variation 

due to the uncertainty of measurements. It seems that there is no effect of the thickness of 

the film on the swelling ratio in this range of thickness investigated by neutron reflectivity 

(up to 100 nm).  

The neutron reflectivity curves of SN63 in water at 25°C and 32.5°C are displayed in Figure 

39. The best fittings of the experimental data are also represented. SN63 is PNIPAM single-

network film which thickness in air is 63.4 nm. If this sample is thin enough to be measured 

in air by neutron reflectivity, it is too thick (compared to the resolution in wave vector) when 

it is swollen in water. Its thickness at 25°C and at 32.5°C is expected to be about 200 nm and 

140 nm respectively.  
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Figure 38: Swollen thickness of PNIPAM single-network films as a function of the thickness in 

air, at three different temperatures: 25°C, 32.5°C and 40°C. 

 

Figure 39: Neutron reflectivity curves of the single-network film SN63 in water at 25°C and 

32.5°C. 
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4. Discussion  

4.1. Each technique has its specification and limitation 

Three experimental techniques were applied to characterize the swelling/collapse phase 

transition of the gel films: ellipsometry, atomic force microscopy and neutron reflectivity. In 

the following, we remind the specific characteristics of the gel films extracted from each 

technique and we also discuss the limitations of each technique. 

Ellipsometry was used to determine the swelling ratio of the films in water in the direction 

normal to the substrate. The range of thickness measured by ellipsometry is supposed to 

vary from angstrom to a few microns. This range is accessible for ideal layers with a box 

model. The range of thickness of gel films measured in air remains quite large: from 

nanometer to two microns at a maximum. If the interface width of the gel films is weak (it is 

shown to be 10% of the thickness for films lower than 100 nm), a box model can be applied. 

For films which thickness is larger than 1 micron, the fitting of the data is less easy but still 

feasible. For the measures in water, the gel films are far from a box model. The distance 

from a box model is higher for thicker films since the interface width becomes larger (it is 

around 35% of the thickness for 100 nm-thick films as an indication). It means that it is very 

tricky to measure by ellipsometry gel thin films because the addition of thin layer and large 

interface. However, the measure of gel films which thickness in water is between 300 nm 

and 1500 nm is achievable since the number of oscillations in the wavelength range studied 

is enough to allow (reasonably) relevant fitting of the data. 

Atomic force microscopy provided information on the topography of the free surface of the 

gel films. The tapping mode was carried out in air. But Quantitative Nano Mechanics QNM 

mode was required for the measures in water since the Young modulus of the hydrogel films 

in water is very low (few tens of kPa) and close to the aqueous environment. Consequently, 

the measures by AFM are more appropriate for gel films which thickness in air is higher than 

100 nm. The morphology of the free surface of the PNIPAM hydrogel films could be then 

investigated and compared in air and in water at various temperatures.  

Neutron reflectivity allowed the determination of the composition of the film, its thickness 

and the width of the free surface of the gel layer. The range of the thickness easily reachable 

by neutron reflectivity is roughly from 1 nm (the limit is given by the range of wave vector) 

to 150 nm (the limit is given by the resolution of wave vector). Also, we chose to use neutron 

reflectivity to characterize PNIPAM gel films which thickness in air (respectively in water) 

varies from 6 nm to 36 nm (respectively up to 110 nm). As ellipsometry, specular neutron 

reflectivity provided information on the slice of the film or in the direction perpendicular to 
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the substrate, considering the composition of the x-y plane homogeneous. Actually, the 

specular neutron reflection does not allow the distinction between the roughness and the 

interdiffusion of a layer if the size of the in-plane irregularities is smaller than the coherent 

length of neutrons. For thermal neutrons (with a typical wavelength of a few angstroms), the 

coherent length is on the order of a few microns. In-plane morphologies of the PNIPAM gel 

films were determined by AFM. If it was shown that the topography could vary a little in 

water with temperature, the size of the in-plane patterns is lower than 100 nm. It means 

that the smoothness of the free surface of the hydrogel can be attributable to a diffuse 

interface as well as a rough interface. 

4.2. Effect of the confinement 

In Figure 5 and Figure 38, the swelling ratio of PNIPAM gel films is plotted as function of the 

thickness of the film (in air). Two ranges of thickness were concerned: below 50 nm for the 

data obtained neutron reflectivity and from 100 nm to 500 nm for the data from 

ellipsometry. What about thicker films? 

As it is tricky to determine the swelling gel films whose thickness (in air) is higher than 500 

nm (the thickness in water can be more than 2 microns), we used microfluidic tools to 

characterize a micron-thi k fil . This stud  as perfor ed as part of Be ja i  Chollet’s 
thesis on the microfluidic applications of stimuli-responsive hydrogel films as microvalves. 

This work is currently achieved with the collaboration of Gulliver laboratory in ESPCI. The 

principle is simple: the swelling-collapse transition of PNIPAM gel films is exploited to control 

hydrodynamic flows in microfluidic channels [15]. The flow Q in a channel (on which one wall 

is covalently covered by a PNIPAM gel film) is proportional to the pressure variation P as: 

   Q = R P 

with R the hydrodynamic resistance. R is relied to the characteristics of the channel by: 

   wh

L12
R

3




 

where L is the length of the channel, w the width of the channel,  the viscosity of water. In 

this equation, h corresponds to the height of channel for the flow with h = hc – hw where hc is 

the height of the channel and hw is the height of the swollen hydrogel which obstructs the 

fluid circulation. The flow through the channel was measured as function of temperature for 

a given pressure (3 bars for example). The thickness of the gel film hw could be then deduced. 

The results obtained with a 1200 nm-thick PNIPAM gel film are shown in Figure 40. The 

swelling ratio of SN1200 characterized by microfluidics is compared with that of thinner films 

characterized by ellipsometry. The big error bars in microfluidic measurements are due to 



Chapter 3: Swelling behavior of single network films 

109 
 

the uncertainty of the flow measurements (precision of 10 nL/min). The values of swelling 

ratio below and above the LCST (4.0 and 1.5) are comparable to those found by ellipsometry. 

Note that the transition with temperature is quite large, almost 10°C. However, due to the 

great error bars, it is tricky to settle that the large transition with temperature is attributable 

to the high thickness of the gel film. 

 

Figure 40: Swelling ratio of PNIPAM hydrogel films (of different thickness) as a function of 

temperature. 

In Figure 41, the swollen ratio of PNIPAM hydrogel films is plotted as a function of the film 

thickness in air for three temperatures 25°C, 34°C and 40°C. It should be highlighted that the 

combination of ellipsometry, neutron reflectivity and microfluidics allows the plot on a very 

large range of thickness from nanometer to micron.  

At 25°C for swollen gels, the swelling ratio is about 3 for thickness (in air) less than 50 nm. It 

increases to 3.5 at 90 nm to reach 4.0 for thickness up to 1.2 microns. If the distribution of 

the cross-links is supposedly homogeneous in the whole film, it means that the surface 

attachment has a strong effect on the swelling of the films, particular for very thin films 

below 100 nm. From 100 nm to 1.2 microns, the swelling ratio is the same. It is audacious to 

point out the transition thickness (which is located between domains of neutron reflectivity 

and ellipsometry) as it is tricky to interpret any little increase of the swelling ratio for 

thickness below 50 nm (domain of neutron reflectivity). 

At 40°C for collapsed gels, the swelling ratio is 1.5 for the whole range of thickness studied. If 

the surface attachment of the gel films has a clear effect on the swelling of the films, it has 
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less influence on the collapse of the films. 

These results are quite divergent from those found in the few works dedicated to surface-

attached hydrogel films. Indeed, only four papers were interested in the swollen-collapse 

phase transition of gel films with temperature: two from Kucki g’s group [7, 16] and the two 

others from Toomey and co-authors [1, 17]. They all used UV-irradiation to cross-link the 

chromophore-functionalized chains which were previously spin-coated on the substrate. Like 

our strategy using the thiol-ene reaction, we can consider that the cross-links are distributed 

homogeneously in the direction perpendicular to the surface. 

 

Figure 41: Swollen ratio of PNIPAM hydrogel films as a function of the film thickness in air, at 

three different temperatures: 25°C, 32.5°C and 40°C. A: neutron reflectivity; B: ellipsometry; C: 

microfluidics.  

Ku kli g’s group studied PNIPAM gel fil s hi h thi k ess varies fro  a fe  hu dred 
nanometers to 2 microns. Using Surface Plasmon Resonance (SPR) they measured the 

refractive index of the films as function of temperature. They found that the refractive index 

is the same at high temperatures in the collapsed state for thickness above 280 nm and it 

decreases with decreasing thickness. For thin films below 280 nm, they explain that the film 

is u a le to full  ollapse, hi h is o trar  to Too e ’s results a d our results. I deed, this 
divergence could be explained by a weak sensitivity of the SPR measurements for thin films. 

In addition, the swollen gel layer is far from a one-step model with a very soft profile (as we 
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showed by neutron reflectivity), providing supplementary difficulties to measure correctly 

the gel film immersed in water. 

Toomey and co-authors characterized a 25 nm-thick PNIPAM film by neutron reflectivity [1]. 

The film was obtained from a 3 mol% functionalized copolymer. The swelling ratio at high 

temperature is around 1.2, which is a little lower than the value of 1.5 we obtained. The 

swelling ratio at low temperatures can reach 4.4, which is much higher than the ratio of 3 we 

found. The large amplitude of the swelling ratio (from 1.2 to 4.4) obtained by Toomey could 

be explained by a weak ratio of cross-linking which is probably much lower than 3 mol%.  

In the other article [17], they were interested in the effect of the cross-linking ratio on the 

swelling of (100 nm-thick) PNIPAM gel films at ambient temperature using variable-angle 

nulling ellipsometry. The decrease of the modification ratio of the copolymer (1% to 0.05%) 

leads to an increase of the swelling ratio (400 nm to 1400 nm). However, the swelling ratio 

of 13 (thickness at 1400 nm) obtained should be considered with caution since the volume 

fraction of polymers in that case is lower than 10%, which is tricky to measure. They found 

additionally that the interface width (using error function-type interface) could reach 200 

nm, which is very high, and they estimate the precision to be  50 nm. 

Nevertheless, the analysis of the scaling laws in this article is helpful so it is summarized in 

the annex. The scaling laws predicted for the swelling of hydrogels by Flory-Rehner [18] are 

extended to one-dimension swelling. The volumetric swelling ratio for surface-attached gel 

films SF and for bulk networks SV corresponds to the ratio a/w between the volume fraction 

of polymer in air a and that in water w. With simple geometric considerations, the power 

law should be SF = SV
1/3. However, the swelling of surface-attached polymer networks is 

experimentally larger than what is suggested through simple geometric considerations for 

swelling in-one dimension. It is consistently observed that the linear swelling ratio of the 

surface-attached networks exceeds the linear swelling ratio of the bulk networks. Also, an 

extension of Flory-Rehner theory to one dimension which gives SF = SV
5/9 is more appropriate. 

The supposed cross-linking ratio (or more exactly the corresponding ratio of 

functionalization of copolymers with chromophores) is 1 mol% for a swelling ratio of surface-

attached films about 3 to 4, which is consistent with our gel films. The corresponding 

swelling ratio of bulk hydrogels (which is in good agreement with the scaling laws SF = SV
5/9) 

is about 10 to 20. It indicates that all the hydrogel films investigated are far from a bulk 

hydrogel, the effect of the surface attachment remaining strong. 

4.3. Gel film: a model network? 

How far is the gel film a from model network? An attempt to answer is to consider at least 
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two aspects: the chemical distribution of the cross-linking segments and the interface width 

of the gel film. 

It is reasonable to suppose that the strategy of synthesis provides a homogeneous 

distribution of the cross-linkers in the whole hydrogel layer. Actually, the ene-functionalized 

chains and the dithiol cross-linkers are mixed before being coated on the surface and the 

thiol-ene reaction is initiated by temperature (or even UV-irradiation). This strategy of 

synthesis is different from the strategy which consists in polymerizing and cross-linking the 

monomers to obtain the surface-attached gel film. Actually, it has been shown that the 

surface of hydrogels contains fewer polymers than the volume for gels synthesized in the 

presence of the substrate. The polymerization is affected by the presence of the substrate 

with the change of the diffusion of monomers and cross-linkers at the vicinity of the surface 

[19]. On the other hand, it is not easy to characterize the cross-linking ratio on thin films 

since it is lower than 5% (even using X-ray Photoelectron Spectroscopy) and it is not 

presently possible to determine any gradient of the cross-linking. 

Even though the distribution of cross-links is supposedly homogeneous, it does not eliminate 

the presence of pendant chains at the outside edge of the film. These peripheral chains 

provide a more diffuse interface. The free surface of the gel becomes more diffuse for lower 

cross-linking ratios since the semi-free polymer chains are less confined to the interface. It 

can be reasonably supposed that the interface width is a strong function of the molecular 

weight of chains used for the synthesis. 

Another point is the mechanical constraints on the gel film induced by the surface 

attachment. Harmon et al. [20] illustrated it as shown in Figure 42. The hydrogel layer is 

cross-linked in a reference state (B) and surface-attached gel remains in this reference. The 

elastic energy of the network acts as compression when the layer is swollen (C) relative to 

the reference state and as elongation when the layer is more collapsed than the reference 

state (A). The compression or elongation increases and is greatest at the free surface of the 

gel. The exact shape of the gel with lateral swelling depends on both the film thickness and 

the aspect ratio of the gel layer. In our case, the hydrogel film is synthesized in melt 

condition (in air for UV-irradiation and under vacuum for temperature activation). In water, 

in swollen state at 25°C or in collapsed state at 40°C, the hydrogel layer is more swollen than 

the synthesis state so that the elastic energy acts as compression. How is the effect of the 

compression due to the surface attachment on the free surface of the hydrogel? 

We observed by ellipsometry and neutron reflectivity that the gel layer is far from a box 

model with a step profile. As one-step model is used in ellipsometry, the proximity of the 

fitting of the ellipsometric angles  and  and the experimental data is indicative of the 

width of the free interface. It should be helpful to improve the model used for the fit by 
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adding smoothness at the outer edge of the profile. For example, the smoothness added to a 

step profile should be described by an error function as used in the analysis of the data for 

neutron reflectivity. 

 

Figure 42: Compression of gels [20]. 

Neutron reflectivity allows the determination of the free interface width by using a box 

model with an error function-type interface. However, the technique is sensitive for films 

whose swollen thickness in water is less than 150 nm. As the size of the in-plane 

irregularities is much smaller than the coherent length of neutrons, specular neutron 

reflection cannot distinguish a diffuse film from a rough film. It is then helpful to compare 

the roughness of the surface of the hydrogel film determined by AFM and the free interface 

width deduced from neutron reflectivity.  

The characteristics extracted from AFM and neutron experiments are displayed in Table 3. 

Using AFM, films with different thickness (36 nm and 249 nm in air) were studied. The full 

width at half maximum FWHM was determined in air and in water at various temperatures. 

The sample SN36 studied by neutron reflectivity is compared here, the interface width  

being calculated with error function. The roughness and width of the interface can be 

quantitatively estimated with a simple normalization to the thickness of the layer. The ratio 

FWHM/h obtained is quite weak for the roughness. It is the same in any environment in air 

or water; it is about 0.5% for SN249 and 1.7% for SN36. In contrast, the ratio /h is much 

higher, notably in water at 25°C in the swollen state with a ratio equal to 17% whereas in air 

and in collapsed state, it is equal to 8%. The discrepancy between the ratios FWHM/h and 

/h is the proof that the smoothness of the free surface of the hydrogel is not only due to 

the roughness (in-plane irregularities) but also to the diffusion of the interface. The surface is 
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most diffuse in the swollen state. The diffuse surface might be explained by the presence of 

pendant chains at the outside edge of the film as suggested above. The peripheral chains are 

more likely to penetrate into the aqueous environment (rather than into the network, which 

is entropically unfavorable) giving rise to a more diffuse interface. 

Samples h (nm)  (nm) FWHM (nm) /h or FWHM/h 

SN36_air 36.4 3.0  8% 

SN36_25C 110.7 18.8  17% 

SN36_40C 55.5 3.5  7% 

SN36_air 36  0.8 1.6% 

SN36_25C 110  1.1 to 2.0 1.8% 

SN249_air 249  0.9 0.4% 

SN249_25C 960  4.5 0.5% 

SN249_40C 360  1.6 0.5% 
 

Table 3: Characteristics extracted from AFM and neutron experiments. 
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Introduction 

This chapter focuses on the development of multiple networks gel films with targeted 

architectures and their characterization by ellipsometry, AFM and neutron reflectivity, based 

on the former study of single-network gel films. In this chapter, the objective is to develop 

complex networks gel films based on the same strategy for single-network films using thiol-

ene chemistry. We are guided by the wide variety of architectures of macroscopic gels [1] 

and of thin films [2] to tailor innovative architectures for hydrogel thin films to achieve well-

controlled and improved properties. In this chapter, we describe three architectures issued 

from the combination of macroscopic gels and thin films: multilayers networks, 

interpenetrating networks and hybrid networks.  

Among the methods developed to make thin films, the layer-by-layer (LbL) assemblies have 

attracted numerous attentions due to their simplicity and versatility [3, 4]. The popularity of 

the LbL technique is also based on its advantage of enabling nanoscale control of the 

thickness, the structure and the composition of the films [5]. Here, we aim to develop 

surface-attached hydrogel thin films which are inspired from LbL assemblies. Besides easily 

controlled thickness, LbL-inspired hydrogel films can combine two or more desirable 

properties (like responsiveness to different stimuli) in the multilayer gel films coming from 

different composites.  

Interpenetrating networks (IPN) are gels of two polymers for which both have cross-linked 

structures but are not joined together. The properties of each network are maintained 

within the IPN. A very interesting class of IPN is double network (DN) gels developed by 

Go g’s group [6, 7]. While the DN hydrogels contain 90% of water, they show remarkable 

mechanical performances like natural cartilage with high elastic modulus, high failure 

compression and elongation strengths and high fracture energies. The transfer from IPN 

macroscopic hydrogels to nanoscale IPN gel films raises significant challenges. First, the very 

high swelling capability of polyelectrolytes in water (due to the osmotic pressure of 

counterions) cannot be used in gel films in the melt state. Second, mixing of two networks in 

the absence of a common solvent is not easy to achieve. However some relatively simple 

strategies will be applied to solve the problems. To realize the swelling of the first network, 

and then the interpenetration of the second network, we implement one procedure before 

the cross-linking of the second network to prestretch the polymer chains of the first network.  

These studies give the opportunity to tackle some fundamental problems of polymer physics 

which are here applied in confined systems (or thin films) such as the interdiffusion of chains 

in the preformed network with the reptation theory and the mixture of polymers with Flory 

theory.  
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Besides the fabrication of hydrogel films from the former-synthesized polymers using 

different synthesis methods (SN, IPN and LbL), we also introduce silica nanoparticles into the 

gel networks to develop hybrid hydrogel thin films. Especially for the hybrid gel films, how 

the introduction of silica nanoparticles modifies the general properties of the gel network is 

investigated. 

The same surface techniques used to characterize single-network film like ellipsometry, AFM 

and neutron reflectivity are employed to study the properties of these three kinds of 

multiple networks gel films, in terms of swelling behavior, topography and internal structure.  
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1. Layer-by-layer (LbL) networks gel films 

Different from the widely studied polyelectrolyte multilayers, here we employ covalent 

chemistry for multilayer fabrication by thiol-ene reaction. We expect that due to the 

formation of strong covalent bonds, stable multilayer hydrogel thin films which are 

covalently grafted to the substrate can be obtained through LbL-inspired assemblies. 

The polymer chains with ene groups synthesized in Chapter 2 are applied to realize cross-

linking of the multilayer networks and attachment to the thiol-modified substrate in the 

presence of cross-linkers, while indicating their responsive properties. Different polymers 

with responsiveness to different stimuli can be combined in one multilayer network by LbL 

deposition as different composition of each layer, if proper conditions are chosen (e.g. the 

amount of cross-linkers, the solvent for spin-coating for each layer, the cross-linking time 

and so on). We believe that in the interface of two layers, a thin interpenetrating network 

exists, including both covalent connections through cross-linkers and/or physical 

entanglements to enable the connection between the two layers.  

To make clear the structure of multilayer gel films and to understand the effect of LbL 

assembly on the properties of the gel films, we investigate the structure of multilayer gel 

films using ellipsometry, AFM and neutron reflectivity. The LbL networks gels are usually 

compared with the single-network gel films. Since the environmental parameter 

temperature is easier to control compared with light and electric field, for the study of 

properties of the multilayer gel films, we choose thermo-responsive PNIPAM chains in the 

multilayer networks as the studied object. 

1.1. Synthesis  

1.1.1. General strategy 

For the synthesis of the first layer of the LbL gel film, we follow exactly the same process as 

presented in Chapter 2. Based on thiol-ene click chemistry, the synthesis does not require 

very sophisticated chemistry (see Figure 1). The principle consists in using thiol-modified 

silicon wafers, ene-functionalized polymers, and bifunctional thiol molecules as cross-linkers, 

to obtain covalently cross-linked hydrogel networks which are covalently grafted onto the 

surface of silicon wafers. The polymers are copolymers containing monomer units with 

stimuli-responsive properties and ene-reactive groups. 

To prepare the second layer of the LbL gel film, we use the same synthesis method as for the 

first one (see Figure 2). The only difference is that the solution of the ene-functionalized 

polymer is spin-coated on the first layer instead of the thiol-modified silicon wafer. It is 
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important to choose a solvent for spin-coating the top layer that is close to a good solvent 

for the first layer as well. Selection of a poor solvent cannot yield a good wetting of the 

second layer on the first one. During the formation of the bilayer network, a thin 

interpenetrating network, which results in covalent connections through cross-linkers and/or 

physical entanglements between the two layers, should be formed to enable the connection 

between the two layers.  

 

Figure 1: Synthesis of hydrogel thin films based on thiol-ene reaction. 

Multilayer gel films are available by successive deposition of a new layer on top of the 

former layer (using a proper solvent), as what is done for the preparation of the second layer 

on the first layer. The film thickness of each layer can be easily controlled by adjusting 

polymers with different molar mass, the concentration of the solution and the final spinning 

speed in coating. Thus the thickness of the multilayer network gel film is controllable, 

ranging from nanometers to micrometers.  

 

Figure 2: Synthesis of a bilayer network gel film based on thiol-ene reaction. 

Our general strategy to prepare multilayer networks hydrogel films by LbL assembly is 

summarized as follows:  

1) the solution of an ene-functionalized polymer is deposited on the thiol-

modified silicon wafer in the presence of cross-linkers and then spin-coated; 

the cross-linking and grafting-to-surface processes are achieved 
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simultaneously by the thiol-ene reaction; 

2) the solution of another (or the same) ene-functionalized polymer is deposited 

on the former layer film in the presence of cross-linkers and then spin-coated; 

the cross-linking of the 2nd layer and connecting-to-former layer processes are 

achieved simultaneously by the thiol-ene reaction  

3) repeat step 1) and step 2) if necessary. 

As mentioned before, through the LbL deposition method, multifunctional gel films can be 

obtained, by combining various polymers with different properties in multilayer networks as 

different composition for each layer.  

1.1.2. Synthesis of multilayer PNIPAM gel films 

Here we take the thermo-responsive multilayer hydrogel films made from poly(AA-co-

NIPAM) as an example to show the details of LbL assembly. 

Synthesis of the 1
st

 layer and the other layers 

Poly(AA-co-NIPAM) is dissolved in the mixture of butanol and methanol (V/V = 1/1) at a certain 

concentration, the solution stirred for one night to help dissolution. Then the cross-linker 

dithioerythritol (DTE), of an access with respect to a certain ratio (typically 30 times) of the ene 

groups in the polymer chains, is added into the solution. When the cross-linker is totally solubilized, 

the solution is spin-coated on the silicon wafer at 3000 rpm for 30 s. After spin-coating, the wafer is 

immediately put into the oven at 120°C. The cross-linking process is allowed to proceed in vacuum at 

120°C for one night. Afterwards the silicon wafer is taken out of the oven and cools down naturally. It 

is rinsed in methanol using ultrasonic bath for 1 minute to remove the unreacted polymers and then 

dried with N2 flow. The thickness of the obtained film is measured by ellipsometry. In addition, the 

thickness of the film after cross-linking before rinsed is also measured to control the final thickness. 

This provided a PNIPAM cross-linked network, which is used as a solid substrate for coating the 

second layer. 

To prepare the 2nd layer, 3rd layer, …, the fa ri atio  is al ost the sa e as that of the 1st layer, the 

solution of the polymer and the cross-linker being spin-coated on top of the former layer gel film. 

The samples can be stored at room temperature for later use. 

In Table 1, we list out some of the multilayer PNIPAM gel films and their compositions. 

 

Table 1: Formulation of multilayer PNIPAM gel films. 

Name of 

samples

Mw of polymer

(Kg/mol)

Concentration of 

polymer (wt%)
Thickness of 1st 

layer in air (nm)

Number of layer: 

Thickness in air (nm)

LbL_128 400 1.0% 65 2 layers: 128

LbL_219 400 0.3% 15 17 layers: 219

LbL_456 400 2.5% 230 2 layers: 456

LbL_541 400 1.0% 65 9 layers: 541

LbL_668 400 2.5% 230 3 layers: 668
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The samples in Table 1 are all made from the same copolymer P(AA-co-NIPAM) with Mw = 

400 Kg/mol. For one sample, each layer is prepared with polymer solution of the same 

concentration. We can see that multilayer gel films are available by LbL assembly, no matter 

that the deposition starts from very thin film (15 nm) or relatively much thicker film (230 

nm). Till now, we realize maximum 17 layers assembly. The principle is as simple as for 

alternated polylectrolyte multilayers in layer-by-layer assemblies. One can deposit as many 

layers as he wants.  

 

Figure 3: Linear increase of film thickness in air with the number of layers for multilayer gel 

films. ha(1st) is the thickness of the 1st layer in air. 

The linear increase of film thickness in air with the number of deposited layers is 

demonstrated in Figure 3, up to 17 layers (ha = 219 nm) for ha(1
st) = 15 nm and 9 layers (ha = 

541 nm) for ha(1
st) = 65 nm. The figure shows that the thickness of a multilayer gel film in air 

is linear to the number of layers. 

1.1.3. Synthesis of bilayer PNIPAM gel films for neutron experiments 

Multilayer gel films which have isotopic contrast are required to determine their internal 

structures in air (dry state) and also in liquid (swollen state) by neutron reflectivity. Thus 

multilayer hydrogel films of deuterated poly(acrylic acid) (PAA-d) gels and protonated 

poly(N-isopropylacrylamide) (PNIPAM-h) gels are synthesized, poly(acrylic acid) being used 

here for its unresponsiveness to temperature. For the study in liquid, PAA-d gel can be 

contrast-matched with D2O/H2O mixture, leaving only PNIPAM gel visible. 



Chapter 4: Development of new hydrogel films with complex architectures 

125 
 

Only bilayer gel films containing PAA-d gel as the first layer and PNIPAM-h gel as the second 

layer are prepared for simplicity of interpretation. The bilayer gel films are chosen to study 

the effect of one-side confinement (from PAA-d network) on the swelling and collapse phase 

transition of PNIPAM-h network. 

The fabrication process of the bilayers is similar to that of pure PNIPAM multilayer gel films, 

with the only difference that we use deuterated poly(acrylic acid) (PAA-d) to prepare the 

first layer. The solvent for spin-coating PAA-d chains as the first layer is a blend of methanol 

and formic acid with the ratio V/V = 7/3. 

In Table 2, we list out all the bilayer hydrogel films for neutron experiments. Very thin 

bilayer films made from PAA-d chains and PNIPAM-h chains with various thicknesses in air 

are available. However, the uncertainty of thickness shows up when preparing gel films with 

low polymer concentration. 

 

Table 2: Formulation of bilayer (BL) hydrogel films for neutron experiments. The number in 

the name is the value of the thickness (in air) of PNIPAM network in the bilayer films.  

1.2. Structure of multilayer PNIPAM gel films in water 

In order to explore properties of multilayer gel films developed through LbL assembly, AFM, 

ellipsometry and neutron reflectivity are employed to study their free surface topography, 

swelling behavior and density profile. Since PNIPAM hydrogel is interesting for its thermo-

responsive properties and temperature is easier to control as an external stimulus, here we 

choose networks made of PNIPAM chains in the multilayer gel films as the studied object. 

1.2.1. Topography  

AFM can provide information on the topography and roughness of the free surface of the gel 

Name of
samples

Number of
layers

Polymer
Mw of polymer

(Kg/mol)
Concentration of

polymer (wt%)
Thickness in

air (nm)
Solvent for

spin-coating

1st PAA Deuterated 92 0.18% 12.5
Methanol+Formic acid

V/V=7/3

2nd P(AA-co-NIPAM) 66 0.50% 4.2
Butanol+Methanol

V/V=1/1

1st PAA Deuterated 92 0.18% 12.4
Methanol+Formic acid

V/V=7/3

2nd P(AA-co-NIPAM) 66 1.50% 6.5
Butanol+Methanol

V/V=1/1

1st PAA Deuterated 92 0.18% 9.2
Methanol+Formic acid

V/V=7/3

2nd P(AA-co-NIPAM) 681 0.20% 9.5
Butanol+Methanol

V/V=1/1

1st PAA Deuterated 92 0.20% 7.9
Methanol+Formic acid

V/V=7/3

2nd P(AA-co-NIPAM) 66 0.20% 10.0
Butanol+Methanol

V/V=1/1

1st PAA Deuterated 92 0.40% 17.7
Methanol+Formic acid

V/V=7/3

2nd P(AA-co-NIPAM) 66 0.50% 25.9
Butanol+Methanol

V/V=1/1

BL4

BL7

BL9

BL10

BL26
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films. All the AFM images displayed below are height images as for the characterization of 

single-network films. Along with each AFM height image, we also show the height histogram 

of the image at the top, and the cross-sectional plot of the image along the diagonal 

direction (called X) at the bottom, in which Z refers to the direction of the height. 

Here we choose sample LbL_219 in Table 1 to perform AFM investigation. Sample LbL_219 

has the total thickness of 219 nm in air with 17 layers deposition. 

  

 

 

   

(a) in air (b) in water at 25°C 
 

Figure 4: AFM image of LbL_219 in air (a) and in water at 25°C (b), with  thickness in air ha = 

219 nm. 

Peak Force QNM mode is used to characterize the free surface topography of multilayer gel 

films. AFM images of LbL_219 in air and in water at 25°C are presented in Figure 4. The small 

roughness (a few nanometers) in comparison with the thickness of the film (219 nm in air) 

implies the formation of uniform and continuous patterns on the multilayers hydrogel film. 

As obtained with single-network films, the LbL hydrogel film is rather flat with uniform 

patterns. The seemly continuous patterns observed in air and in water by AFM indicate that 

there is no effect of the constraints of the surface-attachment on the lateral swelling. 
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1.2.2. Swelling behavior 

Swelling behavior of multilayers PNIPAM gel films in water at 25°C (swollen state) and 40°C 

(collapsed state) is determined by ellipsometry. Two samples LbL_219 (thickness of the first 

layer is 15 nm) and LbL_541 (thickness of the first layer is 65 nm) in Table 1 are used for the 

study. In addition, to make a comparison with single network gel films, the samples SN12, 

SN248, SN65 and SN421 (see Chapter 2) are also investigated together. Results are shown in 

Table 3. 

As for each sample, all the layers are made from the same polymer, when we treat the 

experimental data of multilayers films obtained from ellipsometry, we suppose the 

multilayers network as a single network. Also, it is taken into account that the refractive 

index of water is temperature independent. 

 
(1) Since the film is too thin for the measurements in water by ellipsometry, the results are from 
neutron reflectivity experiments.  
(2) The film is too thick for the measurements in water by neutron reflectivity. It is at the limit of 
detection (thin layers) for the measurements in water by ellipsometry, mainly due to the width of the 
interface. 

Table 3: Swelling behavior of multilayer PNIPAM gel films is compared with single-network 

gel films. The samples are characterized by ellipsometry. 

The swollen thickness and swelling ratio of each sample when immersed in water at 25°C 

and 40°C are displayed in Table 3. Overall, the swelling ratio of multilayer gel films in water 

is the same or less when compared with single-network gel films, keeping the responsive 

properties to temperature. Take the sample LbL_541 as an example, it swells with a ratio of 

3.0 in water at 25°C, less than 3.4 for SN65 and 4.0 for SN421. These results may be 

indicative of the formation of thin interpenetrating networks between every two layers, 

which could restrain partly the swelling of multilayer gel films, resulting in a relatively 

smaller swelling ratio. On the other hand, the swelling ratio found in collapsed state at 40°C 

is around 1.5, which is the same value for single-network films. The presence of the 

hypothetical thin connecting networks between two adjacent layers predictably has no 

effect on the collapse of PNIPAM networks. The amplitude of the collapse of PNIPAM gel 

films is independent of the architecture and the thickness of the gel films. On the basis of 

in water at 40°C in water at 25°C in water at 40°C in water at 25°C

SN12(1) 12 18 36 1.5 3.0

LbL_219 219 335 650 1.5 3.0

SN248 248 380 1020 1.5 4.1

SN65(2) 65 100 221 1.5 3.4

LbL_541 541 770 1630 1.4 3.0

SN421 421 685 1695 1.6 4.0

Name of

samples

Thickness in air

ha (nm)

Swollen thickness hw (nm) Swelling ratio r = hw/ha



Chapter 4: Development of new hydrogel films with complex architectures 

128 
 

these observations, it is clear that multilayer PNIPAM gel films prepared by layer-by-layer 

assembly retain the same temperature sensitive behavior but exhibit a smaller swelling ratio, 

comparing to single-network gel films. 

1.2.3. Characterization by neutron reflectivity 

Neutron reflectivity technique is well suited for the characterization of multilayer gel films, 

as they allow the determination of the internal structures of multilayer gel films owing to the 

use of isotopic contrast.  

In order to investigate the swelling behavior of PNIPAM network within the multilayer gel 

films, we apply the contrast matching procedure using a suitable ratio D2O/H2O to adjust the 

neutron contrast of the solvent to PAA_D network. As PAA-d contains precisely 95% of 

deuterium and 5% of proton (see 1H NMR spectrum in chapter 2) and is considered to be 100% 

ionized in the experimental conditions (pH = 9), the values of Nb obtained by calculation are: 

5.56 10-6 Å-2 for dry PAA-d (without any water) and 4.95 10-6 Å-2 for PAA-d in air (with 10% of 

water) assuming that the density for poly(sodium acrylate) as 1.6 g cm-3. Taking into account 

the scattering length densities of H2O (ρH20 = -0.55.10-6 Å-2), and D2O (ρD20 = 6.34.10-6 Å-2), the 

contrast matching of PAA-d network can be achieved with the following volume ratio: 

D2O/H2O = 0.88/0.12. In these conditions only PNIPAM network is visible due to the 

contrast-matching by the solvent blend. In addition, the pH of the mixed solvent D2O/H2O is 

adjusted to 9.4 (pD = 9.4 corresponds to pH = 9), so that PAA is ionized to avoid from the 

hydrogen bond interaction between PAA and PNIPAM. 

The objective is to determine the proximity of PNIPAM network from the silicon substrate. It 

is a definitive proof of the formation of either multilayer networks or interpenetrating 

networks. In addition, the multilayer gel films are investigated in water below and above the 

LCST of PNIPAM. We determine then the effect of the confinement on the swelling and 

collapse of the PNIPAM network in multilayer gel films.  

The results are shown later in part 4 of this chapter where films of bilayers and 

interpenetrating networks are compared. 

2. Interpenetrating networks (IPN) gel films 

Similar to the synthesis of LbL networks gel films, we prepare interpenetrating networks gel 

films guided by the successful strategy of synthesis for single-network gel films with thiol-

ene reaction. We expect that the formation of strong covalent cross-links and eventually 

physical entanglements inside the networks, stable IPN hydrogel thin films which are 

covalently grafted to the substrate can be obtained. 
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The polymer chains with ene groups synthesized in Chapter 2 are applied to realize cross-

linking of the IPN gel films and attachment to the thiol-modified substrate in the presence of 

cross-linkers, while indicating their responsive properties. Different polymers with 

responsiveness to different stimuli can be used in preparing IPN gel films as different 

composition of each network, if proper conditions are chosen (in particular the solvent for 

spin-coating for each network and the cross-linking reaction).  

To make clear the structure of IPN gel films and to understand their properties, we 

investigate the IPN gel films using ellipsometry, AFM and neutron reflectivity, and then 

compare the results with that from single-network gel films and multilayers gel films. The 

ellipsometry measures in air cannot distinguish the architecture of multilayers or 

interpenetrating networks because it is sensitive to the whole amount of polymer. On the 

other hand, the measures in water which provide the swelling behavior should be helpful to 

discern each of the two architectures. Neutron reflectivity measures both in air and in water 

should definitely differentiate multilayers or interpenetrating networks since it allows the 

determination of the internal structure of each network owing to the isotopic contrast. 

2.1. Synthesis  

2.1.1. General strategy 

As known, an interpenetrating network consists of two or more polymer networks, at least 

one of which is polymerized and/or cross-linked in the immediate presence of the other [8]. 

As a basis, interpenetrating networks composed of two interpenetrated polymer networks 

are emphasized in our study. 

For the synthesis of the first network gel films, we follow exactly the same process as that of 

the first layer for multilayers gel films by LbL assembly. However, afterwards the preparation 

of IPN is different from multilayers assembly as shown in Figure 5. After the coating of the 

polymer chains on the first network in the presence of cross-linkers, one more step is carried 

out before cross-linking, in order to facilitate the interpenetration of the polymer chains into 

the first network. The whole system is kept in a sealed container which is filled with 

saturated vapor of a good solvent for the first network for 24 h. This step aims to swell the 

first network by prestretching the polymer chains of the first network, and thus help the 

interpenetration of the polymer chains of the second network into the first network. When 

the interpenetration process is finished, cross-linking of the second network is realized, 

resulting in interpenetrating networks composed of two polymer networks. It is important to 

note that short polymer chains (polymer with smaller Mw) are preferred to prepare the 

second network as they enable to more diffuse in the first network than long polymer chains. 

Actually, the relaxation time is proportional to the cube of the molecular weight of chains 
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assuming the reptation theory. For the synthesis of LbL-inspired gel films, there is no 

preference because the second layer is supposed to be simply stacked on the first one. 

 

Figure 5: Comparison between synthesis of bilayers and interpenetrating networks. 

The essence lies in the selection of a good solvent for the interpenetration, as a poor solvent 

cannot yield in interpenetration between the two networks, thus, in IPN formation. Here a 

good  solve t refers to a solve t i  hi h the pol er hai s of the first network can 

solubilize well to realize the swelling of the first network, and meanwhile who has a low 

boiling point to ensure that the system is surrounded by saturated vapor during the process 

of interpenetration.  

The film thickness of each network can be easily controlled by adjusting polymers with 

different molar mass, the concentration of the solution and the final spinning speed in 

coating. Thus the thickness of the IPN gel film is controllable, ranging from nanometers to 

micrometers.  

Our general strategy to prepare IPN hydrogel films composed of two polymer networks is 

summarized as follows:  

1) the solution of an ene-functionalized polymer is deposited on the thiol-

modified silicon wafer in the presence of cross-linkers and then spin-coated; 

the cross-linking and grafting-to-surface processes are achieved 

simultaneously by the thiol-ene reaction under certain conditions; 

2) the solution of another (or the same) ene-functionalized polymer is deposited 

on the first network film in the presence of cross-linkers and then spin-coated; 

the whole system is kept in a sealed container for a given reaction time (24 h 
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is tried here), the container being filled with saturated vapor of a good 

solvent for the first network; 

3) the sample is afterwards put in oven at 120°C to activate the cross-linking of 

the second network; the cross-linking of the 2nd network and connecting-to-

the 1st network processes are simultaneously achieved by the thiol-ene 

reaction. 

2.1.2. Synthesis of PNIPAM IPN gel films 

Here we take the thermo-responsive PNIPAM IPN hydrogel films as an example to show the 

details of fabrication of IPN gel films. 

Synthesis of the 1
st

 network: 

The synthesis of the 1st network is exactly the same as that of the 1st layer for single-network 

and LbL-inspired gel films. This provided a film of PNIPAM network, which is used as a 

substrate for coating the second layer. 

Synthesis of the 2
nd

 network: 

The synthesis of the 2nd network is similar to that of the 1st network. The only difference is 

that after spin-coated before put in oven, the wafer is kept in a sealed container which is 

filled with saturated vapor of a good solvent for the first network for 24 h to fulfill the 

interpenetration process. The gel films are then stored at room temperature for later use. 

In Table 4, we list out some of the PNIPAM IPN gel films prepared and their compositions. 

 

Table 4: Formulation of PNIPAM IPN gel films. 

From Table 4, we can see that PNIPAM IPN gel films made from copolymers of different 

molar mass or at different polymer concentrations are available. To prepare PNIPAM IPN gel 

films, a blend of butanol and methanol (V/V = 1/1) is a proper solvent for the 

interpenetration process. Samples IPN_109 and IPN_139 have comparable thickness of 

single-network networks and the difference is the chain length of the second network, 

IPN_109 being preparing with shorter chains. For samples IPN_139 and IPN_417, the total 

Name of 

samples

Number of

networks

Mw of polymer

(Kg/mol)

Concentration of 

polymer (wt%)
Thickness of 1st 

network in air (nm)

Total thickness 

in air (nm)

Solvent for

interpenetration

1st 400 1.0%

2nd 66 1.0%

1st 400 1.0%

2nd 400 1.0%

1st 400 3.0%

2nd 400 3.0%
IPN_417 223 417

butanol+methanol

(V/V = 1/1)

IPN_109 64 109
butanol+methanol

(V/V = 1/1)

IPN_139 69 139
butanol+methanol

(V/V = 1/1)
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thickness and the thickness of the two networks are different since they are prepared with 

polymer solution of different concentrations. The comparison between these samples 

should give an indication of the interdiffusion of the two networks depending on the chain 

length and the thickness of the first network (for a same relaxation time). If the networks 

choosen here consist of only PNIPAM polymer, it should be interesting to extend the study 

to different kinds of polymer. It is opportunely investigated with poly(acrylic acid) instead of 

PNIPAM, as described in the following. 

2.1.3. Synthesis of IPN films for neutron reflectivity experiments 

IPN gel films composed of two networks which have isotopic contrast are required to 

determine their internal structure in air and also in water by neutron reflectivity. Thus 

interpenetrating networks films of deuterated poly(acrylic acid) (PAA-d) and protonated 

poly(N-isopropylacrylamide) (PNIPAM-h) gels are synthesized, poly(acrylic acid) being used 

here for its unresponsiveness to temperature. For the study in water, PAA-d network can be 

contrast-matched with D2O/H2O mixture, leaving only PNIPAM-h network visible. 

Interpenetrating networks films are prepared with PAA-d network as the first network and 

PNIPAM-h network as the second network. These IPN gel films are chosen to make a 

comparison with bilayers gel films studied by neutron reflectivity. The fabrication process of 

these IPN films is similar to that of IPN films made of only PNIPAM networks, with the only 

difference that we use deuterated poly(acrylic acid) (PAA-d) to prepare the first network. 

The solvent for spin-coating PAA-d chains is a blend of methanol and formic acid with the 

ratio V/V = 7/3. And THF is chosen as the solvent for the interpenetration process of PNIPAM 

chains into PAA-d network since it is a good solvent for both PAA and PNIPAM polymers and 

has a very low boiling point. 

In Table 5, we list out all the IPN hydrogel films for neutron experiments. 

 

Table 5: Formulation of IPN hydrogel films for neutron experiments. The number in the name 

is the value of the thickness of PNIPAM gel (in air) in the IPN films. 

Name of
samples

Number of
networks

Polymer
Mw of polymer

(Kg/mol)
Concentration of

polymer (wt%)
Thickness

in air  (nm)
Solvent for

spin-coating
Solvent for

interpenetration

1st PAA Deuterated 92 0.18% 10.1
Methanol+Formic acid

V/V=7/3

2nd P(AA-co-NIPAM) 66 0.17% 4.6
Butanol+Methanol

V/V=1/1

1st PAA Deuterated 92 0.20% 7.6
Methanol+Formic acid

V/V=7/3

2nd P(AA-co-NIPAM) 66 0.20% 11.1
Butanol+Methanol

V/V=1/1

1st PAA Deuterated 92 0.18% 11.4
Methanol+Formic acid

V/V=7/3

2nd P(AA-co-NIPAM) 66 0.20% 13.6
Butanol+Methanol

V/V=1/1

1st PAA Deuterated 92 0.40% 16.0
Methanol+Formic acid

V/V=7/3

2nd P(AA-co-NIPAM) 66 0.50% 30.5
Butanol+Methanol

V/V=1/1

IPN31 THF

IPN5 THF

IPN11 THF

IPN14 THF
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From Table 5, we can see that very thin IPN films made from PAA-d chains and PNIPAM-h 

chains with various thicknesses in air are available. However, the uncertainty of thickness 

shows up when preparing gel films with low polymer concentration as already informed for 

the bilayer films. 

2.2. Structure of the PNIPAM IPN gel films in water 

2.2.1. Topography  

We choose sample IPN_417 in Table 4 to perform AFM investigation. Sample IPN_417 has 

the total thickness of 417 nm in air. Peak Force QNM mode is used to characterize the free 

surface topography of IPN gel films. 

AFM images of IPN_417 in air and in water are presented in Figure 6. The small roughness in 

air implies formation of a uniform and continuous pattern on the IPN film. When immersed 

in water, the roughness of the free surface increases. But it decreases with the growth of 

temperature. The FWHM found is the comparable to the values obtained with single-

network films and LbL-inspired films. The LbL-inspired films and the IPN films are as little 

rough as the single-network films. 

   

   

   
(a) in air (b) in water at 30°C (c) in water at 35°C 

 

Figure 6: AFM images of IPN_417 in air (a), in water at 30°C (b) and 35°C (c), with  thickness 

in air ha = 417 nm.  
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2.2.2. Swelling behavior 

Swelling behavior of IPN films made of PNIPAM chains in water at 25°C (swollen state) and 

40°C (collapsed state) is characterized by ellipsometry. The sample IPN_139 in Table 4 is 

used for the study. In addition, to make a comparison with bilayers and single-network films, 

the bilayers gel film LbL_128 in Table 1 and the single-network film SN149 (see Chapter 2) 

are also investigated together. Note that the three samples have comparable thickness in air. 

Results are shown in Table 6. 

As for the bilayer gel film, both of the two layers are made from the same polymer, when we 

treat the experimental data obtained from ellipsometry, we suppose the bilayers network as 

a single network, which is the same situation for the IPN film. Also, it is taken into account 

that the refractive index of water is temperature independent. 

 

Table 6: Swelling behavior of an IPN film is compared with a bilayers gel film and a single 

network film. The film is characterized by ellipsometry. 

The swollen thickness and swelling ratio of each sample when immersed in water at 25°C 

and 40°C are displayed in Table 6 respectively. Comparing with the single-network film, the 

bilayers gel film swells less, with a swelling ratio of 3.1 (against 4.1) in water at 25°C, which is 

consistent with the results shown in Table 3. The swelling of the IPN film is much less, with a 

swelling ratio of 2.5 compared to 4.1 for the SN film. 

Multilayers gel films are supposed to be the combination of many single network films 

simply by stacking one onto the other, but thin interpenetrating networks may exist 

between every two layers, which could restrain partly the swelling of multilayer gel films, 

resulting in a relatively smaller swelling ratio. Different from that, during the fabrication of 

IPN gel films, interpenetration process between the two networks is targeted, making the 

two networks go into each other and then connected by covalent bonds and eventually 

physical entanglements. The strong connection between the two networks restricts the 

swelling of the IPN film strongly leading to a smaller swelling ratio. For the two symmetric 

networks with same cross-linking density and the same amount of polymer (or same 

thickness in air), the complete interpenetration of the two networks is expected to restrict 

the swelling of the films to half such as the double of the cross-linking density. The swelling 

ratio of 2.5 of the IPN film studied (instead of the value of 2 expected for an ideal 

interpenetrating networks film) suggests that the two networks are not completely 

in water at 40°C in water at 25°C in water at 40°C in water at 25°C

SN149 149 240 615 1.6 4.1

IPN_139 139 195 350 1.4 2.5

LbL_128 128 190 400 1.5 3.1

Samples
Thickness in air

ha (nm)

Swollen thickness hw (nm) Swelling ratio r = hw/ha
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interdiffused and that only partial interpenetration occurs. 

However, the difference in swelling ratio between the IPN film and the bilayers gel film (2.5 

and 3.1) happens to confirm our relative success in building these two different systems. If 

the IPN and bilayers are not ideal interpenetrating networks and stacked layers, the swelling 

behavior shows that in the IPN film, the two networks are more interdiffused than in bilayers 

films. This observation has to be confirmed by neutron reflectivity which allows the 

determination of the internal structure of the layers owing to the isotopic contrast. 

3. Hybrid gel films 

Hydrid hydrogel films containing silica particles and polymer networks are developed. The 

hybrid gel films are expected to have their mechanical properties improved similarly to 

macroscopic hybrid hydrogels [9] due to the presence of solid (silica) particles and because 

physical interactions between silica particles and polymer chains inside hybrid gels exist. The 

synthesis of surface-attached silica-polymer hybrid networks follows the same strategy as 

used for single network gel films. The polymer chains with ene groups synthesized in Chapter 

2 are applied to realize cross-linking of the hybrid gel films and attachment to the thiol-

modified substrate in the presence of cross-linkers, while indicating their responsive 

properties.  

To make clear the structure of hybrid gel films and to understand their properties, we 

investigate silica-polymer hybrid gel films using ellipsometry and AFM and then compare the 

results with that from single network gel films. Since as an environmental parameter 

temperature is easier to control compared with light and electric field, for the study of 

properties of hybrid gel films, we choose thermo-responsive PNIPAM chains as the polymer 

composition of hybrid gels. The dispersion of silica particles is observed by AFM and the 

swelling behavior of PNIPAM network in silica-PNIPAM hybrid gel films is characterized by 

ellipsometry. We will show that silica nanoparticles are mechanically trapped inside the 

polymer matrix, even during swelling experiments. Also, the impact of silica nanoparticles on 

the swelling behavior of hybrid hydrogels will be discussed. 

3.1. Synthesis  

3.1.1. General strategy 

Hybrid hydrogel films are prepared by cross-linking polymer chains in the presence of silica 

nanoparticles dispersed inside. Before presenting the synthesis procedure of hybrid hydrogel 

films, a special attention will be given to the inorganic material – silica nanoparticles that 

have not been introduced before. 
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One silica suspension named Ludox-TM50 from Dupont is used for the study. The Ludox 

suspensions are known to be weakly polydisperse and easily available with several sizes. The 

main characteristics of Ludox-TM50, characterized at 25°C, are the following:  

•  o e tratio :  t% i  ater;  
•  pH = 9;  
•  o ductivity: 4.9 mS/cm;  

•  ature of the sta ilizi g ou ter io s: Na+.  

Ludox-TM50 is initially dialyzed in pure water during two weeks in order to remove the 

counter ions and purify the suspension. After dialysis, a stable suspension is obtained, with 

the silica concentration around 20 wt% and the conductivity nearly 0 mS/cm. 

The size of silica nanoparticles in Ludox-TM50 is characterized by different techniques such 

as dynamic light scattering, small angle neutron scattering and scanning electron microscopy 

[10]. It is observed that the silica particles present a spherical shape with a mean radius 

around 15 nm. This indication will be useful for the following characterizations.  

The synthesis of silica-polymer hybrid hydrogel films is very similar to that of single network 

gel films, except that silica nanoparticles are introduced into the polymer solution before 

spin-coating (see Figure 7). The principle consists in coating on the thiol-modified silicon 

wafers a mixed solution with ene-functionalized polymers, silica suspension and bifunctional 

thiol molecules as cross-linkers. The polymers are copolymers containing ene-reactive 

groups and monomer units with stimuli-responsive properties synthesized in Chapter 2. As 

for the films of single-network, LbL-inspired network and interpenetrating networks, the 

thiol-ene reaction allows the covalent cross-linking of polymers networks which are also 

covalently grafted onto the surface of silicon wafers, the hybrid hydrogel networks being 

obtained with silica particles trapped inside.  

 

Figure 7: Synthesis of silica-polymer hybrid gel thin films. 
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Typically, the thickness of the silica-polymer hybrid hydrogel thin film can be easily 

controlled by adjusting polymers with different molar mass, the polymer concentration, the 

concentration of silica particles, and the final spinning speed in coating, ranging from 

nanometers to micrometers. 

Our general strategy to prepare hybrid hydrogel films is presented as follows:  

1) the ene-functionalized copolymer is dissolved in a proper solvent stirring for 

one night and then the dialyzed Ludox-TM50 suspension is introduced into 

the solution stirring for about 3 hours; 

2) the mixed solution is deposited on the thiol-modified silicon wafer in the 

presence of cross-linkers and then spin-coated; 

3) cross-linking and grafting-to-surface processes are achieved simultaneously 

by the thiol-ene reaction. 

3.1.2. Synthesis of silica-PNIPAM hybrid gel films 

Here we take the thermo-responsive silica-PNIPAM hybrid hydrogel films as an example to 

show the details of fabrication of silica-polymer hybrid gel films. 

Firstly poly(AA-co-NIPAM) is dissolved in the mixture of methanol and pure water at a certain 

concentration, the solution stirred for one night to help dissolution. Then the dialyzed Ludox-TM50 

suspension is introduced into the solution, whose amount is decided by the ratio between polymer 

chains and silica particles, meanwhile with respect to the ratio between methanol and water as V/V = 

4/1 in the solution. After the solution stirred for about 3 hours, the cross-linker dithioerythritol (DTE), 

of an access with respect to a certain ratio of the ene groups in the polymer chains, is added into the 

solution. The mixture is then spin-coated on the silicon wafer at 3000 rpm for 30 s. After spin-coating, 

the wafer is immediately put under vacuum at 120°C for one night. Afterwards the silicon wafer is 

taken out of the oven and cools down naturally. It is rinsed in methanol using ultrasonic bath for 1 

minute to remove the unreacted polymers and then dried with N2 flow. The thickness of the obtained 

film is measured by ellipsometry.  

In Table 7, we list out some of the silica-PNIPAM hybrid gel films synthesized with their 

characteristics. 

As shown in Table 7, the nomenclature used in this study is: M  of pol er _P _“ , hile x 

stands for the concentration of polymer in the solution by weight, and y stands for the 

volume fraction of silica particles in the film in air. All the samples listed above have been 

put in water at room temperature for at least 1 day and then the thicknesses are measured 

 ellipso etr , to test hether there’s deta h e t of the sili a a oparti les fro  the gel 
films in swollen state. Results indicate that stable silica-PNIPAM hybrid gel films made from 

polymers with different molar mass at various concentrations are available. Reasonably, the 
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addition of silica particles increases the thickness of the gel film in air. We also vary the silica 

nanoparticles content in the gel film to tune its architecture: from pure polymer network to 

hybrid gel. These samples are stored at room temperature for later use. 

 
*10% of water (by volume) in the film in air is taken into account. ρSilica = 2.3 g/cm3; ρPolymer = 

1 g/cm3. 

Table 7: Formulation of silica-PNIPAM hybrid gel films. The o e lature is: M  of 
poly er _P _“y, hile x stands for the concentration of polymer in the solution by weight 

(%), and y stands for the volume fraction of silica particles in the film in air (%). 

In Figure 8, we display the curve of thickness of silica-PNIPAM hybrid gel film in air as a 

function of the volume fraction of silica particles, using the samples from Table 7. The 

molecular weight (66 kg/mol) and the concentration of polymer in the solution for spin-

coating (5%) are kept constant. The curve shows that the thickness in air rises along with the 

increase of the content of silica particles. We can observe that the curve is composed of two 

linear parts with the cross-over volume fraction at around 4%. When the volume fraction of 

silica particles is less than this cross-over concentration, the slope of the line is bigger than 

that when the volume fraction is more, which means that the effect of silica particles 

content on the thickness of the hybrid gel film in air is stronger when there are relatively less 

silica particles.  

Name of samples
Mw of polymer

(Kg/mol)

Concentration of 

polymer (wt%)

Silica/Polymer

(w/w)

Volume fraction

of silica particles*

Thickness in 

air (nm)

66K_P1_S0 0 0 70
66K_P1_S61.7 5/1 61.7% 198

66K_P2_S0 0 0 90

66K_P2_S41.9 2/1 41.9% 277

66K_P2_S61.7 5/1 61.7% 420

66K_P5_S0 0 0 200

66K_P5_S0.39 1/100 0.39% 230
66K_P5_S0.77 1/50 0.77% 251

66K_P5_S1.8 1/20 1.8% 293

66K_P5_S3.6 1/10 3.6% 340
66K_P5_S7.2 1/5 7.2% 352

66K_P5_S16.2 1/2 16.2% 400

66K_P5_S27 1/1 27,0% 455

681K_P1_S0 0 0 80

681K_P1_S61.7 5/1 61.7% 237

681K_P2_S0 0 0 170

681K_P2_S0.77 1/50 0.77% 178

681K_P2_S1.8 1/20 1.8% 201

66

1.0%

2.0%

5.0%

1.0%

681

2.0%
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Figure 8: Thickness of silica-PNIPAM hybrid gel film in air as a function of the volume fraction 

of silica particles. Mw of P(AA-co-NIPAM): 66Kg/mol; concentration of polymer by weight: 

5.0%. 

3.2. Structure of silica-PNIPAM hybrid gel films in water 

3.2.1. Topography of the free surface 

AFM can provide information on the topography and roughness of the free surface of the 

hybrid gel films with qualitative information on the dispersion of silica nanoparticles at the 

free surface of the hybrid gel films. 

Firstly the silica-PNIPAM hybrid gel films are studied in dry state (in air at room temperature) 

to determine the amount of silica nanoparticles on the surface and their distribution. Then 

measurements in water at room temperature are carried out, using the temperature-

controllable cell as presented in Chapter 3. The measurements are not easy due to the big 

difference in hardness between silica particles and the swollen polymer network. Finally, the 

effect of temperature on the morphology of the hybrid gel films in water is also investigated. 

All the samples used for AFM study are from Table 7. 

In dry state 

All the AFM measurements in dry state are carried out in tapping mode with a standard 

tapping cantilever of resonance frequency equal to 300 Hz and stiffness 40 N/m. 
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The results are displayed using height images together with the corresponding phase images. 

Along with the height images, we also show the height histogram of the image at the top. So 

in each figure, the first and the second rows are the height histogram(s) and height image(s) 

respectively, and the third row is the phase image(s). In addition, the value of full width at 

half maximum (FWHM) of the histogram curve is also indicated in the height histogram. 

The silica-PNIPAM hybrid gel film 66K_P1_S61.7 is firstly studied in dry state, with results 

shown in Figure 9.  

        

 

 

Figure 9: AFM tapping images of a silica-PNIPAM hybrid gel film 66K_P1_S61.7 in dry state. 

In the height and phase images presented in Figure 9, silica nanoparticles with a radius equal 

to about 30 nm can be clearly observed on the surface of the hybrid gel film. Actually, due to 

their high volume fraction (up to 61.7%) in the hybrid gel film, silica nanoparticles distribute 

on the surface in very high density, with almost no polymer network showing up. Moreover, 

compared with the single network PNIPAM gel films studied in Chapter 3, the addition of 

silica particles in the polymer network makes its surface become rougher, with FWHM of the 

height histogram greatly increased from about 0.6 nm to 9 nm. 

The same experiments are carried out on silica-PNIPAM hybrid gel films with different 

contents of silica nanoparticles, varying between 0.77% and 61.7%. The results are displayed 

in Figure 10. 

31.2 nm 
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(a) 66K_P2_S41.9 (b) 66K_P5_S3.6 

 

    

  

  

(c) 681K_P2_S1.8 (d) 681K_P2_S0.77 
 

Figure 10: AFM tapping images of silica-PNIPAM hybrid gel films with different silica 

nanoparticles contents in dry state. 
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From the height and phase images shown in Figure 10, we can easily find out that the 

density of silica particles on the surface decreases with the decrease of their volume fraction 

in the hybrid gel film, which is quite reasonable. And generally, the surface becomes 

smoother when there are less silica particles, with a smaller FWHM of the height histogram.  

In water at 25°C 

All the AFM measurements in water are carried out in QNM mode. 

The results are displayed using height images together with the corresponding DMT 

Modulus images. It has to be pointed out that the modulus obtained from AFM experiments 

is not absolute value, while we just use it to make a comparison between silica particles and 

the polymer network. Along with the height images, we also show the height histogram of 

the image at the top. So in each figure, the first and the second rows are the height 

histogram(s) and height image(s) respectively, and the third row is the DMT Modulus 

image(s). In addition, the value of full width at half maximum (FWHM) of the histogram 

curve is also indicated in the height histogram. 

The silica-PNIPAM hybrid gel film 681K_P2_S1.8 is firstly studied in water at 25°C, with 

results shown in Figure 11, comparing with a single network PNIPAM gel film.  

  

 
 

  

(a) SN249, k = 0.7 N/m (b) 681K_P2_S1.8, k = 0.1 N/m 
 

Figure 11: AFM QNM images of a single network PNIPAM gel film (a) S2_629K_249nm 

(Chapter 3) and a silica-PNIPAM hybrid gel films (b) 681K_P2_S1.8 in water at 25°C. 
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When immersed in water at 25°C, both of the two gel films are in swelling state. Comparing 

the height images and height histograms of the two samples SN249 (see Chapter 3) and 

681K_P2_S1.8 presented in Figure 11, we observe that the addition of silica particles in the 

polymer network, even a small amount (volume fraction equal to 1.8%), can make its surface 

become much rougher, with FWHM of the height histogram greatly increased from 4.5 nm 

to 48 nm. 

Moreover, large zones of different height can be observed in water, the zones being larger 

than those found in air, which is consistent with the swelling of the hybrid network film. The 

relatively lower part in the height image (marked with a red circle) has higher modulus in the 

DMT Modulus image. It could be explained by the presence of aggregated silica particles at 

this place. The other place which appears clear in the height image is explained by the 

presence of the swollen polymer, this zone showing lower modulus in the DMT Modulus 

image. It is consistently comprehended by the hardness of silica particles and the softness of 

polymer network. 

The same experiments are carried out on silica-PNIPAM hybrid gel films with different 

contents of silica nanoparticles, varying between 0.77% and 61.7%. The results are displayed 

in Figure 12. 

   

 
 

  

   
(a) 66K_P1_S61.7 

k = 0.8 N/m 

(b) 681K_P2_S1.8 

k = 0.1 N/m 

(c) 681K_P2_S0.77 

k = 0.03 N/m 
 

Figure 12: AFM QNM images of silica-PNIPAM hybrid gel films with different silica 

nanoparticles contents in water at 25°C. 
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From the height images and height histograms shown in Figure 12, we can easily find out 

that the roughness of the surface in water decreases with the decrease of the volume 

fraction of silica particles in the hybrid gel film, with a decreasing FWHM of the height 

histogram. For hybrid networks with less silica particles, the zones of different height are 

large, showing more diffuse morphologies due to the presence of more (swollen) polymers. 

In addition, the DMT Modulus images demonstrate that hybrid gel films are harder when 

containing more silica particles with a bigger DMT Modulus, which may be due to the 

aggregation of silica particles and the thus-caused less swelling of the hybrid gel films.  

Effect of temperature 

All the AFM measurements here are carried out in QNM mode. 

The silica-PNIPAM hybrid gel film 681K_P2_S0.77 is studied in water at 30°C and 40°C, with 

results shown in Figure 13.  

  

  

  
(a) 30°C (b) 40°C 

 

Figure 13: AFM QNM images of the silica-PNIPAM hybrid gel film 681K_P2_S0.77 in water at 

different temperatures probed using a cantilever of stiffness k = 0.2 N/m. 

From the height images and height histograms shown in Figure 13, we observe that the 

roughness of the surface decreases when the temperature rises up from 30°C (swollen state) 
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to 40°C (collapsed state), with a decreasing FWHM of the height histogram from 37 nm to 25 

nm. This decrease in the roughness is consistent with the results already obtained for single 

network films in Chapter 3. In the height image, we can observe that the size of the clear 

zone and the dark zone decreases at 40°C, due the collapse of the polymer network. While 

the DMT Modulus images demonstrate that the stiffness of the free surface of the hybrid gel 

film is more homogeneous at 40°C than 30°C. As the polymer network collapses and 

contains less water at 40°C than at 30°C, the hybrid network has a higher modulus so that 

the difference of modulus between the dark zone (with more aggregated silica particles) and 

the clear zone (which contains more polymer) is attenuated. 

3.2.2. Swelling ratio 

In this part, the impact of silica nanoparticles on the swelling behavior of hybrid hydrogel 

films is investigated by ellipsometry. 

In situ measurements are performed using a liquid cell which can be regulated in 

temperature, as what has been done for single network films. Silica-PNIPAM hybrid hydrogel 

films which are grafted to the silicon wafers are immersed in pure water, and then 

measurements are executed at 25°C (swollen state). After treatment of the experimental 

data, both the refractive index and thickness of the swollen hybrid gel film are able to be 

extracted from the ellipsometry data fit. It is taken into account that the refractive index of 

water is temperature independent. 

Since the silica-PNIPAM hybrid gel films are attached to the substrate by covalent bonds, 

with silica particles trapped inside, the amount of the polymer chains and silica particles in 

the films should keep the same when immersed in water. Based on this, we can have a 

numerical test to ensure that the fitting of the experimental data from ellipsometry is logical, 

as for the analysis of single network, LbL-inspired and interpenetrating networks. 

    

Figure 14: Sketch of the hybrid gel film in air and in water. The parameters in air are: na 

which is the refractive index of the film, ha the thickness of the film, ΦP_a the volume fraction 
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of polymer in the film, ΦS_a the olu e fra tio  of sili a parti les i  the fil  a d ΦW_a the 

volume fraction of water in the film. The parameters in water are: nw which is the refractive 

index, hw the swollen thickness, ΦP_w the volume fraction of polymer, ΦS_w the volume 

fraction of sili a parti les, ΦW_w the volume fraction of water.  

In Figure 14, the sketch of the hybrid gel film in air and in water is shown, with all the related 

physical parameters listed out. As for films of single network (which contain only polymer 

and water), we can use two relations with the measured parameters, refractive index n and 

the thickness h, and the volume fraction  allowing the connection between the measured 

parameters:                                                           [Eq 1]                              [Eq 2] 

In the first equation, the variation of the refractive index is considered as linear with the 

volume fraction (of polymer, silica and water) and in the second equation, the amount of the 

polymer chains and silica in the films should always keep the same when immersed in water 

since the gel films are attached to the substrate by covalent bonds. 

The two equations have to be written in air (with the second index as a) and in water (with 

the second index as w) and all the species (polymer with the first index as P, silica with the 

first index as S and water with the first index as W) have to be considered.  

Considering the refractive index, we have the following system with three equations:                                           [Eq 3]                                         [Eq 4] 

                                                                                  [Eq 5] 

In the equation 5, we consider that the ratio of polymer to silica is the same in air and in 

water. The system of linear equations is also equivalent to the following system if we assume 

that the water content in hybrid gel films is 10% like the value measured in single network 

films:                                                             [Eq 6]                                                [Eq 7] 

                                                                             [Eq 8] 
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Once na and nw are measured, the system of linear equations is entirely resolved so that the 

volume fraction p_a, p_w and s_w can be determined. 

Considering the thickness, we have:                                                  [Eq 9] 

or                                                                   [Eq 10] 

assuming that the water content in hybrid gel films is 10%. As the values p_w and s_w are 

determined from the equations with the refractive index, we compare the thickness of the 

film in water hw and the thickness of the film ha in air extracted from the fitting so that the 

values are consistent with the equation 10. 

Once we get the swollen thickness of the hybrid gel film, the swelling ratio of the hybrid gel 

film and the inside polymer network are able to be inferred separately. The calculation 

method is shown as follows: 

          

                              

     is the swelling ratio of the hybrid gel film in water and          is the swelling ratio of 

the pure polymer network in the hybrid gel assuming that silica particles are incompressible. 

Results of swelling experiments carried out on cross-linked PNIPAM hybrid hydrogel films 

containing silica nanoparticles at different amounts are represented in Figure 15.  

The swelling ratio of the hybrid gel film at 25°C (swollen state) is displayed as a function of 

the volume fraction of silica particles. Also represented is the swelling ratio of the PNIPAM 

network assuming that the silica particles are incompressible. The obvious trend is a clear 

decrease of the swelling ratio at 25°C as the silica particles content is increased, from a 

swelling ratio of 4 (for the pure polymer matrix without silica particles) to 1.21 and 1.56 (for 

the highest silica particles content), for the hybrid gel film and the PNIPAM network 

respectively. As a matter of fact, the presence of silica nanoparticles in the hybrid gel film 

provides two opposite contributions to its swelling properties. The main effect is a decrease 

of the swelling ability of the hybrid gel network as a consequence of the attractive 

interactions between the silica nanoparticles and the PNIPAM network. The strong 

interactions at the silica-polymer interface give rise to geometrical constrains which restrict 
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the swelling of the polymer network. The second effect is a slight increase of the swelling 

ability due to the additional osmotic pressure generated by the counter-ions present at the 

surface of the silica nanoparticles. Obviously, the latter one can be neglected here. 

 

Figure 15: Swelling ratio of the silica-PNIPAM hybrid gel film and the PNIPAM network in 

water at 25°C as a function of the volume fraction of silica particles in the film in air (ΦS_a) 

respectively. 

3.2.3. Effect of temperature on the swelling ratio 

Based on the study of the swelling ratio of the silica-PNIPAM hybrid gel films at 25°C 

(swollen state), the same measurements are executed on the same samples (which contain 

silica nanoparticles at different amounts) at 40°C (collapsed state) to have an idea on their 

collapse behavior. Results are shown in Figure 16, with a comparison to those at 25°C. 

The swelling ratio of the hybrid gel film at 25°C (swollen state) and 40°C (collapsed state) is 

displayed as a function of the volume fraction of silica particles, as well as for the PNIPAM 

network. With the decrease of the silica particles content, the swelling ratio at 40°C has no 

obvious variation, for both the hybrid gel film and the PNIPAM network. However, the gap of 

swelling ratio between 25°C and 40°C is smaller when there are more silica particles. In 

particular, when the amount of silica particles in the hybrid gel film reaches a certain value 
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(up to . % , the s elli g ratio of the h rid gel fil  does ’t ha ge fro  s olle  state to 
collapse state, showing no thermo-responsive property. 

 

Figure 16: Swelling ratio of the silica-PNIPAM hybrid gel film and the PNIPAM network in 

water at 25°C and 40°C as a function of the volume fraction of silica particles in the film in air 

(ΦS_a) respectively. 

To detail the effect of temperature on the swelling ratio, a silica-PNIPAM hybrid gel film 

which contains a small amount of silica particles (with volume fraction equal to 1.8%) is 

investigated in water at various temperatures, from 25°C to 40°C. Results are shown in 

Figure 17.  

In Figure 17, the swelling ratio is represented as a function of temperature, for both the 

hybrid gel film and the PNIPAM network. From a general point of view, the swelling ratio of 

the hybrid gel film decreases along with the growth of temperature, from about 3 (25°C) to 

1.6 (40°C), with a transition at around 33°C, close to that for single network PNIPAM gel film 

(34°C). 
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Figure 17: Swelling ratio of silica-PNIPAM hybrid gel film and the PNIPAM network in water 

as a function of temperature. Here the sample is 66K_P5_S1.8. 

4. LbL or IPN networks? A study by neutron reflectivity 

We showed that the synthesis strategy used for single-network gel films is also appropriate 

for the development of new assemblies such as layer-by-layer LbL multilayers and 

interpenetrating networks IPN. LbL multilayers, bilayers and trilayers (and more), are built by 

stacking one layer on top of the other as in layer-by-layer assemblies [3]. Interpenetrating 

networks are obtained by first synthesizing the first network and then adding the chains of 

the second network for which the interpenetration inside the first network layer is favored 

before being cross-linked.  

The hydrogel films were characterized by ellipsometry and AFM. AFM provided information 

on the topography of the free surface of the gel films. Ellipsometry allowed global measures: 

the thickness at silicon-air interface corresponds to the total amount per unit area and the 

thickness at silicon-water interface gives the swelling ratio of the whole film. Indeed, 

neutron reflectivity is necessary for determining the internal structure of the film owing to 

the isotopic contrast: 

 the structure of multilayers or interpenetrating networks can be distinguished. 
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 the swelling behavior of each single network (in multilayers or interpenetrating 

networks) can be extracted. 

 the collapse behavior of the PNIPAM network with temperature in the two different 

architectures can be studied. 

 

In this chapter, we use neutron reflectivity to investigate bilayers and interpenetrating 

networks containing protonated PNIPAM-h and deuterated PAA-d networks, poly(acrylic 

acid) being used for its unresponsiveness to temperature. 

How stacked are the bilayers containing PAA-d and PNIPAM-h networks?  

How inter-diffused are the interpenetrating networks with PAA-d and PNIPAM-h? 

4.1. Measures in air 

The characteristics of the gel films studied are summarized in Table 1. The bilayers samples 

called BL were synthesized by stacking the second network (PNIPAM-h) on the surface-

attached and first network (PAA-d): the PNIPAM-h layer was spin-coated on the top of PAA-d 

network and heated at 120°C for cross-linking. The interpenetrating networks called IPN 

were synthesized by favoring the diffusion of the second networks (PNIPAM-h) inside the 

surface-attached and first network (PAA-d) before cross-linking: after the spin-coating of the 

PNIPAM-h layer on the top of PAA-d network, the sample is let at ambient temperature in a 

reactor under saturating vapor pressure of methanol (which is a good solvent for both PAA 

and PNIPAM) to favor the swelling of the PAA-d network and the interpenetration of the 

PNIPAM-h chains, finally the sample was heated at 120°C for the cross-linking of the 

PNIPAM-h chains inside the PAA-d networks. 

The thickness of the layers in air was measured after each step of spin-coating. The BL and 

IPN samples were also characterized after all the steps and rinsing. The total thickness 

measured remain the same indicating that none chains were removed. 

In Table 8, the samples are classified by pair BL/IPN with the same ratio of deuterated and 

protonated polymers, the thickness (or amount of polymer per unit area) of PAA-d and 

PNIPAM-h being comparable. BL9/IPN14 has a ratio H/D close to 1, BL4/IPN5 has a ratio 

around 3, the ratio for BL10/IPN11 and BL26/IPN31 is less than 1 (around 0.7). 

Figures 18 display the neutron reflectivity curves for the four pairs. Also are shown, for 

comparison, the simulations for ideal bilayers (with stacked layers) and (completely 

interdiffused) interpenetrating networks with the same thickness of deuterated and 

protonated polymers as the four pairs. The characteristics of the simulations including the 
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thickness, the interface width  and the scattering length density Nb of the layers are 

indicated in Table 9. For bilayers, the first line corresponds to the PAA-d first layer and the 

second line to the PNIPAM-h second layer, the width  of the first line using erf error 

function allows the connection of the two layers, the width  of the second line corresponds 

to the free interface width of the gel film. The interpenetrating networks contain a single 

layer of mixed PAA-d and PNIPAM-h networks with  as the free interface width. The values 

of Nb obtained by calculation are: 5.56 10-6 Å-2 for dry PAA-d (without any water) and 4.95 

10-6 Å-2 for PAA-d in air (with 10% of water). The Nb of PNIPAM-h in air calculated is 0.9 10-6 

Å-2, as explained in Part 3.1 of Chapter 3.  

Samples ha (nm) 

 

ha (nm) Samples 

 

BL9 9.2 11.4 IPN14 

9.5 13.6 

BL4 12.5 10.1 IPN5 

4.2 4.6 

BL10 7.9 7.6 IPN11 

10.0 11.1 

BL26 17.7 16.0 IPN31 

25.9 30.5 
 

Table 8: Characteristics of bilayers films and interpenetrating networks films: the thickness 

measured in air by ellipsometry ha for each network (PAA-d for the first line and PNIPAM-h 

for the second line). The samples are classified by pairs for which ha are comparable. 

Samples ha (nm)  (nm) 

 

Nb 

(10-6 Å-2) 

BL9 9.2 2.0 4.9 

9.5 5.0 0.9 

IPN14 25.0 5.0 2.9 

BL4 12.5 2.0 4.9 

4.2 5.0 0.9 

IPN5 14.7 5.0 2.9 

BL10 7.9 2.0 4.9 

10.0 5.0 0.9 

IPN11 19.6 5.0 2.9 

BL26 17.7 5.0 4.9 

25.9 8.0 0.9 

IPN31 46.5 8.0 2.9 
 

Table 9: Characteristics of the simulations of neutron reflectivity for bilayers films and 

interpenetrating networks films in air, the samples being classified by pairs. For bilayers, the 
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first line corresponds to the PAA-d first layer and the second line to the PNIPAM-h second 

layer, the width  of the first line allows the connection of the two layers, the width  of the 

second line corresponds to the free interface width of the gel film. The interpenetrating 

networks contain a single layer of mixed PAA-d and PNIPAM-h networks with  as the free 

interface width. 

The neutron experiments for BL9/IPN14 and BL4/IPN5 pairs were performed on PRISM 

reflectometer which works with angle variation (and not time of flight, see Annex). Even if 

the angle variation 0.002° is the smallest as possible, the resolution on small wave vectors is 

not as good as that obtained with EROS which works with time of flight.  

The experimental curves are all different from the simulated curves. For all pairs, it seems 

that the experimental curves are a little closer to the simulated curves of the 

interpenetrating networks than the curves of the bilayers. It means that the BL samples are 

less stacked or more interpenetrated than they were supposed to be whereas the IPN 

samples are not completely interpenetrated with a partial diffusion of the second network 

inside the first one. 

The neutron reflectivity curves of BL9/IPN14 pair and their best fittings are displayed in 

Figure 19. As explained above, the resolution on wave vector is not satisfying and so the 

relevance of the fit should be cautiously evaluated. The characteristics of the layers 

corresponding to the best fitting are also shown in Table 3. For BL9 and IPN14, two layers 

were necessary for the fit. Even for the IPN sample, the fit using a single layer is not 

satisfying, confirming that the interpenetration of the two networks is only partial. By 

comparison with the characteristics of the simulated curves shown in Table 9, we can note 

that the values of Nb for BL9 are different from the values 4.9 and 0.9 that should be found if 

the two layers are stacked, confirming that BL9 contain two networks which are not stacked 

but partially interpenetrated. Nevertheless, IPN14 is more interpenetrated than BL9 with a 

higher interface width connecting the two layers (4.8 nm instead of 3.8 nm) and a more 

balanced  HDD    ratio for the first and second layers (0.65 and 0.30 instead of 0.9 and 

0.1). 
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(a)                                                                          (b) 

 
(c)                                                                     (d) 

Figure 18: Neutron reflectivity curves of bilayers and interpenetrating networks films in air. 

Also are shown for comparison the simulation curves of ideal bilayers (stacked layers) and 

ideal interpenetrating networks (completely interdiffused networks) for films with same 

thickness, the characteristics of the simulations being indicated in Table 9. The samples are 

classified by pairs: BL9/IPN14 (a), BL4/IPN5 (b), BL10/IPN11 (c) and BL26/IPN31 (d). Circle: 

data; line: simulation. 

Samples ha (nm) 

by ellipsometry 

ha (nm) 

by neutrons 

 (nm) 

 

Nb 

(10-6 Å-2) 
HD

D




 

BL9 9.2 6.1 3.8 4.5 0.90 

9.5 10.9 4.0 1.3 0.10 

IPN14 11.4 6.3 4.8 3.3 0.60 

13.6 15.2 6.1 2.3 0.35 
 

Table 10: Characteristics of the fittings of neutron reflectivity data of bilayers film BL9 and 

interpenetrating networks film IPN14 in air. The thickness measured in air by ellipsometry is 
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reminded for comparison. The ratio D/H is deduced from the value of Nb assuming that the 

ratio of polymer in air is 90%. 

 

Figure 19: Neutron reflectivity curves of bilayers film BL9 and interpenetrating networks film 

IPN14 in air and their best fittings. The characteristics of the fittings are indicated in Table 10. 

Circle: data; line: fitting. 

The neutron reflectivity curves of BL10/IPN11 and BL26/IPN31 pairs and their best fittings 

are displayed in Figure 20. Contrarily to the former BL9/IPN14 pair, BL10/IPN11 and 

BL26/IPN31 were performed on EROS reflectometer. As the resolution on wave vector is 

good here, the fit is clearly relevant. The characteristics of the layers corresponding to the 

best fitting are summarized in Table 11. Three layers were necessary for the fit. As the ratio 

H/D is less than 1, the gel film should be divided in three parts: the first layer near the 

substrate mainly contains deuterated polymer, the second layer is a mixture of PAA-d and 

PNIPAM-h and the third layer contains only protonated polymer that cannot (unfeasibly) 

diffuse in PAA-d network. The  HDD    ratio found decreases logically from the first 

layer to the third one. Comparing BL and IPN samples, it should be noticed that the thickness 

of the first (deuterated) layer is lower for IPN (0.5 nm for IPN11 and 6.3 nm for IPN31) than 

for BL (1.7 nm for BL10 and 7.5 nm for BL26) and the interface width  is higher for IPN (3.7 

nm for IPN11 and 8.8 nm for IPN31) than for BL (2.4 nm for BL10 and 6.0 nm for BL26). It 

demonstrates that even if the H/D ratio is less than 1, there is a difference between BL and 

IPN networks, with more interpenetration between deuterated and protonated chains in IPN 

films. 
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Figure 20: Neutron reflectivity curves of the pairs BL10/IPN11 and BL26/IPN31 in air and their 

best fittings. The characteristics of the fittings are indicated in Table 11. Circle: data; line: 

fitting. 

4.2. Effect of temperature 

Figures 21 display the neutron reflectivity curves of BL10 and IPN11 films in water at 25°C. 

D2O/H2O mixture (with 88% of D2O and 12% of H2O) was used in order to contrast-match the 

PAA-d gel (with Nb = 5.56 10-6 Å-2) and then only the PNIPAM gel is visible. Also are shown 

the simulations for ideal bilayers and interpenetrating networks. The characteristics of the 

simulations with the thickness in air ha and in water hw, the interface width  and the 

scattering length density Nb of the layers, are indicated in Table 12. hw is calculated from ha 

considering that for ideal bilayers, the swelling ratio is 3 for separately deuterated and 

protonated networks. For ideal interpenetrating networks, the swollen thickness of the 

mixed deuterated/protonated network is considered to be 1.5 times the thickness in air. 

As BL26 and IPN31 films in water are too thick for neutron reflectivity (as observed and 

discussed for SN60 film in water, see Chapter 3), it is useless to analyze the data. On the 

other hand, the data of the BL9/IPN14 pair are not analyzed because of the lack of resolution 

on small wave vectors. 
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Samples ha (nm) 

by ellipsometry 

ha (nm) 

by neutrons 

 (nm) 

 

Nb 

(10-6 Å-2) 
HD

D




 

BL10 7.9 1.7 0.7 4.9 1 

 8.0 2.4 3.9 0.75 

10.0 10.0 4.5 1.0 0.03 

IPN11 7.6 0.5 0 4.5 0.90 

 8.9 3.7 3.2 0.58 

12.0 12.0 4.8 1.5 0.15 

BL26 17.7 7.5 4.7 4.8 0.98 

 13.0 6.0 2.3 0.35 

25.9 14.8 6.0 1.1 0.05 

IPN31 16.0 6.3 6.3 4.7 0.95 

 18.3 8.8 2.6 0.42 

30.5 19.5 9.7 1 0.03 
 

Table 11: Characteristics of the fittings of neutron reflectivity data of bilayers and 

interpenetrating networks films, the samples being classified by pairs BL10/IPN11 and 

BL26/IPN31. The thickness measured in air by ellipsometry is reminded for comparison. The 

ratio  HDD    is deduced from the value of Nb assuming that the ratio of polymer in air 

is 90%. 

Samples ha (nm) hw (nm)  (nm) 

 

Nb 

(10-6 Å-2) 

BL10 7.9 23.7 5.0 3.5 

10.0 30.0 10.0 2.1 

IPN11 19.6 29.4 10.0 2.7 
 

Table 12: Characteristics of the simulations of neutron reflectivity for bilayers film BL10 and 

interpenetrating networks film IPN11 in water at 25°C. For the bilayers, the first line 

corresponds to the PAA-d first layer and the second line to the PNIPAM-h second layer, the 

width  of the first line allows the connection of the two layers, the width  of the second line 

corresponds to the free interface width of the gel film. The interpenetrating networks contain 

a single layer of mixed PAA-d and PNIPAM-h networks with  as the free interface width. 

As observed in air, the experimental curves and the simulated curves in water are different. 

The experimental curves of BL10 and IPN11 are quite close and between the simulated 

curves of the interpenetrating networks and that of bilayers. It means that BL10 film 

contains networks which are more interpenetrated than they were supposed to be whereas 

the IPN sample is partially inter-diffused. 
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Figure 21: Neutron reflectivity curves of the bilayers films BL10 and the interpenetrating 

networks films IPN11 in water at 25°C. Also are shown for comparison the simulation curves 

of ideal bilayers (stacked layers) and ideal interpenetrating networks (completely 

interdiffused networks), the characteristics of the simulations being indicated in Table 12. 

Circle: data; line: simulation. 

The neutron reflectivity curves of BL10 and IPN11 films in water at 25°C and 40°C are 

displayed in Figure 22. The best fittings of the experimental data are also shown for 

comparison to evaluate the relevance of the fit. The curves at 25°C and 40°C are very close, 

suggesting that both for BL10 and for IPN11, the PAA-d and PNIPAM-h chains are 

interpenetrated and there is very low effect of the temperature on the mixed networks. 

The characteristics of the layers corresponding to the best fitting are summarized in Table 13. 

Two layers were here necessary for the fit whereas three layers were required in air, 

suggesting that the networks chains diffuse more in swollen layers. The ratio  HDD    is 

not calculated here as it was for the measures in air. Actually, as the volume fraction of 

monomers (for the whole layer) in air was assumed to be 0.9, the volume fractions of 

deuterated and protonated polymers can be then easily calculated. For the samples in air, it 

is difficult to know the volume fraction of polymers (and so those of deuterated and 

protonated parts) because the swelling ratio of internal layers, which depends on the 

interpenetration between the networks, cannot be assumed. Comparing with the 

characteristics of the simulated curves shown in Table 12, the values of Nb for BL10 are not 

so far from the values 3.5 and 2.1 that should be found if the two layers are stacked. For 
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IPN11, even if two layers were required (instead of one for ideal interpenetrating networks), 

the values of Nb (2.7 and 2.0) are close together in comparison with those obtained for BL10. 

It is coherently confirmed by the values of D/H ratio. The values of thickness at 40°C (4.1 + 

8.7 nm) are lower than those at 25°C (6.2 + 10.1 nm) for BL10 whereas they are almost the 

same for IPN11 (6.1 + 15.4 nm at 40°C against 7.0 + 15.7 nm at 25°C), indicating that there is 

a (little) LCST effect on BL10 but no effect on IPN11. As for the measures in air, it proves that 

even if the H/D ratio is less than 1, there is a difference between BL10 and IPN11 networks, 

with more interpenetration between deuterated and protonated chains in IPN11 films. 

 

Figure 22: Neutron reflectivity curves of the pairs BL10/IPN11 in water at 25°C and 40°C and 

their best fittings. The curves are shifted on the y axis for more clarity. The characteristics of 

the fittings are indicated in Table 13. Circle: data; line: fitting. 

4.3. Discussion  

Neutron reflectivity is a powerful technique which allows the determination of the internal 

structure of the film owing to isotopic contrast. This technique was used in order to prove 

the formation of either bilayers or interpenetrating networks. 

In fact, we found that bilayers samples were not completely stacked as they were supposed 

to be. The two networks are a little interpenetrated. These results are coherent with those 

obtained in ellipsometry. Actually, the swelling ratio at 25°C found by ellipsometry is 3 for 
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multilayers whereas it is expected to be 4 for ideal multilayers (or monolayer of same 

thickness in air). Using neutron reflectivity on thinner layers for which the swelling ratio at 

25°C (respectively at 40°C) is expected to be around 3 (respectively 1.5), we found 2.76 at 

25°C and 2.35 at 40°C. The low collapse of the gel films at 40°C is coherent with the presence 

of PAA networks and the formation of a more or less mixture of PAA/PNIPAM networks 

instead of plainly stacked bilayers. 

Samples ha (nm) 

by neutrons 

hw (nm) 

by neutrons 

 (nm) 

 

Nb 

(10-6 Å-2) 

BL10-25C 6.1 11.4 6.2 3.1 

10.9 35.6 10.1 1.6 

BL10-40C 6.1 10.9 4.1 3.1 

10.9 29.0 8.7 1.7 

IPN11-25C 9.7 14.0 7.0 2.7 

10.0 38.3 15.7 2.0 

IPN11-40C 9.7 15.2 6.1 2.4 

10.0 32.4 15.4 1.4 
 

Table 13: Characteristics of the fittings of neutron reflectivity data of the bilayers film BL10 

and the interpenetrating networks film IPN11 in water at 25°C and 40°C. The thickness 

measured in air by neutrons is reminded for comparison. The ratio D/H is deduced from the 

value of Nb. 

The interpenetrating networks are partially interdiffused. Again, the results are consistent 

with those obtained in ellipsometry. The swelling ratio at 25°C found by ellipsometry is 2.5 

whereas it is expected to be 2 for ideal interpenetrating networks containing the same 

amount of polymers for each network (or the same thickness in air). The gel film studied by 

neutron reflectivity (in air and in water) has a D/H ratio less than 1 or in other words, the 

thickness in air of the first network is higher than that of the second network. Accordingly, 

the deuterated and protonated networks cannot be completely interpenetrated and there is 

predictably a part of the second network that cannot diffuse inside the first network. We 

found a swelling ratio of 2.65 at 25°C and 2.41 at 40°C. The almost comparable values of the 

swelling ratio of BL10 and IPN11 are coherent with the formation of partially 

interpenetrated PAA/PNIPAM networks. Nevertheless, combining the measures in air and in 

water, it proves that even if the H/D ratio is less than 1, there is a difference between BL10 

and IPN11 networks, with more interpenetration between deuterated and protonated 

chains in IPN11 films. 

Another point is that the gel films measured by ellipsometry and by neutron reflectivity are 

not exactly the same. The first (ellipsometry) contain only PNIPAM species whereas the last 

(neutron reflectivity) comprise PAA and PNIPAM. For interpenetrating networks, the 



Chapter 4: Development of new hydrogel films with complex architectures 

161 
 

compatibility of PNIPAM with PNIPAM chains is surely larger than the compatibility of PAA 

with PNIPAM. It could explain that the PNIPAM/PNIPAM IPN are more interdiffused than the 

PAA/PNIPAM IPN.  

Progress in the synthesis of bilayers (or multilayers) and interpenetrating networks could be 

suggested. For bilayers, the use of UV-irradiation to activate the thiol-ene reaction and then 

the cross-linking could be more appropriate than temperature activation. It is shown that 

the UV-irradiation at a wavelength 254 nm (without any initiator) for a few hours (instead of 

more than 20 hours with temperature) allows the formation of the network films 

(Be ja i ’s PhD . The short rea tio  ti e  UV-irradiation is expected to limit the diffusion 

of the chains (coated for the formation of the second network) inside the first network. 

For interpenetrating networks, the shorter the chains (coated for the formation of the 

second network), the more they enable to diffuse in the first network as the relaxation time 

is proportional to the cube of the molecular weight of chains from the reptation theory. As 

for bilayers, the thickness of the layers is an important parameter. The compatibility of the 

polymers used (through Flory parameter ) for the formation of the networks should be also 

considered. For example, it should be interesting to compare the compatibility of the 

couples PAA/PNIPAM and PNIPAM/PNIPAM. 

Neutron reflectivity experiments on thick bilayers and interpenetrating networks could also 

be planned. Figures 23 display the simulations for ideal bilayers (stacked layers) and ideal 

interpenetrating networks (with complete interdiffusion between chains) with the 

characteristics of the thickness, the interface width  and the scattering length density Nb of 

the layers indicated in Table 14 (as shown in Figure 18 and Table 9). The simulations are 

achieved for the thickness of deuterated and protonated polymers in air equal to 100 nm 

and 1 m. The reflectivity curves of the bilayers and the interpenetrating networks are 

highly shifted (2.8 10-3 Å-1). The critical wave vector kc can be calculated using the 

relation          , then kc is equal 7.8 10-3 Å-1 (with Nb = 4.9 10-6 Å-2) for bilayers 

whereas for interpenetrating networks, kc is equal 6.0 10-3 Å-1 (Nb = 2.9 10-6 Å-2). The 

decrease of the reflectivity curves for both bilayers and interpenetrating networks is the 

same for a total thickness in air higher than 100 nm. The curves can be however 

distinguished (with small oscillations) for the values of the interface width lower than 15 nm.  
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Samples ha (nm)  (nm) 

 

Nb 

(10-6 Å-2) 

BL200nm-

stacked 

100 10 4.9 

100 10 0.9 

BL200nm-

rough 

100 10 4.9 

100 50 0.9 

IPN200nm 200 20 2.9 

IPN2µm 2000 200 2.9 
 

Table 14: Characteristics of the simulations of neutron reflectivity for bilayers and 

interpenetrating networks films in air. For the bilayers, the first line corresponds to the PAA-d 

first layer and the second line to the PNIPAM-h second layer, the width  of the first line 

allows the connection of the two layers, the width  of the second line corresponds to the 

free interface width of the gel film. The interpenetrating networks contain a single layer of 

mixed PAA-d and PNIPAM-h networks with  as the free interface width. 

 

Figure 23: Neutron reflectivity simulations of bilayers and interpenetrating networks films in 

air, the characteristics of the simulations being indicated in Table 14. Circle: data; line: 

simulation. 
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We have developed a very simple and versatile strategy to synthesize chemically cross-linked 

hydrogel thin films that are covalently grafted to the surface. We are able to vary the 

thickness of the hydrogel films on a large range from nanometers to microns. Our strategy 

allows easily the adjustment of chemical properties (e.g. responsiveness) and physical 

properties (e.g. size and structure) of the films. It consists in cross-linking preformed and 

functionalized polymers rather than polymerizing and cross-linking monomers. For the cross-

linking of polymer chains, the click chemistry selected is based on thiol-ene chemistry. The 

surface-attached hydrogel films are obtained by spin-coating ene-functionalized polymers in 

the presence of dithiol molecules as cross-linkers on thiol-modified substrates. The thiol-ene 

reaction allows both the chemical cross-linking of the polymer chains and their covalent 

attachment to the surface, which is performed under air atmosphere and can be activated 

without initiator by temperature or UV-irradiation at 250 nm. The hydrogel films can be 

obtained on glass subtrates, silicon substrates or gold surfaces, enlarging the range of 

applying this strategy. The technique of spin-coating brings the additional advantage to coat 

a film in the melt state using only a little polymer. 

We have synthesized hydrogel films which can response to three different stimuli: 

temperature, light and electric field. The response of the hydrogel films to external stimuli 

results from the polymer chains used for cross-linking. So, different polymers are chosen 

according to their specific responsiveness properties. The thermo-sensitive hydrogel films 

are obtained using poly(N-isopropylacrylamide) for its Lower Critical Solution Temperature 

(LCST) properties. The copolymeration of these acrylamide-like monomers and acrylic acid, 

and the ene-functionalization of the copolymers, can both be carried out in water. The light-

responsive properties of the hydrogel films can be achieved with the addition of azobenzene 

UV-activated groups on the PNIPAM chains. The UV-irradiation induces the change of trans-

conformation to cis-conformation, resulting in the shift of the LCST to higher temperature, 

even with a small ratio of azobenzene in the hydrogel. The response to electric field is 

expected with the use of polyelectrolyte hydrogels. With the electric field applied on the 

hydrogel film, the change of the osmotic pressure due to the moving of the counterions 

from inside to outside of the hydrogel should induce the swelling to collapse phase 

transition of the hydrogel film. Weak polyelectrolyte such as poly(acrylic acid) hydrogels 

used at high pH for a complete ionization and strong polyelectrolyte such as poly(2-

acrylamido-2-methylpropane sulfonate sodium) are suitable. The light-responsive and 

electro-responsive properties were not investigated in the present thesis. Some specific 

conditions are required. These properties are studied in miniaturized systems with 

microfluidic devices. This work is a part of Benja i  Chollet’s thesis a d is currently achieved 

with the collaboration of Gulliver laboratory in ESPCI. Here, the thermo-responsive 

properties were investigated using PNIPAM hydrogel films as model networks films since 
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temperature is easy to control and the working temperature is very comfortable (around 

32°C which is the LCST of PNIPAM). 

 

Based on the synthesis, we have systematically investigated the structure of the hydrogel 

films to make clear the effects of confinement and lateral constraints on their stimuli-

responsive behaviors. The swelling of hydrogels in the confinement state such as films is 

supposed to be likely rather anisotropic than isotropic as for macroscopic hydrogels. The 

constraints on lateral swelling due to the covalent attachment of the hydrogel film on the 

solid substrate may induce a mechanical stress which causes the deformation of the free 

surface of the hydrogel film. Ellipsometry has been employed to determine the swelling ratio 

of the hydrogel films in the direction normal to the substrate. Neutron reflectivity 

experiments have been performed for defining the interface width on the free surface side 

of the hydrogel films, together with the swelling ratio for very thin films (< 50 nm) as a 

complement for ellipsometry. The topography of the free surface (in-plane) has been 

investigated using AFM. 

Experimental results were obtained on hydrogel films (with same cross-linking ratio) with 

thickness widely ranging from nanometer to a few microns. The cross-linking ratio of the 

hydrogels, even not directly measured, can be supposed the same for all samples studied. 

Actually, the ratio of ene-functionalized polymer chains (characterized by 1H NMR) is the 

same and the cross-linking between chains is achieved by thiol-ene click reaction using an 

excess of dithiol. The assumption of a homogeneous distribution of the cross-linking in the 

(whole) micrometric film, even tricky to prove, is also realistic. It was shown that the swelling 

behavior of the (single-network) gel films is independent of the film thickness in the middle 

range studied from 150 nm to 420 nm. The swelling ratio decreases from about 4 at 25°C to 

about 1.5 at 40°C, showing a LCST around 34°C. Below the LCST, the gel films are highly 

swollen with a large volume fraction of water (around 80%). Above the LCST, the gel films 

are collapsed, containing less water (40%). The swelling ratio around 1.5 at 40°C indicates 

that the films are unable to fully collapse as in air (only 10% of water). It was also found that 

the swelling behavior of the gel films is independent of the length of polymer chains used for 

the synthesis.  

The combination of results obtained with ellipsometry and neutron reflectivity allowed the 

determination of the swelling ratio of (single-network) hydrogel films on a larger range of 

thickness. At 25°C for swollen gels, the swelling ratio is about 3 for films with thickness (in air) 

less than 50 nm. It increases to 3.5 at 90 nm to reach 4.0 for thickness up to 1.2 microns 

(measured by microfluidics tools). If the distribution of the cross-links is supposedly 

homogeneous in the whole film, it means that the surface attachment has a strong effect on 
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the swelling of the films, particular for very thin films below 100 nm. If the surface 

attachment of the gel films has a clear effect on the swelling of the films, it has less influence 

on the collapse of the films. At 40°C for collapsed gels, the swelling ratio is 1.5 for the whole 

range of thickness studied. As a final point, the linear swelling ratio of the surface-attached 

networks measured exceeds the supposed one-dimension swelling ratio of the bulk (or 

macroscopic) networks. It is in good agreement with the scaling laws predicted for the 

swelling of hydrogels with the extension of Flory-Rehner theory to one-dimension swelling. 

In that case, the power law relating the volumetric swelling ratio for gel films and for bulk 

networks is more properly equal to 5/9 rather than 1/3 found with simple geometric 

considerations. 

The topography of the free surface of hydrogel films in air (characterized by usual AFM 

tapping mode) and in water (characterized by AFM QNM mode) showed the formation of 

uniform and continuous patterns. It seemed that there is no effect of the constraints of the 

surface-attachment on the lateral swelling which induce the deformation of the free surface 

of the hydrogel. The hydrogel films are flat, the roughness being small in comparison with 

the thickness of the film. In air, the values of the width of the height histogram are a few 

nanometers for 300 nm-thick films for images of 10 microns-size. For swollen hydrogel films 

in water, the width of the height histogram is at the maximum 10 nm for images of 10 

microns-size while the thickness of the films can reach 1 micron. The topography also 

demonstrated that the swelling of the hydrogel film is rather vertical than lateral. The 

comparison between the experiments in air and in water indicated that the swelling leads to 

an increase of the (vertical) roughness while it has no obvious effect on the (horizontal) size 

of the patterns.  

The density profile of the gel films obtained from neutron reflectivity is coupled with a 

topographic (in-plane) description of the free surface, resulting from AFM experiments. As 

the size of the in-plane irregularities (100 nm at the great maximum) is much smaller than 

the coherent length of neutrons (a few microns), specular neutron reflection cannot 

distinguish a diffuse film from a rough film. It is then helpful to compare the roughness of 

the surface of the hydrogel film determined by AFM and the free interface width deduced 

from neutron reflectivity. The discrepancy between the roughness of the surface and the 

free interface width shows that the smoothness of the free surface of the hydrogel is not 

due to the roughness (in-plane irregularities) but mainly to the diffusion of the interface. The 

surface is most diffuse in the swollen state indicating that the hydrogel in the film is far from 

a model network. The diffuse surface might be explained by the presence of pendant chains 

at the outside edge of the film. The peripheral chains are more likely to penetrate into the 

aqueous environment (rather than into the network, which is entropically unfavorable) 

giving rise to a diffuse interface. 
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On the basis of studies on single-network thin films, we have exploited new and complex 

hydrogel films by targeting the architecture of the polymer networks. Thanks to the 

versatility of hydrogels architecture, we manage to develop various architectures such as 

multilayer hydrogel films through layer-by-layer assembly, interpenetrating networks (IPN) 

hydrogel films and hybrid hydrogel films containing silica nanoparticles. The structure and 

swelling properties of these complex systems have been investigated by the three 

techniques in the same way as for single-network hydrogel films, and then comparisons are 

made among them. 

Multilayers gel films are supposed to be the combination of many single-network films 

simply by stacking one onto the other, but thin interpenetrating networks may exist 

between every two layers, which could restrain partly the swelling of multilayer gel films. 

The swelling ratio of the (whole) multilayers films is about 3 against 4 for single-network 

films. Different from that, for IPN gel films, interpenetration process between the two 

networks is targeted, making the two networks go into each other and then connected by 

physical entanglements. The strong connection between the two networks restricts strongly 

the swelling of the IPN film leading to a smaller swelling ratio, about 2.5 compared to 4 for 

single-network films.  

If ellipsometry only provided global measures, in particular the swelling ratio of the whole 

film, neutron reflectivity allowed the determination of the internal structure of the hydrogel 

films (owing to the isotopic contrast) and thus the proof of the formation of either bilayers 

or interpenetrating networks. Hydrogel films with architectures of supposed bilayers and 

interpenetrating networks, which contain protonated PNIPAM-h and deuterated PAA-d 

networks, poly(acrylic acid) being used for its unresponsiveness to temperature, were 

compared. It is found that bilayers samples are not completely stacked as they are supposed 

to be. The two networks are a little interpenetrated. These results corroborated those 

obtained in ellipsometry. For example, the swelling ratio is 2.8 at 25°C and 2.3 at 40°C for 

thinner layers, which is expected to be around 3 and 1.5 respectively. While the 

interpenetrating networks films are partially interdiffused and not completely, also 

confirming the results obtained by ellipsometry. 

The swelling behavior of silica-PNIPAM hybrid gel films and the dispersion of silica 

nanoparticles inside the polymer matrix (at the free surface of the gel film) were 

investigated as function of the ratio of silica particles (large range from 0.3% to 62%) and the 

temperature. For small ratio of silica particles (below 1%), the solid particles are quite 

homogeneously dispersed while for high ratio, the formation of particles aggregates is 

unsurprisingly observed. The swelling ratio at 25°C decreases strongly from 4 to 1.5 with the 
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increase of the silica particles content. While at 40°C, the swelling ratio has no obvious 

variation being constant at around 1.5. The change of the swelling ratio from 25°C to 40°C is 

reduced with the increase of the silica particles content. In particular, when the amount of 

silica particles in the hybrid gel film reaches a certain value (up to 60%), the swelling ratio is 

the same at 25°C and 40°C, showing no thermo-responsive property. 

 

This work could be continued following various attractive directions.  

The development of other stimuli-responsive properties of hydrogel films for specific 

applications should be envisaged. For instance, thermo-responsive hydrogel films with an 

Upper Critical Solution Temperature (UCST) show a converse responsive property to 

temperature compared with PNIPAM hydrogel films. These systems are of great interest in 

controlled drug delivery and bioseparation. UCST polymers such as poly(sulfobetaine) are 

good candidates. These polyzwitterion have the advantages to combine the UCST properties 

with anti-fouling properties which are very interesting for biological applications. Last but 

not least, UCST properties are preferred to LCST properties for some specific applications in 

microfluidics.  

Improvement could be brought to the synthesis of hydrogel films with targeted architecture, 

in particular layer-by-layer hydrogel films and interpenetrating networks films. For LbL 

hydrogel films, the use of UV-irradiation to activate the cross-linking could be more 

appropriate than temperature activation. The short reaction time by UV-irradiation should 

limit the diffusion of the networks between two adjacent layers. For IPN films, the shorter 

the chains coated for the second network, the more they enable to diffuse in the first 

network as the relaxation time is proportional to the cube of the molecular weight of chains 

from reptation theory. 

LbL hydrogel films with multifunctions could be effectively exploited if the multilayers in the 

hydrogel film are completely stacked. For example, a double response to temperature (with 

PNIPAM network layers) and pH (with PAA network layers) of hydrogel films could be 

achieved for completely stacked multilayers. Otherwise, architecture with mixed networks 

should reduce the amplitude of the response to pH and temperature. On the other hand, 

ideal IPN hydrogel films should be completely interdiffused (and not only partially). The 

properties of mixtures are aimed in that case. For example, using IPN architecture, it would 

be interesting to generate both chemical and physical cross-links. In this IPN architecture in 

which each network is (separately) chemically cross-linked and the two networks are 

mechanically entangled together, physical interactions between the two networks can be 
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reversibly tuned by a stimulus such as pH which does not change the structure (or swelling) 

properties of the hydrogel film. 

The combination of chemical and physical cross-links could be exploited to improve 

mechanical properties of hydrogel films by analogy with macroscopic hydrogels. From a 

basic point of view, the chemical cross-links contribute to the elastic properties of the 

network while the physical cross-links add the viscous dissipation to the network, reducing 

structural inhomogeneities inside the networks. The incorporation of objects which provide 

multiple cross-linking points shows much potential for reinforced hydrogel films. If solid 

objects such as silica nanoparticles were investigated in this thesis, organic objects such as 

microgels could be an interesting alternative. For example, soft nanocomposite hydrogel 

films which consist of PAA nanogels entrapped inside a PNIPAM (network) matrix can be 

envisaged. In such hydrogel films, temperature would greatly change the modulus elastic of 

the whole film by tuning the water content (and the swelling behavior) while keeping the 

same size for the hydrogel particles. The physical interactions between the PAA nanogels 

and the PNIPAM matrix (which modulate the viscous properties of the hydrogel films) could 

be reversibly triggered by pH with minor change of the structure (size) of the nanogels. 

Beyond the reinforced materials properties, the hydrogel films are a great tool box to control 

and improve many other properties such as healing or adhesion or also wetting.  
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Annex 1:  NMR & SEC experiments 

1. The light-responsive copolymer  

The copolymer P(AA-co-NIPAM) modified by azobenzene is characterized by 1H NMR in 

CD3OD to determine the ratio of azobenzene groups in the copolymer (see Figure 1). 

 

 

Figure 1: 1H NMR spectra of copolymer P(AA-co-NIPAM) modified by azobenzene in CD3OD. 

The ratio of azobenzene-functionalization can be determined with the following calculation 

process: 

                                          

                                                                        

                                                           
            

The result shows that the ratio of azobenzene groups in the copolymer is 4.6%. 

The ene-functionalized copolymer P(AA-co-NIPAM) modified by azobenzene is characterized 
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by 1H NMR in CD3OD to determine the ratio of ene groups in the copolymer (see Figure 2). 

 

Figure 2: 1H NMR spectra of ene-functionalized copolymer P(AA-co-NIPAM) modified by 

azobenzene in CD3OD. 

The ratio of ene-functionalization can be determined with the following calculation process: 

                                                                          

                                       
             

                                                            
              

The result shows that the ratio of ene groups in the copolymer is 0.4%, which is lower than 

that obtained with PNIPAM groups. 

2. The electro-responsive poly(AA-co-AMPS) copolymer 

The reaction process for the synthesis of poly(AA-co-AMPS) can be followed in time by size 

exclusion chromatography (SEC). In Figure 3, the red curve is the SEC result from passing the 

solution taken at the time t=0, i.e. before the addition of the initiators. While the blue curve 

is the SEC result from passing the solution taken at the time t=24h, i.e. 24 hours after the 

addition of the initiators. Since the molecular weight of the copolymer is much bigger than 

that of the monomers, the peak of the copolymer should come out first. By comparing the 

two curves, we can figure out all the peaks, as shown in the figure (the minus peak refers to 
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the solvent). It tells that after 24 hours, there are no more monomers, which means that the 

polymerization is totally finished, as it was observed for the synthesis of poly(AA-co-NIPAM) 

copolymers. 

 

Figure 3: Monitoring of the synthesis process of P(AA-co-AMPS) by SEC. 

After synthesis, the copolymer P(AA-co-AMPS) is characterized by 1H NMR spectroscopy in 

D2O to determine the ratio of acrylic acid in the copolymer (see Figure 4).  

 

Figure 4: 1H NMR spectra of copolymer P(AA-co-AMPS) in D2O. 
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The ratio of AA in the polymer can be determined with the following calculation process: 

                                               

                                   

                                                  
           

The result shows that the ratio of AA in the copolymer is 10.3%. 

As shown previously, the ene-functionalization process can be followed in time by size 

exclusion chromatography (SEC). In Figure 5, the green curve is the SEC result from passing 

the solution taken at the time t=0, i.e. before the addition of EDC and NHS. While the purple 

curve is the SEC result from passing the solution taken at the time t=20 min, i.e. 20 minutes 

after the addition of EDC and NHS. Other curves have similar meanings with the time to take 

the solution different. By comparing all the curves, we can figure out that after the reaction 

starti g for  hour, there’s al ost o ore de rease i  the a ou t of all la i e, as alread  
observed with the previous polymers.  

 

Figure 5: Monitoring the process of modification of P(AA-co-AMPS) by SEC. 

The ene-functionalized copolymer P(AA-co-AMPS) is also characterized by 1H NMR in D2O to 

determine the ratio of ene groups in the copolymer (see Figure 6). 
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Figure 6: 1H NMR spectra of ene-functionalized copolymer P(AA-co-AMPS) in D2O. 

The ratio of ene-functionalization can be determined with the following calculation process: 

                                                  

                            
                                                 

                                                 
            

The result shows that the ratio of ene groups in the copolymer is 2.4%. 

3. Deuterated PAA (PAA_D) 

The ene-functionalized homopolymer PAA_D is characterized by 1H NMR spectroscopy in 

D2O to determine the ratio of ene groups in the polymer (see Figure 7). In the NMR sample, 

methanol is added as a reference for quantitative analysis. 
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Figure 7: 1H NMR spectra of ene-functionalized homopolymer PAA_D in D2O. The mass of 

PAA_D and methanol is 15.4 mg and 2.054 mg respectively. 

The ratio of ene-functionalization can be determined with the following calculation process: 

                                               

                                     

                                      

                                                                             

                                                                  

                                                                   

Taking into account the mass of PAA_D and methanol, we can deduce: 

                     

or   
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The result shows that the ratio of ene groups in the homopolymer is 5.5%. Moreover, we 

also can see that the homopolymer PAA_D is not totally deuterated but the ratio of proton is 

very weak. 

The proportion of proton and deuterium determined by NMR is very useful for the 

calculation of the scattering length density, as discussed in Chapter 4. 
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Annex 2:  Ellipsometry 

Ellipsometry is an optical method for determining the thickness and refractive index of a 

homogeneous film on the surface of a reflective substrate. The principle of measurement is 

to measure and analyze the variation of amplitude and phase of a laser beam after its 

reflection on the substrate. 

1. Principle 

When a plane wave is emitted directly onto a reflecting surface, the state of polarization of 

the reflected wave is changed compared to the incident beam. To describe this change, the 

reflection coefficients in the directions parallel and perpendicular to the incidence plan are 

defined as    and    respectively by: 
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where     and    , are the electric fields of the incident wave in the directions parallel and 

perpendicular to the incidence plane respectively, and      and     are the electric fields of 

the reflected wave in the directions parallel and perpendicular to the incidence plane 

respectively. The reflection coefficients    and    are complex numbers. There absolute 

values      and      represent the change in the amplitude of the electric field, and their 

phases    and   , the delay produced by the reflection on the substrate. 

Ellipsometry is based on the measurement of the polarization states of the incident and 

reflected waves, which leads to the determination of the ellipticity  , defined as the ratio of 

the reflection coefficients     and   : 
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tan  is the ratio of the absolute values which represents the change in the 

amplitude of the wave after reflection on the surface, and sp    represents the change 

in the phase. 
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Figure 1: Schematic representation of the principle of ellipsometer. 

In our case, the incident light is emitted onto a thin film which is grafted on a reflective 

substrate, as shown in Figure 1. After the incident light is reflected and refracted for several 

times at the two interfaces, we get the final reflected beam. Similar to what is presented 

above, we can deduce the reflection coefficients as: 

                                    

                                    

in which           1       2        1       2    

          2       3        2       3    

          1       2        1       2    

          2       3        2       3    

           2         1       2       3  

where     and     are the reflection coefficients in the directions parallel and perpendicular 

to the incidence plane respectively at interface 1, while     and     at interface 2;   

represents the thickness of the film;   represents the wavelength of the incident light;   ,    

and    represent the refractive index of air, the film and the substrate respectively. 

So then we can infer the ellipticity  : 

Substrate 

Film 

Air 

Interface 1 

Interface 2 
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From all the equations above, we can see that   is the function of              1 , which 

gives:                  1   

and then 

                             [eq. 1]                               [eq. 2] 

Since the refractive index of air    and the substrate    are already known, theoretically if 

we fix the wavelength   and the incident angle ϕ1, we can deduce the thickness   and the 

refractive index    of the film based on the measured   and   by ellipsometry. Actually, it is 

impossible to infer the analytical solutions of   and    from equations 1 and 2.  

So we fix the incident angle ϕ1 and then vary the wavelength of the incident light  , it is easy 

to obtain two curves: the measured   and   as function of   respectively. Then   and    can 

be found out which give the best fit of the two curves based on the equations above.   

2. Experimental setup 

2.1 Ellipsometer 

The in situ measurements are performed using the auto-nulling imaging ellipsometer 

Na ofil _EP  (A urio  e uipped ith a spe tros opi -ellipsometry box containing a 

monochromator which enables the optical parameters to be determined over a wide range 

of wavelengths. The ellipsometer system EP3 is a computer-controlled precision measuring 

instrument for the measurement and graphical evaluation of layer thickness and optical 

properties. It is schematically represented in Figure 2. 

 

Figure 2: Schematic representation of the components of ellipsometer system EP3. 
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As shown in Figure 2, after passing through the linear polarizer (P) and compensator (C), the 

light (a plane wave) becomes an ellipse-polarized light by adjusting the relative position 

between P and C. Then the ellipse-polarized light is reflected on the surface of the sample, 

and turns into a linearly polarized light, which can be easily detected by using a second 

polarizer named analyzer (A). In fact, the reflected beam can be extinguished by setting A to 

a 9 ° positio  ith respe t to the a is of the polarizatio . Doi g this is alled ulli g . 
Especially, the compensator (C) can be fixed at a certain angle (normally 45° for ellipsometric 

measurements), so a rotation of P is followed by a rotation of A to detect the reflected light 

which is linearly polarized. The EP3 system is also equipped with a sensitive CCD camera 

which enables the imaging of the sample. 

The light source is a xenon arc lamp. The monochromator with 46 interference filters can 

result in various monochromatic lights with the wavelength ranging from 360 to 1000 nm, 

and the bandwidth ± 8 nm. The ellipsometric resolution of   and   is 0.001°. 

The experimental data is recorded by a connected PC and then analyzed with the software 

EP4 Model supplied by the manufacturer. 

2.2 Measurements in air 

For the measurements in air, an optical model is used as shown in Figure 3, which contains 

two layers between two semi-infinite media. One of the semi-infinite media is the substrate 

consisted of silicon with the refractive index (3.874 + 0.016i), and the other is ambient air 

with the refractive index 1.00. Here, we suppose that the refractive indices are independent 

of temperature and the wavelength of the light. 

 

Figure 3: Schematic representation of the model for measurements in air. 

In the optical model, silica and silane form the first layer together, with the refractive index 

1.46 and the thickness hs, which is already determined before grafting the film onto the 

substrate. The second layer is the hydrogel film with an unknown thickness ha, while its 

refractive index depends on the polymer used to make the gel film. For example, the 

silicon (n = 3,874+0.016i) 

air (n=1.00) 

silica + silane (n=1.46) 
Film  ha 

hs 
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refractive index of a PNIPAM gel film is 1.52. 

The thickness of the hydrogel film in air is determined by ellipsometry. The refractive index 

of the hydrogel film in air depends on the water content in the hydrogel film and so on the 

humidity ratio in air. We show that the water content is around 10% for a large range of 

humidity ratio between 20% and 60% which includes standard humidity ratio of air. 

2.3 Measurements in water 

In situ measurements in water are performed using a liquid cell with thin glass walls fixed 

perpendicularly to the light path. The angle of incidence is fixed at 60° depending on the 

liquid cell. The whole system of the setup for the measurements in water is sealed. The 

liquid cell is temperature-controllable with the temperature regulated within ± 0.1°C.  

Similar to the optical model used for measurements in air, an optical model containing two 

layers between two semi-infinite media is applied, as shown in Figure 4. One of the semi-

infinite media is the substrate, and the other is pure water with the refractive index 1.33.  

 

Figure 4: Schematic representation of the model for measurements in water. 

Silica and silane form the first layer together, the same as in air. The second layer is the 

swollen hydrogel film with an unknown thickness hw. Since water is kept in the polymer 

network, the refractive index of the gel film is in-between that of water and that of the 

polymer. For example, the value of the refractive index of a swollen PNIPAM gel film in 

water is between 1.33 (refractive index of water) and 1.52 (refractive index of PNIPAM). 

Both the refractive index and the swollen thickness of the hydrogel film in water are able to 

be extracted from the ellipsometry data fit. 

 

 

hw  Film  

silica + silane (n=1.46) 
silicon (n = 3,874+0.016i) 

water (n=1.33) 

hs 
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Annex 3:  QNM-AFM 

1. Principle 

PeakForce QNM (Quantitative NanoMechanics) is an extension of tapping mode. As in 

PeakForce QNM mode the force applied to the sample by the tip is controlled at a relatively 

low frequency (typically 1 kHz or 2 kHz), the deformation depth of the sample and the lateral 

force are small, which ensures the minimal damage to the probe and the sample, and also 

the effect of the substrate is decreased. With a calibrated cantilever, the measurement with 

PeakForce QNM mode has higher spatial resolution compared with tapping mode, and 

enables the quantitative definition of mechanical properties such as modulus, adhesion, 

deformation and dissipation. In fact, with Peak Force QNM mode we can detect a large 

range of elasticity.  

In Peak Force QNM mode, the cantilever oscillates, but far below its resonant frequency. The 

vertical motion of the cantilever using the Z piezo element relies on the peak force between 

the tip and the probed sample as a feedback. The peak interaction force between the tip and 

the probed sample along with the property information of the sample are collected for each 

individual tap. Since the cantilever is not resonated, the tuning of the cantilever is not 

required, which is particularly advantageous in measurements in fluids. 

   

Figure 1: The approach-retract curve i  the for  of Force-Ti e . Blue i dicates approach of 
the tip while red indicates retract of the tip.  

Peak Force QNM performs a very fast approach-retract curve at every pixel in the image 

obtained. As shown in Figure 1, the approach-retract curve is presented in the form of 

For e-Ti e . The i itial o ta t of the pro e ith the sa ple (B , peak for e (C  a d 
adhesion (D) points are labeled. The peak interaction force of each approach curve is then 

used as the imaging feedback signal. 
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Figure 2: The approach-retract curve i  the for  of Force-Dista ce . Blue i dicates 
approach of the tip while red indicates retract of the tip. 

Using the Z-position information, the approach-retract curve can also be presented in the 

for  of For e-Dista e , sho  i  Figure 2. The curve is analyzed during the probing to 

produce the peak interaction force as the controlling feedback signal, while providing a map 

of multiple mechanical properties of the sample (adhesion, modulus, deformation, 

dissipation) that has the same resolution as the height image. 

2. Measurements in water 

In situ imaging of the PNIPAM hydrogel thin films grafted on silicon wafers is performed 

using a Dimension Icon Scanning Probe Microscope (SPM) equipped with a NanoScope V 

Controller (Bruker), shown in Figure 3. 

            

Figure 3: Dimension Icon SPM System. 

This Dimension Icon SPM System produces high resolution, three-dimensional images by 

scanning a sharp tip over the sample surface. The tip is part of a flexible cantilever mounted 
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on one end of a cylindrical piezoelectric tube mounted near the top of the microscope. 

Voltages applied to the X and Y electrodes on the piezoelectric tube deflect the tube 

horizontally to produce a precise raster scan over the sample surface. A voltage applied to 

the Z electrodes on the piezo tube controls the vertical height of the tip. The Dimension Icon 

head includes X, Y and Z position sensors. The sensed XYZ position information provides the 

feedback for closed loop control of probe tip location, ensuring that the probe completes 

each move command at the intended position. Stepper motors coupled to lead screws 

translate slides with the sample attached. A separate motor drive controls the height of the 

microscope and tip relative to the sample surface. 

For the measurements in water, the samples with grafted gel films on silicon wafers are 

placed on a specially designed temperature-controllable cell with a few of water droplets on 

them, as presented in Figure 4, and the temperature is regulated within ± 0.1°C.  

            

Figure 4: Imaging a Sample Covered by a Drop of Fluid. 

Specially, for each temperature, probing is started after at least 15 minutes of equilibration 

of the whole system to ensure the stability of the water flow and the surface topography of 

the gel films, which is important for getting high quality images with the true surface 

morphology. 

The PeakForce QNM mode is selected for the measurements in water with the lowest 

possible peak force set point in order to minimize the damage to the gel film. Triangular 

cantilevers of different stiffness (k) with an integral silicon nitride tip (NanoProbe, Olympus) 

are used. 

It needs to be pointed out that the cantilever holder used for measurements in fluid is 

different from the standard one used for operation in air. As shown in Figure 5, it has a clear 

glass window.  

The cantilever holder is a small printed circuit card or acrylic block that holds the cantilever 

firmly at the proper angle. The cantilever holder used for measurements in fluid in Figure 5 
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provides an optically transparent cover over the back of the cantilever to maintain the 

optical path of the laser beam constant when the tip is submerged in a fluid medium.  

 

Figure 5: The cantilever holder used for measurements in fluid. 

3. Data analysis 

The images obtained are analysed in the NanoScope Analysis package. Generally, the images 

are firstly flattened using a standard algorithm within the NanoScope software before 

further quantitative analysis, to remove background slope and artificial height offsets 

between consecutive scan lines of the raw images. 

“pe iall , the redu ed You g’s Modulus    is referred as the so-called DMT modulus, which 

is o tai ed  fitti g the retra t urve (i  the for  of For e-Dista e  usi g the Derjagui , 
Muller, Toropov (DMT) model[1] given by 

                   

where      is the force on the tip,      is the adhesion force,   is the tip end radius and   is 

the tip-sample distance. 

 

 

 

 

 

 

 

[1]. Derjaguin B.V., Muller V.M., Toropov Yu.P., J. Colloid. Interface Sci. 53, 314 (1975). 
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Annex 4:  Neutron reflectivity 

As mentioned previously, neutron is the only available methods with a sufficient resolution 

to investigate the conformation of solvated polymer networks grafted on planar solid 

surfaces. The strength of the neutron reflectivity or neutron scattering techniques comes 

from the strong difference between the neutron scattering lengths of hydrogen and 

deuterium. It is then possible to create an enhanced contrast by the selective deuteration of 

one of the components of the system while keeping a nearly equivalent chemical structure. 

In our case, hydrogenated polymer networks (i.e. hydrogel films) are swollen in a deuterated 

solvent (water).  

1. Principle 

The specular neutron reflectivity is sensitive to the coherent scattering length density profile 

in the direction normal to the interface, noted     . The scattering length density can be 

related to the local atomic composition of the material and its density by:           

where    is the volume density of atoms   and    is the coherent scattering length of the 

atom  . The neutron scattering length density is about 10-6 Å-2. As the volume concentration 

in polymer varies with respect to the distance from the surface  , so does  . In the 

kinematical approximation, the reflectivity      – which is the ratio of the reflected beam 

intensity to the incident beam intensity – can be expressed as a function of Fresnel 

reflectivity       and the wave vector  :  

                                   
    

with the wave vector   equal to: 

          

where   is the neutron wavelength and         the angle of incidence. 

Fresnel reflectivity corresponds to the reflectivity of the abrupt interface between two 

homogeneous media with two different coherent scattering length densities     and    . 

Fresnel reflectivity       is related to the critical wave vector   , which can be expressed as:                 
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by the following relationship:  

                              
 
 

For wave vectors inferior to the critical wave vector, total reflection is observed (           ). 

2. Experimental setup 

2.1 Neutron reflectometer 

Neutron reflectivity measurements were performed on the reflectometers EROS (Etude par 

Réfle tivité de l’Orga isatio  des “urfa es  a d PRI“M (Polarised Refle to eter for the 
Investigation of Surface Magnetism) at the Laboratoire Léon Brillouin, CEA-Saclay (France), 

u der Fa ri e Cousi ’s at hful a d ki d e e. We used proto ated h drogel fil s a d 
deuterated solvent in order to enhance the contrast between the hydrogel and the solvent 

and to optimize the reflectivity signal.  

2.1.1 EROS 

This reflectometer is dedicated to the study of interfaces by neutron reflection. The reflected 

intensity at grazing angle of a non polarized white neutron beam is measured as a function 

of wavelength. The variation of this reflection coefficient (reflectivity) with the wave vector 

is linked to the concentration profile perpendicular to the interface. If this profile is 

represented by a succession of different layers, the thickness, composition and roughness of 

each layer may be determined within the range from 2 to 500 nm for thickness and 1 to 20 

nm for roughness. All type of interfaces might be studied, including air-solid and solid-liquid 

interfaces. 

 

Figure 1: Schematic representation of the reflectometer EROS.  

As shown in Figure 1, out of the wave guide, the multi-wavelength neutron beam first goes 

Detector 

Sample 
Collimator 

Chopper 
Mirror 

Wave guide   
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through a chopper which selects the wave packets with the fastest propagating wavelength 

equal to 3 Å and the slowest 25 Å, as the velocity of the neutron (of mass   )   depends on 

its wavelength   through De Broglie’s relatio :  

        

with    the Planck constant. The selected beam is collimated, and then sent onto the solid-

air interface directly (Figure 2a), or the solid-liquid interface through the silicon wafer 

(Figure 2b). After reflected at the interface, the neutron beam is finally detected by the 

dete tor. The ti e of flight  ethod is used to deter i e the avele gth of the dete ted 
neutron beam according to the equation above.  

 

Figure 2: Two types of geometry are used in measurements with EROS: solid-air interface (a) 

and solid-liquid interface (b). 

For the measurements in air, the neutron beam firstly passes through the grafted hydrogel 

film and then arrives at the silica-silicon interface, where it is reflected to reach the detector. 

For the measurements in liquid, the geometry in Figure 2b is applied because silicon is a 

material that absorbs very few neutrons compared to heavy water. The neutron beam 

crosses the silicon wafer, is reflected at the hydrogel-solvent interface, re-crosses the silicon 

wafer and then reaches the detector. 

A system is specially developed to adapt to the measurements in liquid, as shown in Figure 3. 

A liquid cell made of stainless steel is designed, which contains a teflon trough filled with the 

deuterated solvent and a copper heater whose temperature can be regulated within ± 0.1°C. 

During measurements, the sample is tightly clamped against the teflon trough with the film-

grafted surface touching the solvent.  

The sample was tilted to optimize the signal measured and the detector was placed 

accordingly to the second semi-infinite media (air or solvent). Two angles   were set for the 

measurements to get the largest range of wave vector as possible. In air, the experiments 

were achieved at 0.93° and 1.6° so that the wave vector ranges from 4 10-3 Å-1 to 9 10-2 Å-1. 

In heavy water, the two angles were set to 1.19° and 2° so that the wave vector ranges from 

k 
Silicon  

k 
Deuterated solvent Silicon  

(a) In air  

Air   

(b) In liquid 
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5 10-3 Å-1 to 8 10-2 Å-1. 

 

Figure 3: Schematic representation of the system for measurements in liquid: a liquid cell 

containing a teflon trough filled with the deuterated solvent and a copper heater. 

2.1.2 Prism  

This spectrometer is suited for the study of thin films and multilayers with polarization 

analysis. The general view of the spectrometer is shown in Figure 4. 

 

Figure 4: Schematic representation of the reflectometer PRISM. Slits are made of single 

crystal Gallium Gadolinium Garnet to reduce small angle neutron scattering. The incident 

beam is produced by a multilayer monochromator mounted in the guide G2.  

PRISM reflectometer works with angle variation (and not time of flight). The wavelength is 

The sample 

Liquid cell made  

Teflon cuvette filled with 

the deuterated solvent 

of stainless steel 

Reflected beam 
of neutron 

Copper heater 

Incident beam 
of neutron 
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fi ed at .  Å a d the s atteri g a gle θ a  e varied up to °. Eve  if the a gle variatio  
0.002° is the smallest as possible, the resolution on small wave vector is not as good as that 

obtained with EROS which works with time of flight. This spectrometer allows to measure 

reflectivity curves with a dynamic range of 105 - 106. Variation of angles, range of k. 

The setup for measurements in air and in liquid with PRISM is very similar to that used in 

EROS, except that the position of the measured surface is vertical (which is horizontal with 

EROS). 

3. Fitting of experimental data and deduction of the density profile 

To determine the profile of scattering length density, we assume a model of       which 

has a number of adjustable parameters, and we are able to deduce the reflectivity 

corresponding to this profile using the formula of      given above. Then the calculated 

reflectivity is compared with the experimental one, and with an optimization algorithm, we 

can find out the values of the parameters which give the best fitting of the experimental 

data.  

For the model of      , we suppose that the thin film is divided into many layers with a 

constant scattering length density for each layer. The layers are connected between each 

t o la ers  the error  fu tio  hi h refle ts the i terpe etratio  of the la ers (i.e. 
roughness . With this odel e do ’t eed to defi e the shape of the de sit  profile a priori. 

The thickness, the roughness and the scattering length density of each layer are the 

adjustable parameters. We define     and    are the scattering length density and the 

thickness of layer   respectively. While i  is the roughness which connects the layer   and    , and it is also the standard deviation of Gaussian function that describes the error 

function.  
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The optimization program we use was developed by Alain Menelle of the Laboratoire Léon 

Brillouin at Saclay. It is employed to minimize the following function: 
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where   is the number of data points,   is the number of adjustable parameters,    is the 

calculated reflectivity for     ,       is the experimental reflectivity, and   is the 

measurement error. The number of adjustable parameters must be very small compared to 

the number of data points, because if not, the probability that the algorithm "blocks" on a 

local minimum value of   can grow rapidly. 

 

Films of single network 

The single network gel films were measured in air and in (heavy) water. For all sample, the 

fitting of the experimental data using a unique layer for the hydrogel film is adequate. There 

is no need to suppose many layers as for polymer brushes for which the density profile is 

very soft. As a result, the films of single network can be described by one single layer with an 

interface width defined by an error function. 

For the measurements in air, the thickness found    is compared with the value measured 

by another technique such as ellipsometry. The roughness  provides the interface width of 

the hydrogel film. The scattering length density Nb obtained is compared to the theoretical 

value (provided by the calculation or the literature). This comparison allows the 

determination of the water content in the hydrogel film. 

For the measurements in water, once we get the profile of scattering length density       

by fitting of experimental data, the polymer density profile      is deduced from      , 

knowing the coherent scattering densities of the polymer       and of deuterium oxide      : 

                            

Calculated from the polymer density profile using: 

             
  

for which the thickness    is an important parameter because it corresponds to the 

thickness of the film in air. Profiles fitting well the experimental date but corresponding to 

an unsuitable thickness    are naturally not selected. 
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Films of IPN and LbL networks 

The IPN and LbL multilayer gel films were investigated in air and in water. For the 

measurements in water, the contrast-matching of the solvent with the PAA deuterated 

polymer was performed to make visible only the PNIPAM hydrogenated polymer network. 

The contrast-matching was achieved by using D2O/H2O mixture (with 88% of D2O and 12% of 

H2O). The same incident angles as for films of single network were set: 1.19° and 2° as the 

D2O/H2O mixture contains a majority of D2O so that the range of wave vector is comparable 

with that obtained for films of single network: from 4 10-3 Å-1 to 8 10-2 Å-1. 

For the measurements in air, the thickness    found is not unique as the samples contain 

many networks. However, the number of layers is not necessary the same used for the 

ellipsometry measurements. Actually, the ellipsometry allowed the control of each step of 

the synthesis or each step of the addition of the networks in the whole film. The neutron 

measurements are performed on the whole film and the structure of the hydrogel film 

depends strongly on the interpenetration between the networks. Also, the total thickness in 

air    found after fitting should be the same as the value measured by ellipsometry. The 

roughness  given by the error function which connects two adjacent layers provides exactly 

the interpenetration of the networks. The scattering length density Nb obtained for each 

network is compared to the theoretical value (provided by the calculation or the literature). 

However, as it depends both on the interpenetration between networks and on the water 

content in the hydrogel film, we assume that the water content for films of LbL and IPN 

networks is reasonably the same as for films of single network. The interpenetration 

between networks with the ratio of deuterated and hydrogenated networks for a given layer 

is then deduced. 

The Table 1 lists the scattering length densities used along the fitting process. 
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Material Nb.106 (Å-2) 

for the interface Si-Air 

(Nb-NbSi).106 (Å-2) 

for the interface Si-D2O 

Silicon 2.07 0.00 

Silica 3.47 1.40 

Silane 0.28 -1.79 

Deuterium oxide D2O 6.40 4.33 

Water H2O -0.56 -2.63 

Hydrogenated PNIPAM-h 1 1.00 -1.07 

Deuterated PAA-d 2 5.56 3.49 
 

Table 1: Neutron coherent scattering length densities of various materials. 
1 see discussion detailed on the part 3.1 of chapter 3 
2 the PAA-d contains 95% of deuterated species and 5% of hydrogenated species as shown by 1H NMR spectrum 

and is assumed to be 50% ionized in pure water, the calculation of Nb for totally deuterated PAA is 6.00 10-6 Å-2 

for non-ionized state (using density equal to 1.3 g/cm3) and 5.48 10-6 Å-2 for fully ionized state (using density 

equal to 1.6 g/cm3) respectively, the calculation of Nb for totally protonated PAA is 1.80 10-6 Å-2 for non-ionized 

state (using density equal to 1.3 g/cm3) and 2.46 10-6 Å-2 for fully ionized state (using density equal to 1.6 g/cm3) 

respectively. 
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Abstract 

Thin films of hydrogels we study are chemical polymer networks covalently grafted on solid substrates. 

These versatile coatings allow the control of various interfacial properties such as responsive properties, 

wetting or mechanical properties. Here, thin films of stimuli-responsive hydrogels (with temperature, light or 

electric field) are the point of interest.  

The surface-attached gel films are synthesized by following a straightforward strategy based on thiol-ene 

click chemistry. The formation of the films is achieved by adding bifunctional thiol molecules as cross-linkers to 

the ene-reactive polymers on thiol-modified surfaces. This strategy allows us to obtain hydrogel films with a 

wide range of thickness and with the desired properties.  

We study the structure of surface-attached poly(N-isopropylacrylamide) gel films which show thermo-

responsive properties. We determine the effect of confinement and constraints due to the surface-attachment 

on the swelling/collapse phase transition of hydrogels with two approaches: the one-dimension swelling 

normal to the surface using ellipsometry and neutron reflectivity and the in-plane observation of the free 

surface of the gel using AFM. The transition temperature (LCST) and the swelling ratio of the hydrogel films are 

investigated on a range of thickness varying from nanometer to microns. The swelling ratio of hydrogel films is 

in good agreement with the scaling laws predicted with the extension of Flory-Rehner theory to one-dimension 

swelling. It is also shown that the smoothness of the free surface of the hydrogel films is not due to the 

roughness (in-plane irregularities) but mainly to a diffuse interface, indicating that the hydrogel in the film is far 

from a model network. 

New and complex hydrogel films are also developed by targeting the architecture of the polymer networks. 

Inspired from macroscopic hydrogels architecture, we design various architectures: multilayer gel films, 

interpenetrating networks (IPN) gel films and hybrid gel films. Multilayers gel films are the combination of 

many functional single-network films simply by stacking one onto the other as in layer-by-layer assemblies. In 

IPN gel films, the two chemical networks are interpenetrated one into the other. Hybrid hydrogels films studied 

are hydrogels containing solid particles such as silica nanoparticles. 

 

Résumé 

Les films minces d’h drogels ue ous étudio s so t des réseau  hi i ues de pol res greffés par liaison 

covalente sur des substrats solides. Ces revêtements versatiles permettent le contrôle des propriétés 

interfaciales tel que les propriétés stimulables, le mouillage ou les propriétés mécaniques. Ici, nous nous 

i téresso s au  fil s i es d’h drogels sti ula les (par la te pérature, la lumière ou le champ électrique). 

La synthèse des films de gels greffés suit une stratégie simple basée sur la chimie click thiol-ène. Les films 

sont fabriqués en déposant les polymères stimulables fonctionnalisés par des groupes diène en présence de 

réticulants dithiols sur des surfa es odifiées thiol. Cette stratégie per et d’o te ir des fil s d’h drogels sur 
u e large ga e d’épaisseur avec les propriétés stimulables visées. 

Nous ous i téresso s à la stru ture des fil s d’h drogels greffés de pol (N-isopropylacrylamide) aux 

propriétés thermo-sti ula les. Nous étudio s l’effet du o fi e e t et des o trai tes dues au greffage sur la 

surface sur la transition de phase gonflement/dégonflement des gels avec deux approches : le gonflement 

unilatéral (perpendiculaire à la surface) par ellipsométrie et réflectivité de neutrons, et la topographie (dans le 

plan) de la surface libre du gel par AFM. La température de transition (LCST) et le degré de gonflement des 

films de gel sont étudiées sur u e large ga e d’épaisseur du a o tre aux microns. Le degré de 

go fle e t des fil s de gel est e  o  a ord ave  les lois d’é helle éta lies à partir de la théorie de Flor -

Rehner adaptée à un gonflement unidirectionnel. Nous montrons que la surface libre des films de gel est plus 

diffuse que rugueuse, l’h drogel da s le fil  éta t loin d’u  réseau od le. 
Nous développo s égale e t de ouveau  fil s d’h drogels ave  des réseau  d’architectures ciblées. En 

s’i spira t de l’ar hite ture des gels a ros opi ues, ous éla oro s diverses ar hite tures : films de gels 

multicouches, films de réseaux interpénétrés et films de gels hybrides. Les films de gels multicouches 

permettent de combiner plusieurs réseaux simples fonctionnels empilés les uns sur les autres à la manière des 

assemblages layer-by-layer. Dans les films de réseaux interpénétrés, les deux réseaux chimiques sont 

i terpé étrés l’u  da s l’eau. Les fil s de gels hybrides contiennent des particules solides telles les 

nanoparticules de silice. 
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