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Novel concepts in the PECVD of silicon thin films: from plasma chemistry to photovoltaic device applications
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This PhD thesis work is dedicated to exploring and understanding the growth of silicon thin film materials using different plasma-enhanced chemical vapour deposition (PECVD) techniques for applications in photovoltaics.

The first part of the work concerns combining a new process chemistry using an SiF 4 /H 2 gas mixture with the matrix-distributed electron cyclotron resonance (MDECR) PECVD technique to obtain high growth rate microcrystalline silicon (µc-Si:H). Due to the particular design of the MDECR system, a careful investigation of the impact of the impinging ion energies on material deposition can be done. We find that moderate ion energy conditions are beneficial to achieve a significant drop in the density of nano-voids, and thus a higher quality material with better stability can be obtained. A two-step deposition method has been introduced as an alternative way to eliminate the formation of an amorphous incubation layer during film growth.

The second part of the work is dedicated to the exploration of the Tailored Voltage Waveforms (TVW) excitation technique for capacitively coupled plasma (CCP) processes. As an advantage over the conventional sinusoidal excitations, the TVW technique provides an elegant solution for ion flux-energy decoupling in CCP discharges through the electrical asymmetry effect. This makes it possible to independently study the impact of ion energy on material deposition at relatively high process pressure. Based on this insight, we have studied the deposition of µc-Si:H and amorphous silicon (a-Si:H) from the SiF 4 /H 2 /Ar and SiH 4 /H 2 plasma chemistries, respectively. From an analysis of the structural and electronic properties, we find that the variation of ion energy can be directly translated into the material quality. We have applied these results to photovoltaic devices and have established comprehensive links between the controllable plasma parameters via TVW, the deposited material properties, and, finally, the resulting device quality.

In the last part, as a further application of TVW, we discovered a set of "electrode-selective" CCP processes. In the case of silicon thin film deposition from the SiF 4 /H 2 /Ar plasma chemistry when using sawtooth TVW, one can achieve a deposition process on one electrode, while at the same time either no deposition or an etching process on the counter electrode. This is due to two effects: the multi-precursor nature of the resulting surface process and the asymmetric plasma response caused by the slope asymmetry effect of sawtooth TVW. Moreover, such a deposition/etching balance can be directly controlled through the H 2 flow rate. We have further studied the impact of process pressure and reactor geometry on the asymmetric plasma response for both the single-gas and multi-gas plasmas using sawtooth TVW. The product of pressure and inter-electrode distance is deduced to be a crucial parameter in determine the plasma heating mode, so that a more flexible control over the discharge asymmetry as well as the resulting "electrode-selective" surface process can be expected.

Résumé

Dans la première et la deuxième parties de ce manuscrit, grands efforts ont été consacrés à l'optimisation des processus de dépôt des couches minces de silicium et à la fabrication de dispositifs photovoltaïques basé sur des différents types des techniques de dépôt chimique en phase vapeur assisté par plasma (PECVD), et notamment l'influence de l'énergie ionique sur les résultats de traitement. Dans la troisième partie, en tant qu'application de la technique d'excitation multi-fréquence TVW, nous avons découvert un effet "electrode-selective" dans les processus plasma radiofréquence capacitivement couplé (RF-CCP).

Tout d'abord, afin d'réaliser de le dépôt de silicium microcristallin hydrogéné (μc-Si:H) à grande vitesse, nous avons couplé la technique plasmas distributés matriciellement à résonance cyclotronique électronique (MDECR) PECVD et un plasma halogéné en utilisant un mélange de SiF 4 /H 2 . Il a été démontré que la température du substrat est essentielle pour obtenir une fraction volumique cristalline élevée avec des conditions de plasma à grande densité et basse pression, en raison de l'augmentation thermiquement induite de la diffusion des espèces sur de surface. D'autre part, en raison de la conception spécifique du système MDECR, nous avons effectué une étude minutieuse de l'influence d'énergie ionique sur le dépôt de matériaux. Nous avons trouvé qu'une condition d'énergie ionique modérée est bénéfique pour obtenir une diminution significative de la densité des nano-vides, et ainsi nous pouvons obtenir un matériau de meilleure qualité avec une meilleure stabilité. En augmentant l'énergie ionique pendant le dépôt, deux seuils l'énergie de bombardement ionique 𝐼𝐵𝐸 à ~12 eV et ~43 eV sont détectés, correspondant aux effets des déplacements atomiques en surface et en volume induits par SiF + . Les plus petites tailles de grains et les couches de surface plus rugueuses observées sont qualitativement liées au déplacement de surface induit par SiF + . À des énergies ioniques plus élevées, le déplacement en volume induit par SiF + peut sévèrement entraver le processus de nucléation, conduisant à un effet d'amorphisation local sur le film en croissance.

En outre, nous avons constaté que le processus d'incubation est l'étape la plus difficile de la croissance de μc-Si:H pour cette technologie. Une méthode de dépôt en deux étapes est présentée comme une alternative pour éliminer l'existence d'une couche d'incubation amorphe. En préparant une couche fortement cristallisé (peut être aussi mince que ~ 4 nm) à une pression de processus relativement faible, la couche principale de μc-Si:H à grande vitesse peut subir directement la croissance avec la phase cristalline. Ces résultats suggèrent tous que l'utilisation de la technique MDECR et du plasma SiF 4 /H 2 pour le dépôt de μc-Si:H résulte en des exigences assouplies sur les paramètres du procédé pour le matériau de qualité du dispositif.

Nous avons exploré l'application de la technique d'excitation TVW pour les processus CCP. Comme avantage par rapport aux excitations classiques à fréquence unique, le TVW non sinusoïdales fournissent une solution élégante pour le découplage d'énergie ionique et de flux ionique dans les décharges de CCP par l'effet d'asymétrie électrique. Basé sur ce point, nous avons éffectué des études sur l'influence de l'énergie ionique sur le CCP-PECVD de μc-Si:H à partir de plasma SiF 4 /H 2 /Ar. Un contrôle semi-indépendant de l'énergie ionique a été atteint, car un vitesse de dépôt du matériau peu variable nous a permis de concentrer sur l'effet des ions. Nous trouvons qu'une variation de l'énergie ionique, ou précisément le maximum 𝐼𝐵𝐸 (𝐼𝐵𝐸 𝑚𝑎𝑥 ) avec des conditions de pression relativement élevée, peut être directement traduite dans la qualité du matériau. Les propriétés structurelles et électroniques des couches ont été analysées, et nous avons obtenu du matériau ayant des propriétés optimales avec des valeurs 𝐼𝐵𝐸 𝑚𝑎𝑥 modérées comprises entre ~45 et 55 eV. Au-delà de cette plage, nous avons observé une diminution des propriétés du matériau par la plus petite cristallite et la plus faible densité, ce qui correspond à l'effet du déplacement atomique en volume induit par les ions liés au silicium pendant le dépôt. Une telle efficacité de TVW pour le contrôle de processus est encore confirmée en étudiant le dépôt de silicium amorphe hydrogéné (a-Si:H) à partir de plasma SiH 4 /H 2 . Dans les conditions d'énergie ionique étudiées, nous avons trouvé que des valeurs modérées de 𝐼𝐵𝐸 𝑚𝑎𝑥 peuvent conduire à une densité de matériau améliorée ainsi qu'à une meilleure stabilité sous illumination. Un 𝐼𝐵𝐸 𝑚𝑎𝑥 threshold à ~12 eV, correspondant au déplacement de surface induit par SiH x + , a été déterminé comme étant responsable de la dégradation de la qualité du matériau. Nous avons ensuite appliqué ces résultats à des applications photovoltaïques (μc-Si:H et a-Si:H) et établi des liens complets entre les paramètres de plasma contrôlables par TVW et les propriétés des matériaux déposés, et finalement les performances du dispositif photovoltaïque correspondant.
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Thin films and their deposition

A thin film is a layer of material applied onto a substrate surface and is usually used to achieve a wide variety of unattainable (or not easily attainable properties) by the substrate surface alone. Taking a simple case as an example, a thin layer of silver is often coated on glass to form a reflective interface for household mirrors. Thin film manufacturing processes are also at the heart of the semiconductor industry. Depending on their properties, thin film materials can be classified into different categories and can be applied in a broad range of areas, such as optical thin films for light filters, electrical thin films for optoelectronic devices, magnetic thin films for memories, chemical and thermal thin films for barriers or protection layers, etc. Furthermore, these thin films can also be multi-functional. For instance, titanium dioxide is the most widely used white pigment because of its brightness and high refractive index, but also has the potential to be used in energy production as a photocatalyst for hydrolysis.

"Thin" is a relative term and cannot be generally defined. While in most application cases, it means a layer having a thickness from a fraction of nanometer (a monolayer) up to several tens of micrometers. It is interesting to picture such a layer in a more intuitive way. For instance, a 100 nm thick silicon (atomic density of 5.0×10 22 cm -3 ) thin film with a 1×1 cm 2 area contains about 5×10 17 silicon atoms. If we imagine each of these atoms as a grape with 2 cm diameter and pile them up one by one with no gap, they would form a stack as high as a three story building. To relativize this in the other dimension, this three-story high building would have an area of 1.6×10 8 km 2 , which is ~24 times that of the French territory! In practice, the synthesis of this 100 nm silicon thin film by a standard technique, often referred as deposition, needs only a "short" processing time from a couple of seconds to several tens of minutes. Although the deposition can be done within such a short time, depending on the function the film must serve, a certain level of material quality needs to be assured. This can therefore lead to extremely stringent requirements for the deposition techniques to be used. Depending on the process, these deposition techniques can fall into two main categories: physical vapor deposition (PVD) and chemical vapor deposition (CVD). The PVD process is based on the physical material transfer from a solid or liquid source to vapor phase and then onto a substrate as a condensed phase, while CVD is a process that relies on chemical reactions between gaseous or liquid precursors with other reactants. This thesis mainly focuses on the synthesis of silicon thin film materials using the CVD process (or more precisely, the plasma-enhanced CVD process), so a brief introduction about its general principles will be given subsequently.

Chemical vapor deposition (CVD)

Due to the ability to controllably produce a large variety of desired materials, the CVD process has been employed in diverse industrially relevant applications such as semiconductor and microelectronic technologies, where the guarantee for high quality thin films and coatings is of crucial importance. In turn, this has served as a powerful driver spurring the development of the CVD technology. Many variants of CVD processing methods have therefore been proposed and developed. These methods fall in a variety of formats depending on the operating conditions like the operating pressure (atmospheric pressure, low pressure, ultrahigh vacuum, etc.), the state of growth precursor (gaseous, metalorganic, liquid, aerosol assisted, etc.), and the driving source (hot wire, plasma enhanced, laser assisted, photo assisted etc.). There are also some other types of methods like atomic layer CVD, or more commonly referred as atomic layer deposition. An exhaustive classification will not be listed here, further and more detailed information about these techniques can be found in handbooks such as the ones by Hitchman et al1 or Ohring 2 .

Nonetheless, regardless of this large variety of methods, the CVD processes share a general set of sequential steps, as shown in Figure 1.1: firstly, reactants and dilute gases (if present) are introduced from the inlets, and are transferred to the reaction region, where the growth precursors and by-products are produced in the gas phase; then the growth precursors and reactants approach the processing surface, and are physically or chemically adsorbed; after that, surface migration of these species towards the energetically favorable sites leads to the film growth (surface reaction can also occur during this step of the process); finally, volatile by-products desorb from the growing surface into the bulk gas flow region and are pumped away towards the reactor exit. 

Plasma-enhanced CVD (PECVD)

The plasma-enhanced CVD (PECVD) process is derivation of CVD process, where all the gas phase and surface physical and chemical reactions described above are stimulated by the presence of a glow-discharge plasma. In addition to the solid, liquid, and gas state, plasma is often viewed as the fourth fundamental state of matter. It is an electrically neutral medium mainly consisting of unbound neutral, positive, and negative particles (neutrals, ions, and electrons). In the majority of PECVD processes, plasmas are excited by energy coming from an external electrical field and providing a path for electron energy gain. As visualized in Figure 1.2, the energetic electrons then induce different types of electron-impact processes such as dissociation, excitation, ionization, and attachment. As a consequence, a large variety of plasma species (atoms, molecules and ions in the grounded and excited states, molecular fragments, free radicals) including the growth precursors for material deposition can be generated. The emergence of the PECVD technique also stems from the demands of the semiconductor industry for advances in process control, and a large amount of early commercial applications of PECVD were the low-temperature deposition of silicon nitride films for the passivation and encapsulation of completed microelectronic devices. Since the electron temperature is much higher than the gas temperature and substrate temperature, the PECVD process has the advantage to be able to operate under much lower temperature over the conventional thermally-activated CVD process not benefiting from the plasma activation. Therefore, previously unfeasible high-temperature reactions can be made to occur on temperature-sensitive substrates. Moreover, as has been extensively reported, the properties of the resulting material such as composition, stress, and morphology are strongly impacted by the elevated substrate temperature needed to dissociate precursors in standard CVD process. By operating at low temperature, the PECVD technique provides greater flexibility in process optimization. such a way contains a very high density of neutral threefold-coordinated Si dangling bonds (defect states) on the order of 10 19 cm -3 , which prevent doping, carrier transport, and many other characteristics that are desirable for a useful optoelectronic device. Such material is therefore of little technical importance.

However, the situation can be largely improved by incorporating atomic hydrogen into the silicon network, thus producing hydrogenated amorphous silicon (a-Si:H). Concerning the deposition of a-Si:H, the first published work can be traced back to 1879 done by Ogier 4 . However, research into this type of material really started one century later. In the second half of the 1960s, Sterling, Chittick and coworkers from the Standard Telecommunication Laboratories group published the formation of a-Si:H thin film from silane (SiH 4 ) using glow discharge 5,6 . With the incorporation of hydrogen, they managed to decrease the Si dangling bonds density down to 10 15 -10 16 cm -3 .

However, the essential role of hydrogen was not recognized immediately. It was later suggested by Lewis et al 7 from the Harvard group in a study about sputtered amorphous germanium in 1974, that the high density of defect states can be suppressed by adding hydrogen (H 2 ) to the plasma during processing. Through the passivation of dangling bonds by hydrogen atoms, improved electronic properties were obtained for the resulting amorphous material. Afterwards, it was confirmed by means of a hydrogen evolution experiment that glow discharge deposited amorphous silicon from pure SiH 4 also contains hydrogen 8 . Ever since, it has been generally recognized that device-grade amorphous silicon material in fact should be hydrogenated. Later on, Spear and Le Comber reported that the a-Si:H deposited using glow discharge can be n-type and p-type doped by the addition of phosphine and diborane 9 . Shortly afterwards, the demonstration of a-Si:H pn junction 10 and the first practical a-Si:H p-i-n solar cell device were published in 1976 11 . All these observations lead to significant interest in a-Si:H material, and since then, a tremendous quantity of research activities have been performed on this topic.

Properties

In contrast to crystalline silicon (c-Si) material which possesses a well-ordered silicon network, the main feature for amorphous silicon material is the long-range disorder in the atomic structure. As shown in Figure 1.3, although it has a tetrahedral bonding configuration as in c-Si, amorphous silicon shows a large distribution in bond lengths and bond angles. Therefore, free electrons and holes can have a scattering length of about an interatomic spacing, and as a consequence, the mobility of free electrons and holes in amorphous silicon are much lower than those for c-Si. Figure 1.4 depicts the density of states plot for a-Si:H, from which the electronic structure can be described. The bonding disorder causes exponential tails of localized states at the band edges extending into the forbidden gap, called band tails. Due to the frequent trapping and de-trapping from these localized states in band tails, the effective mobility of free electrons and holes in a-Si:H are further reduced. The energy level dividing the extended states and localized states is called the mobility edge 12 . To distinguish from the classical band gap, a mobility gap defined by the separation of the valence and conduction band mobility edges is used to describe the optical band gap for a-Si:H. On the other hand, despite the incorporation of hydrogen, the a-Si:H retains a considerable amount of dangling bonds. These dangling bonds can give rise to additional defect states near the center of mobility gap, and which are associated with carrier trapping and recombination processes, thus determining the material electronic properties. Due to the presence of long-range disorder in the atomic network, the optical properties of a-Si:H are also different from c-Si. The rapid scattering of free carriers makes the momentum conservation law for electron excitation relaxed, thus making a-Si:H behave more like a material with a direct band gap. This is important for solar cell applications, as to absorb all the available above-band photons, a much lower active layer thickness (usually on the order of several hundred nanometers) is required for an a-Si:H solar cell than that for c-Si solar cell (usually on the order of several hundred microns).

Staebler-Wronski effect

The main challenge for the application of a-Si:H in photovoltaics is its light-induced degradation, as after prolonged illumination, additional metastable defects will be generated in the material. The exact nature and detailed explanation for this effect is still not well known, but it is generally thought to be associated with the breaking of weak or strained Si-Si bonds or the emission of mobile hydrogen from Si-H bonds. These metastable defects can act as recombination centers for free carriers in a similar fashion to dangling bonds, consequently giving reduced electronic properties. In fact, this light-induced degradation (LID) is a reversible process. By annealing the sample at suitable temperature with enough time, these metastable defects can be (partially) eliminated. As this effect was first reported by Staebler and Wronski shortly after the fabrication of the first practical a-Si:H solar cell, it is often referred as the Staebler-Wronski Effect 14 .

Growth mechanism

Among the many preparation methods for a-Si:H thin films, the PECVD technique is most widely used. As previously stated, in such a plasma-based process, all the events are a consequence of electron-impact processes. Taking a commonly used SiH 4 /H 2 plasma process for example, a rich variety of species are generated through the inelastic collisions between feed gas molecules and energetic electrons: hydrogen radicals, silicon radicals (neutral, positively or negatively charged, metastable), photons, etc., as shown by Figure 1.5-(a). Besides these primary reactions, those reactive products can make further reactions with each other, or with their parent SiH 4 and H 2 molecules, forming larger molecules, nanoparticles, or clusters. Extracted from Ref. 17.

Despite the richness of plasma species, the standard deposition model for a-Si:H is based on SiH 3 (which as a single unsaturated bond) as the main growth precursor 15,16,17 . Figure 1.5-(b) schematically describes the most important processes on the film growth surface. During processing, the a-Si:H surface is almost fully terminated by hydrogen atoms at a relatively low substrate temperature (usually less than 200°C). The SiH 3 radicals produced in the gas phase will physisorb and start to diffuse on the hydrogen terminated surface. During the surface diffusion process, SiH 3 may experience various reactions: it could just simply desorb as SiH 3 , since it has a low sticking coefficient of around 0.1; or it recombines with another SiH 3 to produce a larger radical like Si 2 H 6 ; it could also abstract a surface-bonded hydrogen, forming SiH 4 and leaving behind a dangling bond on the surface. This dangling bond can act as a growth-site, to which another SiH 3 can adhere to form an Si-Si bond, leading to film growth.

Hydrogenated microcrystalline silicon (µc-Si:H)

µc-Si:H is a slight variant on a-Si:H, produced under similar conditions, but with dramatically different properties. The first detailed study about the fabrication of µc-Si:H was published by Vepřek et al in 1968 18 . In their process, they used a chemical vapor transport technique. By making use of a H 2 plasma, silicon material was etched from a solid-phase silicon source and then deposited as a microcrystalline phase on a substrate at another position. Following this, the first study about the deposition of µc-Si:H using PECVD was reported by Usui et al in 1979 19 . In the course of preparing doped a-Si:H, they accidently found that the material with a microcrystalline phase was obtained.

Thereafter, research activities on this topic grew explosively, including on the application of µc-Si:H in solar cells. The real breakthrough in this field came more than 10 years later. In 1993, the first working µc-Si:H solar cell was successfully fabricated at the IMT group (Neuchâtel) by applying the intrinsic µc-Si:H as the absorber layer 20 . This then stimulated further systematic research on all aspects of μc-Si:H material and devices for the following two decades and more. Properties µc-Si:H is a two-phase material consisting of crystalline grains and amorphous tissue, and as so is highly inhomogeneous. Shortly after the accident discovery of the formation of µc-Si:H by PECVD, it was found that the resulting material can be easily adjusted between pure amorphous phase and highly crystallized phases by modifying the processing parameters appropriately.

Taking the SiH 4 /H 2 plasma chemistry for example, an easy way to achieve this variation is to control the hydrogen dilution ratio (R= [H 2 ] [SiH 4 ]) ⁄ 21 , 22 , 23 . The evolution of the material morphology with the change of ratio R is schematically depicted in Figure 1.6. A higher value of R usually gives a higher crystalline volume fraction, with a prominent conical morphology (see the left side of Figure 1.6). Upon the decrease of hydrogen dilution, a dramatic change of the microstructure can be observed. Initially, the resulting material tends to present reduced crystalline column size with smaller grains. Then during the transition from highly crystallized material to amorphous phase dominant material, more amorphous tissue is incorporated between the crystalline grains, which prohibits the lateral growth of the columnar structure. As a result, at low R values, the material is characterized by the columnar growth of amorphous silicon with very fine crystalline domains embedded in the amorphous matrices (see the right side of Figure 1.6). Eventually, the crystalline phase growth completely disappears at further decreased hydrogen dilution conditions, giving a purely amorphous phase material. As in a-Si:H, one can also expect a large number of defects from dangling bonds and strained bonds in μc-Si:H, which can be active either as carrier traps or as recombination centers. However, a complication arises for μc-Si:H compared with a-Si:H from the fact that the local environment for these defects can vary; they may be inside a crystalline grain, on the surface of a grain boundary, or amongst the amorphous tissue. It is therefore not straightforward to distinguish these different defect states via only one experimental technique. Therefore, for the sake of simplicity, people usually concentrate on the characterization of the total defect density. For this, one frequently uses methods such as electron spin resonance 24 , photothermal deflection spectroscopy 25 , constant photocurrent method 26 , or Fourier-transform photocurrent spectroscopy 27 .

In view of the application of intrinsic μc-Si:H as the absorber layer in solar cells, the material optical absorption coefficient versus photon energy is a critical quantity. Figure 1.7 shows a typical optical absorption spectra for intrinsic µc-Si:H, and for comparison, the typical spectra for c-Si and a-Si:H are also presented. The band gap of µc-Si:H seems to be lower than that of c-Si, but if one considers light scattering by the rough surface of µc-Si:H 28 , a similar band gap at ~1.1 eV for both µc-Si:H and c-Si is extracted 29 . On the other hand, although µc-Si:H material is highly inhomogeneous, its absorption curve closely follows that of c-Si over a wide range, especially for photon energies below ~1.8 eV. The optical absorption in this range is mainly due to the crystalline phase material. This is true even for less crystallized µc-Si:H material, as absorption in this range may still be present (not shown here), and it will only disappear when the material is fully amorphous. On the other hand, for photon energies above ~1.8 eV, the optical absorption of µc-Si:H is more due to the amorphous phase, since it presents a absorption coefficient higher than c-Si but lower than a-Si:H in this range. 

Growth mechanism

Three types of growth model have been proposed for the formation of µc-Si:H by PECVD: surface diffusion models, etching models, and chemical annealing models. In a review study 34 , Matsuda has given a good summary for these models, as shown in Figure 1.8.

Figure 1.8-(a) describes the surface diffusion model. In this model, it is suggested that the high hydrogen dilution guarantees a sufficient flux of atomic hydrogen (H) towards the growing surface, which ensures a full surface coverage of bonded hydrogen. This can also produce great amount of local heating through the hydrogen recombination process on the surface. As a consequence, the surface diffusion of growth precursors is enhanced. This can help them to find energetically favorable sites for the formation of atomically flat surface, and subsequently, leading to the generation of crystalline nuclei and the growth of crystalline grains.

Figure 1.8-(b) describes the etching model. This model was proposed based on the experimental fact that the film deposition rate is reduced by an increase of hydrogen dilution. Atomic hydrogen on the growing surface breaks the energetically unfavorable weak Si-Si bonds, present preferentially in the amorphous network. In doing so, if one Si atom is removed from the surface, the next incoming growth precursor would move to this site to establish a more rigid Si-Si bond and give an ordered structure, i.e., the formation of crystalline grains. Figure 1.8-(c) describes the chemical annealing model. This model was proposed based on the experimental observation that material with a crystalline phase was formed during H 2 plasma treatment of an a-Si:H layer using a layer-by-layer (LBL) deposition method (alternating sequence of a-Si:H deposition and H 2 plasma treatment). By performing the alternating LBL process for several ten times, it was found that the film thickness was essentially not reduced during the H 2 plasma treatment. This phenomenon cannot be explained by the atomic H etching effect through the etching model. To give a reasonable explanation, it was suggested that many of these hydrogen atoms penetrated into the "sub-surface" or "growth zone" below the top surface, which induced a certain extend of structural relaxation (exothermic) in this region. With sufficient flux density of atomic H, this interaction can give rise to the occurrence of crystallization of amorphous silicon network without removing a significant quantity of silicon atoms through the etching process. In the same study, a detailed experimental verification for each of these models has also been carried out. The surface diffusion model was examined by studying the substrate temperature (impacting the radicals' surface diffusion) dependence of crystallinity for the resulting µc-Si:H as well as the film's initial growth behavior on a originally flat substrate. The etching model was discussed by comparing the relationship between radical generation rate in plasma through the corresponding optical emission and the resulting film deposition rate. The chemical annealing model was investigated through film growth using a similar LBL process. However, an improvement for the reaction apparatus was done by using a clean shutter in front of the cathode during the H 2 plasma treatment, in order to eliminate the possibility of material etched from the cathode acting as silicon source. The results showed that the etching model and chemical annealing model were insufficient to explain the growth of µc-Si:H, and the surface diffusion model was more supported by the experimental evidence.

Nevertheless, all these models are useful to condense knowledge about µc-Si:H from experimental observations, and each can be helpful in various cases. However, all these models converge on one general consensus concerning the plasma deposition of silicon thin films; in order to achieve high-quality material, any contribution from nanoparticles or nanocrystals generated in the plasma must be avoided. However, other work has led to a re-examination of this widely-held view. It was shown that plasma-generated nanoparticles or nanocrystals can also act as the building blocks for film growth. Moreover, unique optical and electrical properties for the resulting materials have been observed 17,35,36 . Overall, all these results suggest that a single, universal explanation for all process conditions may not exist, and a combinative consideration of these different models would be more appropriate to understand and evaluate thin film silicon growth processes.

1.3.

Halogenated plasma chemistry

Halogenated amorphous silicon

As an alternative to SiH 4 , research activities into using halogenated gases SiX 4 or SiH 2 X 2 (here X can be chlorine or fluorine) as the silicon source for the deposition of silicon thin films have also been conducted over the last 40 years. Shortly after the observation of light-induced structural instability in a-Si:H, in 1978, the pioneering work of Ovshinsky and Madan was published in «Nature» about the preparation of a new type of amorphous silicon-based alloy having additive fluorine as one of its main structural components 37 . They showed that amorphous material resulting from a silicon tetrafluoride (SiF 4 ) and hydrogen plasma chemistry is superior to the previous SiH 4 -based material for optoelectronic applications. The steric chemical and electronic properties for this type of Si-H-F alloy (a-Si:H,F) were described in detail in their subsequent work 38,39 . The author emphasized that the fluorine can act as a dangling bond terminator and its incorporation in the silicon network leads to low density of defect states, in particular lower than that of a-Si:H without fluorine (compared to their own work in Ref. 40). Due to the inherently low density of defect states, the material can be doped (n-type by adding arsine) very effectively.

Furthermore, almost no light-induced structure modification was observed. Because of these highly desirable characteristics, the authors predicted that "this material seems to have a potential for general semiconducting applications as well as for photovoltaics" 37 .

Quite soon, this intrinsic a-Si:H,F material was successfully implemented into Schottky-barrier metal/insulator/semiconductor solar cell devices, and conversion efficiencies of up to 6.3 % were reported 41,42 . This work was soon followed and validated by Japanese groups 43,44 , and the first p-i-n structure a-Si:H,F solar cell with a conversion efficiency of 2.5 % was fabricated by SANYO, which presented less degradation compared to their reference a-Si:H (without fluorine) solar cell 45 .

Halogenated microcrystalline silicon

In 1980, Matsuda et al obtained doped hydrogenated and fluorinated silicon material with a microcrystalline phase by introducing a dopant gas (phosphine or phosphorus pentafluoride) in the SiF 4 /H 2 gas mixture 46 . From that work, it was suggested that the fluorine is of crucial importance in inducing the ordered structure, especially in the case of high n-type doping levels. In fact, the first report about the preparation of intrinsic halogenated microcrystalline silicon was based on another type of halogenated gassilicon tetrachloride (SiCl 4 ), thus giving a hydrogenated and chlorinated microcrystalline silicon (µc-Si:H,Cl) 47 . As for fluorine, the chlorine in the resulting material also act as a dangling bond terminator. Later on, the deposition of intrinsic hydrogenated and fluorinated microcrystalline silicon (µc-Si:H,F) was also achieved from an SiF 4 /H 2 plasma chemistry by using a hydrogen-radical chemical vapor deposition (HRCVD) method, where the SiF 4 gas was exposed to the H 2 plasma generated in a microwave discharge 48 . From the HRCVD process, it was shown that the regulation of H 2 flow is a critical factor not only for determining the film deposition rate, but also for controlling the material structure, ranging from pure amorphous to varying amount of crystalline volume fraction. Subsequently, µc-Si:H:F from PECVD using both SiF 4 /SiH 4 /H 2 49,50 or SiF 4 /Si 2 H 6 /H 2 51 plasma chemistries was also reported. However, in those cases the silicon growth precursors are supposed to be from SiH 4 and Si 2 H 6 , as their binding energy is lower than that for SiF 4 . The PECVD of µc-Si:H,F using SiF 4 as the silicon source was later reported using an SiF 4 /H 2 /He plasma chemistry in 1990s 52 , and the role of He dilution in such a process was discussed in Ref. 53. Through the correlation of experimental results with in-situ optical emission spectroscopy measurements, it was suggested that the additive He can give an additional flexibility on the control over the film nucleation process and eventually its microstructure.

Work in the LPICM

In the late 1990s, such a fluorinated plasma chemistry was introduced in the LPICM for the PECVD of µc-Si:H § material 54 , and the target is mainly for optoelectronic device applications 55 . Instead of helium, another noble gas, argon, was chosen (giving an SiF 4 /H 2 /Ar gas mixture). In the early stages, the research activities were focused on the application of the material in thin film transistors 56 . Based on those studies, a better understanding was obtained for the growth mechanism 57 as well as the electronic properties 58 , 59 of the resulting µc-Si:H material. Furthermore, more insights about the correlation between dusty plasma chemistry and the resulting surface processes were clarified by studying the gas-phase generated nanoparticles and their role in material deposition 60 . As research trends switched towards renewable energy, the research focus was transferred to photovoltaics since the late 2000s, such as the fabrication of the intrinsic absorber layer for thin film solar cells 61,62,63 , and the epitaxial growth of the emitter for c-Si solar cells 64 .

In recent PhD thesis work, a phenomenological model 65 was proposed to understand the material deposition from such an SiF 4 /H 2 /Ar plasma chemistry. First of all, besides its similar function to He in the SiF 4 /H 2 /He plasma chemistry, it was experimentally determined that Ar can act as a catalyzer of the gas dissociation. Accepting this, the model consists of two kinetic reactions, as shown by Equation (1.1) and (1.2). The first one simplistically accounts for the dissociation process of SiF 4 by assuming SiF 3 and atomic fluorine (F) as the by-products. The second one is the reaction of H 2 with atomic F.

SiF 4 ↔ SiF 3 + F (1.1)
H 2 + F⦁ ↔ HF + H⦁ (1.2)
In this model, the prominent process happening in the plasma is the removal of fluorine. Atomic fluorine species generated from the dissociation of SiF 4 (Equation (1.1)) are thought to be scavenged by molecular H 2 in the form of HF during processing (Equation (1.2)). The resulting surface process can be easily illustrated by Figure 1.9.

When no hydrogen is injected, there will be no deposition from the pure SiF 4 /Ar plasma despite the presence of SiF x . This is because that the SiF 4 dissociation process is always associated with the generation of fluorine atoms, which can result in a strong etching effect either in the gas phase or on the substrate. Therefore, whatever the growth precursor, the film deposition requires both SiF x as well as the removal of corresponding fluorine atoms through the formation of HF. Once hydrogen is added into the gas mixture, the etching effect can be reduced and the deposition process appears. At low H 2 flows (see the green region), there is insufficient H 2 to scavenge the fluorine present, and a depletion of H 2 molecules will occur. Due to the remaining atomic fluorine, the etching process is still dominant. Therefore, in this case, hydrogen is the factor limiting the film deposition rate, and any increase in the hydrogen flow will result in an increase of deposition rate. This is called the H 2 -limited regime.

When hydrogen is further increased, after a certain threshold the deposition rate will be no longer limited by the available hydrogen, but in turn by the dissociation of SiF 4 , i.e., the available growth precursors. This is called the SiF 4 -limited regime (see the blue region), where the depletion of hydrogen decreases as the relative concentration of available hydrogen increases and all fluorine is scavenged as HF. As a consequence, the film deposition rate stays high but constant in this region.

In addition, the transition between these two regimes while adding hydrogen is usually accompanied by a material phase transition from amorphous to microcrystalline. In the H 2 -limited regime, amorphous material is obtained due to insufficient hydrogen being present for crystalline growth to occur. In the SiF 4 -limited regime, the atomic hydrogen is in excess, favoring the crystallization process, either in the gas phase or on the growing surface, leading to the formation of microcrystalline phase material. In addition, such an amorphous-to-microcrystalline transition depends on the level of SiF 4 dissociated during the process, and thus increases with power injection and with SiF 4 flow rate. In such cases, more hydrogen is required to scavenge the fluorine by-product, and thus to trigger the transition.

It should be noted that this model does not mean to detail the otherwise complex chemical processes in the plasma, but nevertheless providing a more intuitive link between the controllable processing parameters (power, pressure, gas flow ratio) and the experimental trends (deposition rate, material category).

In contrast to µc-Si:H films deposited from the SiH 4 -based plasma chemistry, films deposited from the SiF 4 -based plasma chemistry can have larger grain sizes and a rather small faction of amorphous content (sometimes even fully crystallized). Despite such low amorphous fractions, the material can still have a well-passivated grain boundaries and crystallites. For example, a defect density as low as 5.1×10 14 cm -3 was achieved for a fully crystallized layer, and this was correlated with an excellent open-circuit voltage (𝑉 𝑂𝐶 ) for the resulting µc-Si:H solar cell 65 . This upsets the paradigm that to obtain high efficiency devices, a material at the transition region between amorphous and microcrystalline silicon must be used as the active absorber layer to avoid the decrease of 𝑉 𝑂𝐶 66 . In addition, excellent carrier transport properties in the materials and less collection issue in the resulting devices allow one to use thicker absorber layers to obtain higher short-circuit current (𝐼 𝑆𝐶 ).

1.4.

Structure of this thesis

This PhD thesis work is dedicated to understanding the growth of silicon thin film materials using differing PECVD techniques and/or plasma chemistries, always with photovoltaic applications in mind. In addition to this first chapter, this manuscript consists of five main parts.

In chapter 2, we briefly describe the general background of experimental and characterization techniques.

In chapter 3, a halogenated plasma chemistry based on SiF 4 is combined with the matrix-distributed electron cyclotron resonance (MDECR) PECVD technique to obtain high growth rate µc-Si:H. The film growth dynamics under such low process pressure and high plasma density conditions is investigated, and the impact of different process parameters on the material quality is discussed.

In chapter 4, we explore the application of a recently developed radio frequency (RF) excitation source -Tailored Voltage Waveforms (TVW)for capacitively coupled plasma (CCP). Through the use of the TVW technique, one can achieve a semi-independent control over the RF plasma parameters, even at a relatively high process pressure. Therefore, the study of their impact on RF-PECVD silicon thin film quality can be done for both µc-Si:H and a-Si:H. We apply the results to solar cell devices and establish a comprehensive link from the control over plasma parameters via TVW to the properties of deposited materials, and eventually to the performance of the resulting devices.

In chapter 5, the slope asymmetry effect observed when using sawtooth TVW (until now mainly studied in single-gas plasmas) is applied for the first time to more process-relevant, multi-gas plasmas. When combined with the multi-precursor nature of the deposition/etching process of the SiF 4 -based plasma chemistry, an "electrode-selective" effect is observed in the resulting CCP process.

Finally, the whole work is summarized in the chapter 6, which also gathers some future perspectives.

Capacitively coupled plasma (CCP)

A CCP reactor is generally composed of two electrodes in parallel with a spacing between them.

After plasma ignition and for voltage excitation frequencies above a few MHz, only the electrons can respond to the instantaneous electric field produced by the applied voltage due to their lower mass and therefore higher mobility compared to other charged species. As well, they will be more quickly lost to the electrodes. On the contrary, the ions are characterized by a considerable lower mobility due to their much higher mass. As a consequence, such difference in mobility leads to the stratification of the discharge volume.

Figure 2.1-(a) generally shows an electropositive plasma (ions are only positively charged) operated in a geometrically symmetric system, where the electrons and ions density (𝑛 𝑒 and 𝑛 𝑖 ) profiles are depicted. The central part of the discharge, i.e., the bulk plasma, is essentially quasi-neutral since the amount of electrons and ions is comparable. However, such quasi-neutrality is no longer respected for the regions close to the electrodes. Because of the quick electrons loss, these regions always contain an excess of ions compared to electrons (𝑛 𝑖 > 𝑛 𝑒 ). As one can note in the figure, the closer one is to the electrodes, the greater this charge imbalance. Such space charge regions are named the plasma sheaths. To quantify the difference of mobility between electrons and ions, one can define a plasma frequency representing the highest frequency to which one species can respond. For example, the electron plasma frequency and the ion plasma frequency3 can be given by

ω pe = q √ n e mε 0 and ω pi = q √ n i Mε 0 (2.1)
respectively, where q is the elementary charge, m and M are the mass of the electron and ion respectively, and ε 0 is the vacuum permittivity. Considering a commonly used 13.56 MHz RF excitation source, we have the following relationship

ω pi ≪ ω ≪ ω pe (2.2)
Here ω corresponds to the excitation frequency. This means that the light electrons can respond to the oscillating excitation source instantaneously, while the heavy ions can only see the time-averaged quantities.

RF-PECVD processing system

A typical RF-PECVD processing system is the capacitively coupled configuration, as depicted in Figure 2.1-(b). The process chamber consists of a vacuum vessel surrounding the two electrodes.

An oscillating voltage signal is applied to one of the electrodes, called the powered electrode (or RF electrode). The other electrode is usually grounded. A matching network is employed between the powered electrode and the voltage source to maximize the delivered power. The processing substrate can be placed on the electrode, which can be heated. In systems with typical inter-electrode distances (several cm down to a few mm), a plasma can be sustained in a pressure range from several tens of mTorr to several Torr. Depending on the excitation frequency and power, the resulting plasma densities are usually in the range of 10 9 -10 11 cm -3 and electron temperature is on the order of several eV.

For most RF-PECVD reactors, the lateral walls are also grounded, which in fact gives a larger surface area for the grounded electrode than that of the powered electrode. This is called a geometrical asymmetry. If an external blocking capacitor is present between the voltage source and the powered electrode, this asymmetry will lead to the presence of a DC self-bias voltage 𝑉 𝐷𝐶 on the powered electrode. This is can be understood by assuming the plasma as an equivalent circuit model composing of two series-connected capacitive sheaths (much lower capacitance than the external blocking capacitor) and a resistive plasma bulk 4 . These two capacitive sheaths can be viewed as a voltage divider in the RF domain. Supposing the impact of the sheath thickness is small, the larger area of the grounded electrode will lead to a larger capacitance for its adjacent sheath than that in front of the powered electrode. As a consequence, the time-averaged potential drops across the two sheaths are different, and such difference results in the formation of 𝑉 𝐷𝐶 .

The red line in Figure 2.1-(b) represents the time-averaged potential profile within the plasma chamber. As previously stated, the plasma bulk is quasi-neutral, so the potential in this region is characterized by a nearly constant value (for electropositive plasma), and this time-averaged value is called the plasma potential 𝑉 ̃𝑝𝑙 . In most cases, this 𝑉 ̃𝑝𝑙 is higher than the potential at the two electrodes, although in very specific conditions 5 the opposite situationsheath reversalcan also be observed. Due to the presence of a potential drop, ions moving into the sheaths can be accelerated to a high kinetic energy, thus leading to a bombardment effect on the electrodes.

In practice, such ion bombardment plays a vital role in determining the processing results. Therefore, it is necessary to make estimation of the 𝑉 ̃𝑝𝑙 , as it is directly linked to the maximum kinetic energy that an ion may acquire before arriving on the electrode. Despite the technical challenges in measuring the 𝑉 ̃𝑝𝑙 directly (usually by Langmuir probes) in some processes, for a sinusoidal voltage source, it can still be estimated by knowing 𝑉 𝐷𝐶 via the well-known formula 6,7 𝑉 ̃𝑝𝑙 = 

𝐼𝐵𝐸 𝑚𝑎𝑥 𝑝 = 𝑉 ̃𝑝𝑙 -𝑉 𝐷𝐶 (2.4) 
and

𝐼𝐵𝐸 𝑚𝑎𝑥 𝑔 = 𝑉 ̃𝑝𝑙 (2.5) 
As the substrates (samples) are always positioned on the grounded electrode throughout this work, we simply express the maximum ion bombardment energy during processing (𝐼𝐵𝐸 𝑚𝑎𝑥 𝑔 ) as 𝐼𝐵𝐸 𝑚𝑎𝑥 .

Description of RF-PECVD reactors

In this work, two RF-PECVD reactors were extensively used: PHILIX and NEXTRAL.

PHILIX is a monochamber reactor used for the deposition of intrinsic a-Si:H and µc-Si:H films from SiH 4 -and SiF 4 -based plasma chemistries respectively. The general schematic of the processing system is shown in Figure 2.2. The deposition chamber comprises a cylindrical confinement plasma box surrounding two 100 mm diameter parallel electrodes with adjustable inter-electrode distance. The plasma box is grounded, thus making the chamber geometrically asymmetric. The two electrodes are vertically positioned during processing to minimize the impact from powders formed in the gas phase on the material deposition. Both electrodes are heated by resistive coils controlled via feedback loops, with temperatures monitored by embedded thermocouples. The gases are injected behind the powered electrode, which is pierced by a number of small holes, as shown in Figure 2.2-(a). There are several viewports on the chamber sidewall available for in-situ spectroscopic ellipsometry, optical emission spectroscopy, and residual gas analysis measurements. Note that there is no load-lock in this system, and a fairly long pumpdown time is required before each deposition to achieve the desired base pressure (below 2×10 -6 mTorr in this work). NEXTRAL is also a monochamber reactor (located in the Thales building cleanroom). It was used for the deposition of n-a-SiC:H and p-a-Si:H layers for the single junction a-Si:H solar cells, and the n-a-Si:H and p-µc-Si:H layers for the single junction µc-Si:H solar cells. A detailed description of that processing system can be found in Ref. 8.

High density plasma source

In some particular applications, high density plasma is preferred to the more common RF-CCP process in order to achieve less processing time. This greatly motivates the development of plasma sources with higher ionization efficiency, i.e., higher plasma density. Such requirements could be satisfied by referring to more efficient power coupling schemes than the "classical" capacitive coupling, by using much higher excitation frequencies, or by employing magnetic confinement and resonant effects. Accordingly, different excitation sources like the inductively coupled plasma sources, helicon sources, electron cyclotron resonance plasma sources, and some other plasma sources have been developed.

Here, some typical instances of these high-density plasma systems will be briefly introduced, whereas a detailed study of the plasma processes is beyond the scope of this work. For a comprehensive understanding of these techniques, one is referred to the handbooks by Lieberman and Lichtenberg 3 and by Popov9 .

Inductively coupled plasma source

In its simplest form, an inductively coupled plasma (ICP) source consists of a vacuum chamber and a non-resonant inductive coil. By applying an RF voltage (commonly with a frequency at 13.56 MHz or below) to the adjacent coil, the plasma can be created. From an electromagnetic point of view, the oscillating magnetic field associated with the time-varying coil current induces a current in the ionized gas.

As shown by the schematics in Figure 2.3, ICP systems usually have a cylindrical or a planar configuration. In the former case (see Figure 2.3-(a)), the plasma is generated by wrapping the spiral inductor around the outside (or inside) of the process chamber. In the latter case (see Figure 2.3-(b)), the inductive coil is a flat helix wound mounted on one side of the process chamber from the center to the outer radius, and is usually separated from the vacuum region by a dielectric window. In some applications, it is also possible to place it inside the chamber, but special design is required to avoid the issues of contamination due to sputtering. In addition, an array of multipolar magnets is sometimes placed around the discharge region to improve the radial plasma uniformity. Unlike the electron cyclotron resonance plasma sources introduced below, there is no resonance between electron motion and the frequency of the excitation source. 

Helicon source

When low-frequency whistler waves are confined to a cylinder, their purely electromagnetic character cannot be maintained and they become partly electrostatic, and as a result, their propagation and polarization characteristics will also change. These bounded whistler waves are known as helicon waves. These waves have frequencies between the lower hybrid frequency and the ion plasma frequency, which is much lower than the electron cyclotron frequency that will be introduced later. In the early 1970s, Boswell found that the helicon waves can be unusually efficient in producing high density RF plasmas 10 . As a matter of fact, the experimentally measured ionization rate was about three orders of magnitude higher than that predicted by the theoretical calculation. It was later pointed out by Chen that Landau damping could be the cause for such efficient power absorption 9 .

The general schematic of a typical helicon source is shown in Figure 2.4-(a). The main difference between a helicon discharge and an inductively coupled discharge is the presence of a weak (typically 50-200 G) magnetic field along the axis of source region. This magnetic field together with an RF-driven antenna placed around the chamber wall lead to the generation of helicon wave within the source region. The presence of the magnetic field can have several functions 9 . Firstly, the skin depth is increased, so that the inductive field can penetrate into the entire plasma; secondly, it is beneficial to have better electrons confinement; and finally it can also give extra flexibility to control the plasma uniformity via the magnetic field intensity. 3 and Ref. 9.

Electron resonance plasma (ECR) source

ECR plasmas are another type of magnetized plasma, but in contrast to ICP and helicons, the excitation source for an ECR plasma is in the microwave range. By setting the microwave frequency to be synchronous with the gyration frequency of the electrons defined by the magnetic field intensity, a resonant condition for the electrons can be obtained.

In this case, the electrons are accelerated continuously along the direction perpendicular to the magnetic field. Since the ECR-PECVD process has been extensively used in this work, we make a further description about this technique, mainly about the generalities and different types of reactor designs.

ECR plasma heating

Under the circumstance of a static and uniform magnetic field B, electrons experience a circular or helical (if the initial axial velocity is non-zero) motion along the magnetic field due to the Lorentz force, as shown in Figure 2.5-(a). The electron rotation has an angular frequency ω c given by

ω c = qB m (2.6)
with a radius r c given by

r c = mv qB (2.7)
where v is the electron velocity in the direction perpendicular to the magnetic field. However, such circular or helical motion does not provide any energy gain for these electrons, even in a vacuum, without any collisions.

When a microwave electric field with an angular frequency ω

E = E 0 cos(ωt) (2.8)
is superimposed on the magnetic field (see Figure 2.5-(b)), trajectory of the electron motion will be modified. If the condition of ω = ω c is satisfied, a resonance effect would occur. Then the electrons will move in phase with the electric field and will be accelerated continuously. This effect is known as the ECR effect. For the commonly used 2.45 GHz microwave excitation, the resonance effect occurs when magnitude of the magnetic field is at the specific value of 875 Gauss. To understand the ECR effect, one can decompose a polarized microwave beam as a sum of a right-hand polarized component and a left-hand polarized component, referred as R wave and L wave respectively 11 . The geometry is shown in Figure 2.6-(a). The electric field for the R wave (E R ) rotates anti-clockwise in time as viewed from the magnetic field direction. Considering an electron experiencing a circular or helical motion around the magnetic field line, the vector of E R is in the same direction of the gyrating electrons. To make it simplified, we can divide one microwave oscillating period into four stages, as shown in Figure 2.6-(b). If ω = ω c , R wave can be in resonance with the electrons, and it loses its energy by continuously accelerating the electrons in all the stages. However, the situation for L wave is different, of which the oscillating vector is opposite as the gyrating electrons, and it does not have a resonance effect with electrons. As seen in Figure 2.6-(c), the electrons are accelerated in the first and third stages, but then are decelerated in the second and fourth stages. As a consequence, the overall kinetic energy gain is zero. Therefore, the "pure" ECR plasma heating can only exist for the R wave. The electrons within the ECR coupling region are continuously accelerated. Those fast electrons then lose their energy via collisions with neutral particles, resulting in ionization and momentum transfer. Since ECR plasmas essentially operate at very low pressures (lower than 10 mTorr), the long mean free path make it possible for electrons to gain rapidly enough kinetic energy to achieve high ionization efficiency and high plasma density. 

ECR-PECVD processing system

Influence of magnetic field on the value of breakdown electric field at microwave frequencies, that eventually led to the development of ECR plasma sources, was initially studied in the 1950s by Lax et al 12 as a method for bounded plasma diagnostics, and the idea of using this technique for plasma generation was implemented in the early 1960s for plasma fusion and plasma acceleration research 13,14,15,16 . The first attempts to apply ECR plasmas for surface processes were conducted in the middle of the 1970s and early 1980s. Results were published for silicon oxidation 17 , plasma etching 18 , ion implantation 19 , and dielectric material deposition 20 .

Since then, ECR plasma processing has become an active area, and has been applied to various PECVD processes, like the deposition of silicon (alloys), carbon coatings, metal oxides, as well as passivation coatings. Along with the development of these thin film deposition processes using the ECR-PECVD technique, the methods of plasma excitation and the engineering of processing systems have also experienced a remarkable development. Here, we will make a brief overview of several typical designs.

Divergent ECR type

The most commonly used ECR plasma reactor is the divergent (magnetic) field systemalso often referred as the Hitachi/NTT-type 9 . This is a "pioneer" type of design for the ECR plasma source, and was first employed by Musil and Suzuki in their early plasma oxidation experiments. As shown in Figure 2.7, the system often consists of a microwave coupler, a source chamber, and a process chamber. The microwave power is transferred by a cylindrical or rectangular waveguide terminated by a dielectric (quartz, alumina, etc) window, and is then introduced into the source chamber via this window by a coupling structure to ignite the plasma. By adjusting the electromagnetic coils appropriately, strong ECR coupling region can be obtained in the source chamber. The plasma species created in the region then diffuse together with the remaining gas molecules towards the downstream, realizing various surface processes depending on the operation conditions. However, due to the limited number of the electromagnetic coils, the magnetic field is solenoidal along the axial direction. In some application processes, this diverging axial magnetic field would induce non-uniformity issues, since the microwave excitation non-uniformities are directly transferred along magnetic field lines into the process chamber and onto the substrate. Additionally, since the diverging magnetic field lines cut through the substrate with varying angles at the radial direction, the ions will arriving on the substrate surface with varying angles of incidence. This could become problematic in an etching application, where a high aspect ratio for the processed material is often required. Therefore, in some cases additional electromagnetic coils are placed downstream at the same level of the substrate to correct the diverging magnetic lines.

Multipolar ECR Cavity-Type

Figure 2.8-(a) shows the general schematic of a typical multipolar ECR cavity type of reactor, or also referred as the microwave plasma disk reactor. The system consists of a cylindrical cavity applicator, a disk-shaped quartz source chamber and a process chamber. During the operation, the discharge is formed inside the source chamber enclosed by the cylindrical cavity walls and the sliding short. The length of the sliding short is adjustable to allow the cavity applicator to resonate in different electromagnetic mode. One important feature of this cavity applicator is its ability to provide a high-strength tangential electric field to the quartz discharge chamber, without reflecting power from the applicator 21 . Thus, even for high density discharges, microwave energy is coupled into the discharge with a rapidly decaying evanescent electric field. A set of permanent magnets with alternating polarities are equally spaced adjacent to the source chamber in a circular arrangement, as shown in Figure 2.8-(b). With this configuration, the magnetic field strength produced by these magnets is zero at the center and increases along the radial direction. Therefore, a three-dimensional ECR region is confined along the inner circumference of the chamber wall close to the magnets (indicated as "ECR surface" in Figure 2.8-(a)). Following the similar concept as in the divergent ECR reactors, another set of multipolar magnets are located downstream around the process chamber to reduce the species radial diffusion and improve plasma uniformity near the substrate. Since the ECR region exists only at the source chamber circumference and the process chamber is almost field free, another feature of this design is that any plasma non-uniformities present in the discharge region can be largely smoothed out when they arrive the processing surface.

Distributed ECR type

The development of the distributed ECR (DECR) type of reactor was based on the concept of magnetic multipolar plasma confinement 23,24 and the design of linear antennas running close to the magnet rows 25 . As shown in Figure 2.9-(a), a typical DECR reactor consists of a cylindrical vacuum chamber, a row of magnets and a row of antennas along the length of chamber wall. Microwave power supply is introduced to the discharge through the coaxial feedthroughs, and the substrate is placed at the bottom center of the chamber. Figure 2.9-(b) shows the schematic representative of an elementary excitation source for the DECR reactor. Multipolar permanent magnets are circularly arranged adjacent to chamber outer circumference, giving a closed magnetic field between every two contiguous units. By then applying microwave power through the linear antenna placed inside close to the chamber wall and along the magnetic rods, an ECR region (indicated as "lobes" in the figure) is then created along the full antenna length. Therefore, there is no clear-cut boundary between discharge region and processing region. The central part of chamber is almost magnetic field free, so that the processing region is free of high-energy electrons and the plasma therein is mainly obtained by diffusion. The cylindrical design of the DECR fits well with application processes with similar dimensions as the plasma sources. However, due to the presence of a magnetic field gradient, it will become inadequate when the processes need to be performed in larger areas. Furthermore, the presence of a high density plasma can lead to the damping of microwaves propagating through the antennas, thus inducing plasma non-uniformity along the axial direction. To improve the situation, a planar configuration named uniform DECR (UDECR) was proposed by Pelletier et al 26,27 . Differing from the DECR, wherein the antennas are inserted adjacent to the magnets, the UDECR design places the antennas between contiguous magnets, as shown in Figure 2.10. Clearly, this design makes it possible to scale processes from a small to a large area without any alteration in the characteristics. In addition, the antennas (i.e., the microwave propagation paths) are well-separated from the power-absorbing ECR regions, so that the issue of microwave damping can be greatly released. Due to the same reason, such arrangement can also effectively reduce the metal contamination from the sputtering of the antenna material.

Integrated DECR type

As a next step of development of the initial concept of DECR plasma sources, the design of integrated DECR (IDECR) was proposed by integrating the microwave supply with the magnets, to make more effective power coupling 28,29 . The microwave power supply is introduced via microwave applicators positioned across the process chamber. Permanent magnets are fixed inside the microwave applicators and the whole structure is water cooled. A detailed illustration of the system is shown in Figure 2.11. It has separate gases injection, which present a symmetric configuration together with the excitation sources. For deposition processes using multiple precursors, this configuration allows for the option to generate background plasma species by injecting the gas close to the ECR regions where the most intensive power absorption occurs. Then, to make a better utilization of the feed gas, the growth precursors are subsequently injected close to the substrate. In some special cases, additional propagators can be inserted between the antennas and the precursor gases injection to enhance the discharge in front of the substrate. Since the extension of the length of each single microwave applicator and their arrangements is rather flexible, this design make the ECR plasma source easy to scale up and adjust for variant shapes of processing requirements.

Matrix-distributed ECR type

A more recent concept of the DECR plasma source -the matrix-distributed or multi-dipolar ECR (MDECR) -has been developed by Lacoste et al 30 in the early 2000s. In this design, elementary microwave applicators are arranged in an array to be the excitation source. As shown in Figure 2.12-(a) 31 , each microwave applicator is composed of two main parts: a coaxial microwave feedthrough with an azimuthal symmetry around along its axial direction and a cylindrical permanent magnet at the rod end. The magnet is completely encapsulated in a metallic envelope, and water is circulating through the whole structure to keep the magnet cold. The microwave applicator terminated with magnet is inserted into vacuum chamber, with an adjustable insertion depth. Strong ECR coupling occurs in proximity to the 875 Gauss region close to the magnet of each individual unit or between two adjacent magnets with opposite polarities. An example of such design is shown in Figure 2.12-(b) (an earlier reactor in our group), where 25 microwave applicators are arranged in a 5×5 matrix 32 . The substrate is placed in the opposite end of the process chamber, and the surface processing is realized by the plasma species diffused from the source region. The use of MDECR plasma sources has several advantages over the conventional DECR plasma sources: i) the simplicity of the elementary microwave applicator makes it easy for scaling-up simply by inserting as many such elementary units as necessary; ii) as the insertion depth of the elementary unit into the vacuum can be adjusted, different processing requirements in terms of the surface shape can be realized by engineering the antenna configuration; iii) as most of the length of applicator is coaxially shielded, there is little possibility for microwaves to be absorbed by the plasma before reaching the corresponding ECR regions. This leads to perfect fast electron confinement, so that considerably lower power is required to sustain stable plasma. In addition, this design reduces microwaves propagation towards the adjacent elementary unit, so microwave interferences between different sources are greatly reduced.

Description of MDECR-PECVD reactor

A large portion of the work in this thesis was carried out on one MDECR-PECVD reactor: ATOS. It is a monochamber reactor designed for the study of intrinsic µc-Si:H film deposition at high rate from the SiF 4 -based plasma chemistry. The 2.45 GHz microwave power is introduced by an excitation array consisting of seven microwave applicators, which are all terminated with permanent samarium cobalt magnets. In order to form a closed magnetic field configuration, these elementary units are equally spaced and arranged in a hexagonal shape with one in the center and the rest on the border having alternate polarities, as shown in Figure 2.13-(a). The cross-sectional schematic of the deposition system is shown in Figure 2.13-(b). It comprises a cylindrical plasma chamber with the excitation array mounted on one side and the substrate holder on the opposite side. By using a microwave power divider (patented by Pelletier et al 33 ), the total excitation power is equally split into eight channels. Seven of these channels are connected to the corresponding seven microwave applicators for the power injection, and the last one is thermally dissipated by a 50 Ω water-cooled dummy resistor, with a maximum power dissipation of 250 W. For each of the elementary plasma source, the impedance matching is achieved by manually tuning a coaxial impedance adaptor. The substrate holder has a maximum 10×10 cm 2 active area, and is placed 10 cm away from the ECR coupling region. The system is equipped with a load-lock to prevent exposure of the main chamber to the air during sample loading. A base pressure below 5×10 -7 mTorr is achieved before each deposition. There are also viewports on the sidewall of the chamber available for in-situ diagnostics, although only optical emission spectroscopy measurements have been performed in this work.

For an ECR plasma process typically operated under a very low pressure, the thermal transfer by convection in the gas phase is rather weak. As well, the substrate is usually not perfectly attached to the substrate holder (or electrode), therefore substrate heating via thermal conduction can also be poor. For these reasons, substrate heating for the ECR plasma process is more challenging than that for the high-pressure plasma processes. Moreover, in our experiments, the thermocouple used to measure the substrate temperature is embedded in the substrate holder. This configuration may lead to a large error in determining the real substrate temperature, since the poor thermal transfer would always produce a much lower temperature on the substrate surface than within the substrate holder, which is directly connected to the heating source. Therefore, to have a better determination of the substrate temperature, we have employed the method of Pyrometry34 .

An "Infratherm IN 5/5 plus" pyrometer is installed on the plasma source flange and placed among the microwave applicator arrays, with a direction parallel to the substrate normal. The thermal irradiation at 5.14 µm is recorded in-situ. However, since the CaF 2 window through which the irradiation signal collected by the pyrometer is not 100 % transparent to the 5.14 µm irradiation and the thermal emissivity of the glass substrate is also not unity, a calibration of the Pyrometry measurements should be taken. As shown in Figure 2.14, a piece of glass was mounted on the substrate holder, with a PT 100 thermocouple glued on the surface by Kapton ® tape to quantify the real surface temperature. Firstly, a temperature evolution test has been conducted. The temperature of heating source was preset to be 450 ºC, and the evolution of substrate surface temperature over 60 min was recorded. The experimental results are shown in Figure 2.15-(a). The two methods present similar evolution trends, and it takes about 40 min for the surface temperature to be stabilize. A large discrepancy around 250 ºC is observed between the preset temperature and the surface temperature. This can be explained by the above-mentioned poor thermal transfer in such a low-pressure condition. Apart from this point, one can note from the results that the real surface temperature given by the thermocouple is slightly (~3-4 %) higher than the one given by the pyrometer. In a second test, the temperature of the heating source was scanned from 150 to 450 ºC, and we compared the measured values from pyrometer and thermocouple. Figure 2.15-(b) shows the results with increasing preset temperature. The small discrepancies between the results from pyrometer and thermocouple exist for the whole temperature range. Therefore, for all the subsequent MDECR-PECVD processes, the determination of substrate temperature has taken such discrepancies into account.

However, one should also keep in mind the universal issue in a practical PECVD process (even in the case of CCP processes) that, due to the presence of ion bombardment, the real surface temperature is always higher than any measured value. The impact of this effect on silicon thin film deposition has been discussed by van den Donker et al 35 and quantified in a related paper 36 .

2.3.

Other deposition methods

Magnetron sputtering

Sputtering is the process of moving particles from a solid target to another substrate. It involves the physical material ejection from the target surface (either an element or an alloy compound) by momentum transfer via the bombardment of energetic ions. During processing, ions arriving on the target surface with a kinetic energy greater than the surface binding energy can lead to the ejection of atoms from the target, leading to the deposition on substrate. Generally, magnetrons are employed to confine the plasma close to the target surface, so this technique is also often referred as magnetron sputtering. As an advantage, such kind of asymmetric plasma confinement can effectively avoid the resputtering of the deposited material.

In this work, the magnetron sputtering depositions were performed using an Alliance concept DP 650, which consists of one load lock with a transfer arm, and a vacuum chamber equipped with planar targets of different materials. Each target is protected by a blocking shutter and is kept closed before deposition (a detailed description can be found in Ref. 37). The system is used to deposit aluminum doped zinc oxide (ZnO:Al), indium tin oxide (ITO), and silver (Ag) as contacts or back reflectors for solar cells. A base pressure below 4.5×10 -7 mTorr is achieved before each deposition, and the process conditions are shown in Table 2.1. 

Thermal evaporation

Thermal evaporation is based on the boiling off (or sublimating) of a heated material onto a substrate in vacuum. In laboratory scale setups, the material is usually evaporated by passing a high current through a highly refractory metal containment structure, e.g., a tungsten crucible, or by high energy electron beam (e-beam) heating of the source material itself. In order to reduce the impact of radiant heating by the vaporization source, the substrate is usually placed at an appreciable distance away from the heated material.

In this work, the thermal evaporation depositions are performed using a laboratory-made evaporator, which consists of a vacuum chamber covered by a glass bell jar. The system is used to deposit aluminum (Al) as the coplanar contacts for the electrical characterizations in the material studies, and shadow masks are used to obtain desired contacts. A base pressure below 5×10 -6 mTorr is achieved before each deposition, and a quartz crystal is position at the same height as the substrate holder to monitor the thickness of the evaporated films.

2.4.

Characterization techniques 2.4.1. Plasma diagnostics

Optical emission spectroscopy

Optical emission spectroscopy (OES), as a simple and fundamental plasma diagnostic technique, has been widely used for qualitative and quantitative analysis in plasma science. Because of the contactless configuration, this method can be used for various plasma conditions. Within the plasma, the interactions between electrons and species are responsible for almost all the excitation processes (note that ion bombardment, chemical reactions, and metastable energy transfer also contribute). As a result, part of the plasma species can be electronically excited into optically emitting states, giving light emission at different characteristic wavelength depending on the composition. Therefore, spectroscopic measurements of the emission allow one to make a qualitative determination of species concentrations in the plasma.

However, the densities of plasma species in their optically emitting states are not necessarily linearly proportional to their total densities, and the probability of these excitation processes are also determined by the electron energy distribution function (EEDF). It is always not easy to make a quantification of the plasma species densities by monitoring the emission intensities, since any variation in process conditions can lead to the change in both species densities and EEDF. Therefore, an actinometric approach 38 (deliberately adding a small amount of a noble gas) should be employed to make appropriate correlation between the emission intensities and species densities. However, as we will use this only as a comparative tool, this is out of the scope of this work.

In our experiments, the OES measurements were performed using an Ocean Optics Maya 2000 Pro spectrometer. A spectral range of 200-1100 nm was monitored during processing via a viewport in the vacuum chamber. This technique was used to study the evolution of the emission intensity for species of interest when varying process conditions.

Residual gas analysis

The residual gas analyzer (RGA) is also a very powerful diagnostic tool for plasma processes, by which the gas species present in a vacuum system can be monitored. This can be an extremely valuable measurement as it allows one to easily make a fast determination about the features of the gas phase reactions as well as the stability of the gas environment during processing. Figure 2.16 shows a basic layout of the RGA detection system, of which the general operating principle is based on the detection of positive ions with specific mass-to-charge ratios m q ⁄ . As depicted in Figure 2.16-(b), it consists of an ion source, a mass spectrometer, and a measurement section. On the left side, the residual gas from the plasma is connected to an ionizer, in which the neutral gas molecules are positively ionized via electron-impact collisions. These electrons are continuously discharged from a high-temperature filament and accelerated to a certain preset energy level. The so-generated ions then diffuse into the quadrupole mass spectrometer, which acts as an ion filter. In the mass spectrometer, oscillating electric fields are generated by applying time-varying voltages to the four cylindrical electrodes, and this allows the ions to be separated by their m q ⁄ values. At a given oscillating frequency, ions with a specific m q ⁄ value can pass through the four electrodes and reach the detection systemusually a Faraday cup or a secondary electron multiplieron the right side. The signal is collected as electric current, which is converted to a corresponding partial pressure. Assuming the amount of a certain detected ionized species is proportional to that of in its non-ionized state, the latter can then be determined from the signal intensity. In practice, RGA measurements are often performed in two ways: 1) by presetting the 𝑚 𝑞 ⁄ value individually and then making a sweep of the whole range of the molecules present in the process, the full range of chemical composition (concentration) in the plasma can be deduced; 2) by monitoring the evolution of several certain 𝑚 𝑞 ⁄ values (certain species) in time, the impact of changes in process conditions on the plasma composition can be deduced. In our experiments, the second scheme has been preferentially used. The setup is a Microvision 2 from MKS Instruments, and is connected to the plasma chamber via a viewport. The measurement is always started before igniting the plasma, and the signal is recorded as 𝑃 𝑋 𝑜𝑓𝑓 (𝑋 corresponds to the detected species).

After the plasma ignition, the signal begins to decrease and becomes stable again at a lower level, which is recorded as 𝑃 𝑋 𝑜𝑛 . Considering the relative change in signal intensity, the gas depletion can be estimated through

𝐷 𝑋 = 𝑃 𝑋 𝑜𝑓𝑓 -𝑃 𝑋 𝑜𝑛 𝑃 𝑋 𝑜𝑓𝑓 × 100 % (2.9)
Accordingly, the absolute amount of consumed gas molecules per time unit can be calculated by

𝐶 𝑋 = 𝐷 𝑋 × 𝐹 𝑋 (2.10)
It should be noticed that as the species can only reach the detection system by diffusion, some delay should be expected before the signal re-stabilizes. Moreover, due to differences in the sticking coefficients on the walls, such delay will differ from one species to the next. For example, a lesser delay can be observed for H 2 + than that for SiF 4 + , since it has a higher diffusion coefficient and a lower sticking coefficient.

Material characterization

Spectroscopic ellipsometry

Spectroscopic ellipsometry is a fast, non-destructive optical measurement technique, and is widely used for the study of thin films, including the determination of material composition, optical constants, surface roughness, as well as the monitoring of in-situ growth, etc. This technique is based on detecting the change of polarization of a light beam after interacting with the sample. Generally, the measurement is carried out in the ultraviolet/visible region, but measurement in the infrared region can also be performed.

The spectroscopic ellipsometer used in this work is an ex-situ phase modulated UVISEL from Horiba Jobin-Yvon, and the measurements are performed in the spectral range from 1.5 eV (826.6 nm) to 4.5 eV (275.5 nm) with an energy step of 0.02 eV. The picture of the setup and its simplified schematic are shown in Figure 2.17 The main parts consist of a light source, a polarizer, a photoelastic modulator, an analyzer, a monochromator, and a detection system. By passing through the polarizer, the light beam is linearly polarized, with two components that are parallel (p-polarized) and perpendicular (s-polarized) to the incidence plane. After interacting with the sample, the complex reflection coefficients for the p-and s-polarized components at the air/surface interface can be expressed as

𝑟 𝑝 = |𝑟 𝑝 |𝑒 𝑖𝛿 𝑝
(2.11) where 𝑡𝑎𝑛 𝛹 stands for the ratio of amplitude attenuation and Δ the phase change difference. We can then obtain the pseudo-dielectric function 〈𝜀〉 of the sample by

𝑟 𝑠 = |𝑟 𝑠 |𝑒 𝑖𝛿 𝑠 (2.
〈𝜀〉 = 𝑠𝑖𝑛 2 𝜃 [1 + (1-𝜌) 2 (1+𝜌) 2 𝑡𝑎𝑛 2 𝜃] (2.14)
where θ is the incidence angle. In fact, the pseudo-dielectric function is a complex quantity that can be divided into the real 〈𝜀 𝑟 〉 and imaginary 〈𝜀 𝑖 〉 parts: 〈𝜀〉 = 〈𝜀 𝑟 〉 + 𝑖〈𝜀 𝑖 〉. The two parameters herein, i.e., 〈𝜀 𝑟 〉 and 〈𝜀 𝑖 〉 are usually used to interpret the characteristics of the thin film materials.

The experimental results obtained by ellipsometry are a sum of contributions from different parts of the sample. Taking the low photon energy part, for example, the spectra usually shows some interference fringes because the light penetration length is greater than the sample thickness, leading to the interaction between the light reflected at the air/sample interface and that from the sample/substrate interface. Generally, these interference fringes depend on the substrate material, and their amplitude is linked to the contrast in the refraction index between the sample and substrate. For silicon thin films, stronger interference fringes can be observed for samples deposited on glass than for those deposited on a silicon wafer, as seen in Figure 2.18-(a). From these interference fringes, information about the sample/substrate interface and the sample thickness can be qualitatively determined. However, with increasing photon energy, the film gradually becomes "opaque" and the incoming light will just interact with the sample without the interference from substrate reflection.

To interpret the ellipsometric spectra, one can model the measured sample by regarding it as a multilayer stack, with each layer's thickness, volume fraction and dielectric function as the input parameters. By fitting the dielectric function of the modeled complex material stack to the experimental spectra, one can determine more useful information concerning the measured sample. Practically, this process can be done by using the Bruggeman effective medium approximation (BEMA) method, which calculates the dielectric function 𝜀 𝑏 for a layer from the combination of the dielectric functions of different materials that constitute the layer, by solving 0 = ∑ 𝑓 𝑖 𝜀 𝑖 -𝜀 𝑏 𝜀 𝑖 +2𝜀 𝑏 𝑖 (2.15) where 𝜀 𝑖 is the dielectric function of the 𝑖 𝑡ℎ material with a volume fraction of 𝑓 𝑖 . Usually, the input dielectric function of the materials used in the model can be described by dispersion laws or simply by taking the dielectric function of well-known reference materials 39 .

For example, the fitting for an a-Si:H film is usually done using a two-layer model including a bulk layer (100 % of a-Si:H) and the surface roughness (usually consists of 50 % of a-Si:H and 50 % of void). The amorphous material is described by a single Tauc-Lorentz dispersion formula. Figure 2.18-(b) shows a typical a-Si:H ellipsometry spectra compared with the fitted spectra. In addition to the layers' thicknesses, an estimation of the optical band gap (𝐸 𝑔 ) of the sample can also be obtained. This fitting process was performed with the software platform DeltaPsi 2. In contrast to a-Si:H material, a two-layer model might be insufficient for the case of µc-Si:H because of the anisotropy of material composition along the growth direction (as introduced in Section 1.2.2). A set of layers with gradient in material composition could be the more appropriate choice, and even in some more cases, a subsurface layer should be added to describe the local crystallization process within the region just below the growing surface 40 . However, for the sake of simplicity, we use a model with a single homogeneous bulk layer but with one more layer added at the sample/substrate interface to describe the transition (incubation) region. In doing so, as shown in Figure 2.19, a four-layer model (interface layer, bulk layer, subsurface and surface roughness) is employed to fit the spectra of µc-Si:H sample, and dielectric functions of reference materials, e.g., amorphous silicon 41 , polycrystalline silicon (small and large grain) can be found in the publication of Jellison 42 . 

Raman spectroscopy

Raman spectroscopy is also a non-destructive optical characterization technique based on the observation of the inelastic scattering of photons by elementary vibrational excitations in the material. It can provide detailed information about chemical structure, polymorphology, crystallinity, etc. in a material.

As depicted in Figure 2.20, this technique relies on the inelastic scattering of a high intensity monochromatic light, usually in the range of near infrared, visible, or near ultraviolet, with the sample. When a thin film sample is illuminated with incident laser, most of the photons will be elastically scattered without any energy exchange. This is called Rayleigh scattering and does not provide useful information. However, depending on the structure of the sample, a small amount of light can be scattered with a shift in frequency after their interaction with the vibrating atoms of the film through the absorption or creation of phonons. This is called Raman scattering, and if the final vibrational state of the sample is more energetic than the initial state, then the emitted photon will be shifted to a lower frequency in order to keep the total energy of the system balanced. This shift in energy (wavelength) is designated as a Stokes shift. If the final vibrational state is less energetic than the initial state, then the emitted photon will be shifted to a higher frequency, and this is designated as Anti-Stokes shift. Using Raman spectroscopy, we obtain a spectra of the allowed Raman-active phonons in the sample. The Raman spectrometer used in this work is a LabRAM ARAMIS from Horiba Jobin-Yvon. The measurements are performed with laser sources emitting at 486 nm, 633 nm and 785 nm, each with different light penetration depth, and chosen depending on the sample thickness. The Raman signal (i.e., the phonon spectra) is determined by the chemical and structural composition of the measured sample, and it is sensitive to a number of factors such as the material phase, defect states, impurities, and internal stresses. Therefore, Raman spectroscopy allows one to make a fast assessment of the sample.

Figure 2.21-(a) shows a comparison of the Raman spectra for silicon materials consisting of a pure crystalline phase, a mixed-phase, and an amorphous phase. c-Si has highly uniform bond angles and bond lengths, and the phonon spectra possesses a limited number of Raman active modes. This leads to the sharp Raman peak with a characteristic Transverse Optical (TO) band centered at ~521 cm -1 . The a-Si material is less orderly in its arrangement with a wider distribution of bond angles, bond energies and bond lengths in addition to dangling bonds. This leads to all four modes being Raman active, and thus in a broad TO band centered at ~480 cm -1 that is readily distinguishable from that of c-Si. Accordingly, for the mixed-phase µc-Si material, the Raman spectra typically consist of a sharp crystalline phase peak with the broad shoulder-like peak reflecting the amorphous content. By then deconvoluting the Raman spectra, one can quantify the relative amounts of amorphous and crystalline phase in the layer. As described in Ref. 43, the Raman spectra of μc-Si:H film can be deconvoluted into four Gaussian peaks located at ~520 cm -1 , ~507-517 cm -1 , ~490-505 cm -1 , and ~480 cm -1 , corresponding to the crystalline phase, smaller crystallites or a distribution of grain sizes, grain boundaries, and amorphous phase, respectively. By fitting these four peaks, it is possible to calculate the Raman crystalline volume fraction 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 through

𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 = ( 𝐼 𝑏 +𝐼 𝑠𝑐 +𝐼 𝑐 𝐼 𝑎 +𝐼 𝑏 +𝐼 𝑠𝑐 +𝐼 𝑐 ) × 100 % (2.16)
where 𝐼 𝑎 , 𝐼 𝑏 , 𝐼 𝑠𝑐 and 𝐼 𝑐 are the integrated peak intensities of the amorphous, grain boundaries, small crystallites and crystalline phase, respectively. In addition, further material properties like lattice disorder, averaged crystallite sizes, and stress in the layer can also be extracted from the Raman spectra. These will be discussed individually for specific samples in the following studies.

Fourier transform infrared spectroscopy

Fourier Transform Infrared (FTIR) Spectroscopy is a method of obtaining the absorption spectra in the infrared region for a sample. When passing through a sample, infrared irradiation is absorbed due to the vibration of certain functional groups in molecules, as well as by free carrier absorption. As a result, for a non-conducting sample, the recorded absorption signal is a spectra denoting the molecular information in the material.

The FTIR spectrometer used in this work is a Nicolet 6700 from Thermo Fisher Scientific, and measurements are performed in the transmission mode for a spectral range of 650-4000 cm -1 . Since it is operated in the infrared range, the substrate has to be infrared transparent. To meet the requirement of measurement, the samples are co-deposited on the highly resistive (10000-20000 Ω cm), double side polished float-zone c-Si wafer (with low oxygen content). Before the measurements, the chamber is purged with nitrogen to minimize the artefacts from H 2 O and CO 2 absorption. The usefulness of FTIR spectroscopy arises from the fact that different chemical structures can give different spectral response. Since hydrogen plays a crucial role in determining the quality of silicon thin film material, the quantification of silicon-hydrogen bonding configurations by FTIR measurements can be of great interest. In particular, the absorption due to the stretching modes of hydrides (SiH x ) at ~1850-2200 cm -1 can provide fruitful information about a film's microstructural properties 44,45,46 . Detailed analysis for a-Si:H and µc-Si:H materials will be discussed in the following studies.

Hydrogen exodiffusion

Another characterization technique to assess the hydrogen bonding information is temperature-dependent exodiffusion 47,48,49 . During this measurement, the sample is gradually heated to high temperature, and during the process the effused gases are detected. For hydrogenated-silicon thin film material, this method provides a fast approach to estimate the hydrogen incorporation and its stability, since the gas effusion strongly depends on the local environment of the hydrogen in the sample, such as nano-sized voids, internal surfaces, and in the amorphous matrices. In our experiments, the measurements are carried out in a vacuum chamber (with a base pressure below 2×10 -7 mbar) surrounded by a furnace. A heating range from room temperature up to 700 °C, with a fixed heating rate of 10 °C/min is used. The partial pressure of hydrogen molecules is detected by a quadrupole mass spectrometer.

Transmission electron microscopy

Transmission electron microscopy (TEM) is a very powerful tool for material science. Basically, the measurements are operated along the same basic principles as an optical microscope, but instead of light, an energetic electron beam with uniform density is used as the excitation source. The interactions between electrons and atoms can be used to observe microscopic information about the material such as phase composition, crystalline features, defects, etc. Since the wavelength of electrons is much smaller than that of light, the resolution attainable for TEM images is several orders of magnitude better than that of an optical light microscope. Therefore, high resolution analysis revealing the finest details of the internal structure (even at the atomic 44 level in some cases) is achievable. Due to such great advantages, TEM has been widely used to reveal the evidence of microstructural features in a large variety of materials, including the silicon thin films studied in our work. Taking µc-Si:H for instance, the direct observation of the conical shape of crystalline grains as well as the surrounding amorphous matrices in the material were first reported by using TEM analysis in the early 1990s 50 . Later on, a large number of follow-up studies were conducted to detail the microstructure of µc-Si:H and to witness the impact of process conditions on material properties.

Typically, a TEM characterization setup consists of an electron emission source for the generation of the electron beam, a vacuum system through which the electrons travel, a series of electromagnetic lens to condense the beam, an objective lens to form the diffraction in the back focal plane with an objective aperture, and an imaging system. As schematically depicted in Figure 2.22-(a), when illuminating a thin sample, the condensed electrons may simply pass through without being scattered or may be diffracted off the optic axis by interaction with atoms. By then choosing the position of the objective aperture on the back focal plane, one can get two different types of imaging modes: the bright field (BF) image and the dark field (DF) image, as seen in Figure 2.22-(b) and Figure 2.22-(c) respectively. In the former case, the objective aperture is placed on the optic-axis, which only allows the direct-beam electrons passing through. The contrast in a TEM-BF image comes from the material having differing thicknesses or densities. Thicker or denser regions with a higher atomic number can block more electrons and will appear to be darker in the image. In contrast, thinner or lower atomic number regions will appear to be brighter, since the electrons' travel is less hindered. In the case of the DF image, more scattered electrons are allowed to be collected. Due to the fact that these electrons have strongly interacted with the sample, more detailed information can be extracted from the resulting TEM-DF image like crystalline features, defects, stacking faults, etc.

In contrast to the "conventional" TEM, which uses a parallel incident electron beam, the scanning transmission electron microscopy (STEM) mode employs a fine and convergent electron beam, as shown in Figure 2. 22-(d). With the addition of scanning coils that scan the electron beam over a defined surface area of the sample (keeping parallel to the optic axis), highly localized information from the sample can be obtained. In the STEM mode, the direct or scattered electron beams are collected in an equivalent way as in the TEM mode, but using an electron detector rather than an objective aperture. In analogy with TEM mode, a BF electron detector is positioned on-axis to get the STEM-BF image. This BF detector only collects the direct-beam electrons falling on each point of the sample scanned by the beam. Then, for the STEM-DF imaging, a disk-shape annular dark-field (ADF) detector centered on the optic axis is used. It has a hole in the middle where the BF detector is located, and so the image formed using the ADF detector comes only from the scattered electrons. This gives rise to a fundamental difference between the TEM-DF and STEM-DF modes, as the TEM-DF image is formed by allowing only a fraction of the scattered electrons to enter the objective aperture, whereas STEM-DF image is formed by collecting most of the scattered electrons on the ADF detector. Therefore, STEM-DF image usually has a greater contrast with less noise in comparison with TEM-DF image. Moreover, one can also use another type of detector named high-angle annular dark field (HAADF) positioned around the ADF detector, which picks up the signal coming from the electrons scattered out to even higher angles, and leading to the formation of the so-called STEM-HAADF (or Z-contrast) image. Since high-angle electron scattering is associated with the nucleus of atoms in the sample, STEM-HAADF imaging maximizes Rutherford scattering effects and suffers little or no diffraction effects, which is rather favorable in indicating atomic-number (material density) contrast and can bring a great improvement in signal to noise ratio. Together with the incoherent nature of the imaging, this mode enables a better characterization of the material microstructure, useful to verify the presence of nanosized voids or "nanoporous" regions. In this work, image acquisition has been performed using a Jeol 2010 FEG (field emission gun) electron microscope operating at 200 kV acceleration voltage. Prior to the TEM analysis, the focused ion beam (FIB) technique is used in order to obtain very thin cross-sectional lamellas for all the considered samples. Moreover, to bring into evidence the presence of "nanoporous" regions within the films, Fresnel contrast experiments have been carried out in the BF imaging mode with images acquired under slightly defocused conditions (both under-and over-focused).

Steady state photocarrier grating

The steady state photocarrier grating (SSPG) method was first proposed by Ritter, Zeldov, and Weiser (hereafter referred as RZW) to determine the minority carrier transport properties of a-Si:H material 52 . This method is based on the measurement of current flowing through a sample illuminated by an interference pattern created by the superimposition of two coherent laser beams, as illustrated in Figure 2. 23-(a). The result of this light pattern is the presence of a spatially modulated photocarrier generation rate within the samplethis is the so-called photocarrier grating. The trapping of minority carriers will result in a periodic space charge distribution, 51 S. Gaiaschi, PhD thesis, Université Paris Sud (2014). leading to the creation of an internal electrical field pattern. By then setting different grating periods and measuring the corresponding photocurrents, the ambipolar diffusion length, i.e., the hole diffusion length in the case of silicon thin films, can be determined by assuming ambipolar transport and charge neutrality. If the two components have the same polarization, an interference pattern will be formed within the illuminated area with a grating period 𝛬 given by

𝛬 = 𝜆 2 𝑠𝑖𝑛(𝜃 2 ⁄ ) (2.17)
where 𝜆 is the wavelength of the laser beam, and 𝜃 is the angle between them. One can note from Equation (2.17) that, by changing 𝜃, the grating period can be modified continuously. Assuming low absorption so that there is negligible decay of photon flux, the photocarrier generation rate 𝐺(𝑥, 𝑦, 𝑧) can be considered uniform along the vertical direction as 52

𝐺(𝑥, 𝑦, 𝑧) ≈ 𝐺(𝑥) = 𝐺 1 + 𝐺 2 + 2𝛾 0 (𝐺 1 𝐺 2 ) 1/2 𝑐𝑜𝑠 (2𝜋𝑥 𝛬 ⁄ ) (2.18)
where 𝐺(𝑥) is the photocarrier generation rate along the horizontal direction 𝑥, and 𝐺 1 and 𝐺 2 are the corresponding generation rate from the two components. The additional parameter 𝛾 0 has been introduced in Ref. 52 as a grating-quality factor to account for a non-ideal grating because of optical scattering, non-ideal coherence, or mechanical vibrations. The ideal value of 𝛾 0 is unity.

As one can see in Figure 2.24, the photocarrier generation is sinusoidally-modulated, with the light and dark areas corresponding to regions with high and low carrier generation rates. Due to the density gradient, the carriers generated within the light regions will diffuse towards the dark regions and will also drift due to the presence of the internal electrical field. If a half-wave plate is inserted between M 3 and the sample (see Figure 2.23-(b)), leading to a 90º delay for B 1 , the two components will not be coherent anymore, and the inference pattern disappears. During measurement, a DC voltage is applied to two coplanar electrodes made by evaporated aluminum, and the current is measured with and without interference (𝐼 𝑐𝑜ℎ and 𝐼 𝑖𝑛𝑐𝑜ℎ ). For a grating period 𝛬 smaller than the ambipolar diffusion length 𝐿 𝑑 , i.e., 𝛬 < 𝐿 𝑑 , an effectively homogenous distribution of carriers between the two electrodes will be achieved due to carrier diffusion, and no difference will be observed between 𝐼 𝑐𝑜ℎ and 𝐼 𝑖𝑛𝑐𝑜ℎ . However, if 𝛬 > 𝐿 𝑑 , and carrier diffusion is insufficient to lead to a homogenous distribution, the collected current will therefore be different. According to the RZW analysis, the measured photocurrent can be related to the diffusion length by defining a parameter 𝛽 as

𝛽 = 𝐼 𝑐𝑜ℎ 𝐼 𝑖𝑛𝑐𝑜ℎ = 1 - 2𝜙 (1+(2𝜋𝐿 𝑑 𝛬 ⁄ ) 2 ) 2 (2.19)
where 𝜙 is related to the grating-quality factor 𝛾 0 . This ratio 𝛽 can be obtained for different 𝛬 values (different positions of M 4 ), therefore the experimental results can be plotted as a function of 𝛬, from which the ambipolar diffusion length can be deduced based on Equation (2.19).

The measurements are performed at room temperature, and an He-Ne laser with a total flux of 6.7×10 16 cm -2 s -1 is used as the excitation source. The DC voltage applied to the electrodes is set to 9 V. The mirror M 4 can be moved between ten different positions, which corresponds to a variation of the grating period 𝛬 in the range between 0.85 µm and 19.4 µm. Figure 2.25-(a) illustrates the 𝛽(𝛬) curve for a µc-Si:H film. By using 𝜙 and 𝐿 𝑑 as the fitting parameters, a non-linear fitting of the data is conducted (red curve), from which 𝐿 𝑑 is deduced to be of 184 nm. Moreover, as suggested by Balberg et al 54 , the results can also be plotted in a form as

1 𝛬 2 = √𝜙 2𝜋𝐿 𝑑 2 √ 2 1-𝛽 - 1 (2𝜋𝐿 𝑑 ) 2 (2.20) with 1 Λ 2 ⁄ and (2 (1 -β) ⁄ ) 1 2
⁄ as the ordinate axis and abscissa axis, respectively. This formula usually gives a straight line, and the fitting results give a 𝐿 𝑑 of 163 nm, which is in good agreement as the result from Equation (2.19) (see Figure 2.25-(b)). The main advantage of using a linear plot is that it can help to easily identify the disagreement of experimental results and theoretical expectation. However, a comparison of these two evaluation methods is discussed in Ref. 55, and it has been pointed out that the abscissa values (2 (1 -β) ⁄ ) 1 2 ⁄ suffer from a very large error when β is close to one, since (1 -β) is the denominator of the linear plots.

Based on the RZW analysis, the ambipolar diffusion length can also be connected to the carrier mobilities and lifetimes through the following expression

𝐿 𝑑 = √ 2 𝑘𝑇 𝑞 𝜇𝜏 𝑚𝑖𝑛 𝜇𝜏 𝑚𝑎𝑗 𝜇𝜏 𝑚𝑖𝑛 +𝜇𝜏 𝑚𝑎𝑗 (2.21)
where 𝜇𝜏 𝑚𝑖𝑛 and 𝜇𝜏 𝑚𝑎𝑗 are the mobility-lifetime products for the minority and majority carriers, respectively. Since in our case, 𝜇𝜏 𝑚𝑖𝑛 ≪ 𝜇𝜏 𝑚𝑎𝑗 , Equation (2.21) can be simplified as

𝐿 𝑑 ≈ √2 𝑘𝑇 𝑞 (𝜇𝜏) 𝑚𝑖𝑛 (2.22)
This allows one to make a quantification of 𝜇𝜏 𝑚𝑖𝑛 , and as an example, the above µc-Si:H film with a 𝐿 𝑑 = 184 nm should have a 𝜇𝜏 𝑚𝑖𝑛 value of 6.8×10 -9 cm 2 V -1 s -1 . 

Dark conductivity and steady state photoconductivity

Dark conductivity and steady state photoconductivity measurements were also performed, with the goal of obtaining complementary information concerning the material transport properties. To do so, the same coplanar electrodes as depicted in Figure 2.23-(a) have been used.

Assuming a transport model consisting only of free carriers above the mobility edge, the thermally activated dark conductivity 𝜎 𝑑 can be given by

𝜎 𝑑 = 𝑒𝜇 𝑛 𝑛 0 + 𝑒𝜇 𝑝 𝑝 0 (2.23)
where 𝜇 𝑛 and 𝜇 𝑝 are the mobilities of majority and minority carriers, respectively, and 𝜇 0 and 𝑝 0 are the densities of free majority and minority carriers in the dark, respectively. As previously stated, in the case of silicon thin film materials, electrons are the majority carriers, having much larger mobility than the minority carrier holes, i.e., 𝜇 𝑛 ≫ 𝜇 𝑝 . The value of 𝜎 𝑑 can therefore be approximately expressed as

𝜎 𝑑 = 𝑒𝜇 𝑛 𝑛 0 (2.24)
Considering an electron density distribution given by

n(T) = 𝑁 𝐶 𝑒𝑥𝑝 (- 𝐸 𝐶 -𝐸 𝐹 𝑘𝑇 ), with 𝑁 𝐶 = 2 (2𝜋𝑚 * 𝑘𝑇) 3 2 ⁄ ℎ 3 (2.25)
where 𝑇 is the temperature, 𝐸 𝐶 is the conduction band edge, 𝐸 𝐹 is the Fermi level, 𝑘 is the Boltzmann constant, 𝑁 𝐶 is the effective density of states in the conduction band, 𝑚 * is the effective mass of electron, and ℎ is the Planck constant. Then 𝜎 𝑑 can be rewritten as

𝜎 𝑑 (𝑇) = 𝜎 0 𝑒𝑥𝑝 (- 𝐸 𝑎 𝑘𝑇 ), with 𝜎 0 = 𝑒𝜇 𝑛 𝑁 𝐶 (2.26)
Here 𝜎 0 is a pre-exponential factor, and 𝐸 𝑎 = 𝐸 𝐶 -𝐸 𝐹 is the activation energy.

In our experiments, knowing the applied voltage 𝑉, the electrode width ℎ, the electrodes gap 𝑙, and the sample thickness 𝑑, the dark conductivity at a certain temperature is determined through Equation (2.27) by measuring the dark current. Moreover, one can note from Equation (2.26) that, the activation energy can also be extracted by performing the temperature-dependent dark conductivity measurements via the Arrhenius method.

𝜎 𝑑 (𝑇) = 𝐼 𝑑 (𝑇) 𝑉 𝑙 ℎ𝑑 (2.27)
When the sample is illuminated by a monochromatic constant photon flux with energy higher than the bandgap, the free carrier density can be greatly increased. The carrier generation rate at a depth 𝑧 will be given by

G(z) = 𝐹 𝑑𝑐 (1 -𝑅)𝜂 ′ 𝛼𝑒𝑥𝑝(-𝛼𝑧) (2.28)
where 𝐹 𝑑𝑐 is the photon flux, 𝑅 , 𝜂 ′ , and 𝛼 are respectively the sample reflectance, quantum efficiency, and absorption coefficient at the irradiation wavelength. As a consequence, the conductivity also becomes depth-dependent, and Equation (2.24) is then modified as

𝜎 𝑝ℎ (𝑧) = 𝑒𝜇 𝑛 ∆𝑛(𝑧) (2.29)
Using the carrier generation rate in Equation (2.28), the excess electrons can be given by

∆n(z) = G(z)τ n (z) -𝑛 0 (2.30)
where τ n (z) is the free electrons lifetime. Accordingly, the photocurrent can be calculated by

𝐼 𝑝ℎ (𝑇) -𝐼 𝑑 (𝑇) = ∫ 𝑑𝜎 𝑝ℎ (𝑧)𝜉ℎ 𝑑 0 (2.31)
where 𝜉 is the applied electric field defined by 𝜉 = 𝑉 𝑙 ⁄ . Substituting ∆𝑛(𝑧) from Equation (2.30), the photocurrent can be rewritten as

𝐼 𝑝ℎ (𝑇) -𝐼 𝑑 (𝑇) = 𝑒𝜇 𝑛 τ n 𝜉ℎ𝐹 𝑑𝑐 (1 -𝑅)𝜂 ′ 𝑒𝑥𝑝(-𝛼𝑧) (2.32)
and thus the 𝜇𝜏 𝑚𝑎𝑗 , i.e., the mobility-lifetime product for electrons

𝜇𝜏 𝑚𝑎𝑗 = 𝐼 𝑝ℎ (𝑇)-𝐼 𝑑 (𝑇) 𝜉ℎ𝐹 𝑑𝑐 (1-𝑅)𝜂 ′ 𝑒𝑥𝑝(-𝛼𝑧) (2.33) 
In our experiments, the current under illumination 𝐼 𝑝ℎ is measured, and by then using the dark current measured at the same temperature, the photoconductivity can be determined as

𝜎 𝑝ℎ (𝑇) = 𝐼 𝑝ℎ (𝑇)-𝐼 𝑑 (𝑇) 𝑉 𝑙 ℎ𝑑 (2.34)

Modulated photocurrent

Modulated photocurrent (MPC) measurements allow one to study the density of states (DOS) within the band gap for a semiconductor material. The theory of this technique is based on the continuity equations of the free carriers and the Shockley-Read statistics, in which it is assumed that localized states can lead to a process of carrier trapping-and-release, resulting in the exchange of electrons and holes between the conduction and valence bands.

By illuminating a sample with modulated monochromatic irradiation, a photocurrent consisting of one DC component and one AC (modulated) component can be generated. Due to the interactions of the photo-generated carriers with the localized states, the phase of the AC photocurrent will be shifted from the original excitation, and this phase shift φ can be modified by changing the modulation frequency. By then analyzing the frequency-dependent phase shift, one can quantitatively derive information on the energetic distribution of the localized states in the band gap.

One of the advantageous aspects of this method is that it does not require any assumption about the distribution of the localized states before analyzing experimental data, and it was first proposed by Oheda 56 to infer the DOS distribution for a CdS crystal. An alternative treatment of the experimental data was proposed by Brüuggemann et al 57 using both the phase shift and the modulus of the AC photocurrent, which can omit the recursive procedure required in the previous approach.

However, these treatments can only give the relative values of DOS, and knowledge of the capture cross-section is required to determine the absolute values of DOS. This situation was later improved by Kleider and Longeaud 58,59 . Practically, both types of carriers can contribute to the photocurrent, therefore the DOS obtained cannot distinguish between electron-traps and hole-traps. However, the MPC technique probes the states that lead to the lower signals. Therefore, assuming there is a predominant contribution of one type of carrier to the photocurrent, the absolute values of DOS can be determined through

𝑁(𝐸 𝜔 )𝜇 𝑐 = 2 𝜋𝑘𝑇 ( 𝑆𝑒𝜉𝐺 𝐴𝐶 𝑠𝑖𝑛 𝜑 |𝐼 𝐴𝐶 | -𝜔), with |𝐸 𝜇 -𝐸 𝜔 | = 𝑘𝑇 𝑙𝑛(𝜐 𝜔 ⁄ ) (2.35)
where 𝑁(𝐸 𝜔 ) is the DOS at energy level 𝐸 𝜔 , 𝜐 is the attempt-to-escape frequency defined by 𝜐 = 𝑐𝑘𝑇𝑁(𝐸 𝜇 ), E μ is the mobility edge, 𝑁(𝐸 𝜇 ) is the DOS at the mobility edge, 𝜇 is the free carrier mobility, 𝑐 is the capture cross section, 𝑆 is the conduction surface area,𝐺 𝐴𝐶 is the AC component of the photo-carriers generation rate, 𝐼 𝐴𝐶 is the AC photocurrent, and 𝜔 is the angular frequency of the excitation that can negligible compared to the first term on the right side.

Solar cell device characterization

Current-voltage characteristic

In the dark, the current-voltage (I-V) characteristic of a solar cell can be described by the Shockley diode equation as follows

I(V) = 𝐼 0 [𝑒𝑥𝑝 ( 𝑞𝑉 𝑛𝑘𝑇 ) -1] (2.36)
where 𝐼 0 is the dark saturation current, and n is the ideality factor of the diode. Figure 2.26-(a)

shows the typical dark I-V curve for a solar cell device. From this result, some important parameters can be extracted. In Equation (2.36), the first term in the brackets will dominate. Thus, a semi-log plot of the data following Equation (2.37) should show a linear proportionality in the positive-biased region.

ln(I(V)) = 𝑞 𝑛𝑘𝑇 𝑉 + ln(I 0 ) (2.

37)

From such plots, the ideality factor n and the value of 𝐼 0 can be determined. Here, 𝐼 0 is an extremely important parameter to evaluating the quality of a solar cell device. It is related to free 56 carrier recombination, and usually a lower value of 𝐼 0 suggests a less significant recombination effect.

When the solar cell is exposed to light, the I-V characteristic will be superimposed on a photo-generated current 𝐼 𝑝ℎ flowing in the opposite direction as

I(V) = 𝐼 𝑝ℎ -I 0 [𝑒𝑥𝑝 ( 𝑞𝑉 𝑛𝑘𝑇 ) -1]
(2.38) .27 shows a light I-V curve with the important performance parameters highlighted. The maximum current 𝐼 𝑆𝐶 is obtained when the voltage is zero. The maximum voltage 𝑉 𝑂𝐶 is obtained when no current flows through the device. However, at these two operating points, the converted power from the solar cell device is zero. The maximum converted power 𝑃 𝑚𝑎𝑥 is obtained when the product of current and voltage is maximum, i.e., at the maximum power point 𝑀𝑃𝑃 (𝑉 𝑚𝑝 , 𝐼 𝑚𝑝 ). Practically, a parameter called fill factor 𝐹𝐹 that describes the solar cell device performance at 𝑀𝑃𝑃 is commonly used. The 𝐹𝐹 is defined as

𝐹𝐹 = 𝑉 𝑚𝑝 ×𝐼 𝑚𝑝 𝑉 𝑂𝐶 ×𝐼 𝑆𝐶 (2.39)
Graphically, the 𝐹𝐹 is a measure of the "squareness" of the I-V curve and is also the area of the largest rectangle which fits in the I-V curve. However, during operation, parasitic resistances in the device should be taken into account, as shown by the equivalent circuit in Figure 2.28-(a), since they reduce the light conversion efficiency by dissipating power. Accordingly, a more general expression for the I-V characteristic is given by

I(V) = 𝐼 𝑝ℎ -𝐼 0 [𝑒𝑥𝑝 ( 𝑞(𝑉-𝐼(𝑉)𝑅 𝑆 ) 𝑛𝑘𝑇 ) -1] - 𝑉-𝐼(𝑉)𝑅 𝑆 𝑅 𝑆𝐻 (2.40)
where 𝑅 𝑆 and 𝑅 𝑆𝐻 are the series resistance and the shunt resistance respectively. 𝑅 𝑆 typically arises from the bulk resistance of device, contact resistance between the semiconductor and metal contacts, and the resistance of metal contacts or conductive oxide layers. Since it only impacts the device when a photocurrent flows through the junction, 𝑅 𝑆 does not affect the device performance at all at open-circuit voltage. However, near open-circuit, the I-V curve is strongly affected by 𝑅 𝑆 , as shown in Figure 2.

28-(b).

𝑅 𝑆𝐻 is mainly related to the leakage current of the device (defects, junction edge, pinholes). Low 𝑅 𝑆𝐻 causes power losses in the device by providing an alternate path for the photocurrent. Such a diversion of current reduces the amount of photocurrent flowing through the junction and reduces the power obtainable from the device. This effect is particularly severe at low illumination levels when a lesser photocurrent is generated, and therefore the current loss to the shunt has a larger impact.

Note that such model is indeed valid and can be theoretically justified for crystalline solar cells, consisting of pn-diodes 60 . However, one needs to take further considerations for the other types of designs. For instance, Merten et al 61 proposed an improved model for the case of a-Si:H solar cells in a p-i-n configuration, namely introducing an additional term relating with the current losses, as indicated by the dashed lines in Figure 2.28-(a). This term takes into account the recombination effect in the intrinsic layer of the device, which strongly depends on the working voltage 62 . To evaluate the device performance, the power conversion efficiency 𝜂 is the most commonly used parameter, which can be determined from the device I-V characteristic and is given by:

𝜂 = 𝑃 𝑚𝑎𝑥 𝑃 𝑖𝑛 = 𝑉 𝑂𝐶 ×𝐼 𝑆𝐶 ×𝐹𝐹 𝑃 𝑖𝑛 (2.41)
Since the 𝜂 of a solar cell device depends on the operating spectra and temperature, in this work, the I-V characteristic measurements are all performed under the same conditions: with AM1.5 solar spectra and at a temperature of 25°C.

External quantum efficiency

Second only to the I-V characteristic, the quantum efficiency (QE) measurement is also a fundamental characterization tool for solar cells. The QE measurement allows one to quantify the light conversion efficiency as a function of wavelength, so it can be viewed as an indicator of how good the solar cell is at converting sun light to electrical energy. It is defined by the ratio of the number of charge carriers that are collected by the solar cell to the number of impinging photons at a given wavelength, and two types of QE are often considered:



The external QE (EQE) including the effect of all optical losses such as the light transmitted through the cell and the light reflected back from the cell.



The internal QE (IQE) that refers to the efficiency under exclusion of transmitted or reflected light.

In this work, only the EQE given by Equation (2.42) is measured,

𝐸𝑄𝐸(𝜆) = 𝐼 𝑝ℎ (𝜆) 𝑞Ф 𝑝ℎ,𝜆 (2.42)
where 𝐼 𝑝ℎ (𝜆) is the photocurrent generated at a wavelength 𝜆, and Ф 𝑝ℎ,𝜆 is the photon flow incident on the solar cell at that wavelength. The measurements are performed in the spectral range of 350-1100 nm. Providing all the photons of a certain wavelength are absorbed and the resulting charge carriers are successfully collected, the EQE at that particular wavelength may have a value of 100%. Thus, the EQE spectra for an ideal solar cell device has a square shape as shown in Figure 2.29 by the dashed line. However, due to the presence of optical and electrical losses, such as parasitic absorption and recombination losses, respectively, the EQE will be below 100 % for almost all types of solar cells. Figure 2.29 shows typical EQE spectra for single junction a-Si:H (red) and µc-Si:H (black) solar cells. As one can see, for the a-Si:H cell, photons with energies larger than the band gap, i.e., with the wavelength lower than 750-800 nm, are typically absorbed, and photons with energy smaller than the band gap are not. For the µc-Si:H cell, which has an active layer with a lower band gap, the absorption range is extent to above 1100 nm. If the EQE measurement is performed under short circuit conditions, the short-circuit current density 𝐽 𝑆𝐶 can be determined through

𝐽 𝑆𝐶 = 𝑞 ∫ 𝐸𝑄𝐸(𝜆)Ф 𝑝ℎ,𝜆 𝑑𝜆 (2.43)
In contrast to the I-V measurement, the determination of 𝐽 𝑆𝐶 via the EQE measurement has the advantage that it is independent of the spectral shape of the light source. Moreover, on lab scale the real contact area of solar cell is not accurately determined during I-V measurements. However, the EQE measurement is independent of the contact area. Hence, for accurate measurement of 𝐽 𝑆𝐶 , it is not sufficient to rely on I-V measurements only, but an EQE setup has to be used. In this chapter, the high-rate deposition of µc-Si:H films is studied by combining the SiF 4 -based plasma chemistry and the MDECR-PECVD technique. Firstly, we will focus on the effect of process parameters such as substrate temperature and ion energy on the film growth under such low process pressure and high plasma density conditions. Secondly, aiming to use the material as the absorber layer for photovoltaic applications, approaches to achieve µc-Si:H film without any amorphous incubation layer and to broaden the deposition process window are further explored.

Chapter 3 MDECR-PECVD growth of µc-Si:H film from SiF 4 /H 2 plasma chemistry

Plasma optical emission spectra

For silicon thin film deposition from the SiF 4 -based plasma using MDECR-PECVD, the first thing to be noted is that the noble gas Ar is not necessarily required to assist gas dissociation, as it is in the case of RF-PECVD. Therefore, the work presented in this chapter is based on an SiF 4 /H 2 plasma chemistry alone.

To get a general idea about the plasma composition under such conditions, OES measurements were performed through a viewport in the chamber. The spectra was monitored at a position about 3 cm above the substrate holder. Figure 3.1-(a) shows a typical OES spectra (only the range of 200-700 nm is shown) for the SiF 4 /H 2 MDECR plasma operated in the ATOS reactor. The measurement was performed with the process conditions shown in Table 3.1. As a comparison, the spectra obtained from an SiF 4 /H 2 /Ar RF plasma operated at high pressure in PHILIX is depicted in Figure 3 As one can see, the two spectra present intense hydrogen emission peaks, which suggest an abundance of excited hydrogen in plasmas excited by both MDECR and RF sources. However, the results also underline the huge difference between these two sources. In contrast to the OES spectra of the RF plasma, wherein all the SiF x * (x = 0-3) species can be detected, the elevated dissociation of SiF 4 in the MDECR plasma process leads to the fact that SiF * dominates the SiF x species, and SiF 3 * and SiF 2 * are barely observable. Such a high level of dissociation of the feed gas has also been reported in an earlier study about the MDECR-PECVD of µc-Si:H from a pure SiH 4 plasma chemistry 3 . In that work, except for the presence of the SiH x * (x = 0,1) emission peaks, the SiH 4 MDECR plasma showed an almost identical OES spectra to a pure H 2 MDECR plasma, underlining the fact that the elevated gas dissociation gives enough concentration of H species to allow for the deposition of µc-Si:H film. Therefore, two things are clear for the MDECR-PECVD of µc-Si:H films from the SiF 4 /H 2 plasma chemistry: the H 2 flow is sufficient to provide the necessary atomic H, and Si and SiF are probably the most dominant growth precursors. 

Effect of substrate temperature

To study the impact of substrate temperature on the growth of µc-Si:H, a series of films were deposited on Corning "Eagle" glass with different substrate temperatures. Considering the high extent of gas dissociation in the MDECR-PECVD process, a higher proportion of H 2 is required to sufficiently eliminate fluorine for the µc-Si:H film growth, in contrast to the values just less than unity for the SiF 4 /H 2 ratio in the RF plasma process 4 . The process conditions for this series of films are given in Table 3.2. To make a fair comparison, deposition times were adjusted to ensure that all the films are around 150 nm thick.

Effect of substrate temperature 

Ellipsometry

The deposited films were first examined by ellipsometry, and Figure 3.2 shows the data of 〈𝜀 𝑖 〉 in the high energy region of the spectra. As one can see, the spectra of films deposited at low substrate temperatures present a wide bump around 3.7 eVa characteristic of amorphous silicon. Shoulder-like peaks at 3.4 eV and 4.2 eV characteristic of microcrystalline silicon appear at 140 ºC, and become more pronounced for temperatures higher than 175 ºC. 

Raman spectroscopy

Raman spectra for these films are presented in Figure 3.3-(a), and the results confirm the observations from ellipsometry measurements. At low substrate temperatures, the films are all a-Si:H, as indicated by the single broad peak around 480 cm -1 . With increasing temperature, a transition from amorphous to microcrystalline is notably seen. The signature of crystalline silicon peak detected at 520 cm -1 shows up at 140 ºC, but is still accompanied by a considerable amount of amorphous phase with a broad shoulder in the spectra. For further increased temperatures, the amorphous silicon peak merges into the crystalline silicon peak, which indicates the deposition of a typical µc-Si:H layer.

In Figure 3.3-(b), the extracted values of 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 are plotted as a function of substrate temperature, and show a monotonic increase above 140 ºC. Up to 190°C, µc-Si:H films with 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 on the order of 60 % are obtained. Figure 3.3-(b) also includes the deposition rates (𝑟 𝑑 ), and shows a global trend of decreasing 𝑟 𝑑 with substrate temperature. A 𝑟 𝑑 of 8.5 Å/s is observed for amorphous material at 110 °C going down to 5.7 Å/s for microcrystalline material at 190 °C.

It is well known that the variation of substrate temperature can lead to complex consequences for the PECVD of μc-Si:H film under standard growth conditions. At low temperature, the species arriving on the growing surface are assumed to be unable to diffuse to energetically favorable sites for the formation of crystalline nuclei. Accordingly, a greater thickness of the underlying a-Si:H tissue is needed for crystallite nucleation to occur, or the film even remains in the a-Si:H regime. In general, for the temperature range lower than ~300 °C (not a universal value, could be slightly different for different cases), increasing substrate temperature is favorable for enhancing the thermally-induced adatom motion process 5 , leading to an increase of the thermal diffusion coefficient D S of species on the growing surface 6 . Thus, for μc-Si:H film, a faster crystallization process and a more rigid silicon network can be attained. However, above ~300 °C, a degradation in material quality will be observed due to the elimination of H during deposition. Deficient coverage of H on the growing surface leads to the loss of etching effectiveness and dangling bond passivation. Meanwhile, the thermal dissociation of Si-H bonds at high temperature can even lead to the creation of dangling bonds. These mechanisms have all been proposed to explain why excessive substrate temperature is detrimental for material quality 7 .

From the results above, one can note that the substrate temperature is of crucial importance to achieve µc-Si:H films with high crystalline volume fraction under such low pressure, high deposition rate conditions. Considering substrate temperatures that range from 110 °C to 190 °C, the observed enhancement of the crystallization process likely arises from a gain in thermally-induced adatom motion at higher substrate temperature. Ideally, at very low species arrival rates, the thermally-induced adatom motion continues indefinitely, or in deposition cases, for a time limited by burial under the subsequent layer. For the case of a MDECR plasma deposition, species migration on the growing surface is greatly restricted due to the high deposition rate. Therefore, an appropriately higher substrate temperature is even more essential for the crystallization process of μc-Si:H film deposited by MDECR-PECVD. This is consistent with published results on the deposition of μc-Si:H film from a pure SiH 4 MDECR plasma, wherein the substrate temperature was required to be increased up to 268 ºC to achieve a 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 of 63 % 3 . It should be mentioned that the μc-Si:H film thickness therein was around 300 nm, which is twice as thick as the films in our case. As the most common process temperatures to fabricate μc-Si:H solar cells are below 200 ºC, such high substrate temperatures (above 260 ºC) may have been the origin of the poor performance of the resulting devices 8 . Interestingly, the substrate temperature needed to obtain highly crystallized μc-Si:H material from an SiF 4 /H 2 plasma is much lower than that required for SiH 4 /H 2 . This can be explained by the fact that compared to atomic H, atomic F usually has a stronger etching activity on silicon 9 . Furthermore, the stronger "etching selectivity" of the amorphous phase silicon by atomic F at lower temperatures 10 can also partially contribute to the crystallization process.

Growth dynamics

The results given in the previous section were for films all having a similar thickness. To investigate the time evolution of the material microstructure during growth, another series of μc-Si:H films deposited at 140 ºC but with different deposition times (60-900 s) were prepared. These times corresponded to films' thicknesses ranging from ~40 nm to ~600 nm. 

Ellipsometry and Raman spectroscopy

TEM characterization

This is also confirmed by the cross-sectional TEM image for the film with 600 s deposition time, as shown in Figure 3.5. As one can see, at the initial stage of growth, almost no nucleation sites can be observed at the interface with the substrate. Then, as explained in Ref. 3 (or by the surface diffusion model), the exothermal recombination of hydrogen provides energy to reorganize the silicon network, the crystalline nuclei starts to show up when the amorphous layer is several tens of nanometers thick. Ultimately, the conical growth of crystalline grains is observed. 

Effect of ion energy 3.4.1. Estimation of ion energy

One should note that the efficient gas dissociation in the MDECR plasma process is attributed to the high-energy electrons trapped in tori around the permanent magnets. At the same time, it is the low-energy electrons that diffuse away from the multipolar magnetic confinement which determine the sheath potential drop (Δη) 11 .

Therefore, as depicted in Figure 3.6, a low Δη is expected for the MDECR plasma under electrically floating conditions (with no RF power injection to the substrate holder, here noted as ∆η float ), which can be estimated by

Δη = T e 2q ln (√2π m M ) (3.1)
where q, m, and M are the elementary charge, the electron mass, and the ion mass, respectively.

Considering the electron temperature T e measured by Godyak 12 under similar plasma conditions on the same reactor that is used in our case, the ∆η float herein is deduced to be about 1.5 V. This low value is due to high density of the low temperature electrons in the vicinity of the substrate holder. Accordingly, knowing the value of the drop in self-bias DC voltage ∆V DC , which can be expressed by

∆V DC = V DC float -V DC rf (3.2)
where V DC float and V DC rf are the self-bias DC voltage under electrically floating conditions and with certain amount of RF power injection respectively (see Figure 3 Based on this point, the impact of ion energy has been studied by carrying out depositions for which the RF power supply on the substrate side was changed. A series of µc-Si:H films were deposited using the same process conditions shown in Table 3.1, except with varying RF power. While increasing the RF power from 0 W to 25 W, a decrease in the value of the self-bias DC voltage from +69 V (floating potential) down to +4 V is observed. Therefore, using the assumptions above, IBE ranging from 1.5 eV to 66.5 eV has been attained during processing. The deposition times were adjusted to keep the films' thicknesses around 450 nm.

Structural properties

Raman spectroscopy

The deposited films were first characterized by Raman spectroscopy. Another effect of ion energy is observed in the variation of the full width at half maximum of the Raman crystalline peak at 520 cm -1 (FWHM 520 ). It can be noted from Figure 3.7-(b) that with increasing IBE, the FWHM 520 increases from 6 cm -1 at IBE = 1.5 eV to 9 cm -1 at IBE = 41.5 eV, suggesting a smaller crystalline grain size 13 . This indicates that although there is a higher 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 , smaller grained material results.

When further increasing the ion energy, the resulting films show FWHM 520 values up to around 15 cm -1 . For reasons explained in the discussion to follow, this variation can be viewed as two stepwise increases, with the second transition occurring simultaneously with a rapid decrease in 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 under high ion energy conditions. Interestingly, a moderate increase in ion energy up to IBE = 11.5 eV leads to an increase in 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 , while the FWHM 520 remains at a relative stable value over this range. Looking simply at the maximum magnitude of the spectra, one can see that this value changes with IBE, and again, a two stepwise changes can be observed.

Ellipsometry

The variation of the maximum value of 〈𝜀 𝑖 〉 in this high energy portion (〈𝜀 𝑖 〉 𝑚𝑎𝑥 ) with IBE is presented in Figure 3.8-(b). Generally, the 〈𝜀 𝑖 〉 𝑚𝑎𝑥 of a μc-Si:H film depends on a number of factors: the crystalline volume fraction, crystallite size, density, as well as surface roughness. Regardless of the reason, a greater 〈𝜀 𝑖 〉 𝑚𝑎𝑥 is commonly considered to be associated with improved material properties 14 . From Figure 3.8-(b), 〈𝜀 𝑖 〉 𝑚𝑎𝑥 increases monotonically until an 𝐼𝐵𝐸 value of 16.5eV, and then decreases continuously for higher ion energy conditions. This maximum coincides with the first transition of the FWHM 520 as shown in Figure 3.7-(b). For films deposited with 𝐼𝐵𝐸 higher than 41.5 eV, the collapse in 〈𝜀 𝑖 〉 𝑚𝑎𝑥 together with the gradually disappearing shoulder-like peaks suggests the dominance of an amorphous silicon phase, which is also in line with the Raman measurements.

In addition, deduced from the complete modeling of the films, the surface roughness of these films is also depicted in Figure 3.8-(b). Benefiting from the moderate ion energy condition, the film surface roughness decreases from 8.6 nm at 𝐼𝐵𝐸 = 1.5 eV down to 5 nm at 𝐼𝐵𝐸 = 11.5 eV and remains so until 16.5eV. When the ion energy is further increased, films with higher surface roughness are obtained, regardless of whether they are crystalline or amorphous silicon phase dominant material.

Infrared absorption

Based on the results shown above, one can note that a moderate ion energy condition (with 𝐼𝐵𝐸 lower than 20 eV) during processing can lead to µc-Si:H films with improved structural properties, including crystalline grain features, material density as well as surface morphology.

To further explore the properties of these films, FTIR analyses were performed on co-deposited films grown on undoped c-Si wafers and with 𝐼𝐵𝐸 at 1.5 eV (electrically floating), 6.5 eV and 16.5 eV. The measurements have been done right after deposition, and after exposure to ambient air for 5 days, 15 days, 30 days and 120 days. Figure 3.9 depicts the evolution of the FTIR spectra for the film deposited at 𝐼𝐵𝐸 = 1.5 eV. In this figure, details about the hydride (SiH x ) stretching modes (SMs) absorption are also presented.

The assignments of the SMs frequency positions for a µc-Si:H film will be discussed in Chapter 4. The focus of this study is on the films' stability in the ambient air. As one can see from the figure, the film shows a decreased absorption intensity by the SiH x SMs after air exposure, while new peaks appear around 2200 cm -1 and 2250 cm -1 . These new peaks are attributed to the vibrational absorptions of a silicon atom bonding with different numbers of oxygen and hydrogen atoms (SiH x O y ) 15,16,17 . Regardless of the SiH x O y bonding configuration, the result reflects that the SiH x bonds located at least on the crystalline grain boundaries are attacked by oxidants present in the air, leading to oxygen atom substitution for hydrogen and the formation of SiH x O y bonds at internal surfaces 18,19 . This considerable post-deposition oxidation can be greatly reduced by using a moderate ion energy condition during growth. To illustrate, Figure 3.10 presents a comparison of FTIR spectra for films deposited under different ion energies. Two absorption regions are shown: the dihydride ((SiH 2 ) n ) scissoring modes at ~840-880 cm -1 , and the SiO x stretching modes at ~950-1200 cm -119 .

A significant increase of the SiO x stretching mode absorption intensity in the film deposited at 𝐼𝐵𝐸 = 1.5 eV is observed after four months of air exposure (Figure 3.10-(a)), consistent with a strong post-deposition oxidation effect. With increasing ion energy during deposition, a reduced oxidation effect is observed at 𝐼𝐵𝐸 = 6.5 eV (Figure 3 

Hydrogen exodiffusion

For the same series of films deposited on c-Si wafers, temperature-dependent exodiffusion experiments have also been carried out. Figure 3.11 shows the detected partial pressure of hydrogen molecules 𝑃 𝐻 2 (normalized to the maxima) as a function of temperature, for these films.

In practice, the hydrogen effusion peak position depends on the local environments of the hydrogen in the material bulk, as well as the bonding configuration, and it is not easy to assign all the peaks from a single effusion spectra. However, for comparison, one can still define several peaks of interests. Under electrically floating conditions (𝐼𝐵𝐸 = 1.5 eV), the film exhibits a broad peak around 500-600 °C, which is representative of hydrogen effusion from an amorphous phase. However, a considerable decrease of this broad peak intensity is observed when the ion energy during processing is moderately increased. This can be attributed to a reduction of the amorphous phase in the deposited film, which is consistent with the aforementioned results from Raman measurements that an increased 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 is found with increasing 𝐼𝐵𝐸.

Moreover, several other effusion peaks can be identified in the lower temperature range, of which a weak one around 200-250 °C and a shoulder-like one centered around 350-450 °C are also strongly influenced by the increasing ion energy. The presence of these two peaks can be attributed to hydrogen effusion from the desorbed water attached to the film surface and to internal "cracks" 20 (see more discussion in the following paragraphs), as well as to SiH x bonds located on the surface of internal cavities or crystalline grain boundaries 21,22 . The drop in 𝑃 𝐻 2 for the former peak suggests less water incorporation after deposition, and therefore that a denser film is obtained under the moderate ion energy condition. 

TEM characterization

To further investigate the impact of ion energy on the µc-Si:H film microstructure, TEM characterization has also been performed. Figure 3.12 and Figure 3.13 show results obtained for the two films deposited at 𝐼𝐵𝐸 = 1.5 eV and 16.5 eV, respectively. As seen in Section 3.3, almost no nucleation sites can be observed at the early stage of growth for either film. The appearance of crystalline nuclei and then conical growth of crystalline grains are observed on top of an amorphous phase incubation layer.

The analyses are also performed under conditions of slight under-focus (Figure 3.12-(b) and (e)) and over-focus (Figure 3.12-(c) and (f)). It can be seen that under a low ion energy condition (𝐼𝐵𝐸 = 1.5 eV), the deposited film contains a rather high density of nanosized voids, which appear as white dots in the image, and have nanometric sizes (1-3nm). These "nanoporous" regions appear at grain boundaries in the deposited film, as also observed in Ref. 23. Some of them are even inter-connected, and appear as white lines along the grain boundaries, leading to the formation of "cracks" in the material bulk. Correspondingly, these "cracks" are characterized as black lines under the over-focused condition, as shown in Figure 3.12-(c). When the higher ion energy condition (𝐼𝐵𝐸 = 16.5 eV) is used for the deposition, a significant decrease of the nanosized voids density is seen, (Figure 3.12-(e) and (f)). Moreover, the existing nanosized voids are characterized as having smaller sizes, and few inter-connections are observed. Consistent results are observed through STEM-HAADF analysis, as shown in Figure 3.13-(c) and (d). For the film with 𝐼𝐵𝐸 = 1.5 eV, the inter-connected "cracks" appear right after crystallite nucleation and extend through the entire layer. However, for the case of 𝐼𝐵𝐸 = 16.5 eV, the nanosized voids are considerably reduced, and few "cracks" are observed. Along with the FTIR and hydrogen exodiffusion analyses, these results suggest that these "cracks" are responsible for the post-deposition oxidation effect observed for films deposited under low ion energy conditions. As introduced in Section 1.2.2, oxygen contamination in µc-Si:H material can create shallow donor states, leading to a reduced material quality and a poor spectral response in the red for the resulting solar cell devices. Therefore, for the high-rate deposition of µc-Si:H film in the MDECR-PECVD system, the suppression of the formation of "cracks" is essential to achieve high material quality, and the moderate ion energy condition during processing can be beneficial.

Ion-related interactions

In this section, we attempt to reveal the role of ion energy in µc-Si:H film growth for the low process pressure and high growth rate conditions of the MDECR-PECVD system. Links between the ion energy conditions and the properties of the resulting material will therefore be proposed throughout this chapter.

In contrast to neutrals, ions within the plasma can have a considerable amount of kinetic energy due to their acceleration in the plasma sheath. A great deal of studies have shown that such energetic ions can play a vital role in determining the properties of PECVD-deposited µc-Si:H films. This should be evident from the fact that ions can contribute up to ~70 % of film growth in some cases 24 , but also by the wide variety of effects induced by ion-surface and ion-bulk interactions, as demonstrated in both theoretical and experimental work. Energetic ions impinging on the growing surface can produce a local thermal spike and/or induce surface or bulk atomic displacements. The extent to which the deposited material will be affected depends on a number of factors: the ion kinetic energy, the mass ratio between the ions and the target atoms, as well as the ion incidence angle (angle between the ion trajectory and the target surface normal) 5 . Indeed, μc-Si:H film growth behavior, microstructure 25,26,27,28 , as well as optoelectronic properties 2,29,30 are all influenced by these ion-related processes.

One is usually prevented from directly investigating the effect of ion energy in RF-PECVD systems, as any variation in ion energy is always coupled to changes in other plasma parameters (ion flux, plasma chemistry) which also impact μc-Si:H film growth 31,32,33 . However, this is not the case for a MDECR-PECVD system, since it has been mentioned that the gas dissociation is determined by the microwave power injection with the magnetic confinement effect (for electrons), and the ion energy condition during processing can be independently controlled through the RF power injection at the substrate. Practically, the sheath can be assumed to be collisionless for a MDECR plasma due to the low process pressure, so that a large proportion of ions will arrive the growing surface with maximum 𝐼𝐵𝐸 as expressed by Equation (3.3). Moreover, it has been suggested by the results of Figure 3.1 that SiF * dominates the SiF x * species in the SiF 4 /H 2 MDECR plasma, allowing one to precisely investigate the impact of ion energy on μc-Si:H film growth for this simple plasma composition 8 . Doing so will allow us to make some conclusions concerning the above experimental results.

As explained in Ref. 5, the effective energy transfer between impinging ions and target atoms can generate an ion-induced adatom motion 13 . Although this is different in principle from the thermally-induced adatom motion mentioned in Section 3.2, it will have a similar effect on the growing surface, i.e., an enhancement of D S . This is coherent with the results in our work, and as shown in Figure 3.7-(a) and Figure 3.8-(b), a highly promoted crystallization process and a smoother surface are obtained for films deposited with moderate ion energy conditions compared to those under floating conditions. With a further increase in ion energy, μc-Si:H films deposited by MDECR plasma show some distinct trends; from both Raman and ellipsometry analyses, sharp variations in the crystalline volume fraction, crystalline grain size, and surface roughness are observed at well-defined 𝐼𝐵𝐸 thresholds. This stands in contrast to the case of RF-CCP processes under high pressure conditions, where such interactions just lead to a greater a-Si:H/μc-Si:H transition thickness 34 .

To understand the mechanism behind the existence of these thresholds, we consider the mass-dependent ion-related interactions with the growing surface. Figure 3.14 shows the theoretical minimum energy needed to induce surface and bulk atomic displacement on a silicon substrate as a function of impinging ion mass 35 . In our conditions, the most likely ions in the plasma are SiF x + (x = 0-3), H x + (x = 0-3). Although it has been proposed that the energetic impinging H 3 + ion can induce considerable impact to the µc-Si:H film growth using RF-PECVD 36 , it is not the case for the deposition using MDECR-PECVD in our work. It can be noted from Figure 3.14 that neither the 𝐼𝐵𝐸 threshold of the H 3 + -induced surface atomic displacement (~30 eV), nor the bulk atomic displacement (~65 eV) matches the experimentally obtained values. For the possible SiF x + ions (i.e., Si + , SiF + , SiF 2 + and SiF 3 + ) in the MDECR plasma, the 𝐼𝐵𝐸 thresholds for effective bulk atomic displacement are 36 eV, 43 eV, 50 eV and 55 eV respectively (indicated by the dots). As one can see, the value of 43 eV given by SiF + corresponds very well with the experimental transition values deduced from the Raman (Figure 3.7, wherein the transition is indicated by the third shaded region) and ellipsometry measurements (Figure 3.8-(b)). This is particularly true if one considers that the transition energies for Si + , SiF 2 + or SiF 3 + will be far from the observed thresholds. In combination with the OES spectra shown in Figure 3.1 which indicated that SiF * dominates the SiF x * species, we can reasonably consider that SiF + is the most abundant SiF x + ion in the MDECR plasma, a fact that has also been observed by using quadrupole mass spectrometer under similar process conditions on the same reactor in Ref. 37.

However, the threshold energy of 12 eV given by Figure 3.14 for SiF + -induced surface atomic 34 𝑅𝑎𝑚𝑎𝑛 grows more slowly. Consistently, very low IBE enhances the surface smoothness until a plateau between 7-17 eV is observed (in Figure 3.8-(b), shown by the second shaded region), presumably as the ions with energies above 12 eV begin to dislodge surface growth species from their lowest energy positions. Furthermore, FWHM 520 indicates a sharp decrease in crystal size, but only starting around 18-24 eV (see Figure 3.7-(b)). This last result can be understood by considering the renucleation process explained in Ref. 34. Through the reorganization by the impinging ions of the atoms around the impinging sites, new grains can appear on the already existing grains but with locally distinct crystalline orientations, thus resulting in smaller grain sizes.

In contrast with the unclear results at low 𝐼𝐵𝐸 values, under much higher ion energy conditions, the SiF + -induced bulk displacement is more dramatic. It can be argued that although the surface renucleation process could still be happening, the atomic displacement near the subsurface seriously hinders the formation of crystalline nuclei or even breaks up small crystallites. Consequently, a local amorphization effect starts to appear, resulting in lower crystalline volume fraction as well as even smaller crystalline domains.

In conclusion, all these results show that the control of ion energy is of crucial importance for the growth of μc-Si:H films from an SiF 4 /H 2 plasma chemistry using the MDECR-PECVD technique. Very low IBE during processing can lead to the existence of inter-connected nanosized voids through the entire film thickness, which is responsible for less compact material and strong post-deposition oxidation after air exposure. However, high IBE can also be detrimental to the material properties. The bulk atomic displacement induced by the impinging SiF + can severely suppress the nucleation process, leading to a local amorphization effect on the growing film. A moderate ion energy condition is beneficial to achieve a significant drop in the density of voids, and a higher quality μc-Si:H film with better stability can be obtained.

3.5.

Two-step process

Seed layer

As seen in Section 3.3, a μc-Si:H film deposited using MDECR-PECVD proceeds through the same evolution as does one grown using RF-PECVD: amorphous phase incubation, crystallite nucleation, mixed phase growth, and microcrystalline phase steady state growth. However, it has been extensively reported that this amorphous incubation layer within μc-Si:H film is detrimental to the performance of the resulting solar cells devices 38,39 , especially on the transport properties at the p/i interface.

Thinning or elimination of this amorphous incubation layer to obtain device quality μc-Si:H material from the start of growth has always been a major research and industrial challenge. Van den Donker et al 40 proposed that by applying a H 2 background prior to plasma ignition to suppress the SiH 4 back diffusion during the initial growth stage, one can avoid the formation of incubation layer. This method has been successfully implemented into the μc-Si:H solar cell fabrication, and an enhancement of device performance (blue response) was achieved. However, this technique is still limited by difficulties such as a narrow process window and long deposition times.

Another way to eliminate the amorphous incubation layer is to prepare a highly crystallized thin seed layer providing enough nucleation sites for the crystalline phase growth, for which approaches like hydrogen dilution "grading" 41 , 42 or H 2 plasma treatment for the amorphous under-layer before the main layer deposition 43 have been employed. However, by applying these hydrogen rich plasma methods for the initial growth of μc-Si:H film, one may need to consider the risk of damaging the p/i interface due to the H-related etching 44 . In addition, a major challenge of these methods is that the extra process procedures make them less attractive to industry.

Amorphous incubation layer free µc-Si:H film

In our case, in order to avoid the amorphous incubation layer, we propose introducing a two-step method. Very simply, the whole deposition was split into two steps using identical conditions except for process pressure. Figure 3.15-(a) depicts the material phase evolution in a normal continuous one-step deposition. In contrast, in the two-step process shown by Figure 3.15-(b), the highly crystallized seed layer is first deposited at a lower pressure, and is then followed by the deposition of the main layer at a higher pressure. The process conditions are given in Table 3.3. Advantageously, there is no need to stop the plasma between these two steps. For an ECR plasma process, deposition rate is proportional to the process pressure (in a reasonable range) 45 , so the thickness of the seed layer can be easily controlled. During the lower pressure step, ~20 nm of μc-Si:H was deposited in 15 min (~0.22 Å/s), and as deduced from Raman measurements, 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 is estimated to be around 70 %, which means that it can serve as the seed layer. Figure 3.16 presents the evolution of 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 for the two-step process deposited films with increasing thickness, as well as for the films deposited by a one-step deposition, as studied in Section 3.3. For the films with an underlying seed layer, a high density of nucleation sites provides the possibility to get over the a-Si/µc-Si transition and to proceed directly to the crystalline phase growth. As a result, for the whole deposition process, the crystalline volume fraction of the film varies little from a value on the order of 70 %, which is greater than the 58 % achieved at the stable stage for the case of a one-step deposition. The inset shows the Raman spectra of the ~20 nm seed layer.

Surprisingly, even with only 3 min (~4 nm) of seed layer deposition, similar results can also be achieved (see the green data in Figure 3.16). It should be noted that demonstrating a thinner effective seed layer thickness not only means less process time, but also minimizes the probability of any amorphous incubation layer existing within the seed layer itself, as well as minimizing the exposure of any doped layer to this plasma condition in the case of device fabrication.

The microstructure of the two-step films incorporating a 15 min deposition of seed layer were analyzed by STEM. In Figure 3.17-(a), the DF image shows no amorphous incubation layer at the bottom part of the deposited film. Highly crystallized material is immediately obtained at the initial growth stage. However, by using the HAADF mode, more details about the microstructure are revealed. As indicated by the yellow lines in Figure 3.17-(b), the well-defined seed layer can be observed in the HAADF image, while it cannot be distinguished in the DF image. Moreover, a considerable amount of pores are present in the transition region between the seed layer and the main layer. During film growth, these pores extend further into the material bulk, leading to the formation of stacking faults among the crystalline grains. This is even more obvious in a second experiment, in which we stopped the plasma and broke the vacuum after the seed layer deposition, as shown in Figure 3.17-(c) and (d). Although the nucleation process for the following main layer with high growth rate can still happen right above the seed layer, the interface is rather rough and a layer of voids can be observed. The presence of such a porous region should be attributed to the sharp change in deposition rate, as the transition in process pressure between two steps is rather fast (several seconds) in our experiments. Although the highly crystallized seed layer promotes the crystallization process during the main layer growth, the opportunity for surface diffusion for the incoming species will be impacted by the high precursor flux at (relatively) high pressure conditions. Therefore, instead of a continuous and uniform growth occurring, a renucleation process will occur, and preferentially at existing crystalline grains. In this case, rapid conical growth can be observed, leaving behind porous material among these "cones". A higher resolution image of this porous region is presented in Figure 3.18. However, one could reasonably assume that a more compact interface layer and thus less stacking faults in the main layer could be achieved if a "graded" variation in the process pressure between the two steps is applied. 

Effect of gas pressure

To understand the origin and find the process window for this highly crystallized seed layer, the optical emission of plasmas operated under various pressures (ranging from 1.67 mTorr to 8 mTorr) were investigated.

Figure 3.19 presents the variation of H α * and SiF * emission intensity as a function of gas pressure, which qualitatively indicates the variation of atomic H and growth precursor concentration within the plasma. As gas pressure increases, a continuous increase of the SiF * intensity is observed. However, the situation is different for H α * . It just shows a slight increase up to a pressure of 3 mTorr and then decreases continuously for higher pressures To establish the link between the variation of plasma properties and the material processing results, another series of depositions have been carried out with the same process pressures as in the above series. The process conditions are shown in Table 3.4. All the films have a thickness of ~20-30 nm. The results are presented in Figure 3.20, where the corresponding variation of relative emission intensity of H α * and SiF * (as detected by OES measurements, 𝑅 𝑂𝐸𝑆 = H α * /SiF * ) is also plotted. The value of 𝑅 𝑂𝐸𝑆 decreases rapidly with increasing pressure, and then holds a certain value (in this experimental setup, close to unity) above a pressure of 3 mTorr. One can also note two other clear trends from Figure 3.20. Firstly, the deposition rate increases continuously from 0.24 Å/s at 1.67 mTorr to 7.2 Å/s at 7.2 mTorr. Secondly, 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 falls with increasing pressure, and tracks the value of 𝑅 𝑂𝐸𝑆 (with an offset).

These trends in material properties can be correlated with the OES data. The increase in growth rate correlates with the SiF * emission, as aforementioned that SiF is the dominant SiF x growth precursor in the plasma. The connection with 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 is more subtle. It is generally believed that the atomic H concentration within the plasma (or the ion flux arriving at the growing surface) plays a crucial role in the crystallization process during μc-Si:H film growth 7,46,47 . In the growth processes from the SiF 4 /H 2 plasma chemistry, this role is easily quantifiable. As it has been described in Section 1.3, for film growth to occur, sufficient atomic H is needed to abstract the F atoms generated by the precursors for film growth, and the leftover radicals contribute to the chemistry required for the crystallization process 48 . This has been experimentally confirmed by detecting the HF molecules concentration using RGA, which linearly increases with the H 2 depletion under different process conditions (not shown). As indicated by the shaded region in Figure 3.20, films deposited with 𝑅 𝑂𝐸𝑆 lower than one (> 3 mTorr) are amorphous. For pressures below 3 mTorr, all additional H not consumed through the elimination of F atoms can interact with weak Si-Si bonds and favor the crystallization process. It should be noted that without knowledge of the electron energy distribution function, it is difficult to estimate the concentration of corresponding radicals (like H x and SiF x ) within the plasma from the optical emission intensity alone. This experimental ratio 𝑅 𝑂𝐸𝑆 is therefore not a universal reference value. However, together with the results of material analysis, the process window defined may still be valid when processing in similar type of reactor. In short, due to the low deposition rate resulting from the lower SiF flux under low pressures, the thermally-induced adatom motion is allowed to play its normal role in enhancing surface species diffusion. In addition to the atomic H reactivity, both lead to a promotion of crystallization in these films.

Broader process window

To further investigate the benefit of a seed layer for MDECR-PECVD μc-Si:H film growth from the SiF 4 /H 2 plasma chemistry, another series of films were deposited with various substrate temperatures using the two-step process. Table 3.5 shows the process conditions. Deposition times are adjusted to keep the seed layer and total thickness around 20 nm and 150 nm, respectively. Table 3.5 Process conditions for studying the effect of substrate temperature using the two-step process.

Step The seed layers deposited with different substrate temperatures have been characterized individually, and the results are presented in Figure 3.21, which shows that 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 increases monotonically with substrate temperature up to 140 ºC, at which point it reaches a relative stable value around 70 % (as also seen in Figure 3.20). In addition, the deposition rates of seed layers are also provided. A slow decrease with increasing substrate temperature is observed initially, and then deposition rate stays roughly constant around 0.22 Å/s for temperatures above 140 ºC. To make a complete comparison between the one-step process (see Section 3.2) and the two-step process, Raman spectra of films deposited using both methods are shown in Figure 3.22. At low temperatures, the one-step films show only a large peak around 480 cm -1 (Figure 3. 22-(a) ~ (c)) and the crystalline phase only starts to appear with increasing temperature (Figure 3. 22-(d)). However, for the two-step films, a small shoulder of the crystalline peak can already be observed for substrate temperatures as low as 110 °C (Figure 3.22-(a)). A dominant crystalline phase is seen for temperatures above 120 °C (Figure 3.22-(b)). Figure 3.23 shows the variation of 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 with substrate temperature for the two sets of films. In contrast with the one-step films, an 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 of 17 % is deduced for the two-step film deposited at a substrate temperature of 110 °C, and then a sharp increase up to 68 % at 120 °C is seen. With further increase in temperature, the films continue to be crystalline phase dominant, but only show a small and smooth further increase in 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 . In the end, a value of 70 % is obtained at 190 °C for the two-step films, as compared to a value of 58 % for the one-step films. All these results remind one that the easily prepared highly crystallized seed layer does not only eliminate the amorphous incubation layer, but is also beneficial to achieve a much broader process window for μc-Si:H film deposition by MDECR-PECVD.

In addition, it is worth noting that for all the μc-Si:H films deposited using MDECR-PECVD in our work, regardless of the processing parameters (ion energy condition, substrate temperature, deposition rate, the presence of thin/thick seed layer or not, film thickness), the highest value of 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 is always on the order of 70 %. This is also true for the seed layer itself deposited at a rather low rate. However, much higher values of 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 are usually obtained for the μc-Si:H films deposited using RF-PECVD, and sometimes, even "fully-crystallized" material can be achieved 4 . This naturally leads one to ask:  Are there any "build-in" limitations for the MDECR-PECVD technique that prevent more crystallized materials (by using the SiF 4 -based plasma chemistry)?  Would any other process parameters like gas flow ratio, the distance between substrate and the plasma source region, etc. change the situation?  What would be the best choice of the μc-Si:H material deposited by this technique for photovoltaic applications?

To answer these questions, further experimental work should be carried out.

Summary

In this chapter, we have studied μc-Si:H film deposition from an SiF 4 /H 2 plasma chemistry by MDECR-PECVD under low pressure conditions. Due to the high plasma density achievable in a MDECR system, a much higher deposition rate for the μc-Si:H films (~7 Å/s) is achieved compared to RF-PECVD.

Substrate temperature is demonstrated to be an essential parameter for achieving high crystalline volume fraction, presumably due to the thermally-induced enhancement of surface species diffusion. On the other hand, ion energy is also of crucial importance. Insufficient ion bombardment during processing can lead to the existence of inter-connected nanosized voids ("cracks") through the entire film thickness, which are responsible for a less compact film and strong post-deposition oxidation after air exposure. At moderate ion energies, the ion-induced enhancement of surface species diffusion produces a noticeable enhancement in material properties, namely lower void density and better stability. With further increased ion energies, two well-defined 𝐼𝐵𝐸 thresholds at ~12 eV and ~43 eV are detected, corresponding to the effects of SiF + -induced surface and bulk atomic displacements, respectively. The smaller grain sizes and rougher surface layers observed are qualitatively linked to SiF + -induced surface atomic displacement. At higher energies, bulk atomic displacement by SiF + can severely suppress the nucleation process, leading to a local amorphization effect on the growing film.

Furthermore, it has been shown that the incubation process is the most challenging step of μc-Si:H growth for this technology. Due to poor surface diffusion for growth species (limited by the high deposition rate), other process parameters such as substrate temperature and ion energy must be carefully controlled to obtain high quality μc-Si:H material.

Finally, we demonstrate that through the use of a seed layer, a two-step process in the MDECR-PECVD system offers the possibility to obtain a μc-Si:H film free from any amorphous incubation layer. By igniting the plasma at a rather low process pressure, a highly crystallized seed layer with well controlled thickness can be easily prepared. The subsequently deposited μc-Si:H main layer, deposited at high deposition rate under high process pressure, can proceed into the crystalline phase growth directly. Based on this method, highly crystallized μc-Si:H films without any amorphous incubation layer are obtained with substrate temperature as low as 120 °C. Moreover, even ~4 nm of seed layer is shown to be effective in obtaining similar results. These results all suggest that the use of MDECR-PECVD and the SiF 4 /H 2 plasma chemistry for the growth of μc-Si:H films result in relaxed requirements on process parameters for device quality films. High quality films can be deposited at temperatures as low as 120 °C, which provides a broadened deposition window well-adapted for the fabrication of µc-Si:H thin film solar cells. In this chapter, a novel RF excitation technique -Tailored Voltage Waveformshas been applied for the deposition of silicon thin films (a-Si:H and µc-Si:H). Benefiting from the semi-independent control over the plasma properties (ion flux and ion energy) via the electrical asymmetry effect, the impact of ion energy on material deposition is investigated, even under relatively high process pressure. Based on the experimental results, we attempt to relate the modification of the surface processes, as well as the quality of the resulting materials and photovoltaic devices, to the plasma properties controlled through the utilization of Tailored Voltage Waveforms.

Chapter 4 Novel process control for silicon thin film deposition using Tailored

Tailored voltage waveforms (TVW)

Ion flux-energy coupling in CCP processes

RF-CCP discharges are currently widely applied for semiconductor processing in industry. In many of these applications, the plasma properties (such as concentrations of precursors, fluxes of radicals, impact energies of impinging ions, etc.) are of crucial importance in influencing the plasma-surface interactions. Obviously then, the surface processes governed by these interactions can be considerably impacted by the variations of those plasma properties. In particular, in the cases of thin film deposition and etching, the ion flux (determined by the plasma density) towards the substrate and the distribution of ion energy are two key issues in determining the resulting material and device properties, and many of them have contradictory plasma requirements 1,2,3 . Specifically, selective etching process typically requires anisotropic impinging ions with high kinetic energies 4,5 . On the other hand, for deposition process, high ion flux (or neutral radical flux) is usually preferable for achieving high deposition rate and reducing process time, but the ion energy should be necessarily kept low to prevent material sputtering 6 . Therefore, knowledge and control over the plasma properties are highly desirable for the optimization of such surface processes.

This leads to a dilemma for industrially relevant CCP processes. Variations in controllable process conditions like gas pressure and power injection usually result in a global changes in many plasma parameters.

As a demonstration of this, Figure 4.1 shows the relationship between ion flux and ion energy for an Ar plasma operated at 15 mTorr using different excitation frequencies 7 , where the experimental data (solid symbols) shows a good agreement with the theoretical values deduced from the transmission line model (solid lines) proposed by Chabert et al 8 . Indeed, for a given frequency, higher ion flux can be achieved by increasing the power injection (applied voltage), but the ion energy is also increased accordingly. As an example, considering a process that requires the ion energy below 500 eV (indicated by the top dashed line), the ion flux would be limited below 0.15 mA/cm 2 when using the 13.56 MHz excitation. However, at higher frequency of 81.36 MHz, this limitation would be largely relaxed, as higher ion flux can be achieved while still keeping the ion energy low. However, if an etching process is considered, ion energies in excess of 100 eV become necessary, and the single high frequency excitation turns to be not appropriate since the ion energy always stays at low values. In addition, non-uniformity issues become significant for high frequency discharges, especially for large area applications 9 , due to the significant electromagnetic effects such as standing waves and skin effects 4,10,11 . In short, independent parameter control in single-frequency discharges is intrinsically difficult due to such strong ion flux-energy coupling. Complementing single-frequency discharges, the utilization of "classical" dual-frequency excitation sources offers a solution. In this case, the voltage supply is injected at two widely separated frequencies (such as 2 MHz/50 kHz, 27.12 MHz/2 MHz, 160 MHz/13.56 MHz, etc.). The high frequency component is often responsible for the electron heating via the sheath motion, as it can indeed produce a much higher plasma density compared to that achievable through the lower frequency excitation (see Figure 4.1). Since the ion energy at the substrate is generally determined by the time-averaged voltage drop within the plasma sheath, it can therefore be semi-independently controlled by an appropriate choice of the voltage amplitude for the low-frequency source. Usually, a much higher amplitude for the low frequency voltage source is reactor geometry. Simply speaking, a 𝑉 𝐷𝐶 can be generated in such discharge even if it is operated in a geometrically symmetric reactor. Moreover, as a first approximation, an almost continuous scanning of 𝑉 𝐷𝐶 can be achieved just by tuning φ, while at the same time, other process parameters are influenced very little. This is known as the Electrical Asymmetry Effect. Herein, we will give a brief description about the generation of 𝑉 𝐷𝐶 ; for a comprehensive understanding about this effect, one is referred to the original theoretical work 22 and extensive reviews 23,24 .

According to Kirchhoff's voltage law for a CCP discharge 23 , whatever the voltage waveform applied, the requirement of voltage balance should be satisfied as

V(t) + V DC -V sp (t) -V sg (t) -V b (t) = 0 (4.2)
where V(t) is the applied voltage, V sp (t) and V sg (t) are the time-dependent sheath voltage drops close to the powered and grounded electrode, and V b (t) is the time-dependent voltage drop across the bulk plasma. In general, changes in the two sheath potentials are 180º out of phase, i.e., when the voltage drop across one sheath is at a maximum, a floating potential will be observed on the counter electrode. In this case, when the maximum voltage V max or minimum voltage V min is applied to the powered electrode, the voltage balance in Equation (4.2) can be expressed as

V max + V DC = V sp f + V sg max + V b (4.3) 
and

V min + V DC = V sp max + V sg f -V b (4.4) 
where V sp max and V sg max are the maximum voltage drops across the powered and grounded sheaths, and V sp f , V sg f , and V b are the corresponding floating potentials and voltage drop in the bulk plasma.

To better illustrate such voltage balance in the system, Figure 4.2 shows the potential profiles corresponding to Equation (4.3) and (4.4). Although the waveform is assumed to be a sinusoid, these schematics would hold whatever the waveform considered.

By introducing a symmetry parameter ε defined by the ratio of sheath drop maxima

ε = | V sg max V sp max | (4.5)
and combining Equation (4.3) and (4.4), V DC can analytically expressed as

V DC = - V max +εV min 1+ε + V sp f +εV sg f 1+ε + 1-ε 1+ε V b (4.6)
Equation (4.6) gives the general formula for V DC , in which the second and third terms, i.e., the floating potential and bulk plasma voltage drop, can be very small in many practical cases. In such cases, the expression can be simplified as

V DC = - V max +εV min 1+ε (4.7)
The remaining issue is how to quantify the relationship between the symmetry parameter ε with the physical properties of the discharge. Based on the analytical model described in the original work 22 , the symmetry parameter ε in many practical cases can be expressed as

ε = ( A p A g ) 2 n ̅ sp n ̅ sg (4.8)
where A p and A g are the surface areas of the powered and grounded electrodes, respectively, and n ̅ sp and n ̅ sg are the corresponding mean sheath ion densities. This means that the symmetric parameter is related with the electrode surface area ratio and the relative sheath ion density. From Equation (4.8), one can note that V DC can be generally derived by considering the waveform shape and the reactor geometry. 

Ion flux-energy decoupling

For a single-frequency discharge where the electrode surface ratio is close to unity (as is often the case in industry), V DC is determined by the relative sheath ion densities. In practice, any single-frequency discharge is essentially symmetric in terms of spatial distribution, i.e., n ̅ sp ≈ n ̅ sg , thus giving a symmetry parameter ε ≈ 1. Therefore, independent control over the absolute value of V DC is very limited, and equally so for 𝐼𝐵𝐸 𝑚𝑎𝑥 , during processing.

The use of TVW can provide an opportunity in this situation. Figure 4.3-(a) shows two examples of two-frequency excitation as described by Equation (4.1). As one can see, the maximum and minimum excursions of the applied voltage are different for these waveforms (𝑉 𝑚𝑎𝑥 ≠ |𝑉 𝑚𝑖𝑛 |). Therefore, according to Equation (4.7), a non-zero 𝐕 𝐃𝐂 can be formed even in a geometrically symmetric reactor. It can also be noted from Figure 4.3-(a) that the relative magnitude between 𝑉 𝑚𝑎𝑥 and 𝑉 𝑚𝑖𝑛 differs from one waveform to another. This amplitude asymmetry allows one to control the absolute value of V DC . Indeed, a continuous variation of V DC is achieved via the change of φ in Equation (4.1), as shown in Figure 4.3-(b). Therefore, this original theoretical work successfully demonstrated the existence of the electrical asymmetry effect, and predicted the independent control over the ion energy while leaving other plasma parameters effectively untouched. However, these analytical models gave no direct evidence that the ion fluxes towards the electrodes are necessarily constant when φ is varied. In turn, this was first verified by a self-consistent particle-in-cell (PIC) simulation done by Donkó et al in Ref. 26, where an Ar plasma excited by the voltage waveform based on Equation (4.1) with a fundamental frequency of 13.56 MHz was investigated. The results presented a good agreement with previous results 22 , in that a (linearly) controllable V DC can be formed in a geometrically symmetric reactor. More importantly, the authors found that the ion flux stayed roughly constant within ±5 % when φ was varied. This clearly demonstrated that ion flux-energy decoupling can be achieved using TVW via the electrical asymmetry effect. In the same year, this work was quickly followed by the first experimental demonstration for this effect published by Schulze et al in Ref. 27, where similar results were obtained for the Ar plasma operated under different process pressures.

All the above description about the electrical asymmetry effect are all based on two-frequency excitations, whereas such effects still hold true for voltage waveforms containing any number of consecutively harmonics of the fundamental frequency, as expressed by

V(t) = 𝑉 ∑ 𝑐𝑜𝑠(𝑘𝜔𝑡 + 𝜑) 𝑛 𝑘=1 (4.9)
here 𝑛 is the number of frequencies, and each frequency has an identical voltage amplitude of 𝑉. However, by further tuning the voltage amplitude of each frequency, the optimized voltage waveform giving the maximum electrical asymmetry effect was found to be

V(t) = 𝐴 ∑ 𝑛-𝑘+1 𝑛 𝑐𝑜𝑠(𝑘𝜔𝑡 + 𝜑) 𝑛 𝑘=1 (4.10)
where 𝐴 is the voltage amplitude prefactor (first proposed by Schulze et al in Ref. 23). The voltage waveforms with optimized amplitudes present globally greater differences in the relative magnitudes of positive and negative excursions. As a consequence, the control over the DC self-bias in a greater range can be achieved. Figure 4. 4 shows some examples for such voltage waveforms with 𝑛 set to four: a phase shift φ = 0 gives a peaks type waveform, while φ = 0.5π gives a sawtooth type and φ = π gives a valleys type. One can further increase it above π up to 2π.

In that case, another set of voltage waveforms having the same waveshape will be obtained, but the positive and negative excursions are reversed. All the above early stage studies, including analytical models, numerical simulations as well as experimental demonstrations, have shown the great potential of TVW in providing an elegant solution for the ion flux-energy decoupling in the CCP discharges. By making use of the amplitude asymmetry in the applied voltage, a semi-independent control over the ion energy can be achieved. These observations have subsequently attracted a considerable research interest, and have brought a great helpfulness in understanding the plasma physics.

Nevertheless, recalling that the aim of proposing such a novel approach is to control the plasma properties, this approach must be verified for industrially relevant plasma processes. Towards this goal, a number of studies on the deposition of silicon thin films for photovoltaic applications were carried out by the LPICM and LPP groups at the École Polytechnique (Palaiseau) by using the multi-frequency TVW based on Equation (4.10) 28,29,30,31,32 . In those studies, it was found that control over the ion energy via the amplitude asymmetry effect can be helpful to understand and control µc-Si:H film growth morphology, material properties, and the resulting solar cell device 28 performance. This work was followed by results from other groups 33,34,35 using two-frequency excitations (Equation (4.9)). These works additionally argued that the electrical asymmetry effect could also be helpful to solve the issue of deteriorated uniformity in the deposition process with increasing excitation frequencies.

Deposition of µc-Si:H film using SiF 4 /H 2 /Ar plasma chemistry

To further advance our understanding of the TVW technique when applied to deposition processes, in this section, we first present the study of µc-Si:H film deposition using TVW (Equation (4.10)), wherein the material structural and electronic characteristics are studied. In the second part of this chapter, the performance of the resulting single-junction µc-Si:H solar cells in a n-i-p configuration is examined.

TVW excitation setup

The control system for supplying TVW to the powered electrode is shown in Figure 4.5. The ideal voltage waveshape is set by the computer and then produced by the programmable arbitrary function generator (AFG). After amplification via the broadband amplifier, the voltage waveform is sent to a low-pass filter, and then passes through a coupling capacitor (allowing a DC self-bias voltage to form). At the powered electrode feedthrough, the voltage waveform is monitored using a high-voltage probe with an oscilloscope. Because of the dispersion of RF cables, the frequency dependent gain of amplifier, and the plasma nonlinearities, in practice, the voltage waveform will be different from the desired signal. Therefore, a corrective feedback system similar as described by Patterson et al in Ref. 36 is applied. The Fourier transform for each individual frequency component is performed and compared with the desired signal. Accordingly, adjustments of both amplitude and phase shift in initial signal are done to so that the target voltage waveform at the electrode is achieved.

Matching units

Note that no matching network has been used in our experiments, which means that a large fraction of the power is reflected (90-95%) 37 during processing. Indeed, the absence of suitable impedance matching would make the industrial application of this multi-frequency excitation source a technical non-starter.

In some early experimental work on the electrical asymmetry effect with the power supply based on Equation (4.1), a "classical" dual-frequency impedance matching network has been used 27,38,39 . However, the predicted performance gain for the electrical asymmetry effect by using multi-frequency (more than two) excitations was not clear 23,40 . A novel matching network was therefore proposed by Franek et al 41 . This system is based on a series of phase-locked RF generators corresponding to each consecutive harmonic. Each of these components is matched separately and then is combined together to excite the plasma. Based on this approach, an RF power supply with up to three frequencies has been tested experimentally 42,43 . However, the requirements of significant hardware (separate RF generators, filters, matching units) could be a big handicap to make this approach the one adopted by industry.

Another feasible solution using a simpler system with only one broadband RF generator has been proposed by our group 44 . However, further experimental work still need be performed. Therefore, we note that although no matching network was used to achieve the scientific results of this thesis, such a multi-frequency matching unit is indeed under development to enable the multi-frequency TVW excitation system in the future.

Estimation of ion energy

In contrast to the MDECR plasma discussed in Chapter 3, the RF source excited plasma has more collisional sheaths due to the higher process pressure, i.e., the mean free path is less than the sheath width. Consequently, a broad distribution of ion energies will be obtained, and only a small fraction of ions will arrive at the electrode with 𝐼𝐵𝐸 𝑚𝑎𝑥 during processing. This therefore prevents one from making precise conclusions concerning the impact of ion energy on the silicon thin film deposition in a RF-PECVD process. A preferable way has been proposed to conduct studies on this topic, namely using the concept of energy delivered per deposited Si atom (knowing the ion/atom arrival ratio) 45,46 , or the mean kinetic energy of ions 3 .

Nevertheless, it has been recently reported that the properties of RF-PECVD silicon thin film can still be largely influenced by the small fraction of ions arriving with 𝐼𝐵𝐸 𝑚𝑎𝑥 47,48 (TVW have been used as the excitation source in such studies). For µc-Si:H films deposited from the SiH 4 /H 2 plasma chemistry with a 850 mTorr process pressure, the ion-related interactions were found to be responsible for the modification of film growth dynamics as well as the surface morphology. Two well-defined 𝐼𝐵𝐸 𝑚𝑎𝑥 thresholds at 30 eV and 70 eV, corresponding to the SiH x + -induced bulk atomic displacement and H 3 + -induced surface atomic displacement, were detected. Similar conclusions were also obtained concerning low-temperature silicon epitaxy from the same plasma chemistry. A critical threshold of 𝐼𝐵𝐸 𝑚𝑎𝑥 at 30 eV (SiH x + -induced surface displacement) has also been observed, as the epitaxy can no longer be sustained once the 𝐼𝐵𝐸 𝑚𝑎𝑥 is above this value 49 .

As previously stated, the TVW technique can provide an elegant solution for ion flux-energy decupling in an RF plasma; the remaining issue is how should one link the changes in the plasma properties with the processing results quality. Firstly, one must clearly quantify the value of 𝑉 ̃𝑝𝑙 . However, the estimation of 𝑉 ̃𝑝𝑙 by Equation (2.3) is no longer suitable because of the non-sinusoidal waveforms. A more general approach to determine the 𝑉 ̃𝑝𝑙 has been proposed in Ref. 47 Therefore, 𝑉 ̃𝑝𝑙 can be approximately estimated by knowing 𝑉 𝑃𝑃 , 𝑉 𝐷𝐶 , and the waveshape. Interestingly, if one considers a single-frequency discharge where 𝑉 𝑚𝑎𝑥 = -𝑉 𝑚𝑖𝑛 , Equation (2.3) is actually a simplification of Equation (4.14). The validity of this expression for the estimation of 𝑉 ̃𝑝𝑙 , i.e., 𝐼𝐵𝐸 𝑚𝑎𝑥 , has been verified by PIC simulation for an Ar plasma. However, for the case of multi-gas plasmas like the SiH 4 /H 2 plasma that is commonly used for silicon thin film deposition, the error made in the estimation remains at a relative low value (several volts). Further details can be found in Ref. 25.

µc-Si:H deposition under different ion energy conditions

Now that it is possible to make a reasonable estimation of 𝑉 ̃𝑝𝑙 , we can try to study the impact of ion energy on the growth of µc-Si:H films. A series of films were deposited using TVW. Different types of voltage waveforms with constant 𝑉 𝑃𝑃 of 250 V were used, and φ was varied in the range of 0-2π. For the sake of simplicity, hereafter, the films deposited with φ in the range of 0-π will be referred as the "0-π" films, and correspondingly, the films deposited with φ in the range of π-2π will be referred as the "π-2π" films.

The deposition has been performed on Corning "Eagle" glass, with co-deposited films on c-Si wafer for further characterization. The deposition times were adjusted to keep the films' thicknesses around 300 nm. The process conditions were chosen to lie in the "SiF 4 -limited" regime to achieve the growth of µc-Si:H, as shown in Table 4.1. For the electrical characterizations, coplanar aluminum contacts with 1 mm gap were evaporated on top of the films deposited on glass substrate. All the samples were annealed at 125 ºC for one hour after contact deposition. The value of 𝑉 𝐷𝐶 was monitored during processing, and the corresponding 𝐼𝐵𝐸 𝑚𝑎𝑥 was estimated through Equation (4.17). Figure 4.6 shows the variation of 𝑉 𝐷𝐶 and 𝐼𝐵𝐸 𝑚𝑎𝑥 as a function of φ. Due to the reactor geometrical asymmetry, large negative values of 𝑉 𝐷𝐶 are usually observed (Figure 4.6-(a)). With φ increasing from 0 to π, 𝑉 𝐷𝐶 presents an almost linear increase, whereas an opposite trend is observed for that with φ ranging from π to 2π. Accordingly, control over the 𝐼𝐵𝐸 𝑚𝑎𝑥 between ~20 eV and ~70 eV (with a similar trend as that for 𝑉 𝐷𝐶 ) is obtained, as shown in Figure 4.6-(b). Figure 4.6-(b) also provides the 𝑟 𝑑 of these films. On the whole, 𝑟 𝑑 shows a "W"-shape trend with two maxima at φ = 0 (or 2π, peaks) and φ = π (valleys). The reason for such a dependency on φ should originate from the φ-dependent power coupling when 𝑉 𝑃𝑃 is kept constant 47 , as it also been observed in previous experimental work and confirmed numerically.

However, upon close inspection, this "W"-shape is not actually symmetric. One can note that the "0-π" films always present higher deposition rates than their counterparts, as highlighted by the gray dashed line of Figure 4.6-(b). This is especially noticeable for the cases using the special group of sawtooth waveforms (φ = 0.5π or 1.5π) 50 . A 𝑟 𝑑 of 3.8 Å/s is at φ = 0.5π, while a significant lower value of 2.1 Å/s is observed at φ = 1.5π (with a waveform opposite to that at φ = 0.5π). The difference in ion energies cannot be the main reason for this, as similar 𝐼𝐵𝐸 𝑚𝑎𝑥 values (~40-50 eV) are found for both cases. To better understand this discrepancy in deposition rate, one should consider the slope asymmetry effect generated through the utilization of the special group of sawtooth waveforms. Further discussions along these lines will be presented in Chapter 5, and herein we will focus on the effect of ion energy on the process outcomes. 

Structural properties

Raman spectroscopy

To quantify the impact of ion energy, the films have been characterized by Raman spectroscopy, and the results are presented Despite the small difference in crystalline volume fraction, a more significant effect of ion energy conditions can be revealed by looking at the extracted FWHM 520 . Figure 4.8-(a) shows the variation of FWHM 520 as a function of φ. For the films deposited with φ closer to 0 (or 2π, peaks), relatively low values of FWHM 520 around 6.5 cm -1 are obtained. This quantity increases when using waveforms with φ closer to π (valleys), and a value of FWHM 520 around 8.7 cm -1 is observed at φ = π. , this suggests that although similar crystalline volume fractions are obtained for all process conditions, high ion energy conditions can lead to the growth of smaller grained material 52 .

Ellipsometry

Ellipsometry measurements have also been performed, and Figure 4.9 shows the comparison of the ellipsometry spectra for these films (only the "0-π" films are shown). The results confirm the crystalline phase dominant material as seen by Raman measurements.

The clear shoulder-like peaks at 3.4 eV and 4.2 eV are observed for all these films. However, one can see that the relative magnitude of the spectra at these points differs from each other. In Figure 4.9-(b), the comparison of the 〈𝜀 𝑖 〉 𝑚𝑎𝑥 in the high energy portion for these films is presented. It shows a "M"-shape tendency with varying φ, with two minima at φ = 0 (peaks) and φ = π (valleys), and two maxima at φ = 0.5π (sawtooth) and φ = 1.5π (sawtooth). As mentioned in Section 3.4.2, a greater value of 〈𝜀 𝑖 〉 𝑚𝑎𝑥 for µc-Si:H is usually an indication of improved material properties. In analogy to the results shown in Figure 4.8-(b), the 〈𝜀 𝑖 〉 𝑚𝑎𝑥 is also plotted as a function of 𝐼𝐵𝐸 𝑚𝑎𝑥 (Figure 4.10). An increase with 𝐼𝐵𝐸 𝑚𝑎𝑥 is observed, up to values of ~45-55 eV. A monotonic decrease is then observed for higher ion energies (𝐼𝐵𝐸 𝑚𝑎𝑥 > ~45-55 eV). It is worth noticing that this threshold coincides with the observation from Raman measurements. Interesting enough, one can note from the results that the "π-2π" films always present a higher value of 〈𝜀 𝑖 〉 𝑚𝑎𝑥 than their counterparts, despite similar ion energy conditions. However, Raman measurements show that all these films present similar values of 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 (Figure 4.7-(b)), and no obvious distinction in the tendency of FWHM 520 with increasing 𝐼𝐵𝐸 𝑚𝑎𝑥 is observed between these two series (Figure 4.8-(b)). Therefore, it can be suggested that the difference in the ellipsometry spectra magnitude possibly does not originate from the films crystalline grain features (volume fraction and averaged grain size). In order to get further information from the spectra, ellipsometric modeling has been conducted. Figure 4.11 summaries the effect of ion energy conditions on the surface roughness, crystalline volume fraction (small and large grains) and void content in the bulk layer for the deposited films.

It can be noted from Figure 4.11-(a) that the surface roughness decreases slightly with increasing 𝐼𝐵𝐸 𝑚𝑎𝑥 up to ~45-55 eV, then increases for higher ion energies. However, one can see a striking difference between the two sets of films, namely a higher surface roughness is obtained for the "0-π" films. Although the surface roughness is not the only factor that determines the magnitude of ellipsometry spectra, the lower value of it for the "0-π" films can still partially explain the relatively lower 〈𝜀 𝑖 〉 𝑚𝑎𝑥 observed in deduced from the ellipsometric model is approaching 100 % ("fully crystallized"), which differs from that obtained from Raman measurements (𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 = ~70 %). Similar results have also been observed in Ref. 55. In that work, different process conditions lead to an increase of 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 from ~60 % up to ~80 %, while the 𝑋 𝑐 𝐸𝑆 stays roughly constant at 100 % (void content not considered, but is supposed to be at a low level). Such discrepancy from these two techniques could originate from the portion of small grains that are undistinguished from the amorphous phase by Raman 53 scattering 56 . This underestimation of crystalline volume fraction for µc-Si:H film from Raman measurement has also been reported by a number of groups 57,58 . Limited by the fitting method, the presence of a broad tail at low wavenumber (by the a-Si:H tissue) for a µc-Si:H Raman spectra usually leads to 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 less than 90 %, even with a 100 % crystallinity from X-Ray Diffraction (XRD) measurement 59 . Therefore, XRD or high resolution TEM characterization should be performed for the precise determination of the crystalline volume fraction and the averaged grain sizes for the µc-Si:H film.

Nevertheless, one can see from Moreover, in Figure 4.11-(c), the variation of the void fraction (𝑋 𝑣 𝐸𝑆 ) in the bulk layer for these films deposited under different ion energy conditions are also presented. It shows that 𝑋 𝑣 𝐸𝑆 decreases simultaneously until 𝐼𝐵𝐸 𝑚𝑎𝑥 reaches ~45-55 eV, and after that it starts to increase again. Therefore, the moderate ion energy condition (𝐼𝐵𝐸 𝑚𝑎𝑥 = ~45-55 eV) during processing can lead to the improvement of bulk layer density. Further support of this point will be provided by the following characterizations.

Infrared absorption

In addition to Raman and ellipsometry analysis, the film quality has been further examined by FTIR measurements. The films' microstructural properties (infrared absorption due to hydrides) have been studied. Basically, the peaks position of the hydride SMs for µc-Si:H film depend on the hydrogen configuration as well as the local network environments, and the assignment of the different SMs peaks have been discussed by a variety of research groups 60,61,62,63,64,65,66,67,68 . Figure 4.13 shows the FTIR spectra of a typical µc-Si:H film obtained in our work. It is generally believed that the SMs can be classified into two groups, namely the low SM (LSM, at ~1980-2030 cm -1 ) and the high SM (HSM, at ~2060-2160 cm -1 ) 69 . Both of the LSM and HSM are related to the a-Si:H tissue in the material. Specifically, the LSM is assigned to hydrogen bonded in vacancies and that of the HSM to the hydrides group incorporated at the surface of internal nanosized voids. However, depending on the film microstructure (crystallinity, crystalline orientation, material density, etc.), more absorption peaks can be detected. In Figure 4.13, the spectra shows several additional absorption peaks in the extremely LSM (ELSM, at ~1850-1950 cm -1 ). The assignment of these ELSMs is still under discussion, and one of the possibilities is proposed to be the (SiSid)SiH group, where d represents a dangling bond 70,71 .

Besides, it shows a triplet of narrow peaks (~2083, ~2103 and ~2137 cm -1 ) in the HSM range, which are called the narrow HSMs (NHSMs) peaks or high wavenumber (HWN) peaks. These peaks are typically observed for highly crystallized µc-Si:H films, for instance, in the case of deposition from the SiF 4 /H 2 /Ar plasma chemistry. It has been pointed out that these narrow peaks are assigned to the absorption of mono-, di-, and trihydrides on the crystalline surface [START_REF] Burrows | Infrared spectroscopy of Si(111) surfaces after HF treatment: Hydrogen termination and surface morphology[END_REF] . Then for the case of µc-Si:H, Smets et al 69 proposes that they are more likely associated with the crystalline grain boundaries. Furthermore, based on characterization using Polarized Raman Spectroscopy, Chaigneau et al [START_REF] Chaigneau | Polarized Raman spectroscopy analysis of SiH x bonds in nanocrystalline silicon thin films[END_REF] suggest that the origin of the twinned peak at ~2083 and ~2103 cm -1 can be attributed to the SiH 2 bonding configuration on the {110} interface between crystalline grains passivated by hydrogen rather than to amorphous tissue.

It has been experimentally confirmed that the presence of these NHSMs usually can be viewed as a signature of low material density for a µc-Si:H film. In fact, the consequence of high contribution from these NHSMs has already been observed in the study about the deposition of µc-Si:H film by using MDECR-PECVD presented in Section 3.4.2. The porous material (low ion energy condition) possessing obvious NHSMs in the spectra is more prone to be post-oxidized in ambient air. In contrast, less post-deposition oxidation is observed for denser films with less significant NHSMs absorption, indicating good passivation of the crystalline grain surfaces. Figure 4.14 shows the comparison of the FTIR spectra for the co-deposited "0-π" films on c-Si wafers. It can be observed that the film deposited under a low ion energy condition (φ = 0, peaks) exhibits dominant HSM in the spectra, with the lesser existence of NHSMs. When slightly higher ion energy condition is used, the signature of LSM starts to show up (φ = 0.35π), and becomes more pronounced for further increased ion energy (φ = 0.5π, sawtooth). However, once even higher ion energy conditions are used (φ > 0.5π), the smaller grained material (observed from Raman and ellipsometry analysis) present prominent HSM again. Similar tendency is obtained for the "π-2π" films (not shown here). In order to make a qualitative evaluation for the material microstructure, a microstructure parameter R * can be derived from the FTIR spectra [START_REF] Bhattacharya | Microstructure and the light-induced metastability in hydrogenated amorphous silicon[END_REF] . This R * is defined by the ratio between the integrated absorption intensity of HSM and the sum of LSM and HSM as

R * = 𝐼 𝐻𝑆𝑀 𝐼 𝐿𝑆𝑀 +𝐼 𝐻𝑆𝑀 (4.15)
The description of microstructure quality using parameter R * originally comes from a-Si:H, and as said, a lower value of R * indicates a denser material. However, for µc-Si:H the interpretation should be much more carefully treated due to the presence of additional peaks in some cases. In addition, we have deposited two reference films using a standard single-frequency (13.56 MHz) excitation source. The process conditions are shown in Table 4.2: one of them (15W) is similar to the conditions used in Ref. 75 for the deposition of the intrinsic absorber layer for high efficiency µc-Si:H solar cell devices; for the other one, we attempted to decrease the RF power to achieve a lower ion energy during deposition. The V DC has been recorded, and according to Equation (2.3), the 𝐼𝐵𝐸 𝑚𝑎𝑥 during the deposition of these two films are determined to be ~53.5 eV (15 W) and ~42 eV (8 W), respectively. FTIR measurements have been conducted for these two films, and the corresponding spectra are shown in Figure 4.16. As one can see, the film deposited with 𝐼𝐵𝐸 𝑚𝑎𝑥 = ~53.5 eV shows a prominent HSM hydrides absorption. The decrease in 𝐼𝐵𝐸 𝑚𝑎𝑥 down to ~42 eV leads to a shift of the absorption peaks towards the LSM region.

The deduced R * values are included in Figure 4.15 for comparison. It can be observed that, the results fit quite well in the trend with increasing I𝐵𝐸 𝑚𝑎𝑥 . Therefore, reducing the power injection could be a way to decrease the ion energy during deposition, thus making it possible to achieve improved material properties. However, one should note that this would probably lead to the sacrifice in deposition rate compared to the case of high power injection. As shown in Table 4.2, the deposition rate reduces from 2.46 Å/s at 15 W down to 1.43 Å/s at 8 W, showing an almost 40 % drop.

Therefore, these results remind one of the inadequacies of the standard single-frequency excitation in controlling the plasma properties for practical deposition processes. Provided one desires control over ion energy or ion flux in some cases, i.e., tunable ion energy condition with constant deposition rate (material quality), tunable deposition rate at similar ion energy conditions (process time), etc., the TVW technique can well satisfy these demands. 

Transport properties

To examine the impact of ion energy on the films electronic properties, SSPG measurements have been carried out. In combination with the structural properties studied previously, these results can be useful to determine the most appropriate process conditions for active layer deposition in solar cell devices.

Herein, two sets of films with different thicknesses (0.5 µm and 1 µm) were deposited under different ion energy conditions. For comparison, reference films (13.56 MHz, 15W)

§ have also been deposited, and all the process conditions are shown in Table 4.3. For each sample, the measurement has been repeated five times at different characterization spots, and an averaging of the results has been taken. The minority carrier diffusion length 𝐿 𝑑 for these two sets of films can be extracted from SSPG measurements, and the results are shown in Figure 4.17-(a). On the whole, the thicker films (1 µm) present a higher 𝐿 𝑑 than the thinner ones. This can be understood by considering the coplanar configuration of measurements and the columnar growth of µc-Si:H. Because of the material anisotropy along the growth direction, improved grain features (larger grain sizes) and less influence from the bottom part (amorphous incubation layer, or less crystallized layer in the early growth stage) for thicker films can reasonably have a better photoelectronic response. More interestingly, one can note from the results that the evolution of L d with increasing 𝐼𝐵𝐸 𝑚𝑎𝑥 for both sets of films follows the tendencies observed in the material structural properties. Guided by the curves, 𝐿 𝑑 shows a continuous increase with increasing 𝐼𝐵𝐸 𝑚𝑎𝑥 up to moderate values (~45 eV), and then a decrease is observed for higher ion energies.

The measured value for the reference film is also shown in Figure 4.17-(a) (purple diamond). Notably, it fits quite well within the trend. Moreover, SSPG measurements allows for the determination of the ambipolar mobility-lifetime products (holes mobility-lifetime products, 𝜋𝜏 𝑚𝑖𝑛 ) through Equation (2.22). Figure 4.17-(b) presents the results of 𝜋𝜏 𝑚𝑖𝑛 plotted with increasing 𝐼𝐵𝐸 𝑚𝑎𝑥 . In line with 𝐿 𝑑 , similar variation trends of 𝜋𝜏 𝑚𝑖𝑛 are obtained.

These results can lead to the conclusion that the control over ion energy through TVW can give § Reference sample with 0.5 µm and 1 µm thicknesses were both prepared, but thicker one peeled off after vacuum breaking. some insights for the optimization of µc-Si:H film deposition using RF-PECVD. In the following section, possible interpretations for the consequence induced by those different ion energy conditions will be discussed. 

Ion-related interactions

As it has already been discussed in Section 3.4.3, energetic ions are of great importance for the PECVD of µc-Si:H film. Keeping in mind the 𝐼𝐵𝐸 𝑚𝑎𝑥 threshold for material properties, we again consider the mass-dependent ion-related interactions.

In line with the MDECR-PECVD process, H x + (x = 0-3) and SiF x + (x = 0-3) will still be the most probable candidates in the RF plasma to make effective ion-induced atomic displacements. The additional Ar + should also be considered, since Ar dominates the gas mixture. Moreover, large silicon-related ions containing more than one Si atoms (Si y F x + , y > 1) cannot be ignored under such high process pressure. So, following the experimental observations, we try to make some arguments concerning the role of these different ions:

H x + :
As it has been reported in Ref. 47,H 3 + -induced bulk displacement has a crucial impact on the µc-Si:H film growth dynamics as well as surface morphology. As a result, the nucleation process on the amorphous incubating layer is hindered, leading to the growth of smaller grained material. However, the ion energy threshold for this displacement process is around 65 eV, and it is well above the values found in our experiments (guided by the shadowed area in red). On the other hand, the threshold for the H 3 + -induced surface displacement is around 30 eV. Even though such surface displacement can be presented when the 𝐼𝐵𝐸 𝑚𝑎𝑥 is above this value, no obvious change is observed in the material properties.

Ar + : The ion energy threshold for the Ar + -induced surface displacement is around 12 eV, which means that this process is effectively triggered for all the deposition processes studied in our work. Therefore, this should not contribute to the sharp transitions in material properties. The bulk displacement, however, can also be triggered if the ion energy is high enough (𝐼𝐵𝐸 𝑚𝑎𝑥 > ~35 eV). As for the H 3 + -induced surface displacement, no obvious consequence is induced despite the occurrence of such effective interactions.

On the other hand, in the case of µc-Si:H film deposition from the Ar-diluted SiH 4 plasma, it has been shown that the density of Ar species in the metastable (Ar * ) increases sharply with Ar in an extremely high dilution case (> 90 %) [START_REF] Kono | Laser-Induced-Fluorescence Detection of SiH 2 Radicals in a Radio-Frequency Silane Plasma[END_REF] . In such a high Ar dilution case, Ar * can provide an ample contribution to precursor dissociation via the fast quenching process [START_REF] Mataras | Spatial profiles of reactive intermediates in rf silane discharges[END_REF][START_REF] Sansonnens | The role of metastable atoms in argon-diluted silane radiofrequency plasmas[END_REF] . Based on this argument, it has been pointed out that Ar * plays a more important role than Ar + in determining the quality of the deposited films in this case [START_REF] Das | Effect of argon dilution on the structure of microcrystalline silicon deposited from silane[END_REF] . In contrast to Ar + (which can be accelerated in the plasma sheath), the amount of energy transferred by Ar * to the impinging sites is much lower, since it will just arrive at the growing surface with thermal velocity and relax to its ground state. Instead of inducing aggressive process on the growing surface, the energy released through the relaxation process could help to achieve a more compact atomic network. It should be noted that the gas mixture is our process is also highly diluted in Ar. In analogy with the discussion above, the observed transitions in material properties are not likely to be attributed to the increase of Ar + kinetic energy and the resulting atomic displacements.

SiF x +

: Again, the SiF x + species can be Si + , SiF + , SiF 2 + , and SiF 3 + , of which the ion energy thresholds to induce effective surface displacements are similar (~12-15 eV). Therefore, the same argument as Ar + -induced surface displacement can be applied, these processes are not likely to induce significant change in the material properties. In terms of bulk displacement, the thresholds are 36 eV, 43 eV, 50 eV, and 55 eV respectively. It can be assumed that the Si + makes almost no contribution to the sharp change in material properties, since it has the similar threshold as Ar + . However, all the other SiF x + can be the possible candidates.

Si y F x + (y > 1): Doubtlessly, larger silicon-related ions with more than one Si atoms, i.e., Si y F x + (y > 1), can also be present in such high-pressure plasma processes, and we cannot ignore their impact on the film growth. However, one point to keep in mind is that higher numbers of atoms within the ions would favor elastic collisions upon contact with target atoms, thus the energy transfer could be much less effective. Moreover, we can try to make a reasonable assumption that, compared to the others, the amount of Si y F x + species with x, y > 3 are negligible. Concretely, the range of ion masses for Si y F x + is within 75-150 amu, as indicated by the shadowed area in gray. Considering the corresponding surface displacement, the required ion energies are all below ~20 eV. So for the surface displacement, the same arguments used for Ar + and SiF x + can be used for the surface displacement induced by Si y F x + (not yet linked with the experimental observations). On the other hand, some of the Si y F x + species (like Si 2 F + and Si 2 F 2 + ) can possibly lead to the effective bulk displacement, which might have some impact on the film growth. [START_REF] Kono | Laser-Induced-Fluorescence Detection of SiH 2 Radicals in a Radio-Frequency Silane Plasma[END_REF] In summary, µc-Si:H film deposition under moderate ion energy conditions with 𝐼𝐵𝐸 𝑚𝑎𝑥 = ~45-55 eV can be helpful to suppress the formation of nanovoids, as indicated by the reduction of X v ES and a drop of R * . This can be understood by considering the different surface processes related to the impinging ions. Moderate ion energy conditions can be of great importance to deposit dense material. However, local defects and poor electronic properties will be induced if the ion energy is above a certain threshold. The experimentally observed material properties at transition are most likely to be associated with the silicon-related ion-induced bulk atomic displacements. As a consequence, crystallite growth is severely hindered, thus leading to the formation of smaller grained materials with deteriorated electronic properties.

Interestingly, in a previous work concerning the study of silicon epitaxy using similar process conditions on the same reactor, it has been proposed that stable epitaxial growth can be sustained only when 𝐼𝐵𝐸 𝑚𝑎𝑥 is below 58 eV, and epitaxy breakdown occurs instantly if it is above 60 eV (guided by the shadow area in blue) [START_REF] Léal | Epitaxial Growth of Silicon Thin Films by Low Temperature RF-PECVD from SiF4/H2/Ar[END_REF] . This critical value is in good agreement with the experimental observations in our work.

Based on these results, it can be concluded that the modification in ion energy conditions enabled through the use of TVW can indeed have a remarkable impact on the deposition of µc-Si:H films, even under high process pressures (3 Torr). The links between the ion-induced interactions and the material structural and electronic properties have been clearly established. In the following section, the performance of the resulting solar cell devices will be examined.

µc-Si:H solar cell devices

Fabrication process flow

To test performance of the layers in devices, a series of substrate n-i-p structure single-junction solar cells were prepared, incorporating a TVW plasma-deposited intrinsic µc-Si:H film as the absorber layer. The device schematic is shown in Figure 4.19, and the order of fabrication is from bottom to top.

It should be noted that this study is only focused on the impact of the quality of intrinsic layer on the resulting device performance, and no special attention has been paid to the optimization of the doped layers. Moreover, the doped and intrinsic layers have been deposited in different PECVD reactors, necessitating vacuum breaks at both the n/i and p/i interfaces. A reference device has also been fabricated, with an intrinsic layer deposited using the process conditions shown in Table 4.3 (13.56 MHz, 15W). The detailed information of each layer is described in Table 4.4 (in the order of fabrication). 

back reflector and contact

Following the preparation of ZnO:Al, an Ag/ZnO:Al stack is sputtered with thicknesses around 200 nm and 100 nm respectively.

n-a-Si:H

The n-doped layer is made of amorphous silicon deposited from an SiH 4 /PH 3 /H 2 plasma chemistry in the "NEXTRAL" reactor. The thickness is around 20 nm.

i-µc-Si:H

The intrinsic µc-Si:H absorber layer is deposited from the SiF 4 /H 2 /Ar plasma chemistry in the "PHILIX" reactor using TVW and the standard 13.56 MHz excitation source.

p-µc-Si:H

The p-doped layers is made of microcrystalline silicon deposited from an SiH 4 /B 2 H 6 /H 2 plasma chemistry in the "NEXTRAL" reactor. The thickness is around 15 nm.

ITO

ITO of about 80 nm thickness is sputtered on the silicon stacks. A shadow mask composing of 6 circles with 4 mm diameter is used to define the surface area of each sub-cell.

front contact

Since the back contact is covered by these layers, scratches are made with a diamond pen on the edge of the samples. Ag paste is spread on the scratches to make electrical contact with the Ag underneath.

annealing

After preparation, all the solar cells are annealed at 125 ºC for one hour.

Solar cell performance

For these samples, the p-layer outside of the ITO contact for each sub-cell was not removed. Even though the p-layer is more resistive than the ITO, it can still lead to an increased collection area in the case of light I-V measurements. In order to minimize this impact and to better define the active area, the samples have been covered during light I-V measurements with the same type of shadow mask as was used for the deposition of ITO.

Figure 4.20 presents the light I-V characteristics for this series of solar cells, and detailed performance parameters (𝑉 𝑂𝐶 , 𝐽 𝑆𝐶 , 𝐹𝐹 and η) are summarized in Table 4.5. Some trends can be noted from these results. Firstly, with the increase of ion energy, 𝐽 𝑆𝐶 (from EQE) remains at a relative stable value around 23.0 mA/cm 2 up to 𝐼𝐵𝐸 𝑚𝑎𝑥 = ~55 eV (reference sample). However, it should be noticed that a thinner absorber layer is used at 𝐼𝐵𝐸 𝑚𝑎𝑥 = ~45 eV (see Table 4.5), thus a superior device quality can be assumed for this case. Afterwards, further increase in ion energy leads to a fast decay of device performance, indicated by the dramatic decrease of 𝐽 𝑆𝐶 down to 4.3 mA/cm 2 at 𝐼𝐵𝐸 𝑚𝑎𝑥 = ~65 eV. In contrast to the sharp change in 𝐽 𝑆𝐶 , 𝑉 𝑂𝐶 shows a less dramatic but more sensitive dependence on the ion energy condition during processing. As shown in Table 4.5, with increasing ion energy, an increase in 𝑉 𝑂𝐶 is observed, with an optimum value of 0.509 V occurring at 𝐼𝐵𝐸 𝑚𝑎𝑥 = ~45 eV. However, a decrease is observed for higher ion energies. Again, the result of the reference sample (𝐼𝐵𝐸 𝑚𝑎𝑥 = ~55 eV) fits well within the tendency. In order to access the physical properties of the photodiodes, I-V measurements have also been performed in the dark. Figure 4.21-(a) shows the semi-log plots of the dark I-V characteristics for these solar cells. In Figure 4.21-(b), one can note that the change of ion energy has a significant impact on the diode characteristics, since a lower magnitude of the dark current on almost the entire bias range is observed for the cell with an absorber layer deposited at 𝐼𝐵𝐸 𝑚𝑎𝑥 = ~45 eV.

According to Equation (2.37), 𝐽 0 can be extracted from the dark I-V characteristics. The results are plotted as the evolution of 𝐽 0 as a function of 𝐼𝐵𝐸 𝑚𝑎𝑥 in Figure 4.21-(b). As can be seen, the improvement resulting from moderate ion energy conditions is rather noticeable. Lower values of 𝐽 0 around 2.5×10 -4 mA/cm -2 are obtained with 𝐼𝐵𝐸 𝑚𝑎𝑥 at ~45-55 eV. This is in comparison to an order of magnitude higher value obtained at lower ion energy condition (𝐼𝐵𝐸 𝑚𝑎𝑥 = ~20 eV) and the doubly greater value obtained at higher ion energy condition (𝐼𝐵𝐸 𝑚𝑎𝑥 = ~65 eV). Therefore, this can partially explain the opposite trend of 𝑉 𝑂𝐶 , which is also presented in In summary, the most interesting conclusion from this study is that the impact of energetic ion bombardment during the deposition of intrinsic µc-Si:H absorber layer can be reflected directly by the solar cell device performance. We have shown that the results are in line with the aforementioned material properties. Moderate ion bombardment during deposition is beneficial to the improvement of 𝑉 𝑂𝐶 . However, solar cell devices with the absorber layer deposited under excessively high ion energy conditions present significantly degraded performance, and this can be correlated to the material deterioration induced by the bulk atomic displacement at high energies. One may also note that the reference process using the standard 13.56 MHz excitation source can lead to similar ion energy conditions and comparable device performance. However, the greater flexibility provided by the semi-independent control of plasma properties via TVW gives it an advantage, as it has the possibility to achieve higher deposition rates without sacrificing material properties.

Deposition of a-Si:H film using SiH 4 /H 2 plasma chemistry

To advance knowledge on the further application of TVW in silicon thin film deposition, we now turn our attention to the deposition of a-Si:H. The impact of ion energy on the structural properties and the electronic stability of the resulting material and solar cell devices will be discussed.

Sample preparation

A series of a-Si:H films were deposited on both glass substrates and c-Si wafers using the SiH 4 /H 2 plasma chemistry excited by different types of TVW with constant 𝑉 𝑃𝑃 of 150 V. The process conditions are shown in Table 4.6. The deposition times were adjusted to produce films around 250 nm thick. For the electrical characterization, coplanar aluminum contacts with a 1 mm gap were evaporated on top of the films deposited on glass substrates. All the samples were annealed at 125 ºC for one hour after contact deposition. To investigate the material stability under light exposure, a LID study has also been carried out. The light-soaking (LS) treatment for the samples is performed using Xe lamps (close to two sun intensity) over a period up to 224 hours. During LS, the system was fan-ventilated to minimize heating induced by illumination. All the following characterization data have been taken both in the initial state and after LS.

Ion energy and deposition rate

The value of 𝑉 𝐷𝐶 measured during the a-Si:H film deposition is plotted as a function of φ in Figure 4. 22-(a). In contrast to the µc-Si:H film deposition performed under much different process conditions (different plasma chemistry, process pressure, inter-electrode distance, etc.) in Section 4.2, a more symmetric trend of 𝑉 𝐷𝐶 with φ is observed, implying a less significant slope asymmetry effect.

Again, the 𝑉 ̃𝑝𝑙 during processing can be estimated using Equation (4.14), and thus a control over the 𝐼𝐵𝐸 𝑚𝑎𝑥 in the range of ~5-27 eV has been achieved

§ , as shown in Figure 4.22-(b). In addition, Figure 4.22-(b) also provides the films deposition rates. A symmetric "W"-shape is observed, with two maxima of 0.85 Å/s at φ = 0 (peaks) and 1.14 Å/s at φ = π (valleys), and two minima of 0.60 Å/s at φ = 0.5π (sawtooth) and 0.53 Å/s at φ = 1.5π (sawtooth). § As the plasma would not be sustained due to rapid electron leakage to the electrode if 𝑉 ̃𝑝𝑙 is too low, one should note that the low 𝐼𝐵𝐸 𝑚𝑎𝑥 values (with φ close to 0 and 2π) might be underestimated. Therefore, depending on the electron temperature, a reasonable lower bound for 𝐼𝐵𝐸 𝑚𝑎𝑥 should rather be assumed. 

Hydrogen bonding configuration

Infrared absorption

The films were first characterized using FTIR absorption measurements. As shown in Figure 4.24, the FTIR spectra for a typical a-Si:H film can usually be deconvolved using two Gaussian absorption peaks, corresponding to the LSM and HSM, respectively. Relative to case for µc-Si:H films, the characteristic absorptions in the infrared region for an a-Si:H film are less complex. Nevertheless, the exact assignment and interpretation of which hydride configurations contribute to the LSM and HSM is also an open question that is extensively discussed. It has been proposed that the SMs only depend on the hydride type, so that the monohydrides (SiH) and dihydrides (SiH 2 ) contribute to the LSM and HSM, respectively 70,81,82,83,84 . However, what the exact configurations are for these monohydrides and dihydrides is not clear 83,84 . Moreover, the distinction between LSM and HSM can also be influenced by the bulk environment, as some claim that the monohydrides on the internal voids surfaces can also contribute to the HSM 84 . In some cases, the monohydrides can even be responsible for an additional middle SM (MSM) at ~2030-2040 cm -1 (not observed in our case), when they are present at platelet surfaces 85,86,87 .

A consistent conclusion on this topic is still lacking. Nevertheless, the most common argument suggests that the main contribution for the LSM and HSM absorption is attributed to the monohydrides in vacancies and the hydrides located on the internal voids surface, respectively 88 , and a larger portion of LSM is usually viewed as a signature of a-Si:H film with higher density (higher R * value, as discussed in Section 4.2.3).

Knowing the absorption intensities of the hydrides at LSM and HSM, the total hydrogen amount 𝑁 𝐻 𝑇 in the a-Si:H film can be estimated according to Brodsky et al [START_REF] Brodsky | Infrared and Raman spectra of the silicon-hydrogen bonds in amorphous silicon prepared by glow discharge and sputtering[END_REF] through

𝑁 𝐻 𝑇 = 𝐴 𝑖 ∫ 𝛼 𝜔 𝑑𝜔 (4.16)
where 𝐴 𝑖 is the conversion factor that is proportional to the inverse of the oscillator strength of a given SM, for which 9.0×10 19 cm -2 and 2.2×10 20 cm -2 are used for the LSM and HSM, respectively 81 , 𝛼 is the absorption coefficient, and 𝜔 is the frequency in cm -1 . Then, the total hydrogen content 𝐶 𝐻 𝑇 of the film is calculated by

𝐶 𝐻 𝑇 = 𝑁 𝐻 𝑇 𝑁 𝑆𝑖 × 100 % (4.17) 
where 𝑁 𝑆𝑖 = 5.0×10 22 cm -3 is the atomic density of pure silicon. However, it should be noted that the actual atomic density of the a-Si:H film might slightly change, depending on the hydrogen incorporation. It has been proposed by Beyer [START_REF] Beyer | Hydrogen Incorporation in Amorphous Silicon and Processes of Its Release[END_REF] that 𝑁 𝑆𝑖 can increase to a value of 5.8×10 22 cm -3 for an a-Si:H film with 𝐶 𝐻 𝑇 around 20 %. Therefore, limited by the atomic density variation and the method accuracy, a ±5 % uncertainty is assumed during the data treatment herein. 𝑇 for the a-Si:H films in both the as-deposited and LS states. The 𝐶 𝐻 𝑇 values for these films show a slight dependency on φ in the initial state, varying between 7 % and 8 %, and most of them present almost no variation upon LS. Quite surprisingly, the film deposited at φ = 0 (peaks) is characterized by a significant decrease from 7.4 % down to 6.4 % when it is light-soaked. Presented in Figure 4.26 is the variation of the R * parameter as a function of φ. One can note from the results that the films can be classified into two sets in the initial state: films using waveforms with φ closer to 0 (or 2π, peaks) are characterized with higher R * of about 0.07, and those with φ closer to π with lower values of about 0.045. As seen in Figure 4.22-(b), plasmas excited by waveforms with φ closer to 0 (or 2π, peaks) have lower 𝐼𝐵𝐸 𝑚𝑎𝑥 values. Similar to the case observed for µc-Si:H film growth, the absence of sufficiently energetic ion bombardment during the a-Si:H film deposition can partially explain the low film density [START_REF] Hamers | Structural properties of a-Si:H related to ion energy distributions in VHF silane deposition plasmas[END_REF] , thus leading to the high R * values. However, if the films are deposited under reasonably higher ion energy conditions, i.e., using waveforms with φ closer to π (valleys) in our case, lower values of R * can be obtained, suggesting a higher film density.

Remarkably, R * for these films changes significantly upon LS, and presents different variations depending on phase shift, φ. A large increase of about 0.03 is observed for both the films deposited at φ = 0 (peaks) and φ = π (valleys). However, with φ close to 0.5π or 1.5π (sawtooth), the deposited films show almost no change, or even a slight decrease in the value of R * . As a result, another "W"-shape tendency emerges, indicated by the red open circles in Figure 4.26. One may easily associate this "W"-shape tendency with the difference in films deposition rates, since it presents a similar dependency on φ as seen in Figure 4.22-(b). As proposed in Ref. 92, the increase in deposition rate can be accompanied by a deterioration of the film stability, and it was found to be closely correlated with the increase of dihydrides in the film. Accordingly, higher R * values are obtained at higher deposition rates.

To examine this explanation, we chose to deposit another set of films at φ = 1.5π (sawtooth), the waveform giving the best R * parameter. The same process conditions as in Table 4.6 were used, except higher values of 𝑉 𝑃𝑃 were used (175 V and 200 V), to obtain higher deposition rates. Using Equation (4.14), the 𝐼𝐵𝐸 𝑚𝑎𝑥 during deposition for these two films have been estimated. As a comparison, all the details are summarized in Table 4.7. An increase of 𝑟 𝑑 from 0.53 Å/s at 𝑉 𝑃𝑃 = 150 V up to 0.76 Å/s at 𝑉 𝑃𝑃 = 200 V is observed, with all the 𝐼𝐵𝐸 𝑚𝑎𝑥 values staying roughly constant at ~12 eV. The hydrogen content and R * parameter for these films have also been determined and are summarized in Figure 4.27. In the initial state, the 𝐶 𝐻 𝑇 indeed shows an increase with increasing 𝑉 𝑃𝑃 , and it is mainly contributed from the increase of hydrides in the HSM, i.e., 𝐶 𝐻 𝐻𝑆𝑀 (Figure 4.27-(a)). Therefore, greater R * values are obtained at higher 𝑉 𝑃𝑃 , as shown by Figure 4.27-(b). However, after LS treatment, all these films present almost no change in 𝐶 𝐻 𝑇 , but a slight decrease in 𝐶 𝐻 𝐻𝑆𝑀 is observed, leading to a drop in the R * parameter.

From this additional experiment, it can be concluded that despite the difference in deposition rates, the films deposited using sawtooth waveform at φ = 1.5π (which also have similar 𝐼𝐵𝐸 𝑚𝑎𝑥 ) always stand out from the trend depicted in Figure 4.26. This phenomenon will be examined subsequently in more detail. 

Hydrogen exodiffusion

This series of a-Si:H films have been further characterized by performing exodiffusion measurements. Figure 4.28 depicts the comparison of the hydrogen effusion spectra for the films as seen in Figure 4.23 (deposited under typically different ion energy conditions). Generally, two hydrogen effusion peaks can be roughly identified in the spectra: one well-defined at ~300-350 °C and one shoulder-like centered at ~450-500 °C. The presence of these two peaks has been attributed to hydrogen effusion from the internal cavities and from the bulk amorphous matrices, which are usually referred as the weakly and tightly bonded hydrogen, respectively [START_REF] Lebib | Structure and hydrogen bonding in plasma deposited polymorphous silicon thin films[END_REF] .

It can be clearly seen that these films are indeed characterized by considerably different hydrogen bonding configurations. For the one deposited at φ = 0 (peaks), a large drop in 𝑃 𝐻 2 is seen after LS. This can be linked to a decrease in hydrogen content within the film as seen in Figure 4.25, since it can be qualitatively linked to the intensity of 𝑃 𝐻 2 . Moreover, the spectra measured after LS shows a downward shift of the effusion peaks, suggesting a portion of tightly bonded hydrogen is transformed to be weakly bonded. This implies that there is a significant reconstruction of film microstructure during LS, again in line with the results from FTIR measurements (Figure 4.26). However, such dramatic evolution upon LS is not observed for films using the other types of waveforms. For instance, in Figure 4.28-(c) the film deposited at φ = π (valleys) presents a considerably higher fraction of weakly bonded hydrogen, but just a slight increase is shown after LS. The most interesting results are obtained for films deposited using the two types of sawtooth waveforms (φ = 0.5π or 1.5π) in Figure 4.28-(b) and (d). For these two films having both similar 𝐼𝐵𝐸 𝑚𝑎𝑥 during deposition and 𝑟 𝑑 , not much distinction can be noted from the hydrogen effusion spectra in the initial state, while significantly different evolution behaviors upon LS are observed. At φ = 0.5π, the deposited film appears to have more weakly bonded hydrogen after LS, as [START_REF] Lebib | Structure and hydrogen bonding in plasma deposited polymorphous silicon thin films[END_REF] suggested by the increasing intensity for the low temperature effusion peak. However, its counterpart at φ = 1.5π shows a slight decrease of intensity for this low temperature effusion peak.

The cause of these different behaviors is not fully understood yet. One possible explanation could be the asymmetric plasma excitation produced by these sawtooth waveforms (through a slope asymmetry effect that will be introduced subsequently). Although it had little impact on the deposition rate and ion energy, the asymmetric plasma response may result in an asymmetric growth precursor distribution profile, with short lived precursors (SiH, SiH 2 ) more concentrated near one electrode. However, it should be noted that this speculation is based on previous investigations concerning the slope asymmetry effect and single-gas plasmas, in which no surface processes (deposition or etching) were considered. To better understand the impact of this effect on useful surface processing, further studies concerning multi-gas plasma are needed, and some extensive experimental work on this subject will be presented in Chapter 5.

Ion-related interactions

In order to have more detailed information about the impact of ion energy on the a-Si:H film deposition, ion-related interactions during processing are analyzed. In Figure 4.29 the R * parameters for this series of films are replotted as a function of 𝐼𝐵𝐸 𝑚𝑎𝑥 . As one can see, some interesting trends are revealed. In the initial state, the R * parameter decreases with increasing 𝐼𝐵𝐸 𝑚𝑎𝑥 up to ~12 eV, then stays relatively constant for further increased ion energies. However, due to differing evolution during LS (as observed in Figure 4.26), a "V" shape tendency with increasing 𝐼𝐵𝐸 𝑚𝑎𝑥 appears. The lowest R * is still given by 𝐼𝐵𝐸 𝑚𝑎𝑥 at ~12 eV, but much higher values are observed at both low and high ion energies.

If we again consider the theoretical ion energy thresholds for ion-induced atomic displacement in this plasma, the most probable ion species to induce the interactions are H 3 + and SiH x + (x = 0-3). The corresponding ion energies for effective surface and bulk displacements are 30 eV and 65 eV for H 3 + , and 12 eV and 38 eV for SiH x + , respectively. Since the deposition process for this series of films have been performed in a relative low pressure regime, Si y H x + (y > 1) ions that were considered in the study of µc-Si:H film deposition in Section 4.2.5 are not likely to be responsible. On the other hand, the 𝐼𝐵𝐸 𝑚𝑎𝑥 values for this series of depositions were all below ~30 eV. Therefore, the experimentally obtained threshold value of 𝐼𝐵𝐸 𝑚𝑎𝑥 at ~12 eV can be reasonably attributed to the SiH x + -induced surface displacement, as shown by Figure 4.30. It has been mentioned several times that a moderate ion energy condition during growth is of crucial importance in the reduction of nanosized voids, defect density and the improvement of material density for µc-Si:H, and this is also true for the case of a-Si:H. It should be noted that the R * parameters for this series of a-Si:H films are all below 0.1. In the perspective of material density and defect states density, such low values of R * can be a signature of "high" quality a-Si:H films 1,94,95 , although it is not the only factor that guarantees high performance for the resulting solar cell device [START_REF] Bugnon | A New View of Microcrystalline Silicon: The Role of Plasma Processing in Achieving a Dense and Stable Absorber Material for Photovoltaic Applications[END_REF] . However, even among these "high" quality a-Si:H films, one can still note from these results that the hydrogen bonding configuration can be significantly impacted by the ion energy conditions. In particular, at low ion energies, insufficient ion bombardment during deposition will result in a less dense and unstable microstructural network with a high fraction of HSM hydrogen in the deposited material. At high ion energies, the occurrence of effective surface atomic displacements can also lead to reduced material stability under light exposure.

Transport properties

SSPG measurements were carried out for this series of a-Si:H films. In Figure 4.31 the evolution of 𝐿 𝑑 and 𝜋𝜏 𝑚𝑖𝑛 with varying φ is presented. As seen, both parameters show a monotonic decrease with increasing φ for the "0-π" films (or increase for the "π-2π" films) in both the initial state and after LS. However, standing out of the trend again is the film deposited at φ = 1.5π (sawtooth). [START_REF] Kroll | From amorphous to microcrystalline silicon films prepared by hydrogen dilution using the VHF (70 MHz) GD technique[END_REF] Although it does not present the best properties in its initial state, the greatest values of 𝐿 𝑑 and 𝜋𝜏 𝑚𝑖𝑛 are observed after LS, suggesting a better electronic stability. To have further information about the transport properties, we have conducted temperature-dependent dark conductivity and SSPC measurements. The measurements are performed for four films deposited at φ = 0 (peaks), 0.5π (sawtooth), π (valleys), and 1.5π (sawtooth), i.e., typically different ion energy conditions. The process conditions are the same as in Table 4.6, but here the film thickness is higher of about 380 nm. The deduced transport properties (𝜋𝜏 𝑚𝑖𝑛 , 𝜎 𝑝ℎ , 𝜎 𝑑𝑎𝑟𝑘 , Ф (= 𝜎 𝑝ℎ 𝜎 𝑑𝑎𝑟𝑘 ⁄ ) and 𝐸 𝑎 ) for these films in their initial state and after LS treatment are summarized in Table 4.8. Table 4.8 Comparison of electronic properties (at 300 K) for a-Si:H films deposited under low (φ = 0, peaks), moderate (φ = 0.5π or 1.5π, sawtooth) and high (φ = π, valleys) ion energy conditions in their initial state and after LS.

φ µτ m aj σ ph σ d Ф E a π cm 2 V -1 s -1 S cm -1 S cm -1 - eV initial LS initial LS initial LS
initial LS (drop%) initial LS 0 6.8×10 -7 3.0×10 -7 1.6×10 -5 6.9×10 -6 2.7×10 -10 1.5×10 -9 5.7×10 5 0.46×10 5 (92%) 0.96 0.68 0.5 7.5×10 -7 2.8×10 -7 1.7×10 -5 6.4×10 -6 5.8×10 -10 2.2×10 -9 2.9×10 5 0.30×10 5 (90%) 0.93 0.67 1 4.5×10 -7 1.4×10 -7 1.5×10 -5 4.6×10 -6 7.2×10 -10 2.9×10 -9 2.0×10 5 0.16×10 5 (92%) 0.90 0.66 1.5 6.7×10 -7 3.2×10 -7 1.5×10 -5 7.2×10 -6 2.1×10 -9 1.8×10 -9 0.7×10 5 0.39×10 5 (44%) 0.83 0.71

One can easily note that, whatever the process conditions, all the films exhibit a degradation in electronic properties. However, the extent to which they degrade depends on the voltage waveforms used. In line with the results for minority carriers in Figure 4.31, the majority carrier transport properties are shown to be impacted by ion energy in the same manner. A 𝜋𝜏 𝑚𝑎𝑗 value of 6.7×10 -7 cm 2 V -1 s -1 for the film deposited at φ = 1.5π (sawtooth) is not the highest in the initial state, but 𝜋𝜏 𝑚𝑎𝑗 = 3.2×10 -7 cm 2 V -1 s -1 after the LS treatment is more prominent compared to the others. Remarkably, all the other three films are shown to be rather more sensitive to the light-induced degradation, indicated by the tremendous drop of about 90 % in Ф after LS. However, the sawtooth film at φ = 1.5π is much less affected; the drop of 46% that it undergoes is considerably less, although it does show a lower initial value of Ф.

The measurement of MPC-DOS for these films has also been performed. To estimate the DOS, c = 4×10 -8 cm 3 s -1 and 𝜇 𝑒 = 10 cm 2 V -1 s -1 have been assumed herein. Figure 4.32 shows the comparison of the MPC-DOS for these four films, in both their initial state and after LS. Consistent with the transport properties, one can see that despite the difference in deposition conditions, all the a-Si:H films are characterized by similar DOS shape in the initial state, save for a slightly lower value displayed by the sawtooth film at φ = 1.5π. However, a critical difference is present after LS. All these films present an increase of both the deep defect density and band tail states. It has been proposed in Ref. 97 that the changes of deep defect states and band tail states are correlated. The creation of deep defects (dangling bonds) during LS is probably initiated by the tail-to-tail recombination. However, a lattice expansion induced by the creation of dangling bonds can also lead to the increase of band tail states, which in turn favors the creation of dangling bonds again.

Regardless of the defect generation mechanism, one can note from the results that compared to the peaks (φ = 0) and valleys (φ = π) films, the sawtooth (φ = 0.5π or 1.5π) films are characterized by a considerably lesser increase in the MPC-DOS after LS. Specifically, the sawtooth film at φ = 1.5π displays the lowest deep defects and band tail states. This is in good agreement with the results presented above concerning the material transport properties: the fast drop of 𝜋𝜏 𝑚𝑎𝑗 , 𝜋𝜏 𝑚𝑖𝑛 , 𝐿 𝑑 and Ф after LS is in line with the high MPC-DOS. This is also consistent with the unstable hydrogen bonding configuration determined from FTIR analysis, and the greater values of R * for [START_REF] Longeaud | Role of interstitial hydrogen and voids in light-induced metastable defect formation in hydrogenated amorphous silicon: A model[END_REF] peaks (φ = 0) and valleys (φ = π) films may also be associated with the higher defect state density.

Similarly, if the results depicted in Figure 4.31 are plotted as a function of 𝐼𝐵𝐸 𝑚𝑎𝑥 , a more striking feature can be revealed. As one can see in Figure 4.33-(a), a continuous decrease of 𝐿 𝑑 is observed with increasing ion energy in both the initial state and after LS. However, it is more informative to study the relative evolution of 𝐿 𝑑 upon LS. In Figure 4.33-(b) the drops of 𝐿 𝑑 in percentage for these films are presented. After the LS treatment, the peaks (φ = 0) film deposited with the lowest ion energy shows a considerable reduction of 𝐿 𝑑 around 20 %. However, with a small increase of 𝐼𝐵𝐸 𝑚𝑎𝑥 , the films start to be less affected by the light-induced degradation. Indeed, with 𝐼𝐵𝐸 𝑚𝑎𝑥 around 12 eV (using sawtooth waveform at φ = 1.5π), it shows only about 7 % of reduction in 𝐿 𝑑 , suggesting a better stability for the deposited film. However, once higher ion energies are used, materials with worse stabilities are again obtained. For example, the valleys (φ = π) film deposited with the highest ion energy shows a reduction of around 25 % after LS. To conclude, despite the fact that the intrinsic a-Si:H films deposited using different types of TVW all present a certain extent of light-induced degradation, the difference in ion energy conditions during processing indeed have remarkable impact on the evolution of material properties. As well, the differences between the two types of sawtooth waveforms (φ = 0.5π or 1.5π, with identical values of 𝐼𝐵𝐸 𝑚𝑎𝑥 ) indicate that effects beyond ion bombardment may play a role. This motivates us to incorporate the TVW plasma-deposited a-Si:H films into solar cell devices, as discussed in the next section.

a-Si:H solar cell devices

Fabrication process flow

To test the resulting device performance, a series of superstrate p-i-n structure single-junction solar cells were prepared, incorporating TVW plasma-deposited intrinsic a-Si:H as the absorber layers. The device schematic is shown in Figure 4.34. As in the study of µc-Si:H solar cells in Section 4.2.6, we made no attempts for the optimization of doped layers, and the devices through vacuum breaks at both the n/i and p/i interfaces. The detailed information of each layer is described in Table 4.9 (in the order of fabrication). 

p-a-SiC:H

The p-doped layer is made of amorphous silicon carbide deposited from an SiH 4 /B 2 H 6 /CO 2 /H 2 gas mixture in the "NEXTRAL" reactor. The thickness is around 20 nm.

n-a-Si:H

The n-doped layer is made of amorphous silicon deposited from an SiH 4 /PH 3 /H 2 plasma chemistry in the "NEXTRAL" reactor. The thickness is around 20 nm.

4 i-a-Si:H intrinsic a-Si:H absorber layer is deposited from the SiH 4 /H 2 plasma chemistry in the "PHILIX" reactor using TVW. The phase shift is varied in range from 0 to 2π, and the film thickness is around 250 nm.

n-a-Si:H

The n-doped layers is made of amorphous silicon deposited from an SiH 4 /PH 3 /H 2 plasma chemistry in the "NEXTRAL" reactor. The thickness is around 20 nm.

6 back reflector and contact ITO of about 80 nm thickness is sputtered on the silicon stacks. A shadow mask composing of 6 circles with 4 mm diameter is used to define the surface area of each sub-cell. Following the deposition of ITO, Ag is sputtered with a thickness around 400 nm using the same mask.

front contact

Since the ZnO:Al deposited on glass is covered by these layers, scratches are made with diamond pen on the edge of the samples. Ag paste is spread on the scratches to make electrical contact with the ZnO:Al underneath.

annealing

After preparation, all the solar cells are annealed at 125 ºC for one hour.

Solar cell characterization

The I-V characteristics of this series of solar cells were measured. In Figure 4.35 the photovoltaic parameters are plotted as a function of 𝐼𝐵𝐸 𝑚𝑎𝑥 during the absorber layer deposition. The measurements have been taken in the initial state and after being light-soaked for 1 and 244 hours.

In the initial state, it can be observed from Figure 4.35-(a) that 𝐽 𝑆𝐶 shows a downward trend with increasing 𝐼𝐵𝐸 𝑚𝑎𝑥 . However, the variation is within a small range, showing by a slight decrease from 14.9 mA/cm 2 at lowest ion energy condition (peaks waveform, φ = 0) down to 14.1 mA/cm 2 at the highest ion energy condition (valleys waveform, φ = π). During the LS treatment, the devices underwent a considerable light-induced degradation. However, 𝐽 𝑆𝐶 still presents a slightly downward and even more linear variation trend after 244 hours of LS: decreasing from 12.8 mA/cm 2 down to 12.1 mA/cm 2 with increasing 𝐼𝐵𝐸 𝑚𝑎𝑥 . A similar tendency has been observed for the 𝑉 𝑂𝐶 . An almost linear decrease is observed in both states, but with a less scattered distribution of values after LS (Figure 4. 35-(b)). As a result, a decrease from 0.860 V at the lowest ion energy condition down to 0.848 V at the highest ion energy condition is observed. However, the striking behavior of 𝑉 𝑂𝐶 is that it shows a moderate increase around 20 mV when it is only light-soaked for one hour. This is observed for all the studied films, regardless of the differences in process conditions. According to literature, such an increase in 𝑉 𝑂𝐶 upon LS for a-Si:H solar cell with the absorber layer deposited from the SiH 4 /H 2 plasma chemistry could result from a variety of possibilities. In some studies, it has been proposed that this is related to the activation of boron acceptors in the p-a-SiC:H layer via LS treatment 98,99,[START_REF] Longeaud | Polymorphous Silicon: Transport Properties and Solar Cell Applications[END_REF] . While others claim that the decrease in valence band tail and states re-distribution at the p/i interface after LS can also be an underlying reason [START_REF] Siamchai | The role of H 2 dilution in the deposition of a-Si:H films and its effect on the solar cell degradation[END_REF][START_REF] Johnson | Open-circuit voltage increase dynamics in high and low deposition rate polymorphous silicon solar cells[END_REF] . Moreover, such increase in 𝑉 𝑂𝐶 could also reflect the evolution of the intrinsic layer properties, deducing from the shift of dark I-V characteristics to the higher voltage side [START_REF] Isomura | Enhancement of Open Circuit Voltage via Light soaking in Amorphous Silicon Solar Cells[END_REF] . In a more recent study, this phenomenon was also observed when the p-a-SiC:H was capped by another p-μc-SiO:H layer [START_REF] Stuckelberger | Light-induced V OC increase and decrease in high-efficiency amorphous silicon solar cells[END_REF] . The authors attributed the light-induced increase of 𝑉 𝑂𝐶 to the creation of defects in the p-a-SiC:H layer. These defects can get charged and cause (via depletion of the p-μc-SiO:H layer) an increased negative space charge concentration. Therefore, the splitting of quasi-Fermi-level and thus the 𝑉 𝑂𝐶 is enhanced. With longer duration of LS, a decrease of 𝑉 𝑂𝐶 nevertheless occurs, presumably due to the creation of defect states through the Staebler-Wronski Effect. However, the values of 𝑉 𝑂𝐶 for these films after being light-soaked for 244 hours are still higher than in their initial state. From Figure 4.35-(c), it can be noted that the impact of ion energy on the variation of 𝐹𝐹 is more dramatic. Both low and high ion energies lead to lower 𝐹𝐹 in the initial state, and higher values are obtained for moderate ion energy conditions. This trend is more obvious when the devices are light-soaked. A maximum value around 58 % is obtained with the intrinsic layer deposited at 𝐼𝐵𝐸 𝑚𝑎𝑥 = ~12 eV, using the sawtooth waveform at φ = 1.5π. This optimum can be attributed to several possible hypotheses. Although the "in-plane" coplanar transport properties studied in Section 4.3.3 generally present a linear downward trend with increasing 𝐼𝐵𝐸 𝑚𝑎𝑥 , the "out-of-plane" transport properties have a more crucial importance for the solar cell device. During processing, the effective energy transfer between the impinging ions with moderate kinetic energy may be beneficial for the material properties in the growth direction. Alternatively, a difference in the p/i interface properties (hydrogen incorporation, p-layer etching, etc.) resulting from different ion energy conditions in the early stage of intrinsic layer growth can also be an underlying reason. Either insufficient or excessive ion bombardment can possibly lead to interface problems that hinder carrier collection.

The net result of the different variations in the I-V characteristics (𝑉 𝑂𝐶 , 𝐽 𝑆𝐶 and 𝐹𝐹) is revealed by the conversion efficiency η in Figure 4. 35-(d). It can be observed that there is strong coupling between the trends in 𝐹𝐹 and η (overwhelming the slight changes in 𝑉 𝑂𝐶 and 𝐽 𝑆𝐶 ) suggesting that the impact of ion energy on 𝐹𝐹 is the main one in determining the overall performance for this series of a-Si:H solar cells. However, one can also note from the results that the LID in η is almost entirely due to the decrease in 𝐽 𝑆𝐶 .

In Figure 4.36 the R SC and R 𝑂𝐶 § for these solar cells are presented, as extracted from the I-V curves. From this, the variation of solar cells performance and the distinct evolution behaviors upon LS can be better understood. Based on the improved equivalent circuit described in Section 2.4.3.1, it was suggested that the R SC of an a-Si:H solar cell can serve as a quantifying tool for the device quality; the value of R SC can be directly linked to the voltage dependent recombination effect in the i-layer resulting from degradation [START_REF] Merten | Improved equivalent circuit and analytical model for amorphous silicon solar cells and modules[END_REF][START_REF] Hubin | Effect of the recombination function on the collection in a p-i-n solar cell[END_REF] . Based on this point, one can note that all the cells underwent a strong increase in voltage dependent recombination after LS treatment, indicated by the almost halved R SC after just one hour of light exposure (Figure 4.36-(a)). On the other hand, at each stage of the measurements, an optimum (greater) value of R SC is always obtained for the absorber layer deposited at 𝐼𝐵𝐸 𝑚𝑎𝑥 = ~12 eV (using sawtooth waveform at φ = 1.5π), which suggests better carrier collection properties compared to the "low and high ion energy" devices. The variation of R OC is shown in Figure 4.36-(b), and one can note that not much difference is observed under such varying ion energy conditions (although lower values are obtained after LS at moderate ion energies). However, one can note from the results in Figure 4.35 and Figure 4.36 that standing out from the trends is again the sawtooth film at φ = 0.5π, which actually has almost the same 𝐼𝐵𝐸 𝑚𝑎𝑥 as its counterpart using the sawtooth waveform at φ = 1.5π, but much lower values of 𝐹𝐹 and R SC . As it has been mentioned in Section 4.3.1, such striking behavior could be attributed to the slope asymmetry effect induced by these special sawtooth waveforms.

In addition, the relative LID was also studied concerning all these I-V characteristics. Figure 4.37 shows the results estimated through the expression:

∆𝑋 = 𝑋 𝑎𝑠-𝑑𝑒𝑝. -𝑋 𝑎𝑓𝑡𝑒𝑟 𝐿𝑆 𝑋 𝑎𝑠-𝑑𝑒𝑝. × 100 % (4.18)
where X corresponds to 𝐽 𝑆𝐶 , 𝑉 𝑂𝐶 , 𝐹𝐹, or η. Surprisingly, the often observed drop in 𝐹𝐹 for a-Si:H solar cell upon LS is not obtained here, and some samples even present an enhancement after LS (negative values presented in Figure 4.37-(c)). The reason for the unusually stable value of 𝐹𝐹 for this series of solar cells is not fully understood yet, although we recognize that they are all stable at quite poor values. Nevertheless, all the other parameters follow the trends of the variations in material transport properties. Note that the LID of 𝑉 𝑂𝐶 is estimated using the one hour light-soaked state as the "initial state", since it has been discussed above that a considerable increase in 𝑉 𝑂𝐶 is seen upon LS for all the samples. The LID of 𝑉 𝑂𝐶 for all these cells stays at a low level, as shown in Figure 4.37-(b). However, a minimum extent of degradation is still observed for the samples deposited with moderate ion energy conditions, and more specifically with 𝐼𝐵𝐸 𝑚𝑎𝑥 around 12 eV. In combination with the evolution of material properties studied above, one can naturally link these results with the ion-related interactions discussed in Section 4.3.2. Moderate ion energy conditions can be beneficial to achieve bulk material with greater quality as well as less defective p/i interface in the resulting solar cell device. However, excessive ion energies are highly undesirable, since the occurrence of effective atomic displacement on the growing surface can significantly impact the material properties and electronic stability under light exposure.

To sum up, these findings suggest that the performance of a-Si:H solar cells can indeed be impacted by the asymmetric plasma response through the use of TVW. With respect to the light-induced degradation, the results reinforce the capability of the semi-independently control in ion energy conditions during the intrinsic layer deposition for further process optimizations.

Summary

In this chapter, we have applied the multi-frequency TVW excitation technique to the RF-PECVD of silicon thin films. Making use of the amplitude asymmetry in the voltage waveforms, a semi-independent control over the 𝐼𝐵𝐸 𝑚𝑎𝑥 has been achieved. Based on the structural and electronic properties analyses, we find that a careful choice of the ion energy conditions during processing can be of vital importance to achieve high quality materials.

In the first part, concerning the µc-Si:H film deposition from the SiF 4 /H 2 /Ar plasma chemistry, despite the relatively high process pressure (3 Torr), the impact of the small fraction of ions having 𝐼𝐵𝐸 𝑚𝑎𝑥 is revealed. Enhanced properties (crystalline grain features, material density and photoelectronic response) have been obtained with 𝐼𝐵𝐸 𝑚𝑎𝑥 around 45-55 eV. Higher ion energies above this range will induce some deterioration in the material quality, which can be attributed to silicon-related ion-induced bulk atomic displacement. When such TVW plasma-deposited intrinsic µc-Si:H films are incorporated into solar cell devices, the impact of ion energy is reflected directly by the I-V parameters. Single-junction µc-Si:H solar cells with an absorber layer deposited with 𝐼𝐵𝐸 𝑚𝑎𝑥 in the range of ~45-55 eV has shown an optimum performance, mainly attributed to the improvement of 𝑉 𝑂𝐶 .

In the second part, the deposition of a-Si:H films from the SiH 4 /H 2 plasma chemistry (at lower process pressure of 120 mTorr) has been studied. As for the conclusion of the study on µc-Si:H, a moderate increase in ion energy can result in a-Si:H film with improved material density and electronic stabilities. In analogy, an 𝐼𝐵𝐸 𝑚𝑎𝑥 threshold at ~12 eV, corresponding to the SiH x + -induced surface atomic displacement, has been determined to be responsible for the degradation in the material quality. As a result, single-junction a-Si:H solar cell device with better and more stable performance has been obtained by depositing its absorber layer with 𝐼 𝑚𝑎𝑥 around 12 eV during processing.

In addition to the crucial importance of ion energy, the effect of slope asymmetry through the utilization of the special group of sawtooth waveforms (φ = 0.5π or 1.5π) has also been experimentally observed. Despite almost identical ion energy conditions, the asymmetric plasma response still leads to considerable differences in the material properties. Further studies focusing on this effect and its impact on surface processing will be presented in the following chapter.

We have shown that the PECVD of silicon thin films can be significantly influenced by the amplitude asymmetry of the driving voltage waveforms. However, experimental results have shown that the film deposition (in particular deposition rate) can also be different when using waveforms with identical amplitude asymmetry. This effect has been explained through observing that such waveforms do not have time-reversal symmetry, and this has been called the slope asymmetry effect. This slope asymmetry effect has been thoroughly studied and demonstrated to be useful to understand fundamental aspects of plasma physics. However, all previous work on this topic was based on single-gas plasmas, and studies about application-relevant processes have been rarely reported. A better understanding of such effect in reactive multi-gas plasmas would be of great use.

Slope asymmetry effect

We have already discussed and demonstrated in Chapter 4 that one may use TVW with different global voltage minima and maxima to generate a controllable DC self-bias in a geometrically symmetric reactor, i.e., the electrical asymmetry effect. However, in some earlier studies about the electrical asymmetry effect, it has been observed that for certain TVW-excited plasmas the symmetry parameter ε can be different from unity even if the driven waveforms present identical global extrema. Accordingly, a DC self-bias can be generated in this case 1,2,3,4 . At that time, this effect was attributed to kinetic effects and has received little attention. Later on, Bruneau et al 5,6,7 studied this effect thoroughly by using approximate sawtooth-shaped waveforms. A slope asymmetry effect arising from the temporal asymmetry in the rising (positive) and falling (negative) slopes of the applied voltage waveform was proposed. Through this effect, completely different sheath dynamics in front to each electrode can be achieved, thus leading to spatially localized electron power absorption and an independent control over ion flux on each electrode.

As one can see in Figure 5.1, this special group of sawtooth waveforms can be obtained by choosing φ to be either 0.5π or 1.5π in Equation (4.10). Such waveforms have no difference in the positive and negative excursions, but are distinguished by having differing rise and fall rates during each fundamental RF period. It can be observed that φ = 0.5π gives a waveform comprising a slow rise and a fast fall (Figure 5.1-(a)), while an opposite situation is observed at φ = 1.5π, giving a waveform with a reversed rate of rise and fall (Figure 5.1-(b)). For the sake of clarification, we classify these two waveforms as the sawtooth-up waveform and the sawtooth-down waveform, and that of the so-excited plasma as the sawtooth-up plasma and the sawtooth-down plasma. Furthermore, it is worth noting that since these two types of voltage waveforms are mirror images of each other, switching between them simply results in reversing the role of each electrode in a geometrically symmetric reactor. As previously stated, an asymmetric plasma response (localized power absorption and differing ion flux on each electrode) can be observed when the plasma is driven by the sawtooth waveforms due to the slope asymmetry effect. However, a number of studies concerning single-gas plasmas (like Ar 1,2,4,5 , H 2 8 , O 2 3,9 , and CF 4 10,11,12 ) have shown that the difference in plasma chemistry can lead to fundamental differences in such discharge asymmetry, and the spatiotemporal distribution of the dominant plasma electron heating is identified as the main cause for these asymmetries 13 .

Taking an Ar plasma excited by four-frequency TVW for instance, the normalized 𝑉 𝐷𝐶 (to 𝑉 𝑃𝑃 ) and the ion flux ratio towards the powered electrode to that towards the grounded electrode as a function of φ is presented in Figure 5.2. As can be seen, it shows a positive value of 𝑉 𝐷𝐶 in the case of sawtooth-up plasma at φ = 0.5π, but the sign inverts for the sawtooth-down plasma at φ = 1.5π. Moreover, a higher value of the ion flux ratio greater than unity is seen for the former, whereas less than unity for its counterpart. Such spatially different plasma properties can be of great interest for the CCP processes. For example, one can achieve a higher deposition (or etching) rate on the electrode of interest, without influence the 𝐼𝐵𝐸 𝑚𝑎𝑥 too much. Due to the accompanying low deposition/etching rate on the other electrode, the up-time of the reactor could be increased by keeping the maintenance-time low 13 . It is commonly believed that the sheath velocity plays an important role in the electron heating for CCP discharges 14,15,16 . Therefore, the asymmetric response observed in the Ar plasma above can be understood by considering the differing rise and fall rates of the applied voltage, since this can lead to the completely different sheath motions in front of each electrode. For the case of sawtooth-down plasma, the fast rise in voltage makes the sheath close to the grounded electrode expand rapidly, while the sheath close to the powered electrode contracts rapidly.

Figure 5.3 (first row) shows the comparison of the spatiotemporal profiles of electron impact excitation rates obtained from the PIC simulation and deduced from the experimentally measured emission intensity using phase resolved optical emission spectroscopy (PROES) 13 . The powered and grounded electrodes are located at x = 0 and 2.5 cm, respectively. As one can see, a good agreement is seen between simulation and experiment. A strong excitation peak is observed close to the grounded electrode right after the fast sheath expansion (the position of sheath edge is represented by the white lines). No peak is observed close to the powered electrode during the fast sheath contraction occurring at the same time, but several weaker excitation peaks are observed during the subsequent minor sheath expansions (due to the shape of the waveform). This behavior is consistent with the hard-wall model developed by Godyak 14 .

Electropositive Ar plasmas, when operated in the α heating mode, are sustained by the electron energy gain in the oscillating sheath regions. Electrons are accelerated towards the quasi-neutral plasma bulk during the sheath expansion, and the faster the sheath expands, the higher energy they can gain. In this situation, a higher electron power absorption is expected at the rapidly expanding sheath edge, e.g., the sheath close to the grounded electrode in the case of sawtooth-down plasma seen in Figure 5.3. PIC simulation has shown that this asymmetric power absorption is attributed to a significant higher pressure heating where the fast sheath expansion occurs for the investigated Ar plasma 5,13 . As a result, a higher excitation rate close to the given electrode (grounded electrode in this case) is obtained, and accordingly a larger ion flux and a higher sheath density can be expected. For an electronegative carbon tetrafluoride (CF 4 ), an inverted situation is observed (third row of Figure 5.3). In contrast to Ar, the most intense excitation is seen close to the powered electrode where a fast sheath contraction occurs. This is due to the fact that the electron heating for a CF 4 plasma can operate in a drift-ambipolar (DA) mode 17 depending on the process conditions. The collisional electron attachment process leads to the formation of a large amount of negative ions, causing a depletion of electron density and conductivity, so that a strong electric field forms in the plasma bulk. This can prevent electrons from instantaneously following the rapidly collapsing sheath close to the powered electrode by diffusion. Then, a local maxima in the electron density at the electropositive edge region of the discharge pushes the electrons into the plasma bulk, and while positive ions continuously flow towards the electrode. Thus, an ambipolar electric field is built up at the sheath edge to couple the motions of electrons and positive ions, in order to accelerate electrons towards the electrode to compensate the ion flux. As a result, the electrons gain sufficient energy in this region, causing a higher production of negative ions. Then a local potential well is formed in front of the powered electrode, which traps these energetic electrons and reduces the possibility of their loss to the electrode 11 . This in turn increases the probability of the electron attachment process and negative ions generation. As a feedback, the local conductivity will be further reduced, leading to the enhancement of the reversed electric field. Therefore, this reversed electric field is the main power source for electrons, and such a positive feedback loop makes it self-sustaining until the plasma stabilizes. Consequently, the discharge symmetry is reversed compared to a plasma operated in the α-mode.

The results for a H 2 plasma is also presented in Figure 5.3 (middle row). As can be seen, excitation peaks with similar amplitudes are observed in front of both electrodes. This indicates that a hybrid combination of αand DA-mode exists in the H 2 plasma, namely both the fast sheath expansion and the fast sheath contraction can lead to the intense electron power absorption (excitation).

To conclude, these results from the literature remind us that single-gas plasmas excited with temporally asymmetric sawtooth waveforms can have a local asymmetric response, and this asymmetry can actually help to identify specificities of the plasma chemistry. When the plasma heating operates in the α-mode (Ar), the most intense electron power absorption occurs close to the electrode experiencing a fast sheath expansion. Contrarily, for a highly electronegative plasma where the DA-mode dominates (CF 4 ), the fast sheath contraction will lead to the localized power absorption. While for the H 2 plasma operated under the investigated conditions, a hybrid αand DA-mode has been found, thus leading to the observation of a more symmetric plasma response.

SiF 4 /H 2 /Ar plasma chemistry

It has been discussed above that the asymmetric plasma response generated by sawtooth waveforms originates from the differing voltage rise and fall rates, hence a waveform composed of only two regions with different slopes can be viewed as a good candidate to the maximize this asymmetry. Accordingly, a certain type of "refined" sawtooth waveform has been proposed as 6

V(t) = ±𝐴 ∑ 1 𝑘 𝑛 𝑘=1 𝑠𝑖𝑛(𝑘𝜔𝑡) (5.1)
in which the minus sign corresponds to the sawtooth-up waveform, and the plus sign corresponds to the sawtooth-down waveform. Presented in Figure 5.4 is the comparison of the two types of sawtooth-down waveforms based on Equation (4.10) and Equation (5.1). As one can see, the former waveform (red) shows two sharp voltage drops before and after the steep rise. It has been shown in an Ar plasma that these two voltage drops can actually lead to two small ionization peaks close to the grounded electrode, thus giving a reduced plasma asymmetry. This can be minimized by using the refined waveform (black). PIC simulations have confirmed that applying such a refined waveform allows one to maximize the ion flux asymmetry in the resulting plasma process 6 . However, it should be noticed that this optimization is based on the assumption of a constant ion density in the plasma sheaths. Since the plasma current waveform and sheath densities are not known a priori for the case of voltage-driven discharges, these sawtooth waveforms might be different from the most optimized waveforms in reality. Nevertheless, the general idea of this optimization is trying to increase said asymmetry in the plasma response. For the following studies in this chapter, all the sawtooth waveforms will be generated based on Equation (5.1).

"Electrode-selective" processing using sawtooth waveforms

Based on the results in Section 4.2, one could expect that the slope asymmetry effect caused by the driving voltage waveform could have a strong impact on the resulting surface processes in an SiF 4 /H 2 /Ar plasma chemistry. Extensive studies about the deposition and etching of silicon thin films have therefore been carried out on the PHILIX reactor.

Differing deposition rates

First of all, two sets of samples were deposited on glass substrates positioned on the grounded electrode. The H 2 flow rate was varied, and the two types of sawtooth waveforms were used, keeping 𝑉 𝑃𝑃 constant at 285 V. The process conditions are described in Table 5.1. For the sake of brevity, samples deposited using the sawtooth-up waveform and the sawtooth-down waveform are named sawtooth-up sample and sawtooth-down sample. Figure 5.5 shows the variation of the deposition rate 𝑟 𝑑 as a function of H 2 flow rate for these two sets of samples. As can be seen in both cases, 𝑟 𝑑 increases with H 2 flow rate up to a value of 3 sccm, and then slightly decreases for greater H 2 flows. However, one can note that the sawtooth-down samples (shown in red) present a higher 𝑟 𝑑 than their counterparts (shown in blue) at low H 2 flow rates, and that the reverse situation is observed for H 2 flow rates above 3 sccm. Most interestingly, the 𝑟 𝑑 for H 2 flow rates below 1.5 sccm is almost equal to zero in the case of the sawtooth-up waveform, while a deposition process is observed for its counterpart. To illustrate this result, images of the sawtooth-up and -down samples deposited at H 2 = 1 sccm are compared in Figure 5.6. Despite the presence of deposition inhomogeneity resulting from the plasma instability and geometrical limitations of the process chamber, one can clearly see that a deposition process is obtained from sawtooth-down plasma (Figure 5 

Observation of etching

As discussed in Section 1.3, material growth from the SiF 4 /H 2 /Ar plasma chemistry results from a competition between deposition and etching processes. Therefore, a second set of two-step depositions were carried out to allow us to see if etching is occurring. For these experiments, before the SiF 4 /H 2 /Ar plasma processing (in the second step), an underlying a-Si:H layer was prepared using the standard 13.56 MHz RF source (in the first step). The plasma was stopped between these two steps, and the process conditions for this sublayer of a-Si:H are shown in Table 5.2. To evaluate the resulting surface processes, in-situ ellipsometry measurements have been performed during processing. Figure 5.7-(a) shows the evolution of the value of 〈ε i 〉 at 3.6 eV (〈𝜀 𝑖 〉 3.6 ) over time during the second processing step. Curves are shown for each of the two types of sawtooth waveform, and both with H 2 flow rate at 1.5 sccm. Note that the thickness of the underlying a-Si:H layer in these two processes were slightly different: ~60 nm and ~100 nm were used for the sawtooth-up process and sawtooth-down process, respectively. Ellipsometry spectra for the films after the plasma processing using the sawtooth-up (blue) and sawtooth-down (red) waveforms. H 2 flow rate is set to 1.5 sccm.

As can be seen, this sublayer allows us to observe that indeed, an etching of the underlying a-Si:H layer is occurring at such low H 2 injection. The sawtooth-up sample shows a slow increase in 〈𝜀 𝑖 〉 3.6 after ~275 s. A sharp decrease is observed starting at ~420 s, and then 〈𝜀 𝑖 〉 3.6 goes to zero at ~500 s. This indicates that the a-Si:H layer deposited in the first step has been effectively etched during the plasma processing in the second step (the increase is due to an interference fringe). The ellipsometry spectra of the resulting samples are presented in Figure 5.7-(b). A different situation is observed in the case of the sawtooth-down process. In the second step, 〈𝜀 𝑖 〉 3.6 goes from the value expected for a-Si:H (~20), and then decreases as a microcrystalline phase forms on the surface. From the ellipsometry measurements, the films' thicknesses before and after the plasma treatment can be estimated. Although a precise ellipsometric modeling for the plasma-treated layer is difficult due to the complex stack, one can still get some insights about the thickness by using a simplified model, as shown in Figure 5.8. In doing so, one can see that after 900 s of plasma treatment, a thicker layer with a thickness of ~173 nm is obtained. Based on this ellipsometric modeling, the variation of 𝑟 𝑑 (in the second step) as a function of H 2 flow rate for all this series of films is shown in Figure 5.9. To keep it simple, we classify all these results by a net deposition rate 𝑟 𝑑,𝑛𝑒𝑡 . In this sense, a negative value of 𝑟 𝑑,𝑛𝑒𝑡 indicates the occurrence of a net etching process, as indicated by the shaded region. As in the results of the one-step deposition in Figure 5.5, 𝑟 𝑑,𝑛𝑒𝑡 increases with the H 2 flow rate initially, followed by a slight decrease at higher flows. It can be observed that when there is no H 2 injection, etching processes are obtained in both cases. However, once a small amount of H 2 is added to the mixture, completely different surface processes for the sawtooth-up and -down plasmas are observed. In the case of only 1 sccm H 2 , the sawtooth-up plasma leads to a strong etching effect, while almost no thickness variation of the underlying a-Si:H layer is observed for the sawtooth-down plasma. When the H 2 flow is increased to 1.5 sccm, an etching process (𝑟 𝑑,𝑛𝑒𝑡 = -1.2 Å/s) is still observed for the sawtooth-up plasma, whereas a deposition process with (𝑟 𝑑,𝑛𝑒𝑡 = 0.82 Å/s) is observed for its counterpart, as shown in Figure 5.7. By further increasing the H 2 flow rate up to 2 sccm, the etching effect is essentially suppressed for the sawtooth-up plasma, while for the sawtooth-down plasma, a further increase in 𝑟 𝑑,𝑛𝑒𝑡 up to 1.2 Å/s is seen.

In brief, by applying the two types of sawtooth waveforms, conspicuously different surface processes are observed during SiF 4 /H 2 /Ar plasma processing, despite the fact that all other process conditions are kept constant. Recalling that in a geometrically symmetric reactor, switching between these two waveforms is equivalent to reversing the roles of two electrodes, the results in Figure 5.5 and Figure 5.9 therefore indicate that differing deposition or etching process could be achieved on each electrode of a CCP system, as determined by the relative H 2 flow rate. In short, one can realize an "electrode-selective" process in a CCP reactor, namely achieving either a deposition or etching process on one electrode (or substrate) without influencing the other, or even a deposition process on one electrode but an etching process on the other.

Gas molecule consumption

As discussed in Section 2.4.1, the use of RGA allows one to quantify the gas molecule consumption in a plasma process. Therefore, verify that changes in gas consumption are not responsible for the selective processing shown above, as well as to further understand the changes in the plasma that enable such electrode-selective processing, complementary measurements have been performed by analyzing the effluent gas composition by RGA. Figure 5.10 shows the deduced results plotted as a function of H 2 flow rate. As one can see, the sawtooth-up and -down plasmas present almost identical results. This indicates that changes in gas consumption are not responsible for the appearance of this selective processing. When no H 2 is injected, SiF 4 is barely consumed at all, relative to its actual flow (3.6 sccm). For low values of H 2 flow, H 2 is essentially fully consumed, while the depletion of SiF 4 increases with H 2 flow rate and is consumed at about half the rate of H 2 . When the H 2 flow increases above about 3 sccm, the consumption of H 2 remains constant, as does that of SiF 4 .

These results can help us to make some assertions about what is occurring in the plasma with increasing H 2 injection. As can be seen in Figure 5.10, at low H 2 flow rates, the consumption of SiF 4 increases with H 2 . This is consistent with the phenomenological model described in Section 1.3, which states that the role of H 2 is to remove the fluorine produced by the SiF 4 dissociation via the formation of HF molecules. Without the scavenging of fluorine via this process, atomic fluorine etches any silicon surface. Therefore, the presence of H 2 is the limiting factor in the consumption of SiF 4 . However, due to the slope asymmetry effect caused by the sawtooth waveforms, the asymmetric electron power absorption entails additional complexity in this experiment. The resulting local variations in gas dissociation are therefore responsible for the spatial variation in the fluorine removal process. 

DC self-bias as an indicator

According to the analytical model concerning the generation of 𝑉 𝐷𝐶 through the electrical asymmetry effect (presented in Section 4.1.2), a modified version of Equation (4.7) for the situation of sawtooth waveforms (V max = -V min ) can be expressed as 13 𝑉 𝐷𝐶 = -

𝑉 𝑃𝑃 2 × 1-𝜀 1+𝜀 (5.2)
Knowing the definition of 𝜀, Equation (5.2) states that for a plasma operated in a geometrically symmetric reactor, the 𝑉 𝐷𝐶 that forms can be directly linked with the mean ion density in the sheath (or ion fluxes). Therefore, for the electropositive Ar plasma shown in Figure 5.3, a higher sheath density close to the grounded electrode (𝜀 < 1) will lead to a negative 𝑉 𝐷𝐶 to equalize the period-averaged electron and ion fluxes, as shown in Figure 5.11. However, for the electronegative CF 4 plasma having an inverted discharge asymmetry, a higher sheath density close to the powered electrode (𝜀 > 1) is expected. As a consequence, one will observe positive values of 𝑉 𝐷𝐶 . Furthermore, for the H 2 plasma operated in a hybrid α-DA electron heating mode, 𝑉 𝐷𝐶 values close to zero are obtained.

Thinking in the opposite way, for a plasma excited by sawtooth waveforms, the sign of 𝑉 𝐷𝐶 can therefore be used to determining the dominant electron heating mechanism (and thus the discharge asymmetry) during processing. However, it would be difficult to use this technique directly for our experiments, as a non-zero 𝑉 𝐷𝐶 will always exist due to the geometrical asymmetry of the reactor. However, we can still use the experimentally obtained 𝑉 𝐷𝐶 values as an indicator for the discharge asymmetry by comparing the relative values for sawtooth-up and -down waveforms, since the geometrical asymmetry will just lead to an offset of the 𝑉 𝐷𝐶 values. In the following work, particular attention was paid to the relative values of 𝑉 𝐷𝐶 during processing for both sawtooth-up and -down waveforms. For both types of sawtooth plasma processes, 𝑉 𝐷𝐶 decreases in absolute value (less negative) with increasing H 2 flow up to 3 sccm, and then stays roughly constant at a lower level at higher flow rates. This trend has also been reported in previous work for the same plasma chemistry excited with a single-frequency (13.56 MHz) waveform 18 . However, the absolute values of 𝑉 𝐷𝐶 for each sawtooth plasma process remain quite different. As one can see, a significant decrease (in absolute value) of 𝑉 𝐷𝐶 is found for sawtooth-down plasma, while less so for the sawtooth-up plasma. Significantly, a reverse in the relative magnitudes is observed at 1 sccm. Again, using Equation (4.14), the 𝐼𝐵𝐸 𝑚𝑎𝑥 during the deposition of these two sets of films can be determined, and the results are shown in Figure 5.12-(b). Except for the case of H 2 = 1 sccm, all these processes present a difference in ion energy conditions between sawtooth-up and -down. Taking the case of no H 2 injection for example (although almost no deposition occurs), a value of 𝐼𝐵𝐸 𝑚𝑎𝑥 around 29 eV is obtained for the sawtooth-down process but around 40 eV for sawtooth-up. Then, the increase of H 2 flow rate leads to a greater increase in ion energy for sawtooth-down compared to its counterpart, saturating at an 𝐼𝐵𝐸 𝑚𝑎𝑥 around 63 eV for the former and around 45 eV for the latter with H 2 flow above 3 sccm.

Using results already shown in this thesis, one can easily eliminate the explanation that different ion energy conditions may alone be the cause of the selective processing observed. Recalling the results presented in Section 4.2, one can note that although variations in 𝐼𝐵𝐸 𝑚𝑎𝑥 in the same range as seen here can modify the film quality, they are not likely to be the underlying reason for switching between deposition and etching. In addition, as the reactor used here is geometrically asymmetric, the 𝐼𝐵𝐸 𝑚𝑎𝑥 observed on the substrate for both types of sawtooth plasma processes is lower than in a symmetric reactor. However, as ion energy alone is not a determining factor for deposition rate 19,20 , this would at most result in a shifted process window for selective processing when transferring this process from a small, asymmetric reactor to a large, symmetric one. On the other hand, looking more closely at the results of Figure 5.11, one can notice that the reverse in the relative values of 𝑉 𝐷𝐶 indicates a change in the plasma electronegativity with increasing H 2 flow rate. When there is no H 2 , the 𝑉 𝐷𝐶 value for the sawtooth-down plasma is more negative than that for the sawtooth-up. This indicates that for this condition, the plasma acts as more like an electropositive one, analogous to the Ar plasma of Figure 5.3. With increasing H 2 flow rate, the relative values of 𝑉 𝐷𝐶 for the two types of sawtooth plasmas switch places, and the sawtooth-up waveform takes on the more negative value. This indicates that the plasma takes on a more electronegative character, which means that the most intense power absorption switches close to the electrode where a fast sheath contraction occurs. We can now use these results and the plasma behavior they suggest to establish a consistent link with the processing results they produce.

Plasma species spatial distribution & surface process

To understand the selective processing results, we present an explanation based on the expected concentration of hydrogen and fluorinated species near each electrode for different H 2 flows, using the case of a sawtooth-up plasma (the situation will simply be reversed for the case of sawtooth-down plasma). The relative species concentrations will be determined both by the gas flows, and by the plasma asymmetry (deduced from the relative values of 𝑉 𝐷𝐶 ). In addition, we assume that the available hydrogen will be identical near both electrodes during processing, and therefore focus only on differences in the much heavier fluorinated species concentration.

When there is no H 2 , the plasma electron heating operates in the α-mode, so more intense power absorption occurs close to the powered electrode experiencing the fast sheath expansion, represented by the darker pink shade in Figure 5.13. However, net etching processes can be observed on both electrodes since there are no H 2 molecules to scavenge the active fluorinated species. Once H 2 is injected, such as for the condition of H 2 = 1 sccm, the plasma switches to behaving like a more electronegative one. The plasma electron heating starts to be dominated by the DA-mode, and thus the intense power absorption occurs close to the grounded electrode that experiences a fast sheath contraction, as shown in Figure 5.14. As a consequence, a higher active fluorinated species concentration would be found in front of the grounded substrate. However, the injected H 2 is still not enough to scavenge these species, thus leading to either no deposition (Figure 5.5) or an intense chemical etching (Figure 5.9).

In contrast, due to weaker electron power absorption, a lower fluorinated species concentration is present near the powered electrode. This amount of fluorinated species can be easily scavenged by the available hydrogen. Therefore, the etching effect will be much weaker, resulting in either deposition (Figure 5.5) or at least the absence of net etching process (Figure 5.9) at low H 2 flow rates. With increasing H 2 injection, the etching effect will be gradually reduced. As shown in Figure 5.15, the provided amount of H 2 can eliminate not only the active fluorinated species in front of the powered electrode, but also those in front of the grounded electrode. Therefore, as seen at H 2 = 1.5 or 2 sccm, we can either achieve a deposition process on the grounded electrode (with low 𝑟 𝑑 , Figure 5.5) or at least a much weaker etching process (less negative 𝑟 𝑑,𝑛𝑒𝑡 , Figure 5.9). When H 2 injection is more than enough, i.e., higher than 2 sccm in this study, deposition processes can be observed on both electrodes, even with the a-Si:H layer underneath (Figure 5.9). As shown in Figure 5.16, the resulting surface process is no longer limited by the presence of H 2 , but by the dissociation of the feed gas for growth precursors -SiF 4 . In this case, the more intense dissociation of SiF 4 close to the grounded electrode will now lead to a higher deposition rate for this electrode, which previously observed a lower 𝑟 𝑑 (Figure 5.5) or 𝑟 𝑑,𝑛𝑒𝑡 (Figure 5.9). To conclude, these experimental results have shown that the use of sawtooth waveforms can result in controllably differing deposition or etching processes on each electrode from the SiF 4 /H 2 /Ar plasma chemistry in a CCP chamber. This is due to two effects: the multi-precursor nature of the deposition/etching process for such plasma chemistry and the localized electron power absorption caused by the slope asymmetry effect. Figure 5.17 summarizes all these processes presented from Figure 5.13 to Figure 5.16 with varying H 2 injections, in which the strength of local electron power absorption is represented by the color shades of the two sheaths. The injection of H 2 results in a transition of the electron heating mode from the α-mode to the DA-mode (under the process conditions investigated in this work), and a reverse of the localized power absorption is expected. The further increase in H 2 flow rate can lead to the increase of plasma electronegativity, and as a consequence, completely different surface processes will be obtained. At low H 2 flow rates, when processing identical a-Si:H layers but with the opposite sawtooth waveforms, one can achieve a deposition process on the electrode where the weak electron power absorption occurs during the fast sheath expansion, and an etching process on the other electrode that experiencing a fast sheath contraction. Moreover, this deposition/etching balance on each electrode can be directly controlled by the H 2 flow rate. At higher H 2 flow rates, the deposition processes are obtained on both electrodes. As limited by the dissociation of SiF 4 , the relative net deposition rate on each electrode is now reversed. As a matter of fact, the transition of electron heating dynamics as well as the resulting surface processes can be simply indicated by measuring the values of 𝑉 𝐷𝐶 during experiments.

Effect of gas pressure

The above selective processing results are shown for a single total process pressure. However, the process gas composition and pressure can significantly impact the plasma response asymmetry, and thus the resulting surface processes on each electrode. To advance knowledge on this topic, in this section we study the impact of process pressure on the resulting plasma process while building up the complexity of the gas composition.

Single-gas plasma

Ar plasma

As first experiment, electropositive Ar plasmas excited by sawtooth waveforms under different pressures were investigated. Due to the practical pumping ability, lower process pressures are achieved by reducing feed gas flow. Details about the process conditions are shown in Table 5.3. Figure 5.18 shows the experimentally measured 𝑉 𝐷𝐶 with 𝑉 𝑃𝑃 ranging from 130 V to 290 V. Since the discharge reactor is geometrically asymmetric, the values of 𝑉 𝐷𝐶 are always negative. As can be seen, the 𝑉 𝐷𝐶 presents a downward trend (more negative) with increasing 𝑉 𝑃𝑃 regardless of the process pressure. This can be easily understood by considering Equation (5.2), which states that a greater 𝑉 𝑃𝑃 leads to greater 𝑉 𝐷𝐶 (in absolute value). One may also note from the results that slightly more negative values of 𝑉 𝐷𝐶 are observed for the case of sawtooth-down plasma than its counterpart, which is consistent with the results shown in Figure 5.2. Moreover, the difference between these two cases is slightly enlarged when operating at higher pressures. As previously shown in Ref. 5 through PIC simulation, increased pressure can lead to an increasing asymmetry in the localized ionization at two sheath edges. This spatial variation in the electron power absorption comes from the inverse dependency of mean free path (between collisions for the energetic electrons) with pressure. At low pressures, electrons tend to travel longer before through the discharge before suffering a collision, resulting in a more uniform ionization between two electrodes. At high pressures, electrons cannot travel far from the heating region due to the shorter mean free path, and thus the ionization process occurs closer to the sheath region and will be more localized near the rapidly expanded sheath edge 13,21 . Therefore, for the case of sawtooth-down plasma, a higher mean sheath ion density close to the grounded electrode (n ̅ sp < n ̅ sg ) is expected, and thus a more negative values of 𝑉 𝐷𝐶 .

SiF 4 plasma

The impact of process pressure was also studied for an electronegative plasma, namely when SiF 4 is used as the feed gas. Details about the process conditions are shown in Table 5.4. It has been extensively reported that the electron power absorption dynamics of an electronegative plasma (depending on the gas) can be impacted by the gas pressure 22,23,24 . Due to the special waveshape, this effect can be even more obvious when the sawtooth waveform is employed as the excitation source. For instance, the transition of electron heating for an O 2 plasma from the DA-mode to the α-mode is found by increasing the pressure 9 , while an opposite situation, i.e., transition from the α-mode to the DA-mode with increasing pressure, is observed for the CF 4 plasma 10,12 . As aforementioned, the electron heating mode can strongly affect the absolute value of 𝑉 𝐷𝐶 through the electrical asymmetry effect. This is even more obvious for sawtooth plasmas, since the generation of 𝑉 𝐷𝐶 is only determined by the slope asymmetry of the waveform in a geometrically symmetric reactor. Due to the strongly localized, asymmetric plasma response, a sign reversal of 𝑉 𝐷𝐶 can be expected by switching the electron heating from the α-mode to the DA-mode, or vice versa.

As discussed in Section 5.2.1, in a geometrically asymmetric reactor such as the one used in our experiments (which usually gives negative values of 𝑉 𝐷𝐶 ), such gas pressure-impact heating mode transitions are more clearly determined by comparing the relative magnitude of 𝑉 𝐷𝐶 for sawtooth-up and -down waveforms. The experimentally obtained results for the SiF 4 plasma are shown in Figure 5.19. As one can see, the magnitude of 𝑉 𝐷𝐶 increases with increasing 𝑉 𝑃𝑃 for all the investigated pressures. However, the absolute values of 𝑉 𝐷𝐶 for the sawtooth-up and -down plasmas remain quite different, and a reversal of the relative magnitude is seen with increasing gas pressure. These results indicate that the increase of gas pressure lead to a transition of the electron heating mode. In analogy with CF 4 plasma 10,12 , the SiF 4 plasma operates in the α-mode at low pressure (0.2 Torr, Figure 5.19-(a)). As a result, the sawtooth-down plasma takes on the more negative values based on Equation (4.8) and (5.2), since the most intense power absorption occurs close to the rapidly expanding grounded sheath (n ̅ sp < n ̅ sg ).

At medium pressure (0.65 Torr, Figure 5.19-(b)), similar values of V DC are observed in both cases. This suggests a transition of the plasma operation mode from the α-mode to a hybrid α-DA mode, presumably due to the increase of plasma electronegativity resulting from the enhanced electron attachment process at high pressure.

When the gas pressure is high enough (1 Torr, Figure 5.19-(c)), the relative of values of 𝑉 𝐷𝐶 switch places compared to the process operated at low pressure. For the sawtooth-down plasma, the self-sustaining effect in the DA-mode described above leads to a higher sheath density close to the powered electrode experiencing a rapid sheath contraction ( n ̅ sp > n ̅ sg ). Therefore, less negative values of 𝑉 𝐷𝐶 are observed in this case.

H 2 plasma

The H 2 plasma operated under different pressure was also studied. Here, a higher gas injection is used to achieve higher gas pressure. Details about the process conditions are shown in Table 5.5. The results are shown in Figure 5.20. As can be seen, comparable values of 𝑉 𝐷𝐶 are obtained for both waveforms at both low and high gas pressures, which can be viewed as a sign that these sawtooth waveform excited H 2 plasmas are operated in a hybrid α-DA mode throughout the investigated pressure and 𝑉 𝑃𝑃 range. This is consistent with the results obtained in a geometrically symmetric reactor showing 𝑉 𝐷𝐶 values close to zero, as seen in Figure 5.11. The experimentally obtained 𝑉 𝐷𝐶 as a function of increasing gas pressure is shown in Figure 5.21. It can be seen that increasing the gas pressure leads to a less negative values of 𝑉 𝐷𝐶 for both sets of processes. In a previous study about the deposition of amorphous hydrogenated carbon from a methane, benzene, and helium plasma chemistry 25 , the authors described the experimentally obtained 𝑉 𝐷𝐶 using the model (considering the CCP-plasma as two capacitive sheath and one resistive bulk) described in Section 0. They have proposed an inversely proportional relationship between 𝑉 𝐷𝐶 and gas pressure P, i.e., 𝑉 𝐷𝐶 ∝ 𝑃 -1 2

⁄ . The validity of this relationship have been examined in a large variety of plasma processes 26,27,28,29 . Therefore, the lower values of 𝑉 𝐷𝐶 (in absolute value) at higher pressures observed in our study can be expected. As one can see in Figure 5.21-(a), the sawtooth-up plasma takes a less negative value of 𝑉 𝐷𝐶 at low pressures (1.25 Torr and 1.5 Torr), indicating a dominant α-mode electron heating for these conditions. However, as seen for the pure SiF 4 plasma above, increasing the pressure leads to a reversal in the relative values of 𝑉 𝐷𝐶 for these two waveforms. After crossing at ~2.25 Torr, 𝑉 𝐷𝐶 = ~-52 V for the sawtooth-up plasma and 𝑉 𝐷𝐶 = ~-15.5 V for sawtooth-down at 3 Torr. This indicates that under the investigated process conditions, the SiF 4 /H 2 /Ar plasma undergoes an electron heating mode transition from a dominant α-mode at low pressure, through a hybrid α-DA mode at medium pressure, then to a dominant DA-mode at high pressure.

A similar phenomenon is observed for the plasma processes with lower Ar flow rate, i.e., the plasma operated at lower pressure range. An electron heating mode transition and the resulting reversal of 𝑉 𝐷𝐶 relative magnitude are also observed. The transition point is found to drop down to a lower pressure value around 0.6 Torr. This will be discussed in more detail subsequently.

Effect of geometric asymmetry

The generation of 𝑉 𝐷𝐶 is an overall characteristic feature of the discharge asymmetry regardless of its origin, either geometrical, electrical, or both. In a previous study about a TVW-excited Ar plasma 30 , it has been reported that although the geometrical asymmetry parameter (varied by changing the electrode surface ratio via the inter-electrode distance d i ) has little impact on the form of the dependence of 𝑉 𝐷𝐶 on φ, it indeed affects the 𝑉 𝐷𝐶 in absolute value via the amplitude asymmetry effect.

However, the impact of geometrical asymmetry on the slope asymmetry effect has received little attention, especially for multi-gas plasmas. In this section, the influence of such geometrical asymmetry on sawtooth waveform excited single-gas and multi-gas plasmas are studied, as well as the resulting surface processes.

Single-gas plasma

Ar plasma

Firstly, Ar plasmas excited by the sawtooth waveforms under different d i conditions ranging from 2 cm to 5 cm were studied. Details about the process conditions are shown in Table 5.7. In Figure 5.22, the experimentally obtained 𝑉 𝐷𝐶 is plotted as a function of d i . At 𝑉 𝑃𝑃 = 120 V (Figure 5.22-(a)), a slight increase of 𝑉 𝐷𝐶 (more negative values) with increasing d i is seen for both sets of plasma processes. This can be partially explained by the increasing geometrical asymmetry, i.e., higher values of 𝐴 𝑝 /𝐴 𝑔 , when d i increases. Accordingly, more negative values of 𝑉 𝐷𝐶 are expected at higher d i values. Again, since the plasma heating operates in the α-mode, the sawtooth-down plasma show more negative values compared to its counterpart. When 𝑉 𝑃𝑃 increases up to 220 V as Figure 5.22-(b) shows, more negative values of 𝑉 𝐷𝐶 are observed for both cases, because higher 𝑉 𝑃𝑃 leads to greater magnitudes of 𝑉 𝐷𝐶 (Equation (4.8)). These results can be better illustrated if we consider the relative magnitude of 𝑉 𝐷𝐶 values. For the sake of clarity, we denote the 𝑉 𝐷𝐶 measured for the sawtooth-up and -down plasma processes as 𝑉 𝐷𝐶 𝑢𝑝 and 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 , respectively. However, the situation is different for 𝑉 𝑃𝑃 = 220 V. A larger discrepancy is now present between 𝑉 𝐷𝐶 𝑢𝑝 and 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 , generating considerably higher values of 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 -𝑉 𝐷𝐶 𝑢𝑝 and 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 . This may be interpreted as a sign of stronger slope asymmetry effect in plasma under these conditions.

H 2 plasma

H 2 plasmas excited by sawtooth waveforms under different d i conditions ranging from 2 cm to 5 cm were also studied. Details about the process conditions are shown in Table 5.8, and Figure 5.23 shows the variation of V DC with increasing d i . More interestingly, a reverse of the relative magnitude of 𝑉 𝐷𝐶 𝑢𝑝 and 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 is observed for the H 2 plasma when d i is changed. In Figure 5 The variations of 𝑉 𝐷𝐶 with increasing gas pressure are shown in Figure 5.24, with (a) ~ (i) representing the results for increasing d i . As in the results seen in Figure 5.21, the absolute value of 𝑉 𝐷𝐶 shows an upward trend (less negative) with increasing pressure. Since the product of pressure and inter-electrode distance (P•d i product) is known to be a crucial parameter in determining the properties of PECVD-deposited silicon thin films 31,32 , we choose to describe the evolution of 𝑉 𝐷𝐶 as a function of P•d i in Figure 5.25. It can be observed that 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 presents a general downward trend with increasing P•d i values. To make a further analysis, we classify the results into group A, B, and C, as depicted by the three ellipses.

Zone A corresponds to plasmas operated at low d i (≤ 1.5 cm) or medium d i (2-3 cm) conditions but with relatively low pressure, and as a result, the all P•d i products are lower than ~5-6 Torr•cm. Taking a detailed look at the results at each specific value of d i in this zone, one can note that the value of 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 increases with increasing pressure. For instance, at d i = 1 cm, a ratio of 1.4 is obtained at 1.25 Torr while that of 1.8 is obtained at 3 Torr. This is consistent with the argument discussed concerning the electropositive plasma (in Figure 5.18). For a plasma operated in the dominant α-mode, the increase of pressure leads to an enhancement of asymmetric plasma response via the slope asymmetry effect. Therefore, larger discrepancies between 𝑉 𝐷𝐶 𝑢𝑝 and 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 , i.e., higher 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 values, are expected at higher pressures. In this Zone, the value of d i seems to take precedence over the quantity P•d i .

The situation is different for zone B, which extends over a higher range of P To better understand the data concerning electron heating transition shown above, we refer to a previous RGA measurement study performed on the same PECVD reactor but with the standard 13.56 MHz excitation source 33 . In that work, the H 2 depletion in SiF 4 /H 2 /Ar (slightly more H 2 flow rate at 5.3 sccm) plasma processes operated under different gas pressure (1.7. 2.5, and 3.8 Torr) and d i conditions (0.5-4.5 cm) was deduced from RGA measurements. We have extracted these experimental results and re-plotted them as a function of P•d i in Figure 5.26.

As one can see, all three sets of plasma processes (in terms of pressure) show an increase of H 2 depletion at low P•d i values. Then, for further increased P•d i above ~5-6 Torr•cm, the depletion stays roughly constant at a relatively high value. Note that the H 2 flow rate is kept constant at 5.3 sccm (SiF 4 -limited regime), therefore the gas molecule depletion and consumption are proportional. Due to the similar reasoning, a similar trend can be expected for SiF 4 . All three trends overlap, which suggests that the P•d i product is a key parameter in determining the H 2 depletion in the SiF 4 /H 2 /Ar plasma under these conditions. According to the discussion in Section 5.2.1, a high dissociation of SiF 4 leads to a stronger electronegative characteristic of the plasma, therefore a transition from the α-mode to the DA-mode and a resulting 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 less than unity can be expected. Considering the dusty nature of such plasma process, the density of larger silicon molecules, plasma-generated nanoparticles, and large agglomerates (powders) is known to increase with pressure and electrode distance 32,34 . These nanoparticles and large agglomerates (powders) will be negatively charged and trapped within the plasma before being pumped away when it is large enough. Accordingly, the electron density will be considerably reduced. This provides an explanation for the more electronegative character of the plasma. For the case of sawtooth-down plasma, this largely enhances the reverse electric field close to the fast contracting powered sheath. As a consequence, the mean ion density in said sheath will be even higher, therefore an even less negative value of 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 is observed.

To understand the saturation in zone C, one should consider the combination of the following two effects: i) the formation and elimination (through pumping) of the large agglomerates (powders) approaching a dynamic equilibrium at high P•d i conditions, and ii) higher d i might lead to the fact that the discharge symmetry is more geometrically determined. Therefore, the enhancement of the asymmetric plasma response via the slope asymmetry effect is reduced.

SiF 4 /H 2 /Ar plasma with varying H 2 flow rate

As shown previously in Section 5.2.1, a small variation of gas ratio can significantly influence the electron heating dynamics for the SiF 4 /H 2 /Ar plasma. To further explore this effect, we examine the impact of the geometrical asymmetry on plasma properties under different gas ratio conditions. Therefore, a complementary plasma study varying H 2 flow rate was performed at different d i values. Details about the process conditions are shown in Table 5.10. Figure 5.27 shows the experimentally obtained 𝑉 𝐷𝐶 plotted as a function of H 2 flow rate, with (a), (b), and (c) corresponding to 3 cm, 2 cm, and 1 cm of d i . In fact, Figure 5.27-(a) just shows the results at d i = 3 cm as seen in Figure 5.12-(c), but with additional data points at higher H 2 flow rates (up to 10 sccm, for which no change in the trend is seen). However, something different can be noticed at lower d i values. At d i = 2 cm, the increase of H 2 flow rate also leads to the decrease (in absolute value) in both 𝑉 𝐷𝐶 𝑢𝑝 and 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 , but the latter presents a variation in a larger range as shown in Figure 5.27-(b). Therefore, identical values of 𝑉 𝐷𝐶 are seen at a certain H 2 flow rate around 4 sccm, which actually is higher than that around 1.5 sccm in the case of d i = 3 cm. This can be understood by combining the results shown in Figure 5.10 and Figure 5.26. Plasma with less electronegative characteristic is expected for d i = 2 cm (lower P•d i value), so that higher H 2 flow rate is needed to promote the dissociation of SiF 4 to achieve greater electronegativity (more negative ions or negatively charged nanoparticles).

However, further increase of H 2 flow rate does not lead to the occurrence of a reversal in the relative magnitude of 𝑉 𝐷𝐶 . This can be attributed to the saturation of gas consumption at high H 2 flow rates (Figure 5.10). When d i is decreased down to 1 cm, 𝑉 𝐷𝐶 𝑢𝑝 presents less negative values than 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 for all the investigated H 2 flow rates as shown in Figure 5.27-(c), indicating that the plasma always operates in the α-mode under these conditions.

Silicon thin film deposition

Although the transitions observed above are helpful to understand the plasma physics, it could be of interest to see the resulting surface processes. Therefore, a set of silicon thin film depositions have been performed using the SiF 4 /H 2 /Ar plasma chemistry with different P•d i values. Details about the process conditions are shown in Table 5.11. Again, the reversal of the relative magnitudes of 𝑉 𝐷𝐶 is observed when P•d i at ~5-6 Torr•cm. The resulting film deposition rates are also presented in Figure 5.28-(b), expressed as the ratio of the rate for film deposited using sawtooth-down waveform over that of its counterpart, i.e., 𝑟 𝑑 𝑑𝑜𝑤𝑛 /𝑟 𝑑 𝑢𝑝 . As one can see, the material deposition properties correlate with the plasma results. At low P•d i values, the plasma heating operates in the α-mode. Since the surface process is limited by the presence of growth precursors (SiF x ), the localized power absorption close to the grounded electrode experiencing a fast sheath expansion for the sawtooth-down plasma process gives a higher deposition rate than its counterpart, i.e., 𝑟 𝑑 𝑑𝑜𝑤𝑛 /𝑟 𝑑 𝑢𝑝 greater than unity. The transition of heating mode induced by the increasing P•d i leads to a spatially re-distributed profile of plasma species, so that a 𝑟 𝑑 𝑑𝑜𝑤𝑛 /𝑟 𝑑 𝑢𝑝 close to unity at medium P•d i values and less than unity at high P•d i values are expected. Interesting enough, not only are the trends similar, but as indicated by the dashed line, 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 and 𝑟 𝑑 𝑑𝑜𝑤𝑛 /𝑟 𝑑 𝑢𝑝 share the same transition point in terms of P•d i .

SiH 4 /H 2 plasma chemistry

It has been shown in previous sections that the asymmetric plasma response for a sawtooth waveform excited SiF 4 /H 2 /Ar plasma can be controlled by the process parameters (pressure, geometric asymmetry), and through this, asymmetric processing can be achieved. In this section, we explore the analogous experiments but for the more frequently used SiH 4 /H 2 plasma chemistry.

Without Ar

As it has been observed in the SiF 4 /H 2 /Ar plasma, the P•d i product is proved to be a crucial parameter in determining the dominant electron heating mode, and thus the relative film deposition rates on two electrodes. In this section, another set of a-Si:H films have been deposited using an SiH 4 /H 2 plasma excited by sawtooth waveforms. Different pressures and inter-electrode distances are employed to achieve varying P•d i conditions, and details about the process conditions are shown in Table 5.12. The resulting relative deposition rates are presented in Figure 5.29-(b). In contrast with the case for SiF 4 /H 2 /Ar, the process results do not correlate as strong as the plasma results. However, transition of the relative magnitude of deposition rate at higher P•d i value (~3 Torr•cm) is also seen in zone B, close to where the values of 𝑉 𝐷𝐶 are reversed. However, further increase of P•d i does not lead to further decrease of 𝑟 𝑑 𝑑𝑜𝑤𝑛 /𝑟 𝑑 𝑢𝑝 as it has been observed in the case of SiF 4 /H 2 /Ar plasma processes. On the contrary, an increase of 𝑟 𝑑 𝑑𝑜𝑤𝑛 /𝑟 𝑑 𝑢𝑝 up to ~1.1 is seen at P•d i = 5.4 Torr•cm.

To understand this point, one should consider the hydrogen dominated plasma in this series of experiments. For the case of sawtooth-up plasma, the transition of electron heating from the α-mode into the DA-mode leads to a more intense dissociation of SiH 4 (accumulation of growth precursors) in front the grounded electrode experiencing a fast sheath contraction, thus resulting in a higher deposition rate. However, as opposed to material growth from the SiF 4 /H 2 /Ar plasma chemistry studied in Section 5.2.1, the SiH 4 /H 2 chemistry does require hydrogen to eliminate by-products. Therefore, all the available hydrogen species have the possibility to participate in the material deposition and etching processes. In this case, the effect of spatial localization of hydrogen species, especially at high P•d i conditions (as suggested by the results in Section 5.2.3), becomes more important in determining the processing results. Since hydrogen species are much more effective at etching a-Si:H compared to µc-Si:H material, 35,36 , a stronger etching effect can also be expected during processing at high P•d i conditions. Therefore, the further increase in P•d i does not lead to a continuous decrease of 𝑟 𝑑 𝑑𝑜𝑤𝑛 /𝑟 𝑑 𝑢𝑝 , and even an increase is observed for P•d i For the sawtooth-down plasma process, although the concentration of the growth precursors is lower in front of the grounded electrode due to the slow sheath contraction, the hydrogen species concentration is also lower. This means that a weaker etching effect would also be expected during processing. Therefore, the "transfer" of the discharge asymmetry via the slope asymmetry effect to a film deposition rate asymmetry will be less effective in the SiH 4 /H 2 plasma chemistry. 

With Ar

Similar studies were taken with additional Ar injection in the gas mixture, i.e., using an SiH 4 /H 2 /Ar plasma chemistry. In this case, higher gas pressures can be achieved, thus leading to a control over the P•d i values in a larger range. Details about the process conditions are shown in Table 5.13. However, the link with the resulting deposition process (as seen in Figure 5.30-(b)) is now even less clear. A higher relative deposition rate for sawtooth-down samples is indeed obtained at a low P•d i value around 2.8 Torr•cm. However, although the transition is again observed at the same P•d i , value, the relative deposition rate 𝑟 𝑑 𝑑𝑜𝑤𝑛 /𝑟 𝑑 𝑢𝑝 reverses trend and again becomes greater than unity.

The explanation for this behavior may be similar to that for the case without Ar, but useful and predictable trends are not as clear as for the SiF 4 case. 

The possibility of "electrode-selective" processing using peaks/valleys waveform

To maximize and study the slope asymmetry effect separately from the amplitude asymmetry, the work presented in the previous section exclusively focused on the use of sawtooth waveforms having identical minimum and maximum excursions in the applied voltage. In this section, we present a study using another set of TVW, namely peaks and valleys waveforms, which are normally dedicated to maximize the amplitude asymmetry. As depicted in Figure 5.31, such voltage waveforms have significantly different minima and maxima, and are obtained by choosing φ = 0 and π for Equation (4.10).

The sheath motion dynamics for peaks and valleys waveform excited plasmas are very different from that for the sawtooth plasmas. Both fast sheath expansion and contraction can happen close to both electrodes. However, as for sawtooth plasmas, localized electron heating dynamics and the reversal of discharge asymmetry (depending on pressure, fundamental driving frequency, number of harmonics, etc.) play a large role, especially for electronegative O 2 9,10 and CF 4 11,12 plasmas excited by the peaks and valleys waveforms.

Taking a CF 4 plasma operating in the DA-mode for instance 11 , the fast voltage drop for the peaks waveform leads to the sheath close to the grounded electrode collapsing rapidly, but also remaining collapsed for most of the time during one fundamental RF period. In this case, negative ions can enter the sheath region in front of the grounded electrode due to the weak time-averaged electric field. Then, because of the similar self-sustaining effect described in Section 5.1, the accumulation of negative ions can lead to a reduction of local electron density and conductivity, causing the formation of a strong reversed electric field at the edge of the collapsing sheath close to the given electrode. However, this does not happen for the sheath close to the powered electrode, where the fast sheath contraction is immediately followed by a fast sheath expansion. Therefore, in such cases, an ionization asymmetry can even occur for the case of peaks and valleys waveforms. Intrigued by these results, a further investigation on the "electrode-selective" effect was carried out using peaks and valleys waveforms as the driving sources for an SiF 4 /H 2 /Ar plasma. As a valleys) are presented in Figure 5.33, with the underlying a-Si:H layer deposited in the first step shown in gray. For the sawtooth-up waveform, as shown in Figure 5.33-(a), after 555 s of plasma treatment, a layer with a thickness of ~128 nm is obtained. As modelled in Figure 5.33-(b), a thicker layer with a thickness of ~157 nm is obtained after 1020 s of valleys plasma treatment. As for the origin of such different deposition/etching processes in the case of peaks and valleys plasmas, first of all, one can easily eliminate the possible contribution of sputtering by the impinging ions. The ion energy conditions for the peaks plasma is typically low, indicated by a 𝐼𝐵𝐸 𝑚𝑎𝑥 value of ~22 eV compared to that of ~54 eV for the valleys plasma in this study. Therefore, we should rather consider the effect of discharge asymmetry in such processes. In the case of a peaks plasma (in analogy with the CF 4 plasma in Ref. 11), the electron power absorption is spatially localized near the fast shrinking grounded sheath (remaining to be collapsed for most of the RF cycle), and thus a higher concentration of fluorinated species can accumulate in front of the grounded electrode. Since the process is operated in the H 2 -limited regime, such an elevated amount of fluorinated species cannot be easily scavenged by the available hydrogen, and a strong etching effect on the grounded electrode is therefore expected.

However, the situation is different for the valleys plasma, since the discharge asymmetry is reversed. The fast collapsing sheath close to the powered electrode leads to an accumulation of fluorinated species, while not for the grounded electrode. Therefore, instead of having a strong etching effect, a deposition process is obtained therein.

Summary

In this chapter, we have explored the application of the slope asymmetry effect to multi-gas plasmas. Studies on silicon thin film deposition have been carried out by using sawtooth voltage waveforms as the driving source. The sawtooth waveform presents different rising and falling rates over one fundamental period, and accordingly, differing plasma sheath motion close to each electrode can be achieved. Either the sawtooth-up (fast rise and slow fall) or the sawtooth-down (slow rise and fast fall) waveform can induce a fast sheath expansion followed by a slow contraction close to one electrode, while the opposite for the other electrode. Because of the difference in sheath dynamics, the discharge power absorption becomes spatially asymmetric (discharge asymmetry) depending on the electron heating mode. Such discharge asymmetry can simply be reflected by measuring the DC self-bias.

By combining this effect with a multi-precursor deposition/etching process (namely the SiF 4 /H 2 /Ar plasma chemistry), the discharge asymmetry can result in differing deposition or etching processes on each electrode. This kind of "electrode-selective" processing can be directly controlled by the gas flow ratio. By increasing the H 2 flow, the enhancement of plasma electronegativity triggers a transition of plasma electron heating from a dominant α-mode into a dominant DA-mode, which leads to a reverse in the discharge asymmetry. As a consequence, one electrode experiences a greater precursor generation than the other. Taking the sawtooth-up waveform excited plasma for example, at low H 2 flows, high concentrations of fluorinated species at the grounded electrode cannot be easily scavenged by the available hydrogen. This will lead to a strong etching effect or a lower deposition rate at the grounded electrode compared to the powered electrode. However, at high H 2 flows, the surface process is not limited by the presence of H 2 , and deposition can be achieved on both electrodes. As the spatially asymmetric excitation of the plasma now creates an asymmetric distribution of growth precursors, a reverse of the net deposition rate on each electrode is now observed.

In addition, the impact of pressure P and inter-electrode distance d i on the slope asymmetry effect for both single-gas and multi-gas plasmas have been studied. Depending on the gas property, changes in P and d i can induce an enhancement or a reduction of the discharge asymmetry, or even a transition of the electron heating mode. For the electronegative SiF 4 /H 2 /Ar plasma under the investigated process conditions, the discharge operates in a dominant α-mode at low P•d i conditions, while above certain P•d i values (~5-6 Torr•cm), the DA-mode becomes prevalent. This means that the discharge asymmetry can be modified by the P•d i conditions, and a more flexible control over the balance of the above "electrode-selective" processing is therefore expected. This scenario is further explored for the SiH 4 /H 2 plasma chemistry; for this chemistry, the etching effect of hydrogen significantly modifies the surface processing balance.

Further experimental results have shown that such discharge asymmetry and therefore "electrode-selective" processing can also be achieved in an electronegative plasma by using the peaks and valleys waveforms, which are rather designed to maximize the amplitude asymmetry effect (control over the ion energy). Although the resulting plasma has identical sheath expansion and contraction rates, one of the sheaths remains collapsed for most of the RF cycle. For an electronegative plasma, such sheath motion also causes a localized power absorption occurring near the collapsing sheath edge. Thus, for certain process conditions (with not enough H 2 ), a strong etching effect can be observed at the given electrode, while a deposition is seen at the other one.

Chapter 6 Conclusions and Highlights

In the first and second parts of this thesis, great effort has been dedicated to studying the process optimization of silicon thin film materials deposition and photovoltaic devices fabrication using different types of PECVD techniques, and specifically the impact of ion energy on the processing results. In the third part, as an application of the multi-frequency TVW excitation technique, we discovered an "electrode-selective" effect using a CCP process.

MDECR-PECVD of µc-Si:H

In order to obtain high growth rate µc-Si:H, we combined the MDECR-PECVD technique and a halogenated plasma chemistry using an SiF 4 /H 2 gas mixture. Substrate temperature is demonstrated to be essential for achieving high crystalline volume fraction under such high density and low pressure plasma conditions, due to the thermally-induced enhancement of surface species diffusion. On the other hand, due to the specific design of the MDECR system, we performed a careful investigation of the impact of ion energy conditions to the material deposition. We found that a moderate ion energy condition is beneficial to achieve a significant drop in the density of nano-voids, and thus a higher quality material with better stability can be obtained. By increasing the ion energy during deposition, two 𝐼𝐵𝐸 thresholds at ~12 eV and ~43 eV are detected, corresponding to the effects of SiF + -induced surface and bulk atomic displacements. The smaller grain sizes and rougher surface layers observed are qualitatively linked to the SiF + -induced surface displacement. At higher energies, bulk displacement induced by SiF + ions can severely suppress the nucleation process, leading to a local amorphization effect on the growing film. Furthermore, we found that the incubation process is the most challenging step of µc-Si:H growth for this technology. A two-step deposition method is introduced as an alternative way to eliminate the existence of amorphous incubation layer. By preparing a highly crystallized seed layer (can be as thin as ~4 nm) at a rather low process pressure, the subsequently deposited high growth rate μc-Si:H main layer at high process pressure can proceed into the crystalline phase growth directly. These results all suggest that the use of MDECR-PECVD and the SiF 4 /H 2 plasma chemistry for the growth of μc-Si:H film result in relaxed requirements on process parameters for device quality material.

Application of TVW in silicon thin film deposition

We have explored the application of the TVW excitation technique for CCP processes. As an advantage over the conventional single-frequency excitations, the non-sinusoidal TVW provide an elegant solution for ion flux-energy decoupling in CCP discharges through the electrical asymmetry effect. Based on this insight, we studied the impact of ion energy on CCP-PECVD µc-Si:H using an SiF 4 /H 2 /Ar plasma chemistry. A semi-independent control over the ion energy has been achieved, as a little-varying film growth rate allows us to focus on ion effects. We find that a variation of ion energy, or precisely speaking the maximum 𝐼𝐵𝐸 (𝐼𝐵𝐸 𝑚𝑎𝑥 ) at relatively high pressure conditions, can be directly translated into the material quality. Through structural and electronic analysis, we found that the material with optimum properties is obtained with moderate 𝐼𝐵𝐸 𝑚𝑎𝑥 values in the range of ~45-55 eV. Beyond this range, a reduction in the material properties showing by smaller crystallite features and higher density deficiency is observed, which corresponds to the effect of bulk atomic displacements induced by silicon-related ions during processing. Such effectiveness of TVW in process control is further confirmed by studying the deposition of a-Si:H from an SiH 4 /H 2 plasma chemistry. Under the investigated ion energy conditions, we found that moderate 𝐼𝐵𝐸 𝑚𝑎𝑥 values can lead to an improved material density as well as better stability under illumination. An 𝐼𝐵𝐸 𝑚𝑎𝑥 threshold at ~12 eV, corresponding to the SiH x + -induced surface displacement, has been determined to be responsible for the material quality degradation. We further applied these results to photovoltaic applications (both µc-Si:H and a-Si:H) and established comprehensive links from the controllable plasma parameters via TVW to the properties of deposited materials, and eventually to the performance of resulting devices.

"Electrode-selective" surface process

In this part, the slope asymmetry effect caused by the use of sawtooth TVW has been studied. Due to the strong asymmetry of the rising and falling slopes in the applied voltage, spatially asymmetric sheath dynamics and electron power absorption close to each electrode can be generated, even in a geometrically symmetric reactor. In analogy with single-gas plasmas, such discharge asymmetry depends on the dominant plasma heating mechanism and can be simply reflected through the measurements of DC self-bias. By coupling this effect with the multi-precursor SiF 4 /H 2 /Ar plasma, we observed the occurrence of an "electrode-selective" effect in a CCP process. For certain gas flow ratios, we can obtain a deposition process on one electrode, while at the same time either no deposition or an etching process on the other electrode. Furthermore, such deposition/etching balance can be controlled through the H 2 injection.

The impact of pressure and reactor geometry on the slope asymmetry effect for both the single-gas and multi-gas plasmas has also been studied. The product of pressure and inter-electrode distance P•d i is deduced to be a crucial parameter in determine the plasma heating mode, as deduced by the experimentally obtained DC self-bias, especially the relative values for sawtooth-up and -down waveforms. This has also been observed in the SiH 4 /H 2 plasma chemistry, with similar conclusions. This means that the discharge asymmetry can be switched by changing the P•d i conditions, and thus a more flexible control over the "electrode-selective" process can be expected. Surprisingly, such "electrode-selective" processes have also been identified when using peaks or valleys waveforms, typically used to maximize the amplitude asymmetry effect (control over the ion energy). We propose that this is caused by one of the sheaths shrinking rapidly and remaining collapsed for most of one fundamental period. Such unique sheath dynamics can also cause localized plasma heating near a collapsing sheath edge.

In short, these results reinforce the flexibility of the TVW technique for optimizing RF-CCP related processes. The possibility of achieving controllable discharge asymmetry and the gives rise to an increase of the film crystallinity, indicated by the more pronounced should-like peaks in ellipsometry spectra ( 𝑅𝑎𝑚𝑎𝑛 values. For H 2 flow rate at 2.5 sccm, the film is in the amorphous-to-microcrystalline transition regime with comparable contents of materials in both phase. By increasing H 2 to 3 sccm, 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 sharply increases to ~61 %, which is then followed by a continuous increase up to ~80 % at H 2 = 7 sccm. In order to examine the resulting device performance, a set of single-junction solar cells with the same structure as seen in Figure 4.19 were fabricated by using the above µc-Si:H films as the absorber layers. Here, only H 2 flow rates in the range of 3-6 sccm were tested, and the thicknesses of the absorber layers were kept around 1.5 µm. Table A.2 summaries the I-V parameters for these solar cells, and the corresponding EQE spectra is shown in Due to the inadequate experimental data, it would be difficult for one to make some solid conclusions about the impact of H 2 flow rate to the resulting device performance, for which further experiments as well as complementary characterizations should be performed. Nevertheless, one can still deduce some useful hints from the existing results. Although, in terms of crystallinity, such variation in H 2 flow rate do not bring too much influence for the resulting µc-Si:H films (from ~61 % to ~77 %), an appropriate choice can still lead to a better performance of the solar cell device: too low H 2 flow rate (at 3 sccm, 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 = 61 %) would bring some negative impact to the device quality, especially the much lower value of 𝐹𝐹; a medium H 2 flow rate (at 4 sccm, 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 = 69 %) is shown be a better choice, since it gives a broader spectral absorption. At this point, a quite reasonable baseline can be obtained. For further improvement, one can naturally have the ideas to use thicker absorber layer, to insert buffer layers between p/i and i/n layers, to optimize the doped layers, to use one pump down process during the deposition of silicon stacks, to use novel back reflector, to use anti-reflection coating, etc. In this preliminary work, we will only present the results by using thicker absorber layer.

A.2. Effect of absorber layer thickness

We fabricated a set of solar cells with different absorber layer thicknesses at 1.5 µm, 3.0 µm, and 4.5 µm (H 2 flow rate set to 6 sccm). Moreover, to make a better comparison, another set of solar cells using the same process conditions but in a superstrate p-i-n configuration (as seen in Figure 4.34) were also prepared. The I-V characteristics for these devices are summaries in Figure A.3 § . As one can see, thicker intrinsic layers indeed lead to a considerable enhancement in the device performance, in particular the 𝐽 𝑆𝐶 . For the p-i-n devices, an approximately 20 % of increase from 18.0 mA/cm 2 at 1.5 µm up to 21.4 mA/cm 2 at 4.5 µm is observed. While at the same time, the variation of 𝑉 𝑂𝐶 still stays in a small range. Similar situation is observed for the n-i-p devices. By increasing the absorber layer from 1.5 µm to 3.0 µm, 𝐽 𝑆𝐶 presents a ~10 % enhancement from 23.6 mA/cm 2 up to 25.9 mA/cm 2 . Unfortunately, the 4.5 µm sample peeled off upon the vacuum break By further looking at the corresponding EQE spectra shown in Figure A.4, the improvement is more conspicuous. Taking the EQE at 800 nm/1000 nm for example (Table A.3), p-i-n devices present an increase from ~43 %/~6 % at 1.5 µm up to ~59 %/~15 % at 4.5 µm, and that of n-i-p devices from ~57 %/~9 % at 1.5 µm up to ~70 %/~ 18 % at 3.0 µm are observed. Such enhancement of spectral response in the infrared region can be favorable for the case of tandem or multi-junction devices, since this part light absorption will be more contributed by the µc-Si:H bottom sub-cell. 
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 11 Figure 1.1 Schematic of transportation and reaction sequence in CVD process. Extracted from Ref. 1.

Figure 1 . 2

 12 Figure 1.2 Schematic of electron-impact processes in a plasma. Extracted from Ref. 3.

Figure 1 . 3

 13 Figure 1.3 Schematic of c-Si (left), a-Si (medium), and a-Si:H (right).
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 14 Figure 1.4 Schematic of density of states for a-Si:H. Extracted from Ref. 13.

Figure 1 .

 1 Figure 1.5 (a) Products from electron-impact processes in SiH 4 /H 2 plasma. Extracted from Ref. 15. (b) Schematic of the a-Si:H film growth mechanism, assuming SiH 3 radicals as the main growth precursor.Extracted from Ref. 17.
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 16 Figure 1.6 Evolution of structure of silicon thin films deposited with varying hydrogen dilution. Extracted from Ref. 22.

Figure 1 . 7

 17 Figure 1.7 Typical optical absorption coefficient of µc-Si:H as a function of photon energy (compared to that of c-Si and a-Si:H). Extracted from Ref. 22.

Figure 1 . 8

 18 Figure 1.8 Schematic of surface process during µc-Si:H film growth based on a (a) surface diffusion model, (b) etching model, and (c) chemical annealing model. Extracted from Ref. 34.

Figure 1 . 9

 19 Figure 1.9 General description of variation of film deposition rate as a function of H 2 flow rate for SiF 4 /H 2 /Ar plasma chemistry.

Figure 2 .

 2 Figure 2.1 (a) Schematic of plasma density distribution in a CCP process. Extracted from Ref. 1. (b) Schematic of a typical RF-PECVD system. The red line denotes the plasma potential profile. Extracted from Ref. 2.

Figure 2 . 2

 22 Figure 2.2 Schematics of PHILIX CCP-PECVD processing system: (a) top view of the powered electrode with shower head for gas injection and (b) cross-sectional view of the deposition chamber (not to scale).

Figure 2 . 3

 23 Figure 2.3 Schematic of ICP sources in (a) cylindrical and (b) planar configurations. Extracted from Ref. 3.
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 24 Figure 2.4 Schematics of (a) a typical helicon plasma source and (b) a Boswell antenna. Extracted from Ref. 3 and Ref. 9.

Figure 2 .

 2 Figure 2.5 (a) The circular or helical motion of an electron in a static and uniform magnetic field. (b)Continuous acceleration of the electron in a superimposed magnetic field and electric field.

Figure 2 .

 2 Figure 2.6 (a) Geometry of right-hand polarized (R) and left-hand polarized (L) waves propagating along the magnetic field. Extracted from Ref. 3. (b) Continuous electrons acceleration by R wave. Extracted from Ref. 11. (c) Alternating electrons acceleration and deceleration by L wave. Extracted from Ref. 11.
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 27 Figure 2.7 Schematic of a typical divergent ECR plasma processing system. Extracted from Ref. 9.
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 2 Figure 2.8 (a) Schematic of a typical multipolar ECR cavity-type plasma processing system. (b) Top view of the circularly arranged magnets adjacent to the quartz source chamber. Extracted from Ref. 22.

Figure 2 .

 2 Figure 2.9 (a) Schematic of a typical DECR plasma processing system. Extracted from Ref. 22. (b) Top view of an elementary excitation source showing different plasma regions. Extracted from Ref. 25.
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 2 Figure 2.10 Top view of a UDECR excitation source. Extracted from Ref. 27.
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 2 Figure 2.11 Cross-sectional view of a typical IDECR reactor. Extracted from Ref. 28.
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 2 Figure 2.12 (a) Schematic of an elementary plasma excitation unit. Extracted from Ref. 31. (b) Cross-sectional view of a typical MDECR reactor. Extracted from Ref. 32.
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 2 Figure 2.13 Schematics of ATOS MDECR-PECVD processing system: (a) top view of the microwave applicators array and (b) cross-sectional view of the deposition chamber (not to scale).

Figure 2 .

 2 Figure 2.14 Cross-sectional view of the substrate holder during substrate temperature calibration.

Figure 2 .

 2 Figure 2.15 Substrate temperature calibration for ATOS by comparing measurement results from thermocouple (red) and pyrometer (black): (a) evolution of temperature over time with preset temperature at 450 ºC, (b) variation of temperature with increasing preset values.

Figure 2 .

 2 Figure 2.16 (a) Picture of RGA setup and (b) simplified schematic identifying the major components.
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 217 Figure 2.17 (a) Picture of ex-situ UVISEL phase shift modulated ellipsometer and (b) schematic view.

  Figure 2.17 (a) Picture of ex-situ UVISEL phase shift modulated ellipsometer and (b) schematic view.
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 12 where the |𝑟 𝑝 |, 𝛿 𝑝 and |r s |, δ s represent the amplitude attenuation and the absolute phase change upon reflection for the two components, respectively. The change of the polarization state can then be characterized by the ratio ρ defined as|𝑟 𝑠 | 𝑒 𝑖(𝛿 𝑝 -𝛿 𝑠 ) = 𝑡𝑎𝑛 𝛹 𝑒 𝑖∆ , with 𝑡𝑎𝑛 𝛹 = |𝑟 𝑝 | |𝑟 𝑠| and 𝛥 = 𝛿 𝑝 -𝛿 𝑠(2.13) 

Figure 2 .

 2 Figure 2.18 (a) Imaginary part of the pseudo-dielectric function 〈ε i 〉 for the a-Si:H films deposited on silicon wafer and Corning glass. (b) Example of fitting of typical a-Si:H film using DeltaPsi 2.

Figure 2 .

 2 Figure 2.19 Example of fitting of typical µc-Si:H film using DeltaPsi 2.

Figure 2 .

 2 Figure 2.20 (a) Raman scattering from a molecule, from www.horiba.com. (b) Energy level diagram of states involved in Raman signal, from wikipedia.org.

Figure 2 .

 2 Figure 2.21 (a) Comparison of Raman spectra for silicon materials from pure crystalline to those containing different amounts of amorphous content. (b) Fitting of Raman spectra for typical µc-Si:H film.

Figure 2 .

 2 Figure 2.22 (a) Simplified representation of electron beam path in TEM characterization process. (b)/(c) Comparison of the use of objective aperture in TEM to select direct/scattered electron beams for the BF/DF imaging. (d) Simplified representation of the electron beam path as well as different types of electron detector in a STEM characterization process. Extracted from Ref. 51.

  52 D. Ritter, et al., Appl. Phys. Lett., 49(13): 791 (1986).

  The SSPG setup used in this work is a SSPG-230 from TFSC-Instrument, and the general schematic is shown in Figure2.23-(b). A laser source is split into two components L 1 and L 2 , which are then incident onto the same area of the sample surface. The laser source is deviated by two mirrors M 1 and M 2 before splitting, and two polarizers P 1 and P 2 are position in the light path: the former can be rotated to adjust the global light flux and the latter gives the light source a polarization perpendicular to the plane of the figure. As can be seen, L 1 is reflected directly on the sample by mirror M 3 . The situation is different for L 2 , which is first attenuated by a filter, giving a much lower intensity than L 1 . It is then modulated by a chopper, and reflects off a movable mirror M 4 . By changing the position of M 4 , L 2 can be sent to a series of fixed mirrors (M 5-1 to M 5-10 ), and eventually reflected towards the sample surface with different angles 𝜃 with L 1 .

Figure 2 .

 2 Figure 2.23 (a) Schematic of the sample with coplanar electrodes illuminated by two coherent laser beams L 1 and L 2 , where d, h, and l are sample thickness, electrode width, and electrodes gap, respectively. (b) Schematic of the SSPG measurement system (not scale), from www.tfscinstrument.com.

Figure 2 .

 2 Figure 2.24 Schematic of interference pattern generated within sample between the coplanar electrodes. Extracted from Ref. 53.

Figure 2 .

 2 Figure 2.25 (a) 𝛽(𝛬) plot and (b) Balberg plot of SSPG experimental data for a µc-Si:H film.

Figure 2 .

 2 Figure 2.26 Current-voltage characteristic of solar cell (a) in the dark and (b) under illumination. The right side of each figure shows the corresponding simplified equivalent circuit, from pveducation.org.

Figure 2

 2 Figure 2.27 shows a light I-V curve with the important performance parameters highlighted.The maximum current 𝐼 𝑆𝐶 is obtained when the voltage is zero. The maximum voltage 𝑉 𝑂𝐶 is obtained when no current flows through the device. However, at these two operating points, the converted power from the solar cell device is zero. The maximum converted power 𝑃 𝑚𝑎𝑥 is obtained when the product of current and voltage is maximum, i.e., at the maximum power point 𝑀𝑃𝑃 (𝑉 𝑚𝑝 , 𝐼 𝑚𝑝 ). Practically, a parameter called fill factor 𝐹𝐹 that describes the solar cell device performance at 𝑀𝑃𝑃 is commonly used. The 𝐹𝐹 is defined as

Figure 2 .

 2 Figure 2.27 Current-voltage characteristic of a solar cell under illumination with short-circuit current, open-circuit voltage, and maximum power point highlighted, from pveducation.org.

Figure 2 .

 2 Figure 2.28 (a) Equivalent circuit for solar cell device under illumination taking into account parasitic resistances 𝑅 𝑆 and 𝑅 𝑆𝐻 . The dashed lines represent current losses due to the recombination in i-layer (proposed by Merten et al for the case of a-Si:H solar cell in a p-i-n configuration). The effect of non-negligible (b) 𝑅 𝑆 and (c) 𝑅 𝑆𝐻 .

  62 J. Hubin, et al., Philos. Mag. Part B, 72(6), 589 (1995).

Figure 2 .

 2 Figure 2.29 Typical EQE spectra for single-junction a-Si:H (black) and µc-Si:H (red) solar cells.
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Figure 3 .

 3 Figure 3.1 OES spectra obtained from (a) an SiF 4 /H 2 MDECR plasma and (b) an SiF 4 /H 2 /Ar RF plasma.

Figure 3 . 2

 32 Figure 3.2 Ellipsometry spectra in high energy region for films deposited at different temperatures.

Figure 3 .

 3 Figure 3.3 (a) Raman spectra for films deposited at different temperatures. (b) Variation of 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 (left axis, blue square) and 𝑟 𝑑 (right axis, red circle) for these films deposited with varying temperature.

Figure 3 .

 3 Figure 3.4 present the evolution of the ellipsometry spectra and Raman spectra for these films. As verified by both techniques, a μc-Si:H film deposited using MDECR-PECVD proceeds through the same evolution as in the case of RF-PECVD; both undergo the stages of amorphous incubation, crystallite nucleation, mixed phase growth, and microcrystalline phase steady state growth.

Figure 3 .

 3 Figure 3.4 (a) Ellipsometry and (b) Raman (normalized) spectra for films with different thicknesses.

Figure 3 .

 3 Figure 3.5 STEM-DF image of μc-Si:H film after 600 s of deposition.

Figure 3 . 6

 36 Figure 3.6 General description of difference in self-bias DC voltage under electrically floating conditions and with certain amount of RF power injection (not to scale).

  Figure 3.7-(a) shows the variation of 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 as a function of IBE. One can see that a sharp increase of 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 is observed (from 35 % up to 59 %) as the IBE increases just slightly from floating conditions (IBE = 1.5 eV) to 4.5 eV. With further increase in ion energy, the films continue to be crystalline phase dominant, and only a small and smooth further increase in 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 is seen, up to the film deposited with IBE = 41.5 eV, which shows an 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 of 70 %. However, once the IBE increases above this certain value, a local amorphization effect is observed, indicated by the dramatic reduction of 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 down to 24 % at IBE = 46.5 eV and below 20 % at IBE = 66.5 eV.

Figure 3 .

 3 Figure 3.7 (a) Variation of 𝑟 𝑑 (left axis, red circle), 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 (right axis, blue square) and (b) FWHM 520 for µc-Si:H films deposited under different ion energy conditions.
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 38 Figure 3.8-(a) shows the ellipsometry spectra in the high photon energy range for these films. Looking simply at the maximum magnitude of the spectra, one can see that this value changes with IBE, and again, a two stepwise changes can be observed.

Figure 3 .

 3 Figure 3.8 (a) Ellipsometry spectra for high photon energies for µc-Si:H films deposited under different ion energy conditions. (b) Variation of 〈𝜀 𝑖 〉 𝑚𝑎𝑥 (left axis, blue square) and surface roughness layer thickness (right axis, red circle) deducing from ellipsometry modeling.

Figure 3 . 9

 39 Figure 3.9 Evolution of FTIR spectra for µc-Si:H film deposited with 𝐼𝐵𝐸 of 1.5 eV.

  .10-(b)), indicated by the reduced intensity of the SiO x and SiH x O y absorption peaks, and further reduced when the IBE is increased to 16.5 eV (Figure 3.10-(c)).

Figure 3 .

 3 Figure 3.10 Comparison of FTIR spectra for co-deposited µc-Si:H films on c-Si wafer with 𝐼𝐵𝐸 of (a) 1.5 eV, (b) 6.5 eV and (c) 16.5 eV in their initial state and after exposure to ambient air for 120 days.

Figure 3 .

 3 Figure 3.11 Comparison of hydrogen effusion spectra for co-deposited µc-Si:H films on c-Si wafers with 𝐼𝐵𝐸 of 1.5 eV, 6.5 eV and 16.5 eV.

Figure 3 .

 3 Figure 3.12 TEM-BF images of µc-Si:H films deposited with 𝐼𝐵𝐸 of 1.5 eV/16.5 eV in (a)/(d) focused, (b)/(e) under-focused, and (c)/(f) over-focused conditions.

Figure 3 .

 3 Figure 3.13 Cross-sectional (a)/(b) STEM-DF and (c)/(d) STEM-HADDF images of µc-Si:H films deposited with 𝐼𝐵𝐸 of 1.5 eV/16.5 eV.

Figure 3 .

 3 Figure 3.14 Energy threshold for ion-induced surface (dashed line) and bulk (solid line) atomic displacement on a silicon substrate versus impinging ion mass (by Brice et al 35 ). The SiF x + and H 3 + -induced displacements are highlighted (solid circles). The squares correspond to the experimental values for SiF + found in this work.

  displacement (indicated by the bottom dashed line) is less clearly defined. Due to the aforementioned ion-induced enchantment of D S under moderate ion energy conditions, the change in 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 in the μc-Si:H films shows a first threshold closer to 4-5 eV of 𝐼𝐵𝐸 (in Figure 3.7-(a), shown by the first shaded region), after which 𝑋 𝑐

Figure 3 .

 3 Figure 3.15 (a) Conventional continuous one-step deposition and (b) two-step deposition with seed layer growth at low process pressure and main layer growth at high process pressure.

Figure 3 .

 3 Figure 3.16 Evolution of 𝑋 𝑐𝑅𝑎𝑚𝑎𝑛 during growth process for μc-Si:H films with ~4 nm (green circles) and ~20 nm seed layer (red triangles) deposition compared to one-step process deposited films (blue squares).The inset shows the Raman spectra of the ~20 nm seed layer.
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 317 Figure 3.17(a)/(c) STEM-DF and (b)/(d) STEM-HADDF images of the two-step process deposited µc-Si:H films without/with vacuum break after the seed layer deposition.

  Figure 3.17(a)/(c) STEM-DF and (b)/(d) STEM-HADDF images of the two-step process deposited µc-Si:H films without/with vacuum break after the seed layer deposition.

Figure 3 .

 3 Figure 3.18 STEM-DF image (magnified at porous interface region) of µc-Si:H film deposited by two-step process without vacuum break after seed layer deposition.

Figure 3 .

 3 Figure 3.19. Evolution of SiF* (blue) and H α * (red) emission intensity as a function of pressure, as obtained from OES measurements.

Figure 3 .

 3 Figure 3.20 Variation of 𝑟 𝑑 (left axis, red) and 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 (right axis, blue) for films deposited with different pressures. Second right axis presents the corresponding relative emission intensity of H α * and SiF * expressed by the ratio of H α * /SiF * (green).

Figure 3 .

 3 Figure 3.21 Variation of 𝑟 𝑑 (left axis, red) and 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 (right axis, blue) for seed layers deposited with different temperatures.

Figure 3 .

 3 Figure 3.22 Comparison between Raman spectra of films deposited using one-step process (blue) and two-step process (red) with different temperatures.

Figure 3 .

 3 Figure 3.23 Comparison between 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 of films deposited using one-step process (blue) and two-step process (red) with different temperatures.
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Figure 4 . 1

 41 Figure 4.1 Evolution of ion energy as function of ion flux for an Ar plasma (15 mTorr), at discharge center, for three different excitation frequencies. Solids lines represent the theoretical values deduced from the transmission line model described by Chabert et al 8 . Extracted from Ref. 7.

Figure 4 . 2

 42 Figure 4.2 Schematic of potential profile in CCP system when applied voltage is at its (a) maximum and (b) minimum. The position of the powered and grounded electrodes are indicated. The up-, or down-arrows indicate that the quantity is positive or negative, respectively. Extracted from Ref. 25.

Figure 4 .

 4 Figure 4.3 (a) Example of two-frequency voltage waveforms (normalized) in one fundamental period based on Equation (4.1) with φ equaling to 0 (blue solid) and π/4 (red dash). (b) Normalized V DC plotted as a function of φ with ε = 1. Extracted from Ref. 24.

Figure 4 . 4

 44 Figure 4.4 Voltage waveforms according to Equation (4.10) at different φ (in the range of 0-π), with 𝑛 set to four. 𝑉 𝑚𝑖𝑛 and 𝑉 𝑚𝑎𝑥 represent the minimum and maximum applied voltage.

Figure 4 . 5

 45 Figure 4.5 Diagram of TVW excitation control system. Extracted from Ref. 28.

Figure 4 .

 4 Figure 4.6 (a) Experimentally obtained 𝑉 𝐷𝐶 as a function of φ during µc-Si:H films deposition. (b) Variation of the estimated 𝐼𝐵𝐸 𝑚𝑎𝑥 and 𝑟 𝑑 with varying φ.

Figure 4 . 7 .

 47 Upon initial inspection, the Raman spectra of these films are quite similar, as seen in Figure 4.7-(a) (only the "0-π" films are shown). Although the film deposited at φ = π (valleys) shows a shift of the peak position, (which may indicate stress in the material 51 ) a pronounced Raman crystalline peak around 520 cm -1 is observed for all these films. After deconvolution, similar values of 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 on the order of ~70-75 % are obtained (Figure 4.7-(b)), regardless of any difference in process conditions.

Figure 4 .

 4 Figure 4.7 (a) Raman spectra for µc-Si:H films deposited using different types of TVW (only the "0-π" films are shown). (b) Variation of 𝑋 𝑐 𝑅𝑎𝑚𝑎𝑛 with varying φ.

Figure 4 . 8

 48 Figure 4.8 Variation of FWHM 520 with varying (a) φ and (b) 𝐼𝐵𝐸 𝑚𝑎𝑥 , where the up/down triangles correspond to the "0-π"/"π-2π" films, respectively. From Figure 4.6-(b), voltage waveforms with φ closer to 0 (peaks) give lower ion energies during processing, and higher ion energies are obtained with φ closer to π (valleys). So, it could be more interesting to see the variation of FWHM 520 with 𝐼𝐵𝐸 𝑚𝑎𝑥 . Such results are presented in Figure 4.8-(b), and FWHM 520 shows an upward trend with increasing 𝐼𝐵𝐸 𝑚𝑎𝑥 , with a threshold around ~45-55 eV. When 𝐼𝐵𝐸 𝑚𝑎𝑥 is below ~45-55 eV, FWHM 520 remains relative constant at low values. A sharp rise is observed when ion energy increases above ~45-55 eV. As shown in Figure 4.7-(b), this suggests that although similar crystalline volume fractions are obtained for all process conditions, high ion energy conditions can lead to the growth of smaller grained material 52 .

Figure 4 .

 4 Figure 4.9 (a) Ellipsometry spectra in high energy portion for µc-Si:H films deposited using different TVW (only the "0-π" films are shown). (b) Variation of 〈𝜀 𝑖 〉 𝑚𝑎𝑥 with varying φ.

Figure 4 .

 4 Figure 4.10 Variation of the 〈𝜀 𝑖 〉 𝑚𝑎𝑥 at high energy portion with varying 𝐼𝐵𝐸 𝑚𝑎𝑥 .

Figure 4 .

 4 10 53,54 .

Figure 4 .

 4 Figure 4.11 Variation of (a) surface roughness, (b) small and large grain volume fraction, i.e., 𝑋 𝑠𝑔 𝐸𝑆 and 𝑋 𝑙𝑔 𝐸𝑆 , and (c) void fraction 𝑋 𝑣 𝐸𝑆 in bulk layer with varying 𝐼𝐵𝐸 𝑚𝑎𝑥 . In Figure 4.11-(b), the variation of small and large crystalline grains volume fraction (i.e., 𝑋 𝑠𝑔 𝐸𝑆 and 𝑋 𝑙𝑔 𝐸𝑆 ) are presented. One can note that the total crystalline volume fraction (𝑋 𝑐 𝐸𝑆 = 𝑋 𝑠𝑔 𝐸𝑆 + 𝑋 𝑙𝑔 𝐸𝑆 )

Figure

  

  4.11-(b) that the dependencies of 𝑋 𝑠𝑔 𝐸𝑆 and 𝑋 𝑙𝑔 𝐸𝑆 on 𝐼𝐵𝐸 𝑚𝑎𝑥 are similar for both sets of films, namely a continuous increase of 𝑋 𝑠𝑔 𝐸𝑆 and decrease of 𝑋 𝑙𝑔 𝐸𝑆 with increasing 𝐼𝐵𝐸 𝑚𝑎𝑥 . These results are consistent with the Raman analysis that smaller grained material is obtained at high ion energies (Figure 4.8-(b)), although the threshold values observed are not exactly the same. Such consistency can be even better revealed by studying correlations between the FWHM 520 from Raman spectra with the evolutions of 𝑋 𝑠𝑔 𝐸𝑆 and 𝑋 𝑙𝑔 𝐸𝑆 . As one can see in Figure 4.12, the values of 𝑋 𝑠𝑔 𝐸𝑆 𝑋 𝑙𝑔 𝐸𝑆 ⁄ tend to split apart with increasing FWHM 520 , namely the highest FWHM 520 and lowest 𝑋 𝑙𝑔 𝐸𝑆 are obtained at the highest ion energy conditions.

Figure 4 .

 4 Figure 4.12 Correlation between fraction of small/large grain in bulk layer and FWHM 520 .

Figure 4 .

 4 Figure 4.13 Fitting of FTIR spectra for µc-Si:H film. The ELSMs (~1850-1950 cm -1 ) and NHSMs (~2083, ~2103 and ~2137 cm -1 ) splitting from the HSM are indicated by the gray arrows.

Figure 4 .

 4 Figure 4.14 FTIR spectra in range from 1800 to 2300 cm -1 for µc-Si:H films deposited using different types of TVW (only the "0-π" films are shown).

  72 V. A. Burrows, et al., Appl. Phys. Lett., 53: 998 (1988). 73 M. Chaigneau, et al., Thin Solid Films, 537: 145 (2013).

Figure 4 .

 4 Figure 4.15 shows the variation of the R * for this series of µc-Si:H films as a function of 𝐼𝐵𝐸 𝑚𝑎𝑥 , in which a clear transition can be noted: a moderate increase of 𝐼𝐵𝐸 𝑚𝑎𝑥 from ~20 eV up to ~50 eV leads to a continuous decrease from 0.75 down to 0.3; once the 𝐼𝐵𝐸 𝑚𝑎𝑥 is above this certain value, a dramatic increase of R * back up to 0.8 at 𝐼𝐵𝐸 𝑚𝑎𝑥 = ~60 eV is observed. Again, this 𝐼𝐵𝐸 𝑚𝑎𝑥 threshold coincides with the values detected by Raman and ellipsometry measurements.

Figure 4 .

 4 Figure 4.15 Variation of microstructure parameter R * for µc-Si:H films deposited under varying ion energy conditions. Two reference films deposited using the standard 13.56 MHz excitation source with low (8 W) and high (15 W) power are shown by purple diamonds.

Figure 4 .

 4 Figure 4.16 FTIR spectra in range from 1800 to 2300 cm -1 for two reference µc-Si:H films deposited using standard single-frequency (13.56 MHz) excitation source.

Figure 4 .

 4 Figure 4.17 Variation of (a) 𝐿 𝑑 and (b) 𝜋𝜏 𝑚𝑖𝑛 at room temperature for two sets of µc-Si:H films with varying 𝐼𝐵𝐸 𝑚𝑎𝑥 The solid and open triangles correspond to films with 0.5 µm and 1 µm thickness, respectively. The purple diamond corresponds to the 0.5 µm thick reference film.

Figure 4 .

 4 Figure 4.18 Energy threshold for ion-induced surface (dashed line) and bulk (solid line) atomic displacement on a silicon substrate versus impinging ion mass (calculated by Brice et al). The H 3 + , Ar + and SiF x + -induced displacements are highlighted (circles), and high order silicon-related ions (Si y F x + , y > 1) are indicated by the shadow area in gray. The shadow areas in blue and red correspond to the upper limit of 𝐼𝐵𝐸 𝑚𝑎𝑥 to sustain the silicon epitaxial growth proposed in Ref. 80 and the experimental values found in this work.

Figure 4 .

 4 Figure 4.19 Schematic of substrate n-i-p µc-Si:H solar cell device.

Figure 4 .

 4 Figure 4.20 Light I-V curves of µc-Si:H solar cells with absorber layers deposited using TVW, and with reference sample deposited by standard 13.56 MHz excitation source shown in purple.

Figure 4 .

 4 21-(b).

Figure 4 .

 4 Figure 4.21 (a) Dark I-V curves of µc-Si:H solar cells with absorber layers deposited using TVW, with the reference cell shown in purple. (b) Variation of 𝐽 0 and 𝑉 𝑂𝐶 with varying 𝐼𝐵𝐸 𝑚𝑎𝑥 .

Figure 4 .

 4 Figure 4.22 (a) Experimentally obtained 𝑉 𝐷𝐶 as a function of φ during the a-Si:H film deposition. (b) Variation of the estimated 𝐼𝐵𝐸 𝑚𝑎𝑥 and 𝑟 𝑑 with varying φ.

Figure 4 .

 4 23 shows the spectra for the films deposited under four different ion energy conditions. For the hydride stretching modes, not much difference is observed in the initial state, although the films deposited with φ = 0 (peaks) and φ = π (valleys) present a slightly lower and higher absorption intensity, respectively (Figure4.23-(a)). In contrast, after LS (Figure4.23-(b)), a significant difference is observed between the films; even without fitting the curves, one can see that the amplitude for the φ = 0 (peaks) film has visibly decreased.

Figure 4 .

 4 Figure 4.23 FTIR spectra for a-Si:H films deposited under low (φ = 0, peaks), moderate (φ = 0.5π or 1.5π, sawtooth) and high (φ = π, valleys) ion energy conditions measured (a) in their initial state and (b) after being light-soaked for 224 hours.

Figure 4 .

 4 Figure 4.24 Fitting of FTIR spectra for a-Si:H film with two absorption peaks corresponding to LSM and HSM hydride vibrations.

Figure 4 .

 4 Figure 4.25 shows the variation of 𝐶 𝐻𝑇 for the a-Si:H films in both the as-deposited and LS states. The 𝐶 𝐻 𝑇 values for these films show a slight dependency on φ in the initial state, varying between 7 % and 8 %, and most of them present almost no variation upon LS. Quite surprisingly, the film deposited at φ = 0 (peaks) is characterized by a significant decrease from 7.4 % down to 6.4 % when it is light-soaked.

Figure 4 .

 4 Figure 4.25 Total hydrogen content of a-Si:H films deposited using TVW with varying φ in their initial state and after being light-soaked for 224 hours.

Figure 4 .

 4 Figure 4.26 R * for a-Si:H films deposited with varying φ, both in their initial state and after being light-soaked for 224 hours.

Figure 4 .

 4 Figure 4.27 (a) 𝐶 𝐻 𝑇 , 𝐶 𝐻 𝐿𝑆𝑀 , and 𝐶 𝐻 𝐻𝑆𝑀 for the a-Si:H films deposited using sawtooth waveform at φ = 1.5π with different 𝑉 𝑃𝑃 . (b) Evolution of R * for these films after LS .

Figure 4 .

 4 Figure 4.28 Comparison of hydrogen exodiffusion spectra for a-Si:H films deposited at (a) φ = 0 (peaks, low ion energy), (b) φ = 0.5π (sawtooth, moderate ion energy), (c) φ = π (valleys, high ion energy), and (d) φ = 1.5π (sawtooth, moderate ion energy). Both the spectra in their initial state and after LS are presented.

Figure 4 .

 4 Figure 4.29 R * for a-Si:H films in their initial state and after LS with varying 𝐼𝐵𝐸 𝑚𝑎𝑥 .

Figure 4 .

 4 Figure 4.30 Energy threshold for ion-induced surface (dash line) and bulk (solid line) atomic displacement on a silicon substrate versus impinging ion mass (by Brice et al). The H 3 + and SiH x + -induced displacements are highlighted (circles). The square presents the experimental value for SiH x + found in this work.

Figure 4 .

 4 Figure 4.31 Variation of (a) 𝐿 𝑑 and (b) 𝜋𝜏 𝑚𝑖𝑛 with varying φ for a-Si:H films in initial state and after LS.

Figure 4 .

 4 Figure 4.32 Comparison of MPC-DOS for the a-Si:H films deposited under low (φ = 0, peaks), moderate (φ = 0.5π or 1.5π, sawtooth) and high (φ = π, valleys) ion energy conditions in their initial state and after LS.

  C. Longeaud, et al., Phys. Rev. B 65, 085206 (2002).

Figure 4 .

 4 Figure 4.33 (a) 𝐿 𝑑 for a-Si:H films in their initial state and after LS, and (b) relative reduction of 𝐿 𝑑 upon LS with varying 𝐼𝐵𝐸 𝑚𝑎𝑥 .

Figure 4 .

 4 Figure 4.34 Schematic of superstrate p-i-n a-Si:H solar cell device.

Figure 4 .

 4 Figure 4.35 Variation of (a) 𝐽 𝑆𝐶 , (b) 𝑉 𝑂𝐶 , (c) 𝐹𝐹, and (d) η for a-Si:H solar cells with intrinsic absorber layers deposited using TVW with varying 𝐼𝐵𝐸 𝑚𝑎𝑥 .

Figure 4 .

 4 Figure 4.36 Variation of (a) R SC and (b) R 𝑂𝐶 for the a-Si:H solar cells with the intrinsic absorber layers deposited using TVW with varying 𝐼𝐵𝐸 𝑚𝑎𝑥 .

Figure 4 .

 4 Figure 4.37 Relative LID of (a) 𝐽 𝑆𝐶 , (b) 𝑉 𝑂𝐶 (*using after one hour of LS as the initial state, the evolution of 𝑉 𝑂𝐶 over time is shown in the inset), (c) 𝐹𝐹, and (d) η for a-Si:H solar cells with absorber layers deposited at different ion energy conditions.

Figure 5 . 1

 51 Figure 5.1 Sawtooth-up and sawtooth-down waveforms corresponding to φ = 0.5π and 1.5π, respectively.

Figure 5 . 2

 52 Figure 5.2 Normalized 𝑉 𝐷𝐶 (left) and ion flux ratio (right) as a function of φ for an Ar plasma excited with TVW. The P, d i , and 𝑉 𝑃𝑃 are set to 0.4 Torr, 2.5 cm, and 200 V, respectively. Extracted from Ref. 5.

Figure 5 . 3

 53 Figure 5.3 Excitation rate obtained from PROES measurements (left) and from PIC simulations (right) for an Ar (top row), H 2 (middle row), and CF 4 plasma (bottom row) excited with a sawtooth-down waveform in one RF period. The respective emission lines for Ar, H 2 , and CF 4 are 750.4 nm, 656 nm (H α ), and 703.7 nm (F atom). Extracted from Ref. 13.

Figure 5 . 4

 54 Figure 5.4 Comparison of initial sawtooth-down waveform based on Equation (4.10) and refined sawtooth-down waveform based on Equation (5.1) with n equals to four.

Figure 5 . 5

 55 Figure 5.5 Variation of 𝑟 𝑑 of silicon thin films using sawtooth-up (blue) and sawtooth-down (red) waveforms with varying H 2 flow rate.

  .6-(b)), but nothing from the sawtooth-up plasma (Figure 5.6-(a)).

Figure 5 . 6

 56 Figure 5.6 Images of samples deposited using (a) sawtooth-up and (b) sawtooth-down waveforms with H 2 flow rate set to 1 sccm.

Figure 5 .

 5 Figure 5.7 (a) Evolution of 〈𝜀 𝑖 〉 at 3.6 eV over time in the second step for the two-step deposited films. (b)Ellipsometry spectra for the films after the plasma processing using the sawtooth-up (blue) and sawtooth-down (red) waveforms. H 2 flow rate is set to 1.5 sccm.

Figure 5 . 8

 58 Figure 5.8 Comparison of ellipsometry spectra for film before (gray) and after (red) the sawtooth-down plasma treatment for 900 s. The fitted spectra for the film after treatment is shown in dashed.

Figure 5 . 9

 59 Figure 5.9 Variation of 𝑟 𝑑,𝑛𝑒𝑡 of silicon thin films deposited on the underlying a-Si:H layer using the sawtooth-up (blue) and sawtooth-down (red) waveforms with varying H 2 flow rate.

Figure 5 .

 5 Figure 5.10 (a) Depletion and (b) consumption of H 2 (open symbols) and SiF 4 (solid symbols) as a function of H 2 flow rate, as measured using RGA. The dashed line in (b) indicates the full depletion of H 2 .

Figure 5 .

 5 Figure 5.11 Normalized 𝑉 𝐷𝐶 obtained from experiments (empty symbols) and from PIC simulations (solid symbols) obtained for Ar (black), H 2 (red), and CF 4 (blue) plasmas excited with sawtooth-down waveform composed of n frequencies. Extracted from Ref. 13.

Figure 5 .

 5 Figure5.12-(a) shows the experimentally measured 𝑉 𝐷𝐶 as a function of H 2 flow rate. For both types of sawtooth plasma processes, 𝑉 𝐷𝐶 decreases in absolute value (less negative) with increasing H 2 flow up to 3 sccm, and then stays roughly constant at a lower level at higher flow rates. This trend has also been reported in previous work for the same plasma chemistry excited with a single-frequency (13.56 MHz) waveform18 . However, the absolute values of 𝑉 𝐷𝐶 for each sawtooth plasma process remain quite different. As one can see, a significant decrease (in absolute value) of 𝑉 𝐷𝐶 is found for sawtooth-down plasma, while less so for the sawtooth-up plasma. Significantly, a reverse in the relative magnitudes is observed at 1 sccm.

Figure 5 .

 5 Figure 5.12 Variation of (a) 𝑉 𝐷𝐶 and (b) estimated 𝐼𝐵𝐸 𝑚𝑎𝑥 with varying H 2 flow rate.

Figure 5 .

 5 Figure 5.13 Qualitative comparison of hydrogen (green circles, not present in this case) and active fluorinated (blue circles) species concentration distribution in the sawtooth-up waveform excited plasma (i): no H 2 . The strength of local electron power absorption is represented by the color shades of the two sheaths.

Figure 5 .

 5 Figure 5.14 Qualitative comparison of hydrogen and active fluorinated concentration (ii): little H 2 flow.

Figure 5 .

 5 Figure 5.15 Qualitative comparison of hydrogen and active fluorinated concentration (iii): low H 2 flow.

Figure 5 .

 5 Figure 5.16 Qualitative comparison of hydrogen and active fluorinated concentration (iv): high H 2 flow.

Figure 5 .

 5 Figure 5.17 Qualitative comparison of hydrogen and active fluorinated concentration (v): varying H 2 flow.

Figure 5 .

 5 Figure 5.18 Experimentally obtained 𝑉 𝐷𝐶 for Ar plasma excited by sawtooth waveforms at (a) 0.15 Torr, (b) 0.8 Torr, and (c) 1 Torr, with Ar flow rates set to 10 sccm, 15 sccm, and 88 sccm, respectively.

Figure 5 .

 5 Figure 5.19 Experimentally obtained 𝑉 𝐷𝐶 for SiF 4 plasma excited by sawtooth waveforms at (a) 0.2 Torr, (b) 0.65 Torr, and (c) 1 Torr.

Figure 5 .

 5 Figure 5.20 Experimentally obtained 𝑉 𝐷𝐶 for H 2 plasma excited by sawtooth waveforms at (a) 0.2 Torr and (b) 1 Torr, with H 2 flow rates set to 50 sccm and 100 sccm, respectively.

Figure 5 .

 5 Figure 5.21 Experimentally obtained 𝑉 𝐷𝐶 for SiF 4 /H 2 /Ar plasma excited by the sawtooth waveforms at different pressure ranging (a) from 1.25 Torr to 3 Torr and (b) from 0.2 Torr to 1 Torr, with the Ar flow rate set to 88 sccm and 11 sccm, respectively.

Figure 5 .

 5 Figure 5.22 Evolutions of 𝑉 𝐷𝐶 𝑢𝑝 and 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 with varying d i for Ar plasma, with 𝑉 𝑃𝑃 set to (a) 120 V and (b) 220 V. The corresponding evolution of (c) 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 -𝑉 𝐷𝐶 𝑢𝑝 and (d) 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 .

Figure 5 .

 5 22-(c) and (d) depict the variation of 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 -𝑉 𝐷𝐶 𝑢𝑝 and 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 as a function of d i . For the case of 𝑉 𝑃𝑃 = 120 V, 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 -𝑉 𝐷𝐶 𝑢𝑝 stays rather low and constant at around 7 V for all the d i conditions, and that of 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 stays constant around 1.15.

Figure 5 .

 5 Figure 5.23 (a)/(b)/(c) Evolution of 𝑉 𝐷𝐶 𝑢𝑝 and 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 and (d)/(e)/(f) 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 as a function of d i for a H 2 plasma, with 𝑉 𝑃𝑃 set to 215 V/285 V/340 V, respectively. The open and solid symbols correspond to 1 Torr and 1.13 Torr, respectively. Again, one can note from Figure 5.23-(a) ~ (c) in the first column that 𝑉 𝐷𝐶 shows a downward trend for all the investigated process conditions. Both an increase of 𝑉 𝑃𝑃 and pressure can lead to an increase of 𝑉 𝐷𝐶 (more negative values), as has already been observed for the Ar plasma in Figure 5.21 and Figure 5.22.

Figure 5 .

 5 Figure 5.24 Variation of 𝑉 𝐷𝐶 for SiF 4 /H 2 /Ar plasma excited by sawtooth waveforms at pressures ranging from 1.25 Torr to 3 Torr, with (a) to (i) representing d i from 0.5 cm to 4.5 cm.

  •d i values. The value of 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 decreases with increasing P•d i , and becomes less than unity above ~5-6 Torr•cm. As previously discussed, this variation reflects a plasma heating transition from the α-mode to the DA-mode, thus producing more negative values of 𝑉 𝐷𝐶 𝑢𝑝 . Interesting enough, one can note from the results that the transition point for different process conditions coincide at the similar P•d i value at ~5-6 Torr•cm. For further increased P•d i values (> ~9 Torr•cm) in zone C, the 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 seems to saturate.

Figure 5 .

 5 Figure 5.25 Evolution of 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 with varying P•d i . The ellipses indicate the zone A, B, and C as described in the text.

Figure 5 .

 5 Figure 5.26 H 2 molecule depletion (solid symbols, left axis) and consumption (open symbols, right axis) for SiF 4 /H 2 /Ar plasma excited by standard 13.56 MHz excitation source with varying P•d i . The SiF 4 /H 2 /Ar flow rates were set to 3.6/5.3/88 sccm. The temperatures of the powered and grounded electrode were set to 70 °C and 150 °C, respectively. Updated from Ref. 33.

Figure 5 .

 5 Figure 5.27 Variation of 𝑉 𝐷𝐶 for SiF 4 /H 2 /Ar plasma excited by sawtooth waveforms using varying H 2 flow rate with d i set to (a) 3 cm, (b) 2 cm, and (c) 1 cm.

Figure 5 .

 5 Figure 5.28-(a) shows the evolution of 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 under these different process conditions.

Figure 5 .

 5 Figure 5.28 (a) Evolution of 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 and (b) the 𝑟 𝑑 ratio between the sawtooth-down sample and the sawtooth-up sample, i.e., 𝑟 𝑑 𝑑𝑜𝑤𝑛 /𝑟 𝑑 𝑢𝑝 , with varying P•d i .

Figure 5 .

 5 Figure 5.29 Evolution of (a) 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 and (b) 𝑟 𝑑 𝑑𝑜𝑤𝑛 /𝑟 𝑑 𝑢𝑝 with varying P•d i for the SiH 4 /H 2 plasma. The ellipses indicate the zone A, B, and C as described in the text.

above 5

 5 Torr•cm (Figure 5.29-(b)).

  35 R. C. van Oort, et al., Electron. Lett., 23(18): 967 (1987). 36 B. Giovanni, et al., Philos. Mag., 89(28-30): 2469 (2009).

Figure 5 .

 5 Figure 5.30 Evolution of (a) 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 and (b) 𝑟 𝑑 𝑑𝑜𝑤𝑛 /𝑟 𝑑 𝑢𝑝 with varying P•d i for the SiH 4 /H 2 /Ar plasma.

Figure 5 .

 5 Figure 5.31 Peaks and valleys waveforms corresponding to φ = 0 and π, respectively.

Figure 5 .

 5 Figure 5.33 Comparison of ellipsometric spectra for films before (gray) and after (red) the (a) sawtooth-down and (b) peaks plasma treatment for 555 s and 1020 s, respectively. The fitted spectra for the layer after treatment is shown in dashed.

  Figure A.1-(a)) and the less intensity of the broad amorphous peak in Raman spectra (Figure A.1-(b)). What are also included in Figure A.1-(b) are the corresponding 𝑋 𝑐

Figure A. 1

 1 Figure A.1 (a) Ellipsometry spectra in high energy portion and (b) Normalized Raman spectra for µc-Si:H films deposited using different H 2 flow rates.

Figure A. 2 .

 2 An optimum device performance is obtained at H 2 = 4 sscm, showing the highest η = 9.61 % with 𝐽 𝑆𝐶 = 25.2 % (from EQE), 𝑉 𝑂𝐶 = 0.530 V, and 𝐹𝐹 = 72.0 %.

Figure A. 2

 2 Figure A.2 EQE spectra of µc-Si:H solar cells with absorber layers deposited using different H 2 flow rates.

  

  

  

  𝑉 𝑃𝑃 denotes the peak-to-peak voltage. Note that several preconditions have to be assumed concerning the estimation of 𝑉 ̃𝑝𝑙 by Equation (2.3): i) the potential of bulk plasma is linearly related to the applied voltage; ii) no potential drop in the bulk plasma (time-averaged); iii) complete sheaths collapse in each fundamental period; iv) no sheath reversal. Therefore, the maximum kinetic energy for ions arriving at the powered electrode 𝐼𝐵𝐸 𝑚𝑎𝑥

	1 2	( 1 2	𝑉 𝑃𝑃 + 𝑉 𝐷𝐶 )	(2.3)
	where 𝑝 electrode 𝐼𝐵𝐸 𝑚𝑎𝑥 𝑔 can be approximately expressed as	and at the grounded

Table 2 .1 Process conditions for the magnetron sputtering of ZnO:Al, ITO, and Ag.

 2 

	Sample	Ar sccm	Ar/O 2 sccm	P mTorr	P RF W		T sub ºC	V DC V	r d nm/min
	ZnO:Al	30	-	3.2×10 -3	250	RT	§ or 325	140	~36
	ITO	43	3	4.6×10 -3	200		RT	200	~40
	Ag	41	-	4.3×10 -3	50		RT	200	~33
	35 M. N. van den Donker, et al., Thin Solid Films, 511-512: 562 (2006).			
	36 Y. Yasuhiro, et al., Energy, 56(266): 46 (2006).					
	37 C. Charpentier, PhD thesis, École Polytechnique (2012).					
									

§ RT: room temperature.

  M. H. Brodsky, et al., Phys. Rev. B, 16(8): 3556 (1977).
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Lucovsky

, Solid State Commun., 29(8): 571 (1979). 46 W. Beyer, in Tetrahedrally-Bonded Amorphous Semiconductors, D. Adler and H. Fritzsche (Eds.), Springer (1985) 47 P. A. Redhead, Vacuum, 12(4): 203 (1962). 48 L. A. Pétermann, Prog. Surf. Sci., 3: 1 (1972). 49 W. Beyer, et al., in Advanced Characterization Techniques for Thin Film Solar Cells, D. Abou-Ras, T. Kirchartz, and U. Rau (Eds.), Wiley (2011).

Table 3 .

 3 1 Process conditions of the SiF 4 /H 2 MDECR plasma and the SiF 4 /H 2 /Ar RF plasma.

	Plasma	P MW	P	SiF 4	H 2	Ar
	source	W	mTorr	sccm	sccm	sccm
	MDECR	1250	7	10	60	-
	RF	15	3000	3.6	5.3	88

Table 3 .

 3 2 Process conditions for studying effect of substrate temperature.

	P MW	P RF	P	T sub	SiF 4	H 2
	W	W	mTorr	ºC	sccm	sccm
	1250	10	7	110-190	10	60

Table 3 .

 3 3 Process conditions for deposition of µc-Si:H films using two-step method.

	Step	P MW W	P RF W	𝑰𝑩𝑬 eV	P mTorr	T sub ºC	SiF 4 sccm	H 2 sccm
	Ⅰ				1.67			
		1250	10	16.5		140	10	60
	Ⅱ				7			

Table 3 .

 3 4 Process conditions for studying the effect of gas pressure.

	P MW	P RF	P	T sub	SiF 4	H 2
	W	W	mTorr	ºC	sccm	sccm
	1250	10	1.67-8	140	10	60

  . Using the same assumptions as for Equation (2.3), the potential of the bulk plasma can be expressed as

				𝑉 𝑝𝑙 (𝑡) = 𝑎𝑉(𝑡) + 𝑉 ̃𝑝𝑙	(4.11)
	where 𝑎 is positive and constant. Relating Equation (4.11) to Equation (4.3) and (4.4), we get
				0 = 𝑎𝑉 𝑚𝑖𝑛 + 𝑉 ̃𝑝𝑙	(4.12)
				𝑉 𝑚𝑎𝑥 + 𝑉 𝐷𝐶 = 𝑎𝑉 𝑚𝑎𝑥 + 𝑉 ̃𝑝𝑙	(4.13)
	Solving Equation (4.13) with 𝑎 from Equation (4.12),	
	𝑉 ̃𝑝𝑙 =	|𝑉 𝑚𝑖𝑛 | |𝑉 𝑚𝑖𝑛 |+𝑉 𝑚𝑎𝑥	(	𝑉 𝑚𝑎𝑥 |𝑉 𝑚𝑖𝑛 |+𝑉 𝑚𝑎𝑥	𝑉 𝑃𝑃 + 𝑉 𝐷𝐶 ), with 𝑉 𝑃𝑃 = |𝑉 𝑚𝑖𝑛 | + |𝑉 𝑚𝑎𝑥 |	(4.14)

Table 4 .

 4 1 Process conditions for µc-Si:H film deposition using TVW with varying φ.

	φ	V PP	P	d i	T sub	T rf	SiF 4	H 2	Ar
	π	V	Torr	cm	ºC	ºC	sccm	sccm	sccm
	0-2	250	3	2	150	80	3.6	5	88

Table 4 .

 4 2 Process conditions for two reference µc-Si:H films deposited using standard single-frequency (13.56 MHz) excitation source.

	P RF	V PP	V DC	IBE m ax	t	X R a m a n c	r d
	W	V	V	eV	nm	%	Å/s
	15	285	-35.5	~53.5	230	73	2.46
	8	212	-22	~42	130	67	1.43

Table 4 .

 4 3 Process conditions for µc-Si:H film deposited using TVW with varying φ for electronic properties characterization. t represents the layer thickness.

	Sources	IBE m ax eV	P Torr	d i mm	T sub ºC	T rf ºC	SiF 4 sccm sccm sccm H 2 Ar	t µm
	13.56 MHz ~54							0.5
			3	20	150	80	3.6	5	88
	TVW	~18-65						
									1

Table 4 .

 4 4 Process conditions for substrate n-i-p µc-Si:H solar cells.

	1	substrate	1 inch ×1 inch Corning glass covered with 1 µm sputtered ZnO:Al (etched by 0.5 % HCl solution for 25 s).

Table 4 .

 4 

	IBE m ax	t i	J SC	V OC	FF	η
	eV	µm	mA/cm 2	V	%	%
	~20	1.25 (±0.1)	23.0	0.460	68.0	7.19
	~30	1.25 (±0.1)	23.5	0.488	72.6	8.32
	~45	1.15 (±0.1)	23.1	0.509	71.6	8.42
	~55 (Ref.)	1.45 (±0.1)	23.6	0.502	72.3	8.58
	~65	1.45 (±0.1)	4.3	0.432	41.7	0.77

5 I-V parameters of µc-Si:H solar cells with absorber layers deposited under different ion energy conditions using TVW, along with reference cell (𝐼𝐵𝐸 𝑚𝑎𝑥 = ~55 eV) deposited by standard 13.56 MHz excitation source. t i represents the thickness of absorber layer.

Table 4 .

 4 6 Process conditions for a-Si:H film deposition using TVW with varying φ.

	φ	V PP	P	d i	T sub	T rf	SiH 4	H 2
	π	V	mTorr	cm	ºC	ºC	sccm	sccm
	0-2	150	120	2.8	200	100	5	10

Table 4 .

 4 7 Comparison of 𝐼𝐵𝐸 𝑚𝑎𝑥 and 𝑟 𝑑 for a-Si:H films deposited using sawtooth waveform at φ = 1.5π with different 𝑉 𝑃𝑃 .

	φ	V PP	V DC	IBE m ax	r d
	π	V	V	eV	Å/s
	1.5	150	-52.5	11.3	0.53
	1.5	175	-64.5	11.5	0.69
	1.5	200	-75.5	12.3	0.76

  S. Lebib, et al., Eur. Phys. J. -Appl. Phys., 26: 17 (2004).

  U. Kroll, et al., J. Non-Cryst. Solids,227-230, Part 1: 68 (1998).

[START_REF] Smets | The effect of ion-surface and ion-bulk interactions during hydrogenated amorphous silicon deposition[END_REF] 

A. H. M. Smets, et al., J. Appl. Phys., 102: 073523 (2007). 96 G. Bugnon, et al., Adv. Funct. Mater., 22(17): 3665 (2012).

Table 5 .

 5 1 Process conditions for silicon thin film deposition using sawtooth waveforms with varying H 2 flow rate.

	V PP	P	d i	T sub	T rf	SiF 4	H 2	Ar
	V	Torr	cm	ºC	ºC	sccm	sccm	sccm
	285	3	3	150	80	3.6	0-6	88

Table 5 .

 5 2 Process conditions for a-Si:H underlying layer in two-step deposition study.

	V PP	P	d i	T sub	T rf	SiH 4	H 2
	V	Torr	cm	ºC	ºC	sccm	sccm
	385	0.4	3	150	80	10	20

Table 5 .

 5 3 Process conditions for Ar plasma study with different pressure.

	V PP	P	d i	T sub	T rf	Ar
	V	Torr	cm	ºC	ºC	sccm
	130-290	0.15-1	3	150	80	10, 15, and 88

Table 5 .

 5 4 Process conditions for SiF 4 plasma study with different pressure.

	V PP	P	d i	T sub	T rf	SiF 4
	V	Torr	cm	ºC	ºC	sccm
	150-310	0.2-1	3	150	80	30

Table 5 .

 5 5 Process conditions for H 2 plasma study with different pressure.

	V PP	P	d i	T sub	T rf	H 2
	V	Torr	cm	ºC	ºC	sccm
	200-360	0.2 and 1	3	150	80	50 and 100

4 /H 2 /Ar plasma

  Application relevant processes usually deal with multi-gas plasmas with more complex chemical and physical features. This motivates us to study the impact of the pressure on the discharge asymmetry of the SiF 4 /H 2 /Ar plasma employed in our work. Following the study presented in Section 4.2 about the deposition of µc-Si:H films, the H 2 and SiF 4 flow rates were set to 3.6 sccm and 5 sccm, respectively. Two gas pressure ranges have been investigated by employing different levels of Ar dilution, and details about the process conditions are shown in Table5.6.

5.2.2.2. Multi-gas plasma

SiF

Table 5 .

 5 6 Process conditions for SiF 4 /H 2 /Ar plasma study with different pressure.

	V PP	P	d i	T sub	T rf	SiF 4	H 2	Ar
	V	Torr	cm	ºC	ºC	sccm	sccm	sccm
	285	1.25-3						88
			3	150	80	3.6	5	
	260	0.25-1						11

Table 5 .

 5 7 Process conditions for Ar plasma study with varying d i .

	V PP	P	d i	T sub	T rf	Ar
	V	Torr	cm	ºC	ºC	sccm
	120 and 220	1	2-5	150	100	20

Table 5 .

 5 8 Process conditions for H 2 plasma with varying d i .

	V PP	P	d i	T sub	T rf	H 2
	V	Torr	cm	ºC	ºC	sccm
	215, 285, and 340	1 and 1.13	2-5	150	100	100

H 2 /Ar plasma with constant H 2 flow rate

  .23-(a), the plasma heating operates in a dominant α-mode at low d i conditions with 𝑉 𝑃𝑃 = 215 V, since more negative values of 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 are observed compared to 𝑉 𝐷𝐶 𝑢𝑝 , and thus giving negative values of 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 -𝑉 𝐷𝐶 𝑢𝑝 in Figure5.23-(d). However, the magnitude of 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 -𝑉 𝐷𝐶 𝑢𝑝 decreases with increasing d i , and a value around zero is observed at 4 cm. This suggests that the plasma response is more symmetric compared to the former cases, presumably due to a hybrid α-DA mode electron heating under this condition. Then, the increase of 𝑉 𝑃𝑃 up to 285 V allows one to observe the sign reverse for 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 -𝑉 𝐷𝐶 𝑢𝑝 at certain d i values (Figure5.23-(g)). This indicates an electron heating transition from α-mode to DA-mode is achieved when d i is high enough. Furthermore, 𝑉 𝑃𝑃 = 315 V also leads to the observation of such transition, but at even lower d i values as seen in Figure5.23-(f).It has been shown above that, depending on the gas property, the plasma response asymmetry (dominant heating mode) can be significantly impacted by the reactor geometry in a sawtooth waveform excited single-gas plasma. In this part, such geometry-impacted electron heating dynamics is further investigated for the case of multi-gas plasma.SiF 4 /H 2 /Ar plasmas excited by the sawtooth waveforms were studied under different d i conditions ranging from 0.5 cm to 4.5 cm. Following the study presented in Section 5.2.2, different pressure conditions were also considered. Details about the process conditions are shown in Table5.9.

	Similar conclusion can be deduced from the results presented from Figure 5.23-(g) ~ (i) about the evolution of 𝑉 𝐷𝐶 𝑢𝑝 . The electron heating mode transition is reflected by the variation of 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 value from less than unity (α-mode dominated) to greater than unity (DA-mode
	dominated) with increasing d i .
	5.2.3.2. Multi-gas plasma
	SiF 4 /

Table 5 .

 5 9 Process conditions for SiF 4 /H 2 /Ar plasma study under different pressure with varying d i .

	V PP	P	d i	T sub	T rf	SiF 4	H 2	Ar
	V	Torr	mm	ºC	ºC	sccm	sccm	sccm
	285	1.25-3	5-45	150	80	3.6	5	88

Table 5 .

 5 10 Process conditions for SiF 4 /H 2 /Ar plasma study under different pressure with varying H 2 flow.

	V PP	P	d i	T sub	T rf	SiF 4	H 2	Ar
	V	Torr	cm	ºC	ºC	sccm	sccm	sccm
	285	3	1-3	150	80	3.6	0-10	88

Table 5 .

 5 11 Process conditions for silicon thin film deposition using SiF 4 /H 2 /Ar plasma chemistry using sawtooth waveforms with varying P•d i .

	V PP	P	d i	T sub	T rf	SiF 4	H 2	Ar
	V	Torr	cm	ºC	ºC	sccm	sccm	sccm

Table 5 .

 5 12 Process conditions for silicon thin film deposition using SiH 4 /H 2 plasma chemistry using sawtooth waveforms with varying P•d i . Figure 5.29-(a) and (b) show the evolution of𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 and 𝑟 𝑑 𝑑𝑜𝑤𝑛 /𝑟 𝑑 𝑢𝑝 under these different process conditions, respectively. As in the results for the SiF 4 /H 2 /Ar plasma shown in Figure 5.25-(a), three zones can be roughly identified for the SiH 4 /H 2 plasma regarding the values of 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 with varying P•d i . In zone A, the plasmas heating operate in the α-mode, leading to 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 values greater than unity and increasing with pressure. However, the increase of P•d i in zone B leads to the heating transition from the α-mode, then a hybrid α-DA mode, finally into the dominant DA-mode. As a consequence, 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 reverses to less than unity at high P•d i (> ~3 Torr•cm) conditions. Eventually, 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 stabilizes around a relatively low value in zone C with further increased P•d i values.

	V PP	P	d i	T sub	T rf	SiH 4	H 2
	V	Torr	cm	ºC	ºC	sccm	sccm
	285	0.65-1.35	2-4	150	100	10	100

Table 5 .

 5 13 Process conditions for silicon thin film deposition from SiH 4 /H 2 /Ar gas mixture using sawtooth waveforms with varying P•d i . Figure 5.30-(a) and (b) show the evolution of 𝑉 𝐷𝐶 𝑑𝑜𝑤𝑛 /𝑉 𝐷𝐶 𝑢𝑝 and 𝑟 𝑑 𝑑𝑜𝑤𝑛 /𝑟 𝑑 𝑢𝑝 under these different process conditions, respectively. Due to inadequate data points, zone A and C cannot be well illustrated in the results. However, one can still find a clear transition of electron heating mode (in zone B) at a certain P•d i value.

	V PP	P	d i	T sub	T rf	SiH 4	H 2	Ar
	V	Torr	cm	ºC	ºC	sccm	sccm	sccm
	285	1.39 and 2	2.5-4	150	100	2.5	100	20

Table A .

 A 2 I-V parameters of the substrate n-i-p µc-Si:H solar cells with absorber layers deposited using different H 2 flow rates.

	H 2	t i	J SC	V OC	FF	η
	sccm	µm	mA/cm 2	V	%	%
	3		23.4	0.509	51.6	6.15
	4	~1.5	25.2	0.530	72.0	9.61
	5	(±0.1)	24.2	0.523	73.1	9.24
	6		23.9	0.524	74.0	9.26

Table A .

 A 3. Example of the improvement of solar cell spectral response in the infrared region by increasing the absorber layer thickness, shown by the EQE at 800 nm and 1000 nm for both substrate p-i-n and substrate n-i-p devices.

	t i	superstrate p-i-n	substrate n-i-p
	µm	800 nm	1000 nm	800 nm	1000 nm
	1.5	~43 %	~6 %	~57 %	~9 %
	3.0	~49 %	~11 %	~70 %	~18 %
	4.5	~59 %	~15 %	-	-

Dans cette partie, l'effet d'asymétrie de pente causée par l'utilisation de sawtooth TVW a été étudié. En raison de la forte asymétrie de pente de montée et de descente dans la tension appliquée, la dynamique de gaine spatiale asymétrique et l'absorption de puissance électronique localisée à chaque électrode peuvent être générées, même dans un réacteur géométriquement symétrique. Par analogie avec les plasmas à un seul gaz, une telle asymétrie de décharge dépend du mécanisme de chauffage du plasma dominant et peut être simplement réfléchie par les mesures de la tension d'autopolarisation. En couplant cet effet avec le plasma SiF 4 /H 2 /Ar à multi-précurseur, nous avons observé l'apparition d'un effet "electrode-selective" dans un processus CCP. Pour certains rapports de débit de gaz, nous pouvons obtenir le dépôt sur une électrode, tout en ne produisant pas de dépôt ou de gravure sur l'autre électrode. En outre, un tel équilibre dépôt/gravure peut être contrôlé par l'injection de H 2 .Nous avons analysé l'influence de la pression et de la géométrie du réacteur sur l'effet d'asymétrie de pente pour les plasmas mono-et multi-gaz. Le produit de la pression et de la distance inter-électrodes P•d i est déduit comme un paramètre crucial pour déterminer le mode de chauffage du plasma, déduit par la tension d'autopolarisation obtenue expérimentalement, en particulier les valeurs relatives de sawtooth-up et -down TVW. Cela a également été observé dans la chimie du plasma SiH 4 /H 2 , avec des conclusions similaires. Cela signifie que l'asymétrie de décharge peut être commutée en changeant les conditions P•d i , et donc un contrôle plus flexible sur le processus "electrode-selective" peut être attendu.Nous avons également identifié de tels processus "electrode-selective" lors de l'utilisation de peaks et valleys TVW, typiquement utilisés pour maximiser l'effet d'asymétrie d'amplitude (contrôle de l'énergie ionique). Nous proposons que cela soit dû au fait que l'une des gaines rétrécit rapidement et reste effondrée pendant la plus grande partie d'une période fondamentale. Une telle dynamique de gaine unique peut également provoquer un chauffage du plasma localisé à proximité d'un bord de la gaine qui s'effondre.
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used, although this has a limited impact on the plasma density due to the lower frequency.

This idea was first proposed by Goto et al 12 in a study of SiO 2 plasma etching. In their work, the authors found that by combining low and high frequency excitations, the 𝐼𝐵𝐸 at the substrate can be effectively controlled without affecting the plasma density. To obtain further control over the plasma properties, one can also introduce a phase shift between the two frequencies. In a study of Ar/CF 4 /N 2 plasma excited by a 27.12 MHz/2 MHz dual frequency voltage source 13 , it was found that the peak position of the ion energy distribution functions for CF 3 + can be varied with the low frequency component phase.

Such dual-frequency excitation sources provide a practical solution for the independent control of ion flux and ion energy, as has been extensively reported in literature and widely used in industrial applications 14,15,16 . However, this technique still has its limitations, as the issue of frequency coupling between the two components (particularly the electron heating and temporal ionization dynamics) has been identified by both analytical modeling 17 and numerical simulations 15,18,19 , and also confirmed by experimental studies 20,21 . Furthermore, the emission of secondary electrons could make the frequency coupling effect more significant 18 . Therefore, a more elegant solution is needed to meet all given process requirements. A more recent excitation technique using the multi-frequency TVW has been proposed to do so, and it will be introduced in detail in the next section.

Electrical asymmetry effect

In contrast to the "classical" dual-frequency excitation source that necessarily requires the two components to be widely separated, better control over the plasma properties can be realized through the utilization of TVW excitation, wherein the voltage waveform consists of a series of consecutive harmonics with individually adjustable amplitudes and phases. This idea was first proposed by the group at the Ruhr-Universität Bochum in 2008 to achieve the separate control over the ion flux and ion energy in CCP discharges 22 . By making use of voltage waveforms with two phase-shifted frequencies:

where 𝑉 1 and 𝑉 2 are the voltage amplitudes for the applied frequencies, 𝜔 is the angular frequency corresponding to the fundamental frequency, and φ is the phase shift between the two components, the authors found that an electrically asymmetric plasma response can be formed, regardless of the

The possibility of "electrode-selective" processing using peaks/valleys waveform comparison, plasma processes using the sawtooth waveforms were also studied. Herein, the underlying a-Si:H layers were all kept at ~60 nm thick. Details about the process conditions are shown in Table 5.14. Note that although different SiF 4 and H 2 gas flows of 10 and 2.5 sccm were used in the second step for this study, the processes were still operated in the H 2 -limited regime. As shown in Table 5.14, the H 2 is almost fully depleted in both plasma processes.

The ellipsometry spectra for the samples after the SiF 4 /H 2 /Ar plasma treatment in the second step are presented in Figure 5.32. Consistent with the results of Section 5.2.1, the sawtooth-up plasma treatment causes a strong etching of the underlying layer, whereas a net deposition process is observed for the case of sawtooth-down, as seen in Figure 5.32-(a).

Interestingly, similar results are also observed when the peaks or valleys waveform was applied. As seen in Figure 5.32-(b), a net etching process is caused by the peaks plasma, while a net deposition process is given by its counterpart. The corresponding ellipsometric modeling for the two deposition plasmas (sawtooth up and

Appendix

Another initial target of this thesis work is dedicated to the fabrication of high-efficiency single-junction µc-Si:H solar cells based on the SiF 4 /H 2 /Ar plasma chemistry. But due to the planned works in our group, only some preliminary work will be presented here. Again, this part of work mainly focuses on the process optimization of intrinsic absorber layer in the device, and it has been carried out only using the standard single-frequency (13.56 MHz) excitation source.

Based on of the perspectives from the recent PhD thesis work 1 relating with this topic, a P•d i value of 6 Torr•cm is used for all the processes herein (P•d i = 12 Torr•cm was used in former work), since it has been suggested in Ref. 2 that an optimum for both deposition rate and electronic properties can be achieved under such condition. Moreover, as it has been done in Section 4.2, all the solar cell devices are in a substrate n-i-p configuration (a superstrate p-i-n configuration was used in Ref. 1).

A.1. Effect of H 2 flow rate

First of all, a series of µc-Si:H films were deposited at a constant SiF 4 flow rate of 3.6 sccm and Ar dilution of 88 sccm, while the H 2 flow rate was varied from 2.5 sccm up to 7 sccm. The detailed information is shown in Table A.1. All the films are kept around 500 nm (±50 nm) thick. Instead of keeping the V PP of excitation source constant, we used a constant RF power at 15 W for this series of deposition. However, the 𝐼𝐵𝐸 𝑚𝑎𝑥 values for these processes only vary in a small range around 55 eV (±2 eV), which does not exceed the ion energy threshold relating with the material properties transition observed in Section 4.2. Therefore, one can neglect the difference of ion energy conditions during processing and their impact to the resulting materials that have been extensively discussed in this work.

Ellipsometry and Raman measurements were performed for the samples, and the results are presented in Figure A.1. One can note from both characterizations that the increase of H 2 flow rate after intrinsic layer deposition § . However, in analogy with the results from p-i-n devices, further improvement can still be reasonably expected. Ensuite, nous avons exploré la technique d'excitation Tailored Voltage Waveform (TVW) pour les processus plasma radiofréquence capacitivement couplé (RF-CCP). Grâce à l'utilisation de TVW, il est possible d'étudier indépendamment l'influence de l'énergie ionique sur le dépôt de matériaux à une pression de processus relativement élevée. Basé sur ce point, nous avons étudié le dépôt de μc-Si:H et a-Si:H à partir des plasma de SiF 4 /H 2 /Ar et de SiH 4 /H 2 , respectivement. A partir d'une analyse des propriétés structurelles et électroniques, nous constatons que la variation de l'énergie ionique peut directement traduite dans la qualité du matériaux. Les résultats se sont appliqués aux dispositifs photovoltaïques et ont établi des liens complets entre les paramètres de plasma contrôlables par TVW et les propriétés de matériaux déposé, et finalement, les performances du dispositif photovoltaïque correspondant. Enfin, nous avons trouvé que dans le cas du dépôt de couches minces de silicium à partir du plasma de SiF 4 /H 2 /Ar à l'aide de sawtooth TVW, on peut réaliser un processus de dépôt sur une électrode, sans aucun dépôt ou gravure. contre-électrode. Ceci est dû à deux effets: la nature multi-précurseur du processus de surface résultant et la réponse de plasma spatiale asymétrique par l'effet d'asymétrie de pente de la sawtooth TVW. La découverte de tels procédés "electrode-selective" encourage la perspective que l'on puisse choisir un ensemble de conditions de traitement pour obtenir une grande variété de dépôts désirés sur une électrode, tout en laissant l'autre vierge.

Title : Novel concepts in the PECVD of silicon thin films: from plasma chemistry to photovoltaic device applications Keywords : Silicon thin film, Plasma-enhanced chemical vapour deposition, Electron cyclotron resonance, Electrical asymmetry effect, Tailored voltage waveform, Ion energy Abstract: This manuscript presents the study of silicon thin film materials fabrication using different plasma-enhanced chemical vapour deposition (PECVD) techniques for applications in photovoltaics. First, we have combined a halogenated process chemistry using an SiF 4 /H 2 gas mixture with the matrix-distributed electron cyclotron resonance (MDECR) PECVD technique for the growth of µc-Si:H at high rate. We find that moderate ion energy conditions are beneficial to achieve a significant drop in the density of nano-voids, and thus a higher quality material with better stability can be obtained. A two-step deposition method has been introduced as an alternative way to eliminate the formation of an amorphous incubation layer during film growth. Then, we have explored the Tailored Voltage Waveform (TVW) excitation technique for capacitively coupled plasma (CCP) processes. Through the utilization of TVW, it is possible to independently study the impact of ion energy on material deposition at relatively high process pressure. Based on this insight, we have studied the deposition of µc-Si:H and a-Si:H from the SiF 4 /H 2 /Ar and SiH 4 /H 2 plasma chemistries, respectively. From an analysis of the structural and electronic properties, we find that the variation of ion energy can be directly translated into the material quality. The results have applied to photovoltaic devices and have established comprehensive links between the controllable plasma parameters via TVW, the deposited material properties, and, finally, the resulting device quality. Finally, we have found that in the case of silicon thin film deposition from the SiF 4 /H 2 /Ar plasma chemistry using the sawtooth TVW, one can achieve a deposition process on one electrode, while at the same time either no deposition or an etching process on the counter electrode. This is due to two effects: the multi-precursor nature of the resulting surface process and the spatially asymmetric plasma response through the slope asymmetry effect of sawtooth TVW. The discovery of such "electrode-selective" processes encourage the prospect that one could choose a set of process conditions to achieve a wide variety of desired depositions on one electrode, while leaving the other pristine.